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‘DEPQX AME: Wood Gulch mine SAMPLE NO: 4035 3
MINING "®*ISTRICT: Aura LAB NO: '_736 i
COUNTY: Elko e PN 7
UTM North: 4614364 UTM East: 586097

DESCRIPTION: Silicified argillite, brecciated, laced with guartz veinlets,
breccia matrix is quartz; some vuggy quartz, vugs lined with cockscomb crystals;
limonite points in argillite and coating fracture surfaces; barite and fluorite
are present but were not seen in this sample

Fe%: Mg%: Na%:

<2z oWy
= B o VN Sl ()

:

COMMENTS ¢




/%7

s

-DEPCSIT NAME: Wood Gulch mine SAMPLE NO: 4036

MINING DISTRICT: Aura LAB NO:

COUNTY: Elko

UTM North: 4614557 UTM East: 585820

DESCRIPTION: Brecciated, silicified argillite, rubble breccia cemented by quartz
and limonite, cut by massive, white quartz veins, veins and breccia are stained

red from hematite
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