UNITED STATES BUREAU OF MINES

PRELIMINARY EXAMINATION REPORT

Lessee or
Operator s i, Address

Location..Sece.15, 21, 22, 23, Ts 24 Na,. Ba. 57 Ea,.52 miles(northideSlaf Ely, Nevada

Sample from a surface cut assayeds:

082% Cu, 04055 ozse Au, lel 0ze Age per ton

History and production Silver was discovered on this property in 1869 The mine was
dormant until 1905 when some copper ore was shippede Property has been inactive for many

yearse

Type Deposit (Goeolgy) The ore occurs in limestone and quartzite on or near the contact
with quartz monzonitee Copper carbonates are exposed in a few surface cutse

Mine Workings TUnderground workings are caved and therefore inaccessibles

111734




