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// Frank Lewis pate JU1Y. 12, 1979 &  wuee 106 No.
d * Page
" cO{/
L ? e 0z/T 0z/T
V Sample No. Gold Silver
6-29-79 - 1 0.044 1.307
2 0.056 0.911
3 0.068 0.951
4 0.110 1.29
5 0.010 0.16
6 0.008 0.07
7 0.046 0.74
8 0.026 1.45
9 0.006 0.87
10 0.024 1.84
11 0.038 1.82
12A 0.060 4.01
12B trace 1.37
13 0.028 1.05
/14 0.022 4.05
15 trace 1.26
16 0.028 1.41
17 0.044 2.77
18 0.036 12.28
19 trace 0.38
20 0.188 6.14
21 trace 1.76
22 0.022 0.51
6-30-79 1 0.026 4.66
2 0.110 4.72
% ROSIY OUNTAIR OECSHEMICAL SORP.

SALT LAKE CITY, UTAH RENO, NEVADA

TUCSON, ARIZONA
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Frank Lewis pate__ July 12, 1979 ooce 1ob no. 79-11-11R

Page 5 _of 3
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'Sample'No;j"‘"'--~--~vGo1d...4.,,.....A.Silver
6-30-79 - 3 0.016 148 ol ff""' .
i ‘ sty s
= 7 4 0.016 15,02 " culfest
5 0.006 1.35
6 N ‘ trace 0.18{‘ | poi®
7 0.024 0.68'
o ¢ 8 0.050 1.51
b = “ S e N 5
S& 1 F ¢ A 10 0.008 0.41 2 Ao Y
A, S % . ; 11 0.150 3.06 ad ol 1

N s

James Rv Lee
Rocky Mountain Geochemical Corporation .
Sparks; Nevada = . July 12, 1979
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