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PRELIMINARY EXAMINATION REPORT

Owner. Fred Steiner === Address""iQQSHEb"§§I§§§;"§p§rk8; Nevada
Lessee or
Operator.. ... Address

Ore shipped from shallow workings averaged:

BaS0, - 96.26%
S100" = 1.30
Fep03 = 0402
Ca0 - (o228
Mg0 = 1.48

History and production First located in 1870 as gold propertye Worked intermittently
until the 1920'y now inactive. Produced small tonnage of gold ore. Barite production was
started in 19303 about 2,000 tons have been produced to dates

Type Deposit (Goeolgy) The barite occurs in s fissure vein which follows a fracture which
cuts the surrounding andesite porphyriese It strikes Ne 60° We and dips 70° Southe The
vein is traceable for a distance of 2,000 feets The barite is found on the hanging wall

and varies from 1 to 5 feet in thicknesse The ore is of good quality and of massive varietye

Mine Workings The mine workings consist of 9 open cuts and 2 shaftse Stoping has been
done for a distance of 300 feet and to a depth of 80 to 100 feete
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