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PROPERTY NAME: Sample Site 3832 County: Churchill Jdewr 2L
OTHER NAMES: Mining District; Ea1rview
MINERAL COMMODITY(IES): ____Unknown : AMS Shest: __Reno
TYPE OF DEPOSIT: Quartz vein Quad sheet; _ Bl Canyon 7-1/2°
ACCESSIBILITY: Just west of main road to Wonder Mill Sec. 17 T __16N g 34E
OWNERSHIP: Unknown Coordinate (UTM):

North 4 3449704

PRODUCTION: None : East 03 981130n
HISTORY: Early prospecting Zone +11
DEVELOPMENT: A small adit
ACTIVITY AT TIME OF EXAMINATION: ___None
GEOLOGY: A small cross-cutting adit bearing N20°E driven beneath an E-W_structure with

quartz veining and strong kaolin alteration. Sample grabed from dump, assays were low (3 pom

silver and less than .05 ppm gold.
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