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PROPERTY NAME: Sample Site 3826

OTHER NAMES:

MINERAL COMMODITY(IES):___Silver/gold

TYPE OF DEPOSIT: Epithermal vein

ACCESSIBILITY: No road, east of the impact area.

)
County: Churchill Jgi 31

Mining District: Fairview
AMS Sheet: ___Reno

- 1
Quad sheet: _ Be11 Canyon 7-1/2

Sec, 31 71_ 16N p  34E

OWNERSHIP: Unknown Coordinate (UTM):
North 4 3,40;3,2,0
PRODUCTION: None _ East 0,397,480 q
RISTORY: Seenms to date from the early exploration Zone +11
around 1906-1910
DEVELOPMENT: Small prospect pit and 15 foot haft
ACTIVITY AT TIME OF EXAMINATION: __None
GEOLOGY: Country rock is altered and in part, kaolinized rhyolite that near the prospect

is bleached white. Sample 3826 was chipped from the exposed portion of a N30 E, 42 SE

silicified vein. Assays showed only minor mineralization, (3 ppm silver and less than .05

ppm gold) .

REMARKS:

REFERENCES:

EXAMINER: Jack Quade

DATE VISITED: 9/11/86




