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PROPERTY NAME: Sample Site 3850 county: ____ Churchill Jlew Y3
OTHER NAMES: Mining District; Ta1EViEW
MINERAL COMMODITY(IES): _Minor amounts of copper-lead AMS Sheet: __Reno
TYPE OF DEPOSIT: East-west structure Quadshee:  Bell Canyon 7-1/2!
ACCESSIBILITY: In main part of camp sec. 30 1_16N o 34E
OWNERSHIP: Part of Nevada Hills Mine Coordinate (UTM):

North 4,3,4,4000 4

PRODUCTION: Unknown East 0,3,9,9,080 4
HISTORY: From early part of camp Zone +11
DEVELOPMENT: ___A single shaft

ACTIVITY AT TIME OF EXAMINATION; ___NOne

GEOLOGY:

The shaft is along the main east-west structure east of the glory-hole. Sample

3850, from the dumps, assayed only minor copper-lead mineralization, .5 ppm silver and less

than .05 ppm gold.

REMARKS:

REFERENCES:

EXAMINER: _______Jack Quade

DATE VISITED: 9/12/86




