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PLATE |V
UNDERGROUND WORKINGS - STRAY DOG

 REPORT ON PROPERTIES OF
LEEPING JACK MERGER MINES CO.
| NYE COUNTY, NEVADA
HINDRY AND BOYLE
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SCALE

ORDER OF NOTATION OF ASSAYS
NUMBER OF SAMPLE
WIDTH OF SAMPLE - FEET
DOLLARS SILYER PER TON
DOLLARS GOLD PER TON
AG. AT $ |.00 PER ©Z,
AU. AT $ 20.67 PER OZ.
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