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UNITED STATES BUREAU OF MINES

PRELIMINARY EXAMINATION REPORT

State....... Nevada . County..... l?émh_;mg ............... Mineral Products.. Iwvem. .. ... .
Name. of property"H§§S§!§Pfgmrgﬁi§9?"IEQQ;M;E? ...........

Owner Mre John Helgzer ... Address.. B 87, Lovelock, Nevada

Lessee or

Operator... . e AddreSS. .
Location..Sections 10, 15, 16, Te 25 N, Range 34 Be, Pershing County, Nevada.

Composite sample from outorope and test pits assayed:s Fe 68431%, P 04199%, S «013%.

History and production 100 car loads, approximately 5,000 tons of high grade iron ore
have been shipped from this property, used mainly for ships ballaste ,

Type Deposit (Goeolgy) Ore occurs as magnatite.
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Mine Workings
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