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Basalt

Alluvium

No Sample

Farrel Canyon Fm.
interbedded basalt,
lapilli tuff and chert ;

Basalt- actinolite and
kaolinite common ;
sericite , calcite and
chlorite common to
present.

Magnetite to 10%,
averages 2-3%
Pyrite to 15%,averages
1-2%

Lapilli tuff— cherty
appearance; fremolite
and kaolinite common;
actinolite rare ; traces
of magnetite and pyrite.
Chert~ calcite, tremolite,
and actinolite present;
traces of magnetite and
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