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15000 W. 6TH AVE., SUITE 300

GOLDEN, COLORADO 80401
PHONE: (303) 277-1887

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC oner " 702 sarea

8-Feb-90
H. Reed
Gold Fields Mining Corp. Page: 3
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : i 6
~uthority: H. Reed
iroject Purchase order : L-3718
Jobs 90175R Status: Final

Abbreviations:

Analyses:
Ag : Silver
Au ! Gold
Methods:
AA : Atomic Absorption
FA/AA : Fire Assay with AA finish
g \‘F!(# F
Units: €08 diap.:
Uit SDlty o g Wl g
ppm ¢ Parts per million Oth:;(ﬁ) ’Cg(q) Yracy of {ﬁ%a-
ppb : Parts per billion " Qeum em() @S(S)am;@,

signedzzz§z/ /ﬁ%éé;

® 8 8 * 2 2 0 s 0 s 000088000808 ® ® & ° 20000 e 0000 e e a0

Vernon K. Peterson
Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




F 15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

» BARRINGER LABORATORIES INC N e

26-Feb-90
H. Reed
Gold Fields Mining Corp. Page: 1
331 Freeport Blvd. Copy: . 3 of 3
Sparks, NV. 89431 Set : L
§ o
B : E@/; 7¢
Authority: MS. Pat Picune
Project : Purchase order : L-3624
Job: 90282R Status: Final
Ag Au Pb
AA FA/AA AA
Type Sample ppm _ppb ppm
Rock M-1423 0.6 6 L3
M-1424 22.6" 84 54
M-1425 2.5 5 576 RECEIVED
M-1426 leS 12 244
M-1427 1.5 36 109 FEB 2 8 1950
M-1428 0.4 3. 11
M-1429 0.2 2. 7 GFMC - SPARKS
o ag 8 2400
i Y08 T
218 {5, iy PSS (8) SiF

[ BN
P s iy 9
=Ner Cosimen ;3;:

Miyas -Mitizq

PROJECT '
STATE 1A LU

COUNTY

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




¢ . : 15000 W. 6TH AVE., SUITE 300
5 GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

(=

1455 DEMING WAY, SUITE 15

£ BARRI N GER LAB ORATORI E S IN C sy

26-Feb-90
H. Reed
Gold Fields Mining Corp. Page: 2
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set 1
Authority: MS. Pat Picune
Project : Purchase order : L-3624
Job: 90282R Status: Final

Abbreviations:

Analyses:

A : Silver wx v

ol : Bt Gold Fields discialms respon-

Pb v Tand siciity for the accuracy of these

: % (5}, log (s), assays (5) andlor

Methods : ey f'k‘ﬂum&’f[ ‘S).

AA : Atomic Absorption

FA/AA : Fire Assay with AA finish
Units:

ppm : Parts per million

ppb )¢ Parts per billion

--------- ® © 9 9 6 0 2 0 e e s s e 0 e e e 6 0 e e e 0 s e e e e e

Vernon K. Peterson
Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




GOLD FIELDS MINING CORPORATION

SAMPLE SUBMITTAL SHEET

1 -
Barringer Resources

To (Laboratory):

Address: 1455 Deming Way

Sparks, Nevada 89431

(702) 358-11538

Address Report & Invoice To:

200 Union Boulevard, Suite 500_7

Lakewood, Colorado 80228

Phone: _ (303) 988-0360

Se&qg%igfdgf}ﬁe :x.?xg Egé:poration

33T Freeport Boulevard

Sparks, Nevada 89431

(702) 331-5288

@s}etfofl

L 3624

P.0. NO.

Invoice & Assay Report Must Include This P.O. No.~ 6'

DATE SHIPPED 2/20/% @0;
/ ] "/ /’

SHIPPED VIA N Lere

NO.OF CARTONS /

NO. OF SAMPLES jf

Submitted by:

/{/ /(,A—/z')—‘ /

PROJECT. R@;J )3/47,‘—#
sTaTe__ A/ / COUNTY__ Abislor .
OTHER: ﬁn—;r &«2@ - S An%-?_m‘o

And:
[
Phone:
e [ommes | cpumgmmmense | mow | o ) HemimaReTor
i gt | < ——— | — 1 1 4 4
e | e —— By F¢ , T 1D
nids e R N
4L T (
I D — ;
1A% il > /)
./.7/}/’1'2; - \ , ;
sore le).h} ),%S;\Sﬂjs(ﬁ)m/
AT CoGuTgT S /

*ANALYTICAL METHOD:G—Geochem., Q—Quantitive
or Routine Assay, W—Wet Assay, F—Fire Assay,
A-Atomic Absorption; ¥2 AT—%2 Assay Ton,
1 AT—1 Assay Ton
Sheet 1: Send to lab with samples, Sheet 4: Mail to lab
cheet 2: Lakewood office copy, Sheet 3: Field office copy

L8 DISPOSITION OF SAMPLES Bulk Pulp
AFTER ANALYSIS Rejects

Return at customer’'s expense

via:

Store temporarily pending instructions 2& Z

ADDITIONAL INSTHUCTI%:W
. I L THOROUGREY CRUSH ENTIRE SAMPLE
aliJuan =] g

-~ e fadnd \1

l"lnl;Cl HA " R R e L
TON CHARGE, PERFDAM-ALL-E0LD BY FUSIGN A
ANN REBOART valtied N PPS. ALl S0ID VALUEY
GREATER THAN 1600 FPE RECHECK UY FIRE ASSAY
DETERWINE SILVER BY AA ANWD REPGAT IN PPM
DETERMINE = BY STANDAR

= e

. Phone results to:




‘ 15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. oNE: (02 388113

%ﬂ/ 31-Mar-90
H. Reed

Gold Fields Mining Corp. Page: 1
331 Freeport Blvd. Copy: 3 ef 3
Sparks, NV. 89431 Set : i |

Authority: Pat Picune

Project : L-3611 Purchase order : L-3611
Job: 90574R Status: Final
Ag Au
AA FA/AA
Type Sample ppm ppb RECEIVE D
Rock H-2247 252 64
H-2248 105.0 4628 APR - 9 1330
H-2249 8.8 131
H-2250 5.8 53 GFMC - SPARKS
H=-2251 3.8 107
H-2252 Zs1l 177
H-2253 Bl B5
H-2254 1.2.2 244
H=-2277 25.3 598
H-2278 150.0 1509
Gold Fields disclaims respon-
H-2279 6.8 74 sbilty or the accuracy of these
H-2280 i P 4 15 cora {s), ko7 {2}, assays (s) andior
H-2281 0.3 10 other Cooumam (),
H-2282 0.4 14
H-2283 0.7 25
H-2284 0.4 21
H-2285 33.6 250
H-2286 3.« 0 409
H-2287 17 +0 173
H-2288 0.3 13
H-2289 03 L
H-2290 0.4 116
H-2291 0«3 13
H-2292 0.2 16
H-2293 0.1 15
H-2294 - <4(0 )75 8 20
H=-2295 (0 i 10
H-2296 0:1 47
H-2297 11.8 143

T 230 R2/ £ pec 2%

PROJECT/ 70{4 f MVL(,D

4
STATE L
COUNTY JOAApL

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. rone: (702 3 1ss

31-Mar-90
H. Reed
Gold Fields Mining Corp. Page: 2
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : i1
Authority: Pat Picune
Project : L-3611 Purchase order : L-3611
Job: 90574R Status: Final
Ag Au
AA FA/AA
Type Sample ppm ppb
Rock H-2298 Twd 754
H-2299 4.5 232
H-2300 1.8 35
H=2301 79 68
H=2302 2.6 84
H—23103 376 2263

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE. SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. on " 702 3881158

31-Mar-90
H. Reed
Gold Fields Mining Corp. Page: 3
331 Freeport Blvd. ' Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Authority: Pat Picune
Project : L-3611 Purchase order : L-3611
Job: 90574R Status: Final

Abbreviations:

Analyses:

Silver
Gold

Ag
Au

e se

Methods:

AA Atomic Absorption
FA/AA : Fire Assay with AA finish

.

Units:

ppnm Parts per million
ppb Parts per billion

uality control: B |
Cold Fields disclaims restggfs\e
sipllity for the accuracy

corc {8), lca (), assays s)
giher document {s).

® 2 2 92 0 0 0080080

Vernon K. Peterson
Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




GOLD FIELDS MINING CORPORATION

SAMPLE SUBMITTAL SHEET

TGO (Laboratory);__Barringer Resources

.ddress:

Sparks. Nevada _ 89431

(702) 358-1158

Address Report & Invoice To:

- .
- £]

500

Lakewood, Colorada 80228

Phone: (303) 988-0360

Send Copies of Report To:

Sheet_\_of_k_
P.O. NO. L 3611

Invoice & Assay Report Must Include This P.O. No.

DATE SHIPPED 2/28/S9c
SHIPPED VIA Lanp

e

e
W.Reeo

NO. OF CARTONS

NO. OF SAMPLES
Submitted by:

Gold Fields Mining Corporation
331 Freeport Boulevard PROJECT. p\/ ZAWALD :
: 31 STATE___ NV COUNTY__ASikos.
(702) 331-5288
And. OTHER: S, = ..:
' 2SN Wl 27
Phone:
-l e O Andlor BESCAIPTION FROM TO N METHoDs . oA
{-2247 | -
I _ N Al FusSion) AQ
A Kool UK )T\)
. A | 1
223 P I AN
y Vo) & \\ﬂ\ [ )
-2l A1) o I/ ol
i ( CeAd o TNWST )
i S J%
- 7-} e Yy TR s | AT
U220 5 o] ), aseys (@) G
i t*‘w’!m ’:‘aﬂ?\s:«)n

"ANALYTICAL METHOD:G—Geochem., Q—Quantitive
or Routine Assay, W—Wet Assay, F—Fire Assay,
A-Atomic Absorption; ¥2 AT—": Assay Ton,

1 AT—1 Assay Ton
| Sheet 1: Send to lab with samples, Sheet 4: Mail to lab

Sf\ .. Lakewood office copy, Sheet 3: Field office copy
DISPOSITION OF SAMPLES Bulk Pulp
AFTER ANALYSIS Rejects

i Return at customer’s expense

y via:

; Store temporarily pending instructions

X | A

ADDITIONAL INSTRUCTIONS:

O

Phone results to:




15000 W. 6TH AVE., SUITE 300
( GOLDEN, COLORADO 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15
BARRINGER LABORATORIES INC one: " (02 s
. ONE: (702) 358-1158
<£;ZZf// 31-Mar-90
H. Reed
Gold Fields Mining Coirp. Page: 1
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Authority: Pat Picune _
Project : L-3611 Purchase order : L-3611
Job: 90574R Status: Final
Ag Au
AA FA/AA
Type Sample pPpm ppb RECEIVE D
Rock H-2247 2.2 64
H-2248  105.0 4628 APR - 8 1330
H-2249 8.8 131
H-2250 2.8 53 GFMC - SPARKS
H=2251 3.8 1.07
H=2252 it 177
H-2253 5.4 58
H—-2254 12.2 244
H=2277 25353 598
H-2278 150.0 1509
Gold Fields disclaims TespOn-
H-2279 6.8 74 Slblh’t\/ Inr the ,'-3!",'“1,-;’3(};‘ of ?hese
H-2280 1. 15 dwﬂﬁﬁfﬂ”ﬁﬁ$?3§fﬁﬂkr
H-2281 0.3 10 GRS asmess s s A
H-2282 0.4 14
H-2283 07 25
H-2284 0.4 21
H-2285 33,6 250
H-2286 31.0 409
H-2287 170 173
H-2288 0.3 1.3
H-2289 0.3 17
H-2290 0.4 1le6
H=2291 0.3 13
H=2292 0.2 16
H-2293 0.1 15
H-2294 <0, 1 23
H-2295 0.1 10
H-2296 0.1 47
H=-2297 11.8 141

T 230 R2/E gic 22

PROJECT/ phrft Wc/‘)

STATE —/,
COUNTY U A p2 e

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC ™ minssenon’ s

31-Mar-90
H. Reed
Gold Fields Mining Corp. Page: 2
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Authority: Pat Picune
Project : L-3611 Purchase order : L-3611
Job: 90574R Status: Final
Ag Au
AA FA/AA
Type Sample ppm ppb
Rock H-2298 77 754
H-2299 4.5 232
H-2300 18 35
H=-2301 7.0 68
H-2302 246 84
H=-2303 37.6 2263

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 8TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC oe: 0 oz ssa s

¢ 31-Mar-90
H. Reed
Gold Fields Mining Corp. Page: 3
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Authority: Pat Picune
Project : L-3611 ' Purchase order : L-3611
Job: 90574R Status: Final

Abbreviations:

Analyses:

Ag
Au

Silver
Gold

Methods:

AA : Atomic Absorption
FA/AA : Fire Assay with AA finish
Units:
ppm : Parts per million
ppb : Parts per billion
Quality control: - 5
G Fekis dlsclaims resp(}ﬂe
: lesS than ‘”“1";(.’, ol e a‘JEUﬂ‘Jr, {)f }UdS
, it g 0 3), 258048 8)
; j et Saninet {5).
Signed:

® ® © @ 2 2 8 0 S 0 C e 0 SO s S SE S SO T B O S S eS8 e e e s e

Vernon K. Peterson
Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




aboratory):__Barringer Resources

.ddress: 1455 T\am-:ng U-:-y

Sparks, Nevada 89431

(702) 358-1158

Address Report & Invoice To:

- »

’

20041@@3-39%, Suite 500
Lakewood, Colorado 80228

Phone: (303) 988-0360

Send Copies of Report To:
Gold Fields Mining Corporation

331 Freeport Boulevard

Spazks, Nevada 8943]

(702) 331-5288%

And:

Phone:

GOLD FIELDS MINING CORPORATION

SAMPLE SUBMITTAL SHEET

P.0. NO. L 3611

Sheet__\_of_k_

Invoice & Assay Report Must Include This P.O. No.

e e B S S

DATE SHIPPED 3{/7_5/ So
SHIPPED VIA Lanp
NO.OF CARTONS s

NO. OF SAMPLES %

. Resn

Submitted by:

PROJECT. Oy RAWID

j
STATE___NWJ COUNTY__ A ias

OTHER:

T22N W F 75

| SAMPLE SAMPLE DRILL HOLE / TRENCH NO.

ELEMENTS & ANALYTICAL

No | e Andlor GESCHIETON FROM T MEroDe:
2247 -
E 1’ ‘: ro,L C&'P FusSiony AN
t-2234 — I

— AM /A.O\
[ )

e L
1 x vl VA R cll
( A WS T }
S J
77 e
'2 305 b \a j‘. &) pa A
T | R

NALYTICAL METHOD:G—Geochem., Q—Quantitive
br Routine Assay, W—Wet Assay, F—Fire Assay,
p-Atomic Absorption; 2 AT— 1 Assay Ton,
AT—1 Assay Ton
heet 1: Send to lab with samples, Sheet4: Mail to lab
-t Lakewood office copy, Sheet 3: Field office copy

DISPOSITION OF SAMPLES Bulk Pulp
AFTER ANALYSIS Rejects

eturn at customer’'s expense
a:

ore temporarily pending instructions X /t

ADDITIONAL INSTRUCTIONS:

0 Phone results to:




- /7 e - 22
4 15000 W. 6TH AVE., SUITE 300
"g 3 GOLDEN, COLORADO 80401
| PHONE: (303) 277-1687
1455 DEMING WAY, SUITE 15

BARRI N GER LAB ORATORI E S IN C = (702 388-1158

24-Apr-90

H. Reed RECEIVED

Gold Fields Mining Corp. g Page: &,

331 Freeport Blvd. APR .0 1930 Copy: 3 of 3

Sparks, NV. 89431 Set : i

e GFMC - SPARKS

Attn: P. Picune Received: 17-Apr-90 10:01
Project: PO #: L-3416

Job: 90847R Status: Final

Sample Type: Rock Chip

Ag Au
AA FA/AA
Sample ppm ppb
H-2304 0.9 182 Gohr»@
H-2305 1 39 e, o0 o8 disClaime
H-2306 91 45 ‘,fzféfear‘rwcfﬁﬁg
H-2307 1.3 245 3 “ohxmass
H-2308 1 97 ‘mvx”“““\- H ity
H-2309 3.1 102
H-2310 5.5 19
H-2311 0.5 10
H-2312 0.3 9
H-2313 0.7 29
H-2314 0.4 2
H-2315 D3 10
H-2316 0.7 30
H-2317 0.6 16
H-2318 0.3 69
H-2319 0.2 75
H-2320 0.4 172
H-2321 0.2 28
H-2322 0.4 111
H-2323 0.8 146
H-2324 <0.1 37
H-2325 <0.1 15
H-2326 0.2 44
H-2327 0.5 156
H-2328 0.6 84
H-2329 0.3 40
H-2330 0.7 118 /9 ‘
H-2331 2.4 30 SROJECT ;7inbv7vtdi~)

STATE T Yy
COUNTY

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

'BARRINGER LABORATORIES INC, st "

24-Apr-90
H. Reed
Gold Fields Mining Corp. Page: 2
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : a
Attn: P. Picune , Received: 17-Apr-90 10:01
Project: PO #: L-3416
Job: 90847R Btatys: Final
Abbreviations:
Parameters:
Ag : Silver
Au : Gold
Methods:
AA : Atomic Absorption
FA/AA : Fire Assay with AA finish
Units:
ppm : Parts per million Old Patde Ataate:
ppb ¢ Parts per billion V@&sm“iﬁwgﬁﬂﬁﬁ
. Cy nt hose
Quality control: L R 388 ] apciy
< : less than

SignEd:“mQ:i; Z.-.’%{Q.%{???%_,......---'-

Marie Hallmark
Assistant Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




— A 2

N & .
[=3 /é,

i £ 15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401

: PHONE: (303) 277-1687
1455 DEMING WAY, SUITE 15

BARRINGER LABORAE@EJ@% INC. roNE: (021358188

Wao
0661 0 ¢ Ydv 25-Apr-90

M. Whitney g
Gold Fields Mining Corp. 3/\ |3 ™~ 3 Y Page: 1
331 Copy: 3 of 3
Freeport Blvd. Set : i
Sparks, NV. 89431
Attn: M. Whitney Received: 12-Apr-90 2?2?7:2?
Project: L-3415 PO #: L-3415
Job: 90790R Status: Final

Rock

Ag Au Au
AA FA/AA FA
Sample ppm ppb

}\0\
N
t
[0}
3

M-1430 1 44 N
M-1431 0.4 37 N

M-1432 0.4 31 N

M-1433 0.5 43 N

M-1434 0.7 40 N

M-1435 0.2 12 N Gold Fields disciaims r8spon-

M-1436 0.3 16 N Siniitty 107 e o wuragy of these

M-1437 11 58 N Grg (s), kg {2), assays (s) andior

M-1438 0.3 30 N other accumert (g},

M-1439 0.6 33 N

M-1440 0.4 24 N

M-1441 0.3 26 N

M-1442 1.1 41 N

M-1443 0.7 19 N

M-1444 0.3 14 N

M-1445 0.6 14 N

M-1446 0.8 23 N

M-1447 0.6 39 N

M-14438 1 14 N

M-1449 1.4 15 N

M-1450 0.9 16 N

M-1451 0.5 14 N

M-1452 18.2 515 N

M-1453 0.4 28 N

M-1454 0.6 90 N

M-1455 0.5 63 N

M-1456 0.3 204 N /9
M-1457 2.4 27 N -

M-1458 2.5 35 N PROJECT/AREA Z bhpared - %n\
M-1459 0.5 4 N STATE 695&; : Ll

SOUNTY __WRaA e Ui,

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE. SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC - S

25-Apr-90
M. Whitney
Gold Fields Mining Corp. Page: 2
331 Copy: 3 of 3
Freeport Blvd. Set : i1,
Sparks, NV. 89431
~Attn: M. Whitney Received: 12-Apr-90 ??2:??
Project: L-3415 PO #: L-3415
Job: 907S0R Status: Final
Rock
Ag Au Au
AA FA/AA FA

Sample ppm ppb oz/ton
M-1460 0:3 4 N
M-1461 3 177 N
M-1462 3.4 160 N
M-1463 2.7 359 N
M-1464 15.8 145 N
M-1465 6.6 169 N
M-1466 0.2 30 N
M-1467 0.5 14 N
M-1468 0.3 12 N e disclaims reepon.
M-1469 0.2 26 N racy of hees

ss2ys () andef
M-1470 0.2 20 N ey o g vad
M-1471 0.5 68 N
M-1472 0.8 42 N
M-1473 Qud 59 N
M-1474 0«5 33 N
M-1475 1D 12 N
M-1476 0.6 32 N
M-1477 0.4 34 N
M-1478 0.2 22 N
M-1479 0.4 2 N
M-1480 0:5 12 N
M-1481 0:7 36 N
M-1482 0.6 57 N
M-1483 0.7 71 N
M-1484 0.5 13 N
M-1485 @3 27 N
M-1486 0.8 12 N
M-1487 13 51 N
M-1488 2w 41 N
M-1489 245 47 N

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC rone: " om saian

25-Apr-90
M. Whitney
Gold Fields Mining Corp. Page: 3
331 Copy: 3 of 3
Freeport Blvd. Set : 1
Sparks, NV. 89431
Attn: M. Whitney . Received: 12-Apr-90 ??7:2?
Project: L-3415 PO #: L-3415
Job: 90790R Status: Final
Rock
Ag Au Au

AA FA/AA FA
Sample ppm ppb oz/ton

M-1490 2.3 1802 0.051
M-1491 9.2 535 N
M-1492 0.9 272 N
M-1493 49.2 985 0.032
M-1494 1.6 115 N
M-1495 2 135 N
M-1496 0.2 7 N
M-1497 0.1 11 N
M-1498 <0.1 13 N
M-1499 <0.1 11 N
M-1500 0.1 43 N

Cold Fieids disclaims respon-
shiity for the accuracy of these
eava (9), 127 (8), 2c5ayS (8) andior

ciher cocument (s). ‘ e

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE. SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC N (102 5

25-Apr-90
M. Whitney

Gold Fields Mining Corp. Page: 4
331 Copy: 3 of 3
Freeport Blvd. Set : i 8
Sparks, NV. 89431

Attn: M. Whitney Received: 12-Apr-90 ?27:272
Project: L-3415 PO #: L-3415

Job: 90790R Status: Final

Abbreviations:

Parameters:

Silver
Gold

Ag
Au

e ee

Methods:

AA : Atomic Absorption
FA/AA : Fire Assay with AA finish
FA : Fire Assay
Units:
ppm ¢ Parts per million
pPpb ¢ Parts per billion
oz/ton ¢+ ounces per ton

Quality control:

less than
Not Analyzed

<
N
Signed:

Marie Hallmark
Assistant Laboratory Manager

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




'05. 02. 90 08:30 AM

FILE COPY

Ms, Pat Picune

Gold Fields Mining Corp.
200 Union Blvd.

Suita 500

Lakewood, CO, 80228

‘Attn: Ms. Pat Picune

*Barringer Labs, Inc.

GOLDEN, COLORADO 20401
PHONE: 1303 2771887

% BARRINGER LABORATORIES INC, SRt i

30=-Apr-90
Pagea: 4
Copy: 1 of 3
Set : 1

Received: 24=Apr=-90 10:52

Project: PO #:
Job: 90922R Status: Final
Rock
Ag Au Au
AA FA/AA FA
Sample _ppm  _ppb gz/ton
RECEIVED

M=1501 0.6 46 N ;
M=1502 1.1 &7 N MAY - 2 1990
M=-1503 0.6 27 N
M-1504 0.6 28 N
M-1505 7.7 1318 N GFMC - SPARKS
M-1506 82 11 N
M-1507 0:3 5 N
M=1508 0.l <2 N
M-1509 BB 21 N
M=-1510 0.6 16 N

Gold Fields disclaims respon-
M'lslg 0.5 ;5 g sibmty for the accuracy of these
M'lSl 3-3 4 )WIS} a8 ayS( )Jk.‘Cf
M=1513 0.5 27 N mr :,,,,
M=1514 141 76 N otrer Cocum 8
M~1515 0.5 50 N
M-1516 0.2 19 N
M=1517 0.3 25 N
M=-1518 8.1 18 N
M-1519 0.2 17 N
M-1520 0.3 17 N
M-1521 0.3 13 N
M-1522 0.1 12 N
M-1523 0.3 36 N
M-1524 0.1 128 N
M-1525 0.3 39 N
M-1526 0.4 53 N
M-1527 8.3 28 N j y %&
M=-1528 0.6 16 N PHOJECT/% Q/‘(ﬂ/ﬂwf,@) é//y&b
M=-1530 0.5 18 N COUNTY CUEZL4 2

ADVANCED TECHNIQUES AND INSTRUMEGNTATION FOR THE EARTHR BCIENCES

MAY 2 'sg 7:18 °
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' 05. 02. 90 08:30 AM

Ms. Pat Picuns

Gold Fields Mining Corp.

200 Union Blvd.
Suite 500
Lakewood, CO, 80228

Attn: Ms. Pat Picune
Project:

Jobs; 90922R

*Barringer Labs, Inc., POQO2

18000 W. BTH AVE, SUITE 20
GOLDEN, COLORADO 80401
PHONE: (303) 2771887

BARRINGER LABORATORIES INC. ~ RéWil) i

30=Apr=-90
Pagsa: 2
Copy: 1 of 3

Set @ 1

Racelved: 24-Apr-90 10:5%2
PO #:

Status: Final

Ag Au
AA FA/AA

Sampla ppm ppb

M-1531 0.6 19
M-1532 0.4 15
M=-1533 0.4 57
M-1534 0.3 36
M-~1535 1.7 421
M=-1536 0.5 25
M=-1537 1.6 S
M-1538 0.6 57
M=1539 0.6 13
M=-1540 3.3 22
M=-1541 0.8 5
M-1542 0.2 28
M=1543 0.8 106
M-1544 0.3 37
M=1545 0.8 2
M-1546 0.9 31
M~1547 0.8 43
M=-1548 0.5 32
M~1549 0.4 11
M-1550 0.3 37
M-1551 0.5 25
M=1552 6.2 5
M=-1553 0.4 39
M-1554 0.1 111
M-1555 1.2 10
M=1556 0.2 68
M-1557 0.2 36
M=-1558 10.7 144
M-1559 2.2 112
M=1560 0.3 60

b ]
>

oz

ZZZALZZAZAAZL AAZZAZZNZAn HARAARREznI=ng tg

Rock

ADVANCED TECHNIQUES AND INSTRUMENTATION FORM THE EARTMW SCIENCES L

MAY 2 ’98@ 7:19 z

PARGE . @82




' 05. 02. 80 08:

30 AM xBarringer Labs, Inc, P03

18000 W. BTH AVE., SUITE 200
OOLDEN, COLORADO 80401
PHONE: (303) 277.1887

1458 DEMING WAY, SUITE 18

BARRINGER LABORATORIES INC P

Ms. Pat Picune

30-Apr-90

Gold Fields Mining Corp. Page:

200 Union Blvd.
Suite 500
Lakewood, CO. 80228

Attn: Ma. Pat Picune

3
Copy: 1 of 3
Set : s

Recaeived: 24=-2pr-90 10:52

Project: PO #:
Jobs 90922R Statug; Final
Rock

Ag au Au
AA FA/AA Fa

Sample __ppm _ _ppb_ oz/ton

M=-1561 0.4 20 N

M-1562 1 16 N

M-1563 0 66 N

M-1564 0.4 21 N

M-1565 0.4 6 N

M=-1566 1.3 10 N

M-1567 0.5 12 N

M-1568 4.7 15 N

M-1569 0.9 36 N

M-1570 0.5 14 N

Coid Fields disclaims ragpon
SO ior the ACCUracy of these
awa@;VQZM,mnmskﬂamﬁx

rdoeumia, |3,

ADVANCED TECHNIQUES AND INBTRUMENTATION FOR THE EARTH SCIENCES

MAY 2 'S8 7:18

PAGE .BB3




" 05. 02. 80 08:30 AM *Barringer Labs,

BARRINGER LABORATORIES INC

Ms. Pat Picune

Gold Fields Mining cCorp.
200 Union Blvd.

Suite 500

Lakewood, CO. 80228

Attn: Ms. Pat Plcune
Project: PO #:

Job: 90922R

ine. P04

15000 W. 8TH AVE, SUITE 200
GOLDEN, COLORADG 80401

PHONE: (3031 277-1¢687
1488 DEMING WAY, SUITE 15
GPAAKE, NEVADA 88431
PHONE! {702) 358-115¢
30=Apr=90
Pags: 4
Copy: 1l of 3
Set @ 1

Received: 24-Apr-90 10:52

Statug:

Final

ar 83
Parameters:
Ay : Silver
Au ¢ Gold
Mathods:
AA ¢ Atonic Absorption
FA/AA ¢ Fire Assay with AA finish
FA : Fire Assay
Units:
ppm ¢ Parts per million
ppb : Parts per billion
oz/ton $ ounces per ton
Quality control:
< : less than
N ¢ Not Analyzed
Signad:

T 48 8P 9P P PV VY EE FTEAE GOSN PSS9 PSR eD

Marie Hallmark
Assistant Laboratory Manager

cc: M. Whitney, Gold Fields Mining Corp.

e L,,m‘%'“‘“"B W’l’

ADYANCED TECHNIQUES AND INBTRUMENTATION FOR THE EARTH SCIENCES

My ' *88 P18 <
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15000 W. 6TH AVE,, SUITE 300
GOLDEN, COLORADO 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. Nt

30-Apr-90
M. Whitney HECEIVED
Gold Fields Mining Corp. Page: L
331 Freeport Blvd. MAY"?‘EQO Copy: 3 of 3
Sparks, NV. 89431 Set : 1
GFMC - SPARKS
Attn: Ms. Pat Picune Received: 24-Apr-90 10:52
Project: PO #:
Jobis 90922R Status: Final
Rock
Ag Au Au
AA FA/AA  FA
Sample ppm ppb  o©oz/ton
M=1501 0.6 46 N
M-1502 1.1 67 N
M-1503 0.6 27 N
M-1504 0.6 28 N P B
M-1505 77 110 N 06 Fields disctaims "espon-
M-1506 0.2 11 N é’f—‘e? ‘w Axuiacy of these
M-1507 0.3 5 N 19 \5), 1 (5], assays (g r
M-1508 0.1 <2 N """"”"""""eﬂl(é‘j:cfay S
M-1509 0.3 21 N
M-1510 0.6 16 N
M=1511 0.5 46 N
M-1512 3.3 74 N
M-1513 0+5 27 N
M-1514 1.1 76 N
M=1515 - 0:5 50 N
M=1516 0.2 19 N
M=1517 0«3 25 N
M-1518 Q.1 18 N
M-1519 0.2 L7 N
M-1520 Q+3 74 N
M-1521 0.3 13 N
M-1522 0.1 12 N
M-1523 0.3 36 N
M-1524 [0 5% 128 N
M-1525 0.2 39 N
M-1526 0.4 53 N
M=-1527 0.3 28 N
M-1528 0.6 16 N -
M-1529 07 30 N
M-1530 0.5 18 N CRCJECT/A
TATE >

COUNTY (Waatsel

-

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1887

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC roNE: (102 3581108

30-Apr-90
M. Whitney

Gold Fields Mining Corp. Page: 2
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : 1

Attn: Ms. Pat Picune Received: 24-Apr-90 10:52

Project: PO #:
Job: 90922R Status: Final
Rock
Ag Au Au
AA FA/AA FA

Sample ppm pprb  oz/ton

M=1531 0.6 19 N

M-1532 0.4 15 N

M=1533 0.4 57 N

M-1534 0:3 36 N

M-1535 1:7 421 N

M-1536 0.5 25 N

M=-1537 L6 50 N

M-1538 0.6 57 N

M-1539 0.8 13 N

M-1540 3w 22 N

M-1541 0.8 5 N

M-1542 0.2 28 N

M-1543 0.8 106 N

M-1544 03 37 N

M-1545 0.8 2 N

M-1546 0.9 31 N

M-1547 0.8 43 N

M-1548 0.5 32 N

M-1549 0.4 11 N ! Fieids gieclaims resnon-

M-1550 0.3 37 N A f e acouiacy of e
aore (75, 0G (s), 1ssays (8) andior

M-1551 0.5 25 N otner rrmm!ia(}n {;s:ay o

M-1552 0.2 5 N '

M-1553 0.4 39 N

M-1554 (0 [ B 111 N

M=-1555 1:2 10 N

M-1556 0.2 68 N

M=-1557 0.2 36 N

M-1558 10.7 144 N

M-1559 2+2 112 N

M-1560 03 60 N

ADVANCED TEéHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRI N GER LAB ORATORI E S IN C ong oA (702) 35:?::;

30-Apr-90
M. Whitney
Gold Fields Mining Corp. . Page: 3
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Attn: Ms. Pat Picune Received: 24-Apr-90 10:52
Project: PO #:
Job: 90922R Status: Final
Rock
Ag Au Au
AA FA/AA FA
Sample ppm ppb_ oz/ton
M-1561 0.4 20 N
M-1562 1 16 N
M-1563 0.+3 66 N
M-1564 0.4 21 N
M-1565 0.4 13 N
M-1566 1.3 10 N
M-1567 0.5 12 N
M-1568 4.7 15 N
M-1569 0.9 36 N
M-1570 0.5 14 N
(el Bt ﬂ?m@ﬁ%ﬂ}
a, :“\,.’-/ ot T;‘St"

{ Tl o
s (o) AGD

ADVANCED TEC.HNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. roNE: " (702 e

30-Apr-90
M. Whitney

Gold Fields Mining Coxp . Page: 4
331 Freeport Blvd. Copy: 3 of 3
Sparks, NV. 89431 Set : i
Attn: Ms. Pat Picune Received: 24-Apr-90 10:52
Project: PO #:

Job: 90922R Status: Final

Abbreviations:

Parameters:

Silver
Gold

Ag
Au

Methods:

AA ¢ Atomic Absorption
FA/AA : Fire Assay with AA finish
FA : Fire Assay
Units:
pPpm : Parts per million
ppb : Parts per billion
oz/ton ¢ ounces per ton

Quality control:

less than
Not Analyzed

<
N

signedi...S{7QQQQQQ3..f%?b@é?ﬂQ¢Q@€§...‘.....

Marie Hallmark
Assistant Laboratory Manager

Gold Fields disclaims respon-
shility for the accuracy of ﬁheser
core (), loq (s), assays (5) ando

other Cocument (S

ADVANCED TEdHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




p 15000 w. SUITE 300

{ - GOLDEN, COLORA 80401
PHONE: (303) 277-1887

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC e -

) o 13-Jun=90
331 Freeport v """ RECEIVED Page: )
Sparks, NV. 89431 JUN 18 1890 gzgy; 1 o# i

GFMC - SPARKS
Attn: Mark Whitney Received: 30-May-90 15:20
Project: PO #: L-3430
Job: 901568R Status: Final
Rock
Ag Au Au

AA FA/AA FA
Sample ppm _bpb_ _oz/ton

M-1571 49.9 207 N
M-1572 6.3 4 8
M-1573 0.7 o N
M-1574 85 1234 0.0362—
M-1575  11.3 284 .
2o BTe Tl - .
M-1577 0.6 e N
M-1578 5.4 e i
M-1579 0.5 = y
M-1580 1.1 ne N
M-1581 23.6 288 &
M-1582 & dnd o
M-1583 9.9 1989 0.058,—
M-1584 0.7 20 -
o 16 129 N
M-1586 - | 6 .
M-1587 1.9 o b
M-1588 1 - N
e aoiaimE BRGHe
o (}“khé‘jﬂ':‘f"j’% e
shoiity for e aosidy i 38
L:x& ;m 10 (5}, G9SaYS (& SIX
~sher docsment (S}

%.M‘;M-

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC i

13-Jun=-90

Gold Fields Mining Corp.

331 Freeport Blvd. Page: 2

Sparks, NV. 89431 Copy: 1 of 2
Set : , 14

Attn: Mark Whitney Received: 30-May-90 15:20

Project: _ PO #: L-3430

Job: 901568R Status: Final

Abbreviations:

Parameters:

Ag : Bilver
Au Gold

.

Methods:

AA ¢ Atomic Absorption
FA/AA : Fire Assay with AA finish
FA : Fire Assay

Units:

Geld Fiaidg disclaims respon-

ppm s gar};s per rgiﬂ;on Sty for the acouragy of
gg?ton oirl;chp:Zr 1%.onlc’n gﬁr%ﬁgéjsays(s)m
Quality control:
less than

Not Analyzed

Laboratory Manager

ADVANCED TECEHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687
1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC one: 702 5a

28-Jun-90

Gold Fields Mining Corp.

331 Freeport Blvd. RECE] VED Page: !

Sparks, NV. 89431 Copy: 1 of 3
JUL 05 1390 e 3 .

GFMC - P
Attn: Mark Whitney - ARKS Received: 8-Jun-90 09:34
Project: PO #: L-3433

Job: 901683R Status: Final

Rock

Ag Au ‘/Au

AA FA/AA FA
Sample pPpm pPpb  oz/ton

M-1589 0.4 6 N
M-1590 <0.1 8 N
M=1591 <01 75 N
M-1592 10.2 202 N
M-1593 1.6 14 N
M-1594 <0.1 16 N
M-1595 0.8 38 N
M-1596 051 12 N
M-1597 1.6 12 N

o o ' ‘:;nﬂ.v- [0} Apuans
oi {5}, g (€}, ASNayS 4§
other dooumarm (Sh

PROJECTTAGEA pﬁ"m'%@
STATE —¢
county (W dehetr

-

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




BARRINGER LABORATORIES INC

15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1887

_ 1455 DEMING WAY, SUITE 15
SPARKS, NEVADA 89431

PHONE: (702) 358-1158
28-Jun-90
Gold Fields Mining Corp.
331 Freeport Blvd. Page: 2
Sparks, NV. 89431 Copy: . 1 of 3
Set : 1

Attn: Mark Whitney Received: 8-Jun-90 09:34
Project: PO #: L-3433
Job: 901683R Status: Final
Abbreviations:
Parameters:

Ag : Silver

Au ¢ Gold
Methods:

AA : Atomic Absorption

FA/AA : Fire Assay with AA finish

FA : Fire Assay
Units:

ppm ¢ Parts per million

ppb : Parts per billion

oz/ton ¢ ounces per ton

Quality control:

less than
Not Analyzed

<
N

Signed:
Vernon K. Peterson
Laboratory Manager

ooooo ® ® 00000 00

cc: Pat Picune, Gold Fields Mining

ADVANCED TECHNIQUES AND INSTR

Corp.

UMENTATION

FOR THE EARTH SCIENCES




'07.31. 90 04:24 PM %Barri nger Labs, Inc, }3023;
& A

“ ¢ - FlL{ BQPY 18000 W. ATH AVE., SUITE 300
GOLDEN, COLORADO B0401

PHONK; (309) 2771687

1456 OEMING WAY, SUITE 18

BARRINGER LABORATORIES INC o b S

— 31=-Jul-%0
Ms. Pat Picune RYZCEIVED
Gold Fields Mining Corp. Page: 1
200 Union Blvd. JUL 3 11990 Copy: 1 of 3
Suite 500 Set : il
Lakewood, CO. 80228 GFMC - SPARKS
Attn: P. Picune Received: 23-Jul-90 19:25
Projact: PO #: L-3443
Job:  902189R Status; Final
Rock

Ag Au

AA FA/AA
Sampla ppm b
M-1610 3.9 96
M-1611 4.8 33
M-1612 0.2 16
M=1613 1.5 24
M-1614 0.2 19
M-1615 0.1 17
M-1616 o JP% 22
M=-1617 1.8 25

Gold Fields disclaims respon-
sibility for the accuracy cr\i ;
axe@%bg@hmﬁas@nmwm
other document (S},

PROJECT / AREA ﬁz_/mm%_&é

STATE £l L2
Whaof s
COUNTY

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES

JUL 31 98 15:109

PRGE.BOQ1




Yl BO 04:24 PM *Barringer Labs, Lag, PO2

¢ - 15000 W. 8TH AVE., BUITE 300
GOLOEN, COLOMADQ 80401
PHONE: 1303) 217- 1087

1435 OEMING WAY, SuITE 16

BARRINGER LABORATORIES INC o S

31=Jul=90
Ms. Pat Picune
Gold Fields Mining Corp. Paga: 2
200 Unien Blvd, Copy: 1 of 3
Suite 500 Set 1
Lakewood, CO. 80228
Attn: P. Picune Received: 23-Jul-96 19:25
Project: , PO #: L-3443
Job: 9Q02189R Statug: Final
Abbraviations:
PBarameterg:

Ag ¢ Silver

Au : Gold

ds:
AA Atomic Absorption

" ee

FA/AA Pire Assay with AA finish
Units:

Ppm ¢ Parts per million

Ppb ¢ Parts per billion
Signed:

.-..’......'.‘....'II'I..I.‘.‘......’.

Vernon K. Petaerson
Laboratory Manager

cc: Mark Whitney, Gold Fields Mining

CleiGs SISCIgime respon-
courcy 3 T
) \@) RALe |
shar CoGuner 5

SRR T I GRS

ADOVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH BECIENCES

JUL 31 '99 15:109 o PAGE.B@2




< -

., Gold Fie' > ~laims respon-
sbility ¥+ _ucuracy of these GOLD FIELDS MINING CORPORATION F ' LE BGP ‘{

?’9 (85, oy (s), assays (s) andior ASSAY LABORATORY
her document (s), o GOLDEN, CO
REPORT OF ANALYSIS PO NUMBER : L-3626
Submitted by : R.NEWELL/M.WHITNEY Date received : 08/31/90
Project name : PYRAMID EOEIVEDS Date completed: 09/26/90
Sample type : Crushed Rock o T = Sample total : 59
AT 4 £040
GCT - 1 fud
SNTHAS | QT AN FA/ICP AA
i vy i AH:(S Az Ag' K
ITEM  DRILL HOLE OR ID FROM T0 ppb ppm  oz/ton
1 PY-1 45.0 50.0 59 0:7 . 0.001%7
2 PY-1 95.0 100.0 <9 12.6 <0.0001
3 PY-1 145.0 150.0 2% 2.1 0.0007
4 PY-1 195.0 200.0 107 S.6 0.0031
L) PY-1 265,0 270.0 68 2.8 0.0020
6 PY-1 315.0  320.0 313 5.3 0.0091
7 PY-1 365.0 370.0 30 i.5 0.0009
8 PY-1 415.0 420.0 1l 0.8 0.0003
9 PY-1 465.0 470.0 9 0.7 0.0003
10 PY-1 $1.5-0 520.0 <5 0.7 0.0001
11 PY-2 ' 45.0 50.0 32 9.7 0.0009
12 PY-2 95.0 100.0 53 9.2 0.0016
13 PY=-2 145.0 150.0 143 10.6 0.0042
14 PY-2 195.0 23098.0 17 1.2 0.0005
15 PY-2 285.0 290.0 37 1.9 0.0011
16 . PY=2 340.0 345.0 <5 0.9 0.0001
17 PY-2 390.0 395.0 18 0.9 0.0005
18 PY-3 45.0 50.0 20 1.3 0.0006
19 PY-3 95.0 100.0 123 4.3 0.0036
20 PY-3 145.0 150.0 14 0.8 0.0004
21 PY-3 195.0 200.0 10 0.5 0.0003
22 PY-3 240.0 245.0 55 4.0 0.0016
23 PY-3 290.0 295.0 47 1.1 0.0014
24 PY=-3 340.0 345.0 19 1.5 0.0005
25 PY-3 ‘ 405.0 410.0 22 0.4 0.0006
26 PY-3 455.0 460.0 38 3.5 0.0011
27 PY-4 540 10.0 15 0.5 0.0004
28 PY-4 55.0 "~ 60.0 29 0.4 0.0008
25 PY-4 105.0 110.0 21 0.4 0.0006
30 PY-4 155.0 160.0 34 1.9 0.0010
C‘/“J o PROJECTI%—)—&’W/
STATE ; {
Key: 2 = average of two assays CQUNTY wmﬁmved Zf -OZZ""Z"-V'




GOLD FIELDS MINING CORPORATION
ASSAY LABORATORY

GOLDEN, CO
REPORT OF ANALYSIS PO NUMBER : L-3626
Submitted by : R.NEWELL/M.WHITNEY Date received : 08/31/90
Project name : PYRAMID Date completed: 09/26/90
Sample type : Crushed Rock Sample total : 59
FA/ICP AA
Au Ag Au
ITEM DRILL HOLE OR ID FROM TO ppb ppm oz/ton
3l PY-4 2250 230.0 30 0.6 0.0009
32 PY-4 275:0 280.0 35 0.6 0.0010
33 PY-4 325.0 330.0 62 1.8 0.0018
34 PY-4 375.0 380.0 <5 0.2 <0.0001
35 PY-4 425.0 430.0 36 0.4 0.0010
36 PY-4 475.0 480.0 S5 <0.1 0.0016
37 PY-5 45.0 50.0 16 0.7 0.0005
38 PY-5 95.0 100.0 32 8.6 0.0009
39 PY-5 _ 145.0 150.0 19 <0.1 0.0006
40 PY=-5 195.0 200.0 8 0.9 0.0002
41 PY-5 245.0 250.0 25 0.5 0.0007
42 PY=-5 295.0 300.0 59 <0.1 0.0017
43 PY=-5 345.0 350.0 35 0.5 0.0010
44 PY-5 395.0 400.0 40 1.1 0.0012
45 PY-5 445.0 450.0 32 0.8 0.0009
46 PY-5 495.0 500.0 47 <0.1 0.0014
47 PY-6 45.0 50.0 30 <0.1 0.0009
48 PY-6 : 95.0 100.0 9 <0,1 10,0003
49 PY-6 145.0 150.0 34 1.1 0.0010
50 PY-6 ) 195.0 200.0 <5 1.1 <0.0001
51 PY-6 ' 245.0  250.0 <s 0.3 0.0001
52 PY-6 295.0 300.0 <5 0.3 0.0001
23 PY-6 345.0 350.0 22 <0.1 0.0007
54 PY-6 395.0 400.0 25 <0.1 0.0007
85 PY-6 445.0 450.0 30 1.6 0.0009
56 PY-6 4385.0 500.0 24 0.3 0.0007
57 PY-6 545.0 550.0 ; 21 0.7 0.0006
58 PY-6 595.0 600.0 51 1.4 0.0015
59 PY-6 665.0 670.0 31 0.5 0.0009
. Fleids QisGiGeTE w»'
L for the acsuay 3t e
re (5), log fs), assay® EL
Aher cocument (Sh ‘

1
T
Key: 2 = average of two assays Approved ;Z“*‘ Ao G




B 4 : "‘m’ A 15000 W. 6TH AVE., SUITE 300
hf ! ol s U ; GOLDEN, COLORADO 80401
b ) : PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. ™™ i

a0 P
/jﬁéif 30-Nov-90
Mark Whitney o 4
Gold Fields Mining Page: 1
331 Freeport Blvd Copy: 3 ef 3
Sparks, NV. 89431 Set : it
Attn: M.S. Whitney Received: 19-Nov-90 12:40
Project: L 3505 PO #: L 3505
Job: 903794R Status: Final
Rock
Ag Au
AA FA/AA
Sample ppm ppb

M - 1871 6.7 87
M - 1872 4.4 78
M - 1873 2.8 30
M - 1874 2.8 82
M - 1875 7.0 97 Gold Fialds gfsciain
M - 1876 300.0 533 SDity 15 the aooyrany oo PON-
M - 1877  20.9 69 w'e(s}.bg(g,assa‘f/mhese
M - 1878 6.8 214 Gther cocument (s) S (&) andtor
M - 1879 8.2 190 ;
M - 1880 8.0 154
M - 1921  11.3 495
M - 1922 4.3 99
M - 1923 6.6 403
M - 1924 T 55
M - 1925 5.1 153
M - 1926 4.7 192
M - 1927 10.2 216
M - 1928 1.3 29
M - 1929 13.6 788
M - 1930 23.0 427
M - 1931 27.5 133
M - 1932 4.5 170
M - 1933  18.5 225
M - 1934 19.0 925
M - 1935 - 7 ) 30 "
M - 1936 6.8 115 | ,
M - 1937 2.6 152 /7 e T
M - 1938 19.0 5610 PROJECTTAREA én&ﬁhvw/fL)
M - 1939 108.0 5445 snnE.qae*) /
M - 1940 284.0 2650 CORNTY U0 fdolat’

gec/S T. 230 L2.osE
o ) = , ‘ = "
C%ﬁﬂdﬂ) ﬁk&fﬁx& WQUJWbbv ‘C:bwymk
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BARRINGER LABORATORIES INC.

15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15
SPARKS, NEVADA 89431
PHONE: (702) 358-1158

30-Nov-90
Mark Whitney
Gold Fields Mining Page: 2
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : L
Attn: M.S. Whitney Received: 19-Nov-90 12:40
Project: L 3505 PO #: L 3505
Job: 903794R Status: Final
Rock
A Au
AA FA/AA
Sample __ppm ppb
M - 1941 192.0 2148
M - 1942 ATl 497
M - 1943 21.4 329
M - 1944 45.2 527
M - 1945 4,5 73
M - 1946 132.0 b3l
M - 1947 151.0 724
M - 1948 64.0 467
M - 1949 33«1 147
M - 1950 13:6 38
M - 1951 48.1 235
M - 1952 98.0 784
M - 1953 342.0 1358
M - 1954  38.9 774\
M - 1955 154.0 2496\
M - 1956 164.0 2520
M - 1957 189.0 1479\
M - 1958 79.0 658\ ‘
M - 1959 60.0 358 | Agutmua‘hQ;°“’”"
M - 1960 758.0 7432 shifiy for the &CCaaly A
018 18), f"ﬂf ,u}%")\u) n‘\«‘“

M - 1961 78.0 516 e ToCUMaN (3)
M - 1962 1095.0 7740 |
M - 1963 87.0 863
M - 1964 225t 321 .
M - 1965 87.0 332
M - 1966 50.3 712

ADVANCED TECHNIQUES AND

INSTRUMENTATION FOR THE EARTH SCIENCES




- 15000 W. 6TH AVE., SUITE 300
i : GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. P

30-Nov=-90
Mark Whitney
Gold Fields Mining Page: 5.
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : af
Attn: M.S. Whitney Received: 19-Nov-90 12:40
Project: L 3505 PO #: L 3505
Job: 903794R Status: Final

Abbreviations:

Parameters:

Ag : Silver

Au : Gold
Methods:

AA : Atomic Absorption

FA/AA : Fire Assay with AA finish
Units:

ppm : Parts per million

ppb : Parts per billion

stgned:  oynnee.. . TNatlTnarks

s 2 8 s’sa 8 a8 2 v 0 s 0 s s e o s s o ® o 8 s

Marie Hallmark
Assistant Laboratory Manager

Gold Fields Gisclaims iesgon-

soilty for the accuracy of these

amew;mgwxmﬁmm andfor
other cocuimen (g), o

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




r

P A
T
T _ = 15000 W. 6TH AVE., SUITE 300
ook . S I TR AT o ~ =75~ GOLDEN, COLORADO 80401
Tl L W U r | L PHONE: (303) 277-1687

. =

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. mromes "% oz sa 1150

30-Nov=-90
Mark Whitney
Gold Fields Mining - ) Page: 5
331 Freeport Blvd RECEIVEC Copy: 3 of 3
Sparks, NV. 89431 pEC 1 21990 Set : |
3E] =
Attn: M. Whitney GFMC - SPARKS Received: 26-Nov-90 08:32
Project: L-3506 PO #: L-3506
Job: 903818R Status: Final
Rock
Ag Au
AA FA/AA
Sample _ppm ppb
M-1967 3.5 146
M-1968 24.3 3390
M-1969 7.0 299
M-1970 15.4 617
M-1971 <0.1 51
M-1972 0.5 73
M-1973 0.4 42
M-1974 9.8 236
M-1975 7.0 100
M-1976 4.3 127 s 107 (
oo (5), 10 (0 DS
M-1977 15.0 269 rihar AOCUMER o)
M-1978 10.8 229
M-1979 6.1 273
M-1980 4.3 136
M-1981 1.8 102
M-1982 9.7 241
M-1983 1.0 35
M-1984 1.8 26 !
M-1985 74.0 379 |
M-1986 39.3 419
\
M-1987 10.9 792 |
M-1988 13.2 292 |
M-1989 5.8 350 ‘
M-1990 7.4 T2 ! §
M-1991 15.2 844 |
M-1992 13.6 248 | A 5ﬁ::::L"’_“3
M-1993 30.4 556 //¢§ . o
M-1994 6.7 390 ; il
M-1995 7.6 171 : PROJECW w
‘  STATE -

counﬁry "LLJQAY¢U«L)

. p2c |8 T 3K £ E
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15000 W. 6TH AVE., SUITE 300
¥ . GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. mramer "4 oz aaien

30-Nov-90
Mark Whitney
Gold Fields Mining Page: 2
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : L
Attn: M. Whitney Received: 26-Nov-90 08:32
Project: L-3506 PO #: L-3506
Job: 903818R Status: Final
Abbreviations:

AN A

Parameters:

Ag : Silver
Au : Gold
~

Methods:

AA . Atomic Absorption

FA/AA : Fire Assay with AA finish
Unitss

ppm : Parts per million

ppb : Parts per billion

ouality control:

<

less than

s e “Hallrnak

* e o @ S ¢ & & 8 & 8 o ® o & s s o0 s e s 8 % 8 8 s 8 s s s . e

Marie Hallmark
Assistant Laboratory Manager

Gold Fields disclaims respon-
mowlmrmnaxmmyofmaw
core (s), log (s), assays (s) ancior
ctherdocumem (Sh
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Mark Whitney

Gold Fields Mining
331 Freeport Blvd
Sparks, NV. 89431

Attn: M.S. Whitney

Project:

Job: 903876R

: M. 15000 W. 6TH AVE., SUITE 300
1 1. 493 5 GOLDEN, COLORADO 80401
g ! “ ¥ E PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. | o™ mmwne

-

E}” i 7-Dec-90
HECE‘V-.« Page: 1
y Copy: 3 of 3
pEC 1 2 1830 b ;
GFMC - SPARKS

. Received: 30-Nov-90 16:30
PO #: L-3507

Status: Final

Ag Au
AA FA/AA
Sample ppm ppb

M - 1996 10.9 106
M - 1997 e 34
M - 1998 6.4 32
M - 1999 18.7 310
M = 2000 9.4 280
M - 2001 9.0 229
M - 2002 19.0 257
M - 2003 13.3° 395
M - 2004 11.8 365
M - 2005 22.3 404
M - 2006 1.0 40
M - 2007 1.6 46
M - 2008 33 45
M - 2009 13.2 294 ’
M - 2010 12.8 203
M= 2011 37.1 606
M - 2012 0.5 41
M - 2013 0.2 13
M - 2014 5.6 895
M - 2015 9.6 272
M - 2016 Du'd 236
M - 2017 6.9 139
M - 2018 19.4 331
M - 2019 21.9 432
M - 2020 9.5 - 309
M - 2021 67 171
M - 2022 3.6 86
M - 2023 12.1 188
M - 2024 10.7 160
M - 2025 Ged 131

ADVANCED TECHNIQUES A

Rock

d LT3N
v Ar ATt }u
7\"-‘1‘ e IR L B

ND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE. SUITE 300
¥ & GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. v, % oz asase

7-Dec-90
Mark Whitney
Gold Fields Mining Page: 2
331 Freeport Blvd Copys & of 3
Sparks, NV. 89431 Set : 1
Attn: M.S. Whitney Received: 30-Nov-90 16:30
Project: PO #: L-3507
Job: 903876R Status: Final
Rock
Ag Au
AA FA/AA
Sample ppm ppb
M - 2026 6.8 90
M - 2027 8ie.7 600
M - 2028 13.9 251
M - 2029 15.9 494
M - 2030 12.8 308
M - 2031 6.0 86
M - 2032 4.9 143
M - 2033 47.8 382
M - 2034 35.8 365
M - 2035 34.9 265
- 2036 @ i

DN; - 30:337 13.4 gig Ol i30S digclaims 33907“
M - 2038 13.0 296 emwvagmaaxmmy
M - 2039 10.6 237 cow o), log (5) aseays (8) ndicr
M - 2040 9.8 250  cther cecumat (S isd
M - 2041 17.3 500 |
M - 2042 11.3 171 ‘.
M - 2043 37.1 288 \
M - 2044 T 488 ‘
M - 2045 9.4 595 |
M - 2046 12.4 692 |
M - 2047 78 214 ;
M - 2048 15.0 347 |
M - 2049 9.6 316 |
M - 2050 74.0 2708 i
M - 2051 27.4 480
M - 2052 11.6 268
M - 2053 4.3 117
M - 2054 22.8 352
M - 2055 9.6 381

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W, 6TH AVE., SUITE 300
- 2 GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

Y BARRINGER LABORATORIES INC. rame: """ o s

7-Dec-90
Mark Whitney
Gold Fields Mining Page: 3
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : il
Attn: M.S. Whitney Received: 30-Nov-90 16:30
Project: PO #: L-3507
Job: 903876R Status: Final
Rock
Ag Au
AA FA/AA
Sample ppm ppb

M - 2056 21.9 580
M - 2057 15.1 81
M - 2058 26.8 396
M — 2059 L) 156
M - 2060 13.1 478
M - 2061 47.3 454
M - 2062 22.8 359
M - 2063 4.5 11
M - 2064 10.9 162

ADVANCED TECHNIQUES AND INSTRUMENTATION FOR THE EARTH SCIENCES




15000 W. 6TH AVE., SUITE 300
. = GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

W BARRINGER LABORATORIES INC. ™™ st

7-Dec-90
Mark Whitney
Gold Fields Mining Page: 4
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : 1
Attn: M.S. Whitney Received: 30-Nov-90 16:30
Project: PO #: L-3507
Job: 903876R Status: Final

Abbreviations:

Parameters:

Ag : Silver

Au : Gold
Methods:

AA : Atomic Absorption

FA/AA : Fire Assay with AA finish
Units:

ppm : Parts per million

ppb : Parts per billion
Signed:

dﬁaL WVQJIWW\QAfi

e o v @ ® 5 8 ® ¢ 6 8 o 8 s o e s 8 s e 2 o s 8 e s s o=

Marie Hallmark
Assistant Laboratory Manager

Gold Fields Jdisclaims respon-
vw*erwdawuayofMam
u“ugw mﬁasﬁyﬁwm
other Losument (sh
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1
15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC i i:AO::S s (702) 35:-?‘::;

y 1
/ ) 14-Dec-90
Mark Whitney C;ffv
Gold Fields Mining Page: il
331 Freeport Blvd Copy: 3 of 3
Sparks, NV. 89431 Set : d;
Attn: M.S. Whitney Received: 10-Dec-90 12:40
Project: PO #: L-3509
Job: 903919R Status: Final
Rock
Ag Au
AA FA/AA
Sample ppm ppb_
M - 2065 15.9 386
M - 2066 30D 43
M - 2067 55.0 189",
M - 2068 14.5 121
M - 2069 7«6 193 AV e
M - 2070 13.2 119 Gold Fields disclaims r?stgone
M - 2071 2.7 g2 sbilty for the accurady 2 ki
M - 2072 4.4 130 w,e(s),m(i;),assayS,S)
M - 2073 9.4 126 Other cocumant (S)
M - 2074 10.9 226
M - 2075 17.3 503
M - 2076 10.5 994
M - 2077 9.1 253 |
M - 2078 3+5 305 |
M - 2079 11.3 4421

PROJECT / AR %;/L/
STATE }ﬁl} /
COUNTY (L pe
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15000 W. 6TH AVE., SUITE 300
GOLDEN, COLORADO 80401
PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. oner " (o2 samnes
14-Dec-90

Mark Whitney
Gold Fields Mining Page: 2
331 Freeport Blvd cepy: 3 of 3
Sparks, NV. 89431 Set 1
Attn: M.S. Whitney Received: 10-Dec-90 12:40
Project: PO #: L-3509
Job: 903919R Status: Final

Abbreviations:

Parameters:

Ag : Silver

Au : Gold
Methods:

AA : Atomic Absorption

FA/AA : Fire Assay with AA finish
Units:

ppm Parts per million

ppb : Parts per billion

Vernon K. Peterson
Laboratory Manager

=
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15000 W, 6TH AVE., SUITE 300
GOLDEN, COLORADOQ 80401

PHONE: (303) 277-1687

1455 DEMING WAY, SUITE 15

BARRINGER LABORATORIES INC. rower " (o2 sa 168

/1
P 14-Dec-90
Mark Whitney C/‘T*
Gold Fields Mining Page: 1.
331 Freeport Blvd Copy: 3 ©F 3
Sparks, NV. 89431 Set : 1 §
Attn: M.S. Whitney Received: 10-Dec-90 12:40
Project: PO #: L-3509 '
Job: 903919R Status: Final
Rock
Ag Au
AA FA/AA
Sample pom ppb

M - 2065 15.9 386
M - 2066 3.5 43
M - 2067 55.0 189
M - 2068 14.5 121
M e 2069 7.6 193 B R TR PN TS T ‘-esrﬂ')n-
M - 2070 13.2 119 Guw Fulldy QST s
M - 2071 2.7 g2 iy i DO HXME B
M - 2072 4.4 130 usteiui Ry . SRR
M - 2073 9.4 126 (Rl GRRddiint 8
M - 2074 10.9 226
M - 2075 17.3 503
M - 2076 10.5 994
M - 2077 9.1 253 .
M - 2078 3.5 305 !
M - 2079 11.3 442 |

PROJECT/ */&A_/
STATE % /
COUNTY (Lztiee
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