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HECLA MINING COMPANY — ROSEBUD PROJECT
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¥AMERICAN ASSAY LABORATORIES == American
ANAIL.YSITS REPORT SPO4AasSG31 o~ =i AS
T say
== lLaboratories
PO BOX 11530
RENO NV, USA
Ph.(702) 356-0606, Fax.(702) 356-1413
HECI.A MINING COMPANY
COPIES TO KURT ALLEN
CLIENT REFERENCE No: D-166-98 RECEIVED 2 FEB 1998
No. SAMPLES 33 REPORTED 2 FEB 1998
MAIN SAMPLE TYPE DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upon the content of the

sample submitted.

Any decision to invest should be made only after

the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
gqualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(02Z) FA30 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
AuGRAV GRAV 15% OPT 0.001
Ag(02Z) D210 10% OPT 0.02
SIGNATORY Susan King M.S. Page it 1




AMERICAN ASSAY LABORATORIES e American
ANALYSIS REPORT SP2as@31 — Assay
CLIENT HECLA MINING COMPANY - Lahoratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-166-98
REPORTED 2 FEB 1998

Au(0OZ) Au(RZ) AuGRAV Ag(02Z)

FA30 FA30 GRAV D210

SAMPLES OPT OPT OPT OPT
D-166-98 0.0-4.8 0.008 ®.08
D-166-98 4.8-8.0 0.012 0.11
D-166-98 8.0-10.5 0.028 ?.09
D-166-98 10.5-14. 0.008 0.06
D-166-98 14.2-18. 0.014 0.10
D-166-98 18.6-23. 0.041 0.029 0.10
D-166-98 23.0-28. 0.015 0.11
D-166-98 28.7-33. 0.026 0.09
D-166-98 33.9-37. 0.017 ®.06
D-166-98 37.0-40. 0.009 0.06
D-166-98 40.8-46. 0.003 0.03
D-166-98 46.1-51. 0.004 0.03
D-166-98 51-56 0.005 0.04
D-166-98 56.0-60. 0.145 0.116 0.11
D-166-98 60.3-64. 0.119 0.125 0.07
D-166-98 64.0-68. 0.106 0.147 0.09
D-166-98 68.5-73. 0.128 0.141 0.44
D-166-98 73.0-77. 0.212 0.169 0.91
D-166-98 77.2-80. 0.855 0.646 0.726 0.68
D-166-98 80.7-84. ©.683 0.758 ©.854 0.40
D-166-98 84.9-87. 2.209 2.109 0.66
D-166-98 87.4-91. 1.036 1.000 1.15
D-166-98 91.3-95. 1.198 1.211 2.12
D-166-98 95.5-98. 0.025 0.029 1.13
D-166-98 98.1-99. 0.309 0.283 0.92

Page

2




AMERICAN ASSAY LABORATORIES s American
ANALYSIS REPORT SPQasS®31 ——/ As
] say
CLIENT HECLA MINING COMPANY == [Lahoratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-166-98
REPORTED 2 FEB 1998
Au(0OZ) Au(RZ) AuGRAV Ag(O0Z)
FA30 FA30 GRAV D210
SAMPLES OPT OPT OPT OPT
D-166-98 99.2-100.4 0.064 0.080 1.29
D-166-98 100.4-102.6 0.010 6.61
D-166-98 102.6-106.2 0.004 0.71
D-166-98 106.2-109.0 0.004 0.62
D-166-98 109.0-112.6 0.006 0.007 0.32
D-166-98 112.6-116.1 0.012 Q.64
D-166-98 116.1-118.9 0.007 0.76
D-166-98 118.9-123.0 0.005 0.28
Page : 3
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S Had s
PO 80X 11539

7. (702) 356-0606, Pax.(702) 356-141)

|
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|
|
|
i : { RENO NV, USA
|
|
|

 HECLA MINTNG COMPANY

COPIES TO : KURT ALLEN
CLIENT REFERENCE No: D~166-98 RECEIVED : 2 FEB 1998
No. SAMPLES : 33 REPORTED : 2 FEB 1998
MAIN SAMPLE TYPE : DRILL CORE

I NEVADA LEGISLATIVE DISCLAIMER :-
The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined bhased on the resulis of assays of multiple samples of
geological materials collected by the prospective investor or by a
gqualifiea person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.
ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(OZ) FA30 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
AuGRAV GRAV 15% OPT 0.001
Ag(0OZ) D210 10% OPT 0.02

SIGNATORY : Susan King M.S. ‘ Page :

i
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|  BMERICAN ASSAY LABORATORIES o ==  American
| P ANALYSIS REPORT sSPbase31l — Assay
CLIENT HECLA MINING COMPANY == Laboratories
PROJECT ROSEBUD DEVELOPMEN
| REFERENCE D-166-98
REPORTED : 2 FEB 1998
% Au(0Z) Au(RZ) AuGRAV Ag(02Z)
: FA30  FA30  GRAV D210
SAMPLES OPT OPT OPT OPT
 D-166-98 0.0-4.8 0.008 0.08
D-166-98 4.8-8.0 0.012 0.11
D-166-98 8.0-10.5 0.028 .09
D-166-98 10.5-14.2 0.008 0.06
D-166-98 14.2-18.6 0.014 .10
D-166-98 18.6-23.0 0.041  0.029 0.10
D-166-98 23.0-28.7 0.015 0.11
D-166-98 28.7-33.9 0.026 0.09
D-166-98 33.9-37.0 0.017 0.06
D-166-98 37.0-40.8 0.009 0.06
D-166-98 40.8-46.1 0.003 0.03
D-166-98 46.1-51.0 0.004 0.03
D-166-98 51-56 0.005 0.04
D-166-98 56.0-60.3 0.145 0.116  0.11
D-166-98 60.3-64.0 0.119 0.125  0.07
D-166-98 64.0-68.5 0.106 0.147  0.09
| D-166-98 68.5-73.0 0.128 0.141  0.44
D-166-98 73.0-77.2 0.212 0.169  ©.91
D-166-98 77.2-80.7 0.855 0.646 ©0.726  0.68
D-166-98 80.7-84.9 0.683 0.758 0.854 0.40
D-166-98 84.9-87.4 2.209 2.109  0.66
D-166-98 87.4-91.3 1.036 1.000  i.15
D-166-98 91.3-95.5 1.198 Ta2EL 0 208
D-166-98 95.5-98.1 0.025 0.029 1.13
98.1-99.2 0.309 0.283  0.92

D-166-98

Page
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LAMERICAN ASSAY LABORATORIES we  American
AN ANALYSITS REPORT SPOasd31 v As
X e Say
\_ CLIENT HECLA MINING COMPANY ww  |Laboratories
. PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-166-98 ‘
REPORTED 2 FEB 1998
Au(0OZ) Au(Rz) AuGRAV Ag(0Z)
FA30 FA30 GRAV D210
SAMPLES ‘OPT OPT OPT OPT
D-166-98 99.2-100.4 ®.064 0.080 1.29
D-166-98 100.4-102.6 0.010 6.61
D-166-98 102.6-106.2 ®.004 0.71
D-166-98 106.2-109.0 0.004 0.62
D-166-98 109.0-112.6 0.006 ©.007 ®.32
D-166-98 112.6-116.1 0.012 0.64
D-166-98 116.1-118.9 0.007 Q.76
D-166-98 118.9-123.0 0.005 .28
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