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HECLA MINING COMPANY — ROSEBUD PROJECT
GEOTECHNICAL DRILL LOG
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XAMERICAN ASSAY LABORATORIES s American
ANALYSTS REPORT SPQaAasS32S — Assay
= lLaboratories
PO BOX 11530
RENO NV, USA
Ph.(702) 356-0606, Fax.(702) 356-1413
HECLA MINING COMPANY
COPIES TO KURT ALLEN
CLIENT REFERENCE No: D-179-98 RECEIVED 19 MAR 1998
No. SAMPLES 67 REPORTED 7 APR 1998
MAIN SAMPLE TYPE DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upbn the content of the

sample submitted.

Any decision to invest should be made only after

the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
WT+65 MS65# 15% GRAMS 0.1
WT-65# MS654 15% GRAMS 0.1
Au+65# MS65# 15% OPT 0.001
Au-65# MS65# 15% OPT 0.001
Au-65# MS65# 15% OPT 0.001
AuCALC MS65# 15% OPT 0.001
Ag+65# MS65# 15% OPT 0.05
Ag-65# MS654# 15% OPT 0.05
SIGNATORY Susan King M.S. Page: : 1




AMERICAN ASSAY LABORATORIES — American
ANALYSIS REPORT SPQas32s8 E Assay
CLIENT HECLA MINING COMPANY == lLaboratories
PROJECT _ ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 7 APR 1998

WT+65 WT-65# Au+65# Au-65# Au-65# AuCALC

MS65#  MS65#  MS65#  MS65#  MS65#  MS654#
SAMPLES GRAMS  GRAMS OPT OPT OPT OPT
D-179-98 00-05 59.1 846.9 0.004 0.004 0.002 0.003
D-179-98 05-10 34.7 1088.0 ©.023 0.015 0.014 0.015
D-179-98 10.0-11.2 27.4 644.9 0.044 0.015 0.020 0.0L9
D-179-98 11.2-12.2 33.9 1035.9 0.006 0.007 0.007 0.007
D-179-98 12.2-15.0 19.8  846.9 0.128 0.014 _0.020 _ 0.020
D-179-98 15-19 50.6 879.3 0.015 0.013 0.032 0.022
D-179-98 19-24 23.7 1061.4 ©.037 ©.059 0.057 0.058
D-179-98 24.0-28.5 27.5 902.0 0.004 0.003 0.003 0.003
D-179-98 28.5-30.0 36.8 819.2 0.034 0.022 0.019 0.021
D-179-98 30-35 47.2 1736.0 0.007 0.004 0.004 0.004
D-179-98 35-40 39.0 1005.5 ©0.002 0.001 0.002 0.002
D-179-98 40-45 30.0 788.0 ©0.007 0.005 0.004 0.005
D-179-98 45-50 47.2 1068.4 0.010 0.006 0.007 0.006
D-179-98 50-55 32.2  961.7 ©0.144 0.008 0.011 0.014
D-179-98 55-60 32.4 764.2 0.007 0.005 0.005 0.005
D-179-98 60-64 26.7 1001.5 0.027 ©0.013 0.015 0.015
D-179-98 64-68 11.3 810.3 0.013 0.010 0.007 0.008
D-179-98 68.0-71.4 37.8 793.5 0.052 0.033 0.027 0.031
D-179-98 71.4-73.0 30.9 1110.5 ©.019 0.019 0.010 0.0LS
D-179-98 73-76 52.0 808.6 0.014 0.024 0.022 0.022
D-179-98 76-80 24.5 878.6 0.020 0.025 0.019 0.022
D-179-98 80.0-83.2 11.9 807.8 0.061 0.029 0.029 0.029
D-179-98 83.2-85.0 39.8 896.3 0.049 0.027 0.032 0.030
D-179-98 85-90 21.3 861.5 0.103 0.024 0.035 0.031
D-179-98 90-95 22.6 885.9 1.170 ©0.145 ©0.180 ©0.187

. Page : 2




AMERICAN ASSAY LABORATORIES — American
ANALYSIS REPORT SPQ4as328 E Assay
CLIENT HECLA MINING COMPANY “=  Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 7 APR 1998

WT+65 WT-65# Au+65# Au-65# Au-65# AuCALC

MS65#  MS65#  MS65#  MS65#  MS65#  MS65#
SAMPLES GRAMS  GRAMS OPT OPT OPT OPT
D-179-98 95.0-96.3 7.9 954.3 1.619 ©.235 0.249 0.253
D-179-98 96.3-100.0 33.0 1134.8 8.706 ©.667 ©.555  0.840
D-179-98 100-102 21.2 939.9 4.752 ©.551 ©.578 0.657
D-179-98 102-107 17.4 826.3 2.302 0.589 0.622 0.638
D-179-98 107-112 58.4 969.3 5.288  1.275 1.473 _ 1.596
D-179-98 112-117 21.2 867.9 4.205 0.497 0.533 0.603
D-179-98 117-120 35.0 948.2 ©0.188 0.045 0.068 0.061
D-179-98 120-125 16.9 940.9 0.805 0.042 0.055 0.062
D-179-98 125-130 21.5 845.6 0.668 0.146 0.101 0.137
D-179-98 130.0-135.7 22.1 1344.4 0.225 0.062 0.056 0.062
D-179-98 135.7-141.0 61.1 1114.7 ©0.288 0.062 0.087 0.086
D-179-98 141.0-144.2 55.5 882.1 0.039 0.009 0.009 0.011
D-179-98 144.2-150.0 28.6 1030.4 0.046 0.027 0.017 0.022
D-179-98 150-155 48.4 842.8 0.055 0.033 0.033 0.034
D-179-98 155-160 45.0 1216.8 ©0.182 ©0.119 0.120 0.122
D-179-98 160-164 13.9 842.2 2.234 0.626 0.575 0.627
D-179-98 164-169 53.6 939.6 4.233 0.820 0.749 0.970
D-179-98 169.0-171.3 17.6 915.4 2.033 0.220 0.213 0.250
D-179-98 171.3-175.7 56.4 1021.6 0.428 0.262 0.225 0.253
D-179-98 175.7-180.0 53.6 1490.8 0.051 0.048 0.059 0.053
D-179-98 180-185 32.3 1284.3 ©.502 0.105 ©0.124 0.124
D-179-98 185-190 45.3 1166.9 ©0.087 0.183 0.188 0.180
D-179-98 190-195 19.6 1142.8 3.228 0.567 0.476 0.567
D-179-98 195-200 63.7 1529.0 ©0.518 0.125 0.081 0.120
D-179-98 200.0-2 363 0.090 0.083 0.093

03.4 37.6 1416.0 Q.

Page
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AMERICAN ASSAY LABORATORIES e American
ANALYSIS REPORT SPQas328 E Assay
CLIENT HECLA MINING COMPANY =  Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 7 APR 1998

WT+65 WT-65# Au+65# Au-65# Au-65# AuCALC

MS65#  MS65#  MS65#  MS65#  MS65#  MS65#
SAMPLES GRAMS  GRAMS OPT OPT OPT OPT
D-179-98 203.4-207.5 36.5 1144.0 0.033 0.016 0.020 0.018
D-179-98 207.5-213.7 37.4 1228.8 0.087 0.014 0.019 0.019
D-179-98 213.7-218.0 34.5 1593.0 0.059 0.011 0.014 0.013
D-179-98 218-220 46.9 1282.1 0.035 0.016 0.022 0.020
D-179-98 220.0-221.5 48.4 1034.3  0.023  0.012 0.014  0.013
D-179-98 221.5-227.0 41.2 1356.8 0.048 0.017 0.021 0.019
D-179-98 227-230 12.4 1215.7 ©0.047 0.014 0.015 0.015
D-179-98 230-235 48.5 1245.6 0.021 0.012 0.010 0.011
D-179-98 235-240 79.4 1504.9 ©0.017 0.008 ©.012 0.010
D-179-98 240-245 40.1 1421.6 0.007 0.004 0.004 0.004
D-179-98 245-250 35.4 1153.9 ©0.034 0.017 0.019 0.018
D-179-98 250-255 62.5 1239.7 '0.024 0.013 0.010 0.012
D-179-98 255.0-257.8 42.0 1029.8 0.022 0.007 0.007 ©0.007
D-179-98 257.8-258.8 47.3 1126.8 0.012 0.014 0.013 0.013
D-179-98 258.8-262.0 4.9 1066.3 0.052 0.016 0.020 0.018
D-179-98 262.0-264.1 26.4 1220.1 0.042 0.032 0.007 0.020
D-179-98 264.1-270.0 60.5 954.0 ©0.012 0.005 0.016 ©0.011

Page 4




AMERICAN ASSAY

LABORATORIES — American
ANALYSIS REPORT SPQ4as328 E Assay
CLIENT HECLA MINING COMPANY w=  Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE : D-179-98
REPORTED 7 APR 1998
Ag+65# Ag-65#
MS65#  MS65#
SAMPLES OPT OPT
D-179-98 00-05 <0.05 <0.05
D-179-98 05-10 0.08 0.09
D-179-98 10.0-11.2 0.09 0.14
D-179-98 11.2-12.2 <0.05 <0.05
D-179-98 12.2-15.0 0.13 0.07
D-179-98 15-19 <0.05 <0.05
D-179-98 19-24 0.08 0.05
D-179-98 24.0-28.5 0.06 <0.05
D-179-98 28.5-30.0 0.24 <0.05
D-179-98 30-35 .07 <0.05
D-179-98 35-40 0.05 0.10
D-179-98 40-45 <0.05 <0.05
D-179-98 45-50 0.17 0.09
D-179-98 50-55 0.52 0.09
D-179-98 55-60 <0.05 <0.05
D-179-98 60-64 0.12 <0.05
D-179-98 64-68 <0.05 <0.05
D-179-98 68.0-71.4 0.08 <0.05
D-179-98 71.4-73.0 <0.05 <0.05
D-179-98 73-76 <0.05 <0.05
D-179-98 76-80 <0.05 0.11
D-179-98 80.0-83.2 0.08 0.14
D-179-98 83.2-85.0 Q.25 0.12
D-179-98 85-90 0.20 0.19
D-179-98 90-95 1.01 0.22
| Page :




AMERICAN ASSAY LABORATORIES — American
ANALYSITS REPORT SPQ0a4as328 E Assay
CLIENT HECLA MINING COMPANY ==  Lahoratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 7 APR 1998

Ag+65# Ag-65#

MS654#  MS65#

SAMPLES OPT OPT
D-179-98 95.0-96.3 1.00 0.36
D-179-98 96.3-100.0 10.16 0.56
D-179-98 100-102 4.54 0.65
D-179-98 102-107 2.38 0.82
D-179-98 107-112 4.30 1.79
D-179-98 112-117 4.60 0.70
D-179-98 117-120 .40 0.13
D-179-98 120-125 1.85 0.11
D-179-98 125-130 1.02 0.13
D-179-98 130.0-135.7 0.43 0.09
D-179-98 135.7-141.0 0.79 .29
D-179-98 141.0-144.2 0.18 0.09
D-179-98 144.2-150.0 0.27 0.06
D-179-98 150-155 0.08 0.08
D-179-98 155-160 0.53 0.22
D-179-98 160-164 2.86 0.73
D-179-98 164-169 4.21 0.95
D-179-98 169.0-171.3 2.25 0.24
D-179-98 171.3-175.7 0.78 .30
D-179-98 175.7-180.0 .56 0.12
D-179-98 180-185 1.12 0.24
D-179-98 185-190 .86 .35
D-179-98 190-195 3.49 0.73
D-179-98 195-200 2.20 0.27
D-179-98 200.0-2

03.4 0.49 0.19

Page
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AMERICAN ASSAY LABORATORIES s American
ANALYSTIS REPORT SPQ4asS328 -=— Assay
CLIENT : HECLA MINING COMPANY “=  Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE : D-179-98
REPORTED 7 APR 1998
Ag+65# Ag-65#
MS65#  MS65#
SAMPLES OPT OPT
D-179-98 203.4-207.5 0.09 0.08
D-179-98 207.5-213.7 <0.05 0.16
D-179-98 213.7-218.0 <0.05 0.17
D-179-98 218-220 <0.05 0.14
D-179-98 220.0-221.5 0.06 0.08
D-179-98 221.5-227.0 0.54 0.12
D-179-98 227-230 0.36 0.19
D-179-98 230-235 0.05 0.05
D-179-98 235-240 0.49 0.15
D-179-98 240-245 0.05 0.05
D-179-98 245-250 <0.05 0.17
D-179-98 250-255 0.11 0.11
D-179-98 255.0-257.8 0.31 0.11
D-179-98 257.8-258.8 0.25 0.15
D-179-98 258.8-262.0 0.50 0.18
D-179-98 262.0-264.1 0.08 0.08
D-179-98 264.1-270.0 0.23 0.11
Page : i/
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| %AMERICAN ASSAY LABORATORIES e American
| ANALYSTS REPORT SPQAsS328 E—— Assay
. -
| ww  Laboratories
PO BOK 11530
RENO NV, USA
| Ph. (702) 356-0606, Fax.(702) 356-1413
. HECLA MINING COMPANY
COPIES TO . KURT ALLEN
CLIENT REFERENCE No: D-179-98 RECEIVED . 19 MAR 1998
No. SAMPLES | 87, o° REPORTED . 7 APR 1998
MAIN SAMPLE TYPE : DRILL CORE

e

NEVADA LEGISLATIVE DISCLAIMER :- g

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the resulits of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualifieda person selected by him and based on an evaluation of all
engineering data which is avalilable concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
WT+65 MS65# 15% , GRAMS 0.1
WT-654 MS6E5# 15% GRAMS 0.1
Au+65# MSe54 15% OPT 6.001
Au-65# MS65# 15% OPT @.001
Au-65# MS654# 15% OPT 0.001
AuCALC MS65# 15% OPT 0.001
Ag+65# MS65# 15% OPT 0.05.
Ag-65# MS65# 15% . OPT 0.05

SIGNATORY : Susan King M.S. 25 48 - - Page : i
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» ! AMERICAN ASSAY LABORATORIES = American
}r,, ANALYSIS REPORT sp@as3zs E Assay
; ‘LLLENT HECLA MINING COMPANY == laboratories
PROJECT ROSEBUD DEVELOPMENT,
REFERENCE. D-179-98
REPORTED. 7 APR 1998
‘ : WTféS‘ WT-65¥ Au+65# Au-65# Au-65# AUCALC
Rt e  MS65#  MS654  MS65#  MS65# MS65%#  MS65#
SAMPLES GRAMS  GRAMS OPT OPT OPT OPT
D-179-98 @0-05 59.1  846.9 0.004 0.004 ©.002 0.003
D-179-98 05-10 34.7 1088.0 ©0.023 0.015 0.014 0.015
D-179-98 10.0-11.2 27.4  644.9 0.044 0.015 0.020 9.019
D-179-98 11.2-12.2 33.9 1035.9 0.006 ©0.007 0.007 0.007
D-179-98 12f2-1510 19.8 846.9 ©0.128 ©.014 ©0.020 0.020
D-179-98 15-19 50.6 879.3 ©0.015 0.913 0.032 0.022
D-179-98 19-24 23.7 1061.4 ©0.037 0.059 0.057 0.058
D-179-98 24.0-28.5 27.5 902.0 0.004 0.003 0.003 ©.003
D-179-98 28.5-30.0 36.8 819.2 0.034 0.022 0.019 0.021
D-179-98 30-35 47.2 736.0 0.007 0.004 0.004 0.004
D-179-98 35-40 39.0 1005.5 ©0.002 ©0.00. 0.002 0.002
D-179-98 4@-45 30.0 788.0 0.007 ©.005 0.004 0.005
D-179-98 45-50 47.2 1068.4 0.010 ©0.006 0.007 0.006
D-179-98 50-55 32.2  961.7 0.144 0.008 0.011 0.014
D-179-98 55-60 32.4 764.2 0.007 0.005 0.005 0.005
D-179-98 60-64 \25.7 1001.5 ©.027 ©0.013 0.015 0.015
D-179-98 64-68 11.3 810.3 0.013 ©0.010 0.007 0.008
D-179-98 68.0-71.4 37.8 793.5 0.052 0.033 0.027 0.031
D-179-98 71.4-73.0 30.9 1110.5 ©0.9019 0.019 0.010 ©.015
D-179-98 73-76 ' 52.0 808.6 0.014 0.024 0.022 0.022
| D-179-98 76-80 24.5 878.6 0.020 ©.025 ©0.019 0.022
| D-179-98 80.0-83.2 11.9  807.8 0.061 ©0.029 0.029 0.029
" D-179-98 83.2-85.0 39.8 896.3 0.049 0.027 ©.032 0.030
I ~ D-179-98 85-90 21.3 861.5 ©.103 ©0.024 0.035 0.031
{ D-179-98 90-95 22.6 145 0. 0.187
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AMERICAN ASSAY LABORATORIES — American
{:;NALYSI.&: REPORT SPQas328 E Assay
 CLIENT HECLA MINING COMPANY “= laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 7 APR 1998
e ;wf+s§ﬁ[wTééﬁj"Au+65# ,AuééS# Au-654# ’AuCALd 
i MS65%#  MSE5#  MSG65#  MS65%#  MS65#  MS65#
SAMPLES GRAMS  GRAMS  OPT OPT OPT OPT |
~179-98 95.0-96.3 - 7.9 954.3 1.619 0.235 0.249  0.253
D-179-98 96.3-100.0 | 33.0 1134.8 8.706 ©.667 ©.555 0.840
D-179-98 100-102 21.2 939.9 4.752 ©.551 ©.578 0.657
D-179-98 102-107 17.4 826.3 2.302 ©.589 0.622 0.638
D-179-98 107-112 58.4 969.3 5.288 1.275 1.473  1.596
D-179-98 112-117 21.2 867.9 4.205 ©0.497 ©.533 0.603
D-179-98 117-120 35.0 948.2 0.188 0.045 0.068 0.061
D-179-98 120-125 16.9 940.9 0.805 0.042 0.055 0.062
D-179-98 125-130 21.5 845.6 ©0.668 0.146 0.101  0.137
D-179-98 130.0-135.7 22.1 1344.4 0.225 0.062 0.056 0.062
D-179-98 135.7-141.0 61.1 1114.7 0.288 0.062 0.087 0.086
D-179-98  141.0-144.2 55.5 882.1 0.039 0.009 0.009 0.01l
D-179-98 144.2-150.0 28.6 1030.4 0.046 0.027 ©.017 0.022
D-179-98 150-155 48.4 842.8 0.055 ©.033 0.033 0.034
D-179-98 155-160 45.0 1216.8 0.182 0.119  0.120 ©.122
D-179-98 160-164 13.9 842.2 2.234 ©.626 0.575 0.627
D-179-98 164-169 53.6 939.6 4.233 0.820 0.749 0.970
D-179-98 169.0-171.3 17.6 915.4 2.033 ©.220 ©.213 0.250
D-179-98 171.3-175.7 56.4 1021.6 0.428 0.262 0.225 0.253
D-179-98 175.7-180.0 53.6 1490.8 0.051 0.048 0.059 0.053
D-179-98 180-185 32.3 1284.3 0.502 ©0.105 ©.124 ©.124
D-179-98 185-190 45.3 1i66.9 0.087 0.183 0.188 0.180
D-179-98 190-195 19.6 1142.8 3.228 0.567 0.476 ©.567
D-179-98 195-200 63.7 1529.0 0.5i8 ©0.125 0.081 0.120
.79-98 200.0-2 6 1416.0 ©0.363 0.090 0.083 0.093

03.4 37.

Pace




]

AMERICAN ASSAY LABORATORIES e American

¢ ANALYSIS REPORT SP®483 8 -—— Assay

" CLIENT HECLA MINING COMPANY | "= Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED . 7 APR 1998 -

WT+65 WT-654 Aus654 AU-65¢ Au-65¢ AUCALC

: : MS65%  MS65#  MS65#  MS65#  MS654%  MS65#
‘SAMPLES GRAMS  GRAMS OPT OPT OPT OPT
D-179-98 203.4-207.5 36.5 1144.0 ©0.033 0.016 0.020 0.018
D-179-98 207.5-213.7 37.4 1228.8  0.087 0.0i4 0.019 0.019
D-179-98 213.7-218.0 34.5 1593.0 ©.059 ©0.01i 0.014 0.013
D-179-98 218-220 46.9 1282.1 ©0.035 ©0.016 ©0.022 0.020
D-179-98 220.0-221.5 48.64 1034.3  ©.023  0.012  ©.014  0.013
D-179-98 221.5-227.0 41.2 1356.8 0.048 0.017 0.021 0.019
D-179-98 227-230 12.4 1215.7 ©.047 ©.014 0.015 0.015
D-179-98 230-235 48.5 1245.6 0.021 ©0.012 0.010 0.011
D-179-98 235-240 79.4 1504.9 ©0.017 0.008 ©.012 0.010
D-179-98 240-245 40.1 1421.6 0.007 0.004 0.004 0.004
D-179-98 245-250 - 35.4 1153.9 0.034& ©.017 ©0.019 0.018
D-179-98 250-255 62.5 1239.7 ‘0.024 ®.013 2.010 0.012
D-179-98 255.0-257.8 42.0 1029.8 ©.022 ©0.007 0.007 0.007
D-179-98 257.8-258.8 47.3 1126.8 0.0i2 ©.014 ©.013 ©.013
D-179-98 258.8-262.0 4.9 1066.3 ©0.052 0.016 ©.020 ©.018
D~179-98 262.0-264.1 26.4 1220.1 0.042 ©.032 0.007 ©0.020
D-179-98 264.1-270.0 60.5 954.0 0.012 0.005 ©0.016 0.011

Page : 4
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| » ' AMERICAN ASSAY LABORATORIES 8 —  American
‘}jNAIJYSIS REPORT SP®as328 E Assay
CLIENT HECLA MINING COMPANY == Laboratories
PROJECT ROSEBUD DEVELOPMENT '
REFERENCE D-179-98 ’
REPORTED 7 APR 1998 -
. Ag+65# Ag-és#

e e MS65%#  MS65#
SAMPLES OPT  OPT
D~179—98 0@-05 <0.05 <0.05
D~179-98 05-10 0.08 @.09
D-179-98 10.0-11.2 0.09 0.14
D-179-98 11.2-12.2 <0.05 <0.05
D-179-98 12.2-15.0 0.13 0.07
D-179-98 15-19 <0.05 <0.05
D-179-98 19-24 .08 0.05
D-179-98 24.0-28.5 0.06 <0.05
D-179-98 28.5-30.0 0.24 <0.05
D-179-98 30-35 .07 <0.05
D-179-98 35-40 0.05 0.10
D-179-98 40-45 <0.05 <0.05
D-179-98 45-50 0.17 0.09
D-179-98 50-55 @.52 0.09
D-179-98 55-60 <0.05 <0.05
D-179-98 60-64 .12 <0.05
D-179-98 64-68 <0.05 <0.05
D-179-98 68.0-71.4 .08 <0.05
D-179-98 7i.4-73.0 <0.05 <0.05
D-179-98 73-76 <0.05  <0.05
D-179-98 76-80 <0.05 0.11
D-179-98 80.0-83.2 ®.08 .14
D-179-98 83.2-85.0 0.25 0.12
D-179-98 85-90 Q.20 ©.19

90-95 1.01 .22

D-179-98

Page : 5




r{"" Ao A O e tabbasszs N “"“’A’;""‘
’. “ ' 8 = labontod
CLIENT HECLA MINING COMPANY | ahboratories
PROJECT ROSEBUD DEVELOPMENT /
| REFERENCE D-179-98 f ,
REPORTED 7 APR 1998 h
Ag+65# Ag-65#
: MS65#  MS65#
SAMPLES ~OPT OPT
D-179-98 95.0-96.3 1.00 @.36
D-179-98 96.3-100.0 10.16 0.56
D-179-98 100-102 4.54 0.65
D-179-98 102~-107 2.38 0.82
D-179-98 107-112 4.30 1.79
D-179-98 112-117 4.60 ®.70
D-179-98 117-120 0.40 0.13
D-179-98 120-125 1.85 0.11
D-3179-98 125-130 1.02 0.13
D-179-98 130.0-135.7 0.43 ©.09
D-179-98 135.7-141.0 ®.79 ®.29
D-179~98 141.0-144.2 0.18 0.09
D-179-98 144.2-150.0 | .27 0.06
D-179-98 150-155 2.08 0.08
'D-179-98 -155-160 0.53 0.22
D-179-98 160-164 2.86 0.73
b—179f98 164-169 4.21 0.95
D-179-98 169.0-171.3 2.25 0.24
D-179-98 171.3-175.7 ®.78 0.30
D-179-98 175.7-180.0 0.56 0.12
D-179-98 180-185 1,12 Q.24
D-179-98 185-190 0.86 ®.35
D-179-98 190-195 3.49 0.73
D-179-98 195-200 2.20 0.27
D-179-98 200.0-203.4 0.49 0.19
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" AMERICAN ASSAY LABORATORIES e ——  American
: =TS RED v o3 : E
ANALYSIS REPORT SP04a8328 — Assay
CLIENT HECLA MINING COMPANY == lLaboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98 =
REPORTED 7 APR 1998
Ag+65# Ag-65#
: A MS65#  MS65#
 SAMPLES OPT OPT
D-179-98 203.4-207.5 0.09 0.08
D-179-98 207 .5-213.7 <0.05 0.16
D-179-98 213.7-218.0 <0.05 Q.17
D-179-98 218-220 <0.05 ®.14
D-179-98 220.0-221.5 Q.06 0.08
D-179-98 221.5-227.0 0.564 0.12
D-179-98 227-230 .36 0.19
D-179-98 230-235 0.05 0.05
D-179-98 235-240 2.49 0.15
D-179-98 240-245 ©.05 0.05
D-179-98 245-250 <0.05 0.17
D-179-98 250-255 0.11 0.11
D-179-98 255.0-257.8 0.31 ®.11
D-179-98 257.8-258.8 0.25 0.15
D-179-98 258.8-262.0 0.50 0.18
D-179-98 262.0-264.1 0.08 0.08
D-179-98 264.1-270.0 0.23 0.11

Page : 74
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American

Remit To: P.O. Box11530

Phone NO.: 702-356-0606

£y
— Assav I N V FC E Reno, Nevada 89510
- i - Fax No.: 702-356-1413

Laboratories

AMER ICAN ASSAY LABORATORIES
1500 GLENDALE AVE.
SPARKS, NV 89431

{702) 356-0606

INVOICE TO:
| THE ROSEBUD MINING CO., LLC THE ROSEBUD MINING CO., LLC
! HECLA MINING COMPANY ., OPERATOR HECLA MINING COMPANY, OPERATOR
| P.O. BOX 2610 P.O. BOX 2610

WINNEMUCCA NV 89446 WINNEMUCCA NV #9446

QUANTITY DESCRIPTION

AMOUNT

68  SAMPLES RECE!VED .00 .00
g 67  DRYING 2.00 134.00
| 67  JAW CRUSHING CHARGE ' 2.60 174.20
67  COARSE MILLING CHARGE 9.00 603.00
67  SPLITTING CHARGE : 240 160. 80
67 RING MILLING CHARGE ; 2.00 13400
i 68 Au (1 A.T. FIRE ASSAY) 8.00 544 00
‘ 24  Au ANALYSES/GRAVIMETRIC 8.75 210.00
68  HYDROCHLORIC/NITRIC DIGESTION 2.00 136.00
68  Ag AMALYSES 1.00 68.00
4 Aq (ore grade) ANALYSES , 5.00 2000

S6-Sno-¢77




XAMERICAN ASSAY LABORATORIES = American
ANALYSIS REPORT SPQ4a8242 — Assay
L °
“=  Laboratories
PO BOX 11530
RENO NV, USA
Ph.(702) 356-0606, Fax.(702] 356-1413
HECLA MINING COMPANY
COPIES TO : KURT ALLEN
CLIENT REFERENCE No: D-179-98 RECEIVED 4 MAR 1998
No. SAMPLES : 68 REPORTED 16 MAR 1998
MAIN SAMPLE TYPE : DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a

qualified person selected by him and based on an evaluation of all

engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au (0Z) FA30 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
AuGRAV GRAV 15% OPT 0.001
Ag(0Z) D210 10% OPT 0.02
SIGNATORY : Susan King M.S. Page 1




AMERICAN ASSAY LABORATORIES = American
ANALYSIS REPORT SPOQas242 E Assay |
CLIENT . HECLA MINING COMPANY “=  lLaboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE : D-179-98
REPORTED 16 MAR 1998
Au(0OZ) Au(RZ) AuGRAV Ag(0Z)
FA30 FA30 GRAV D210
SAMPLES OPT OPT OPT OPT
D-179-98 00-05 0.003 0.04
D-179-98 05-10 0.019 0.07
D-179-98 10.0-11.2 0.013 0.10
D-179-98 11.2-12.2 0.007 0.05
D-179-98 12.2-15.0 0.010 0.02
D-179-98 15-19 0.051 0.034 0.03
D-179-98 19-24 0.059 0.048 0.09
D-179-98 24.0-28.5 0.004 0.05
D-179-98 28.5-30.0 0.023 0.11
D-179-98 30@-35 0.005 0.02
D-179-98 35-40 0.003 0.02
D-179-98 40-45 0.004 0.03
D-179-98 45-50 0.005 0.06
D-179-98 5@-55 0.012 0.011 0.05
D-179-98 55-60 0.008 0.06
D-179-98 60-64 0.025 0.08
D-179-98 64-68 0.011 0.10
D-179-98 68.0-71.4 0.011 0.04
D-179-98 71.4-73.0 0.018 0.07
D-179-98 73-76 0.020 0.06
D-179-98 76-80 0.027 0.10
D-179-98 80.0-83.2 0.033 0.028 0.13
D-179-98 83.2-85.0 0.025 0.15
D-179-98 85-90 0.017 0.017 0.08
D-179-98 90-95 0.224 0.178 0.13
Page :
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AMERICAN ASSAY LABORATORIES

American

T o ToE]
ANALYSIS REPORT SPQ4asz=42 E Assay
CLIENT HECLA MINING COMPANY ==  lLaboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 16 MAR 1998
Au(OZ) Au(RZ) AuGRAV Ag(0Z)
FA30 FA30 GRAV D210
SAMPLES OPT OPT OPT OPT
D-179-98 95.0-96.3 0.228 0.247 0.19
D-179-98 96.3-100.0 1.012 1.096 0.24
D-179-98 100-102 0.883 0.734 0.41
D-179-98 102-107 0.486 0.404 .24
D-179-98 107-112 1.656 1.586 1.53
D-179-98 112-117 0.620 0.722 2.08
D-179-98 117-120 0.046 0.036 0.16
D-179-98 120-125 0.052 0.065 0.43
D-179-98 125-130 0.141 0.153 0.19
D-179-98 130.0-135. 0.055 0.061 0.13
D-179-98 135.7-141. 0.064 0.067 0.25
D-179-98 141.0-144. 0.014 0.12
D-179-98 144.2-150.0 0.021 0.10
D-179-98 150-155 0.038 0.11
D-179-98 155-160 0.100 0.105 0.11
D-179-98 160-164 0.713 0.707 2.20
D-179-98 164-169 1.150 0.968 0.79
D-179-98 169.0-171.3 0.288 0.261 0.09
D-179-98 171.3-175.7 0.262 0.233 0.60
D-179-98 175.7-180.0 0.060 0.055 0.08
D-179-98 180-185 0.103 0.089 0.23
D-179-98 185-190 0.182 0.176 0.23
D-179-98 190-195 0.490 0.604 2.21
D-179-98 195-200 0.263 0.242 0.11
D-179-98 200.0-203.4 0. 102 Q.17

112 Q.

Page
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AMERICAN ASSAY LABORATORIES e American
ANALYSIS REPORT SP@as=z=42 E Assay
CLIENT HECLA MINING COMPANY “= laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE . D-179-98
REPORTED 16 MAR 1998
Au(OZ) Au(RZ) AuGRAV Ag(OZ)
FA30  FA30  GRAV D210
SAMPLES OPT OPT OPT OPT
D-179-98 203.4-207.5 0.032 0.09
D-179-98 207.5-213.7 0.013 0.11
D-179-98 213.7-218.0 0.013 .09
D-179-98 218-220 0.022 0.06
D-179-98 220.0-221.5 0.009 0.06
D-179-98 221.5-227.0 0.026 0.09
D-179-98 227-230 0.017 0.13
D-179-98 230-235 0.012 0.11
D-179-98 235-240 0.009 0.23
D-179-98 240-245 0.009 0.06
D-179-98 245-250 0.011 0.10
D-179-98 250-255 0.010 .10
D-179-98 255.0-257.8 0.006 .09
D-179-98 257.8-258.8 0.012 0.10
D-179-98 258.8-262.0 0.014 0.13
D-179-98 262.0-264.1 0.017 0.014 0.04
D-179-98 264.1-270.0 0.009 0.08 |
26997 0.525 5.12
Page




XAMERICAN ASSAY LABORATORIES e American
ANAILYSIS REPORT SPoOo4as =24z i) Assav
\_. R -
ww Laboratories

PO BOX 11530

Dottty s
2EXO NV, USA

2n.{792) 356-0696, Fax.[702) 356-1413

HECLA MINING COMPANY

COPIES TO : KURT ALLEN
CLIENT REFERENCE No: D-179-98 RECEIVED : 4 MAR 1998

No. SAMPLES : 68 REPORTED : 16 MAR 1998

MAIN SAMPLE TYPE : DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER :- )

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
gualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD  QUALITY PARAMETER  UNIT DETECTION
Au(0Z) FA30 ' 15% , OPT 0.001
Au(RZ) FA30 15% OPT 0.001
AUGRAV GRAV . 15% OPT 0.001
Ag(0Z) D210 10% OPT 2.02

STGNATORY : Susan King M.S8. Page : 1
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D~179-98

; fz};g:tusjz;_z CAN ASSAY LABORATORIES : === American
SVANALYSITS REPORT SPQas242 — Assay
CLIENT HECLA MINING COMPANY = Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98 i
REPORTED 16 MAR 1998
_ e Au(0Z) Au(RZ) AuGRAV Ag(OZ)
: _ FA30 FA30  GRAV D210
SAMPLES | OPT. OPT OPT OPT
D-179-98 00-05 0.003 0.04
D-179-98 05-10 2.019 0.07
D-179-98 10.0-11.2 0.013 0.10
D-179-98 11.2-12.2 0.007 .05
D-179-98 12.2-15.0 0.010 0.02
D-179-98 15-19 0.051 0.034 0.03
D-179-98 19-24 ©.059 0.048 .09
D-179-98 24.0-28.5 0.004 0.05
D-179-98 28.5-30.0 0.023 0.11
D-179-98 30-35 0.005 0.02
D-179-98 35-40 0.003 0.02
D-179-98 40-45 0.004 0.03
D-179-98 45-50 0.005 .06
D-179-98 50-55 0.012  0.011 .05
D-179-98 55-60 0.008 ®.06
D-179-98 60-64 - 0.025 .08
. D-179-98 64-68 0.011" 0.10
D-179-98 68.0-71.4 2.011 0.04
D-179-98 71.4-73.0 0.018 .07
D-179-98 73-76 0.020 0.06
D-179-98 76-80 0.027 0.10
D-179-98 80.0-83.2 0.033 0.028 0.13
D-179-98 83.2-85.0 0.025 .15
D-179-98 85-90 0.017 0.017 0.08
30-95 0.224 0.178 0.13

Page
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200.0-203.4 0.112 0.102

_ 'IA};{IA};;NQ);@AN ASSAY LABORATORIES: - - — American

S -ANALYSIS REPORT SP0as24a2 E | Assay
CLIENT HECLA MINING COMPANY == lahoratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-179-98
REPORTED 16 MAR 1998

Au(OZ) Au(RZ) AuGRAV Ag(OZ)

| FA30 FA30  GRAV D210
SAMPLES OPT OPT OPT OPT
D-179-98 95.0-96.3 0.228 0.247 0.19
D-179-98 96.3-100.0 1.012 1.096 Q.24
D-179-98 100-102 | ©.883 0.734 ®.41
D-179-98 102-107 | 0.486 0.404 .44
D-179-98 107-112 1.656 1.586 1.53
D-179-98 112-117 0.620 0.722 2.08
D-~179-98 117-120 0.046  0.036 0.16
D=179-98 120-125 . 0.052 0.065 0.43
D-179-98 125-130 0.141 0.153 0.19
D-179-98 130.0-135.7 0.055 0.061 ©.13
D-179-98 135.7-141.0 0.064 0.067 .25
D-179-98 141.0-144.2 0.014 0.12
D-179-98 144.2-150.0 0.021 0.10
D-179-98 150-155 0.038 0.11
D-179-98 155-16@ . - 0.100 0.105 0.11
D-179-98 160-164 0.713 0.707 2.20

. D-179-98 164-169 1.150 0.968 0.79
D-179-98 169.0-171.3 0.288 | 0.261 0.09
D-179-98 171.3-175.7 0.262 0.233 .60
‘D-179-98 175.7-180.0 0.060 0.055 0.08
D-179-98 180-185 @.103 ®.089 0.23
D-179-98 185-190 0.182 0.176 0.23
D-179-98 190-195  0.490 0.604 2aN
D-179-98 195-200 0.263 0.242 0.11
D-179-98 0.17

Page . 3
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N . AMERICAN ASSAY _LABORATORIES | iy === American
! AMANALYSIS REPORT S E”.® as=24z2 E Assay
| CLIENT HECLA MINING COMPANY ’ = lLaboratories
| PROJECT ROSEBUD DEVELOPMENT
f REFERENCE D-179-98
f_ REPORTED 16 MAR 1998
| ' AU(OZ); Au(RZ) AuGRAV Ag{0Z)
l ~ FA30 FA3@  GRAV D210
j SAMPLES OPT OPT OPT OPT

D-179-98 203 4-207.5 0.032 0.05

D-179-98 207.5-213.7 ©.013 0.11

D-179-98 213.7-218.0 0.013 0.09

D-179-98 218-220 0.022 0.06

D-179-98 220.0-221.5 0.009 0.06

D-179-98 221.5-227.0 0.026 0.09

179-98 227-230 0.017 @.13

D-179-98 230-235 0.012 0.11

D-179-98 235-240 ©.009 ©.23

D-179-98 240-245 0.009 0.06

D-179-98 245-250 0.011 0.10

D-179-98 250-255 0.010 0.10

D~179-98 255.0-257.8 0.006 0.09

D-179-98 257.8-258.8 0.012 0.10

D-179-98 258.8-262.0 0.014 0.13

D-179-98 262.0-264.1" 0.017  2.014 0.04

D-179-98 264.1-270.0 0.009 0.08

26997 0.525 5,12

Page : 4




SP SUBMITTAL FORM

American
Assay

| S|
=
- Laboratories

3 i ¢ A7 Py /7 / 2
Company: K OSEBHDA AIIN/A (= LD ,;'.,;/ /\
} Geochemical * Environmental ° Metallurgical
Address: 5 /0 Sparks Office Tucson Office
= 1500 Glendale Ave. 2775 E. Ganley
) Nevada 89431 Tucson, AZ 85706
. S YAAIAL T AR 7777 G . r Box 11530 Telephone
City e 2274/, L4 State__/i/ 4 Zip Reno, NV 89510 (520) 294-8078
— Telephone Fax
—— 5 7 L= 2 ~ (702) 356-0606 (520) 294-6352
Telephone Number: (- ) T~ T/L Fax Number: (=~ ) &0 - 2 78 4 Fax
(702) 356-1413
: R =V = VY, 7Y = . Elko Office Mazatlan Office
Project Name: £-~Z L7 7 /2 /775 A/ Purchase Order Number: 2320 Last Chance R. Telaphoria/Fax
Nevada 89801 011-52-69-170035
s — A= /’[) o> 7 Box 2908
Date Submitted: DI/ T Number of Samples: e f Elko, NV 89801 Other Offices
e Telephone Lima, Peru
(702) 738-9100 Santiago, Chile
Fax Mendoza, Argentina
RESULTS REPORTED IN: ppm[ ] ppb[ 1 opt_:b._’_’] (702) 738-2594
SAMPLE IDENTIFICATION TYPE ELEMENTS REQUIRED
L) =i 2 (7 (ogE| Ao e LLLOK, ) MOSEBLD
- ///‘ /7 777 .. ’/;f,")_') (.'/ yZi AL Z oy
/;/ y, ) /»:/ ;/7 /(7'7 - 111:7 P~ /,., 3. ,,/’fv.“ ,
,/"f),"n P B 4 /D A 17D 4
(74, 7= (LS D : V) L) — &
2L >
~z P D50 2
=) Do >~
0.0 -5 0 .74 > - T/
ZL L ) P54 2 < 2% /)
F) /) - ) 7% 31/
o ) — ) /7 V48) [P0~ L7/ 5 22/ 8. 297
SN — 2. /N7 S Z - /767 ;7""7’ - ..
) D7 L2 [ TA T /8 220 = 2345

COARSE REJECTS (Normally Discarded After 60 Days)
[ 1Return COD after analysis complete
RESULTS AND INVOICES TO BE SENT TO:

Invoice to:

7 2 Ap7r ’
ALR™ _ALLEN

7y
Results to:
X /4’_/,/ /5 _,\ (,47' . :'/;"}‘N_ A7

[
[

PULF;S (Normally Stored Free For One Month)

] Discard after one month
] Return COD after one month

Comments:

CLIENT FILE COPY




| Down- tble _Q(fue/ Declinatron. 1S77°

 Hile £ D&lD H- Becmlt/q _D/;b True Bearivg  True D/F')
D-119-9%. Collar  S$T1.0°F 125" N&si3w =235

L3S S RE%F13.5T N5e.3W 335

L2267 SMLOENBZO NSLBEW  -33 0

11
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