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AMERICAN ASSAY LABORATORIES American

ANALYSITS REPORT ~ SPO35205 Assay
p.0. BOX 11530 -— Laboratories
REND, NV,,USA
Ph.1-702-356-0606, Fax.1-702-356-1413
Telex:
H‘Vdﬂ”'dj\[
L]
HECLA MINING CO.
COPIES TO
CLIENT REFERENCE No: RBW-2 RECEIVED 21 AUG 1995
No. SAMPLES s 37 REPORTED : 31 AUG 1995
MAIN SAMPLE TYPE : DRILL CUTTINGS
ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(0Z) FA60 15% OPT 0.001
Au(RZ) FA60 15% - OPT 0.001
Ag(0Z) D210 10% OPT 0.02

SIGNATORY : Sue King M.S. Page : 1




AMERICAN ASSAY LABORATORIES

American

ANALYSIS REPORT = SPO35205 E Assay
CLIENT HECLA MINING CO -'E Laboratories
PROJECT ROSEBUD '
REFERENCE RBW-2
REPORTED 31 AUG 1995

Au(0Z) Au(RZ) Ag(02)

FA60 FA60 D210

SAMPLES OPT OPT OPT
RBW-2 000-010 <0.001 <0.02
RBW-2 010-020 <0.001 <0.02
RBW-2 020-030 <0.001 <0.001 <0.02
RBW-2 030-040 <0.001 <0.02
RBW-2 040-050 <0.001 <0.02
RBW-2 050-060 <0.001 <0.02
RBW-2 060-070 <0.001 <0.02
RBW-2 070-080 <0.001 <0.02
RBW-2 080-090 <0.001 <0.001 <0.02
RBW-2 090-100 <0.001 <0.02
RBW-2 100-110 <0.001 <0.02
RBW-2 110-120 <0.001 <0.02
RBW-2 120-130 <0.001 <0.02
RBW-2 130-140 <0.001 <0.02
RBW-2 140-150 <0.001 <0.02
RBW-2 150-160 <0.001 0.02
RBW-2 160-170 <0.001 <0.02
RBW-2 170-180 <0.001 <0.02
RBW-2 180-190 <0.001 <0.02
RBW-2 190-200 <0.001 <0.02
RBW-2 200-210 <0.001 <0.02
RBW-2 210-220 <0.001 <0.02
RBW-2 220-230 <0.001 <0.02
RBW-2 230-240 <0.001 <0.001 <0.02
RBW-2 240-250 <0.001 <0.02
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AMERICAN ASSAY LABORATORIES — American

ANALYSIS REPORT : SPO35205 s Assay
- H

CLIENT . HECLA MINING CO. ww Laboratories

PROJECT . ROSEBUD

REFERENGCE . RBW-2

REPORTED . 31 AUG 1995

Au(0Z) Au(RZ) Ag(0Z)
FA60 FA60 D210

SAMPLES OPT OPT OPT
RBW-2 250-260 <0.001 <0.02
RBW-2 260-270 <0.001 <0.02
RBW-2 270-280 <0.001 <0.02
RBW-2 280-290 <0.001 <0.02
RBW-2 290-300 <0.001 <0.0b1 <0.02
RBW-2 300-310 <0.001 <0.02
RBW-2. 310-320 <0.001 <0.02
RBW-2 320-330 <0.001 <0.02
RBW-2 330-340 <0.001 <0.02
RBW-2 340-350 <0.001 <0.001 <0.02
RBW-2 350-360 <0.001 - :5102
RBW-2 360-370 <0.001 <0.02
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