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AMERICAN ASSAY LABORATORIES €600 G802 American

baiie o)
ANALYSTIS REPORT : SPO35195 wmm Assay
Y =
o0, x50 W Laboratories
RENOD, WV, ,USH

Ph.1-702-356-0606, Fax.1-702-356-1413
Telex:

Hy dvolou

HECILA MINING CO.
COPIES TO : CHARLIE MUERHOFF
CLIENT REFERENCE No: Ww-8 RECEIVED : 23 AUG 1995
No. SAMPLES 44 REPORTED H 1 SEP 1995
MAIN SAMPLE TYPE : DRILL CUTTINGS
ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION_
Au(0Z) FA60 15% OPT 0.001
Au(RZ) FA60 15% OPT 0.001

Ag(0Z) D210 10% " OPT 0.02
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AMERICAN ASSAY LABORATORIES

American

ANALYSTS REPORT : SPO35195 Assay
CLIENT HECLA MINING CO. Laboratories
PROJECT : ROSEBUD
REFERENCE WW-8
REPORTED 1 SEP 1995

Au(0Z) Au(RZ) Ag(0Z)

FA60 FA60 D210

SAMPLES OPT OPT OPT
WW-8 105-115 <0.001 <0.02
WW-8 115-125 <0.001 <0.02
WW-8 125-135 <0.001 <0.02
WW-8 135-145 <0.001 <0.02
WW-8 145-155 <0.001 <0.02
WW-8 155-165 <0.001 <0.001 <0.02
WW-8 165-175 <0.001 <0.02
WW-8 175-185 <0.001 <0.02
WW-8 185-195 <0.001 <0.02
WW-8 195-205 <0.001 <0.02
WW-8 205-215 <0.001 <0.001 <0.02
WW-8 215-225 <0.001 <0.02
WW-8 225-235 <0.001 <0.02
WW-8 235-245 <0.001 <0.02
WW-8 245-255 <0.001 <0.02
WW-8 255-265 <0.001 <0.02
WW-8 265-275 <0.001 <0.02
WW-8 275-285 <0.001 <0.02
WW-8 285-295 <0.001 <0.02
WW-8 295-305 <0.001 <0.02
WW-8 305-315 <0.001 <0.02
WW-8 315-325 <0.001 <0.02
WW-8 325-335 <0.001 <0.02
WW-8 335-345 <0.001 <0.02
WW-8 345-355 <0.001 <0.02
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AMERICAN ASSAY LABORATORIES

American

ANALYSIS REPORT : SPO35195 E Assay
E Laboratories

CLIENT : HECLA MINING CO.
PROJECT : ROSEBUD
REFERENCE WW-8
REPORTED 1 SEP 1995

Au(0Z) Au(RZ) Ag(0Z)

FA60 FA60 D210

SAMPLES OPT OPT OPT
WW-8 355-365 <0.001 <0.02
WW-8 365-375 <0.001 <0.02
WW-8 375-385 <0.001 <0.02
WW-8 385-395 <0.001 <0.02
WW-8 395-405 <0.001 -<0.001 <0.02
WW-8 405-415 <0.001 <0.02
WW-8 415-425 <0.001 <0.02
WW-8 425-435 0.003 0.03
WW-8 435-445 0.010 0.03
WW-8 445-455 0.001 0.03
WW-8 455-465 <0.001 <0.02
WW-8 465-475 <0.001 <0.001 <0.02
WW-8 475-485 <0.001 <0.02
WW-8 485-495 <0.001 <0.02
WW-8 495-505 <0.001 <0.02
WW-8 505-515 <0.001 <0.02
WW-8 515-525 <0.001 <0.02
WW-8 525-535 <0.001 0.02
WW-8 535-545 <0.001 0.02
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