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HECLA MINING COMPANY — ROSEBUD PROJECT
GEOTECHNICAL DRILL LOG
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HECLA MINING COMPANY — ROSEBUD PROJECT
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HECLA MINING COMPANY — ROSEBUD PROJECT
GEOTECHNICAL DRILL LOG
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L e ey === American
| ARAINSIS REPORT E— Assay
Y ' 4 P.0. BOK 71060 ww Laboratories

RENO, HY,,U.S.A.,
Ph.1-702-356-0606, Fax.1-702-356-1413
Telex:

HECLA MINING CO.

RIS LA e A R R RSN S SR S

COPIES TO : CHARLIE MUERHOFF
s

| CLIENT REFERENCE No: D-50A-94 RECEIVED : 27 SEP 1994

| LABORATORY JOB No. : SP031056 REPORTED : 6 OCT 1994
SAMPLE TYPE - No. SAMPLES : 14
ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(0z) FA60 15% OPT 0.001
Au(RZ) FA60 15% OPT : 0.001
Ag(0Z) D210 10% OPT 0.02

SIGNATORY : Sue Faircloth M.S. Page : ot 2
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|\/AMERICAN ASSAY LABORATORIES wmmm  American
| ANRENYSIS REPORT — Assay
; ! .z - :
[ CLIEM : HECLA MINING CO. ww Laboratories
| PROJECT : ROSEBUD
| REFERENCE : D-50A-94
| JOB NUMBER  : SPO31056
| REPORTED : 6 OCT 1994
f Au(0z) Au(RZ) Ag(02)
| FA60  FA60 D210
| SAMPLES OPT OPT OPT
D-50A-94 53-55 0.008 0.05
D-50A-94 55-60 0.041 0.043  0.15
D-50A-94 60-65 0.008 0.10
D-50A-94 65-70 0.005 0.09
| D-50A-94 70-75 0.022 0.11
1
| D-50A-94 75-80 <0.001 0.07
D-50A-94 80-85 0.001 0.07
| D-50A-94 85-90 0.008 0.07
|
| D-50A-94 90-95 <0.001 0.06
D-50A-94 95-100 0.002 0.08
D-50A-94 100-105 0.012 0.18
D-50A-94 105-110 0.004 0.004  0.11
D-50A-94 110-115 0.002 0.10
D-50A-94 115-120 0.004 0.19
|
Page : 2




T S ==  American
ANALYSIS REPORT — Assay
! - .
X oy i
/ b et ww Laboratories
15311 RENU, NV;.U.S.8.; !
Ph.1-702-356-0606, Fax.1-702-356-1413
Telex:
f
HECIL.A MINING CO.
COPIES TO : CHARLIE MUERHOFF

CLIENT REFERENCE No: D-50A-94

LABORATORY JOB No. : SP030951

SAMPLE TYPE

RECEIVED : 20 SEP 1994
REPORTED : 4 OCT 1994

No. SAMPLES : 11

e o UL UURSTICIY L L0 S OO SN g

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au{(0Z) FAG60 15% OPT 0.001
Au(RZ) FAGO 15% OPT 0.001
AUuGRAV GRAV 15% OPT 0.001
Ag(0z) D210 10% OPT 0.02
SIGNATORY : Sue Faircloth M.S. Page : 1o i)
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It A}Ei “CAN, ASSAY LABORATORIES ¥ i American
ANALYSIS REPORT Assay
| - By : Laboratories
| CLIENT : HECLA MINING CO.
\ PRoqﬁ : ROSEBUD
_V REFERENCE : D-50A-94
. © JOB NUMBER : SP030951
. { REPORTED i 4 OCT 1994
'{ Au(0z) Au(RZ) AuGRAV Ag(0Z)
' FA60 FA60 ' GRAV D210
SAMPLES OPT OPT OPT OPT
{ D-50A-94 00-05 <0.001 <0.02
_% D-50A-94 05-10 0.002 0.02
| D-50A-94 10-15 0.001 0.02
[
| D-50A-94 15-20 0.001 0.02
E D-50A-94 20-25 0.001 0.001 0.02
| D-50A-94 25-28 <0.001 <0.02
! D-50A-94 28-33 <0.001 <0.02
i‘
| ' D-50A-94 33-38 0.002 0.02
| D-50R-94 38-42.5 0.005 0.05
':! D-50A-94 42.5-49 0.007 . 0.14
} D-50A-94 49-53 0.441 0.390 0.54
= |
|
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