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HECLA MINING COMPANY — ROSEBUD PROJECT
GEOTECHNICAL DRILL LOG
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AMERLCAN ASSAY LABORATORIES - - -
PROV IS LONAL REPORT SP0oa78a2
CLLENT ¢ HECLA MINING COMPANY
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-150-97
REPORTED 9 JAN 1998
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Casies] American Remit To: P.O. Box11530
=" =au)
E—3 O Reno, Nevada 89510
— Assay INV ; ICE Phone NO.: 702-356-0606
==  [|aboratories i 4 Fax No.: 702-356-1413

AMERICAN ASSAY LABORATORIES
1500 GLENDALE AVE.
SPARKS, NV 89431

(702) 356-0606

INVOICE TO:

. THE ROSERBUD MINING CO.. LLC THE ROSEBUD MINING CO., LILC
HECLA MINING COMPANY, OPERATOR HECLA MINING COMPANY, OPERATOR
P.O. BOX 2610 P.Q. BOX 2610
WINNEMUCCA MV 89446 WINMNNEMUCCA NV 859446

AMOUNT

16 SAMPLES RECEVED .00 Voo
36 JAW CRUSHING CHARGE 2.60 93.60
36 COARSE MILLING CHARGE 9.00 324.00
36 SPLITTING CHARGE 2. 40 86 .40
36  RING MILLING CHARGE ' 2.00 72.00
5 36  Au (1 A.T. FIRE ASSAY) . 8.00 288 .00
} 36  HYDROCHLORIC/NITRIC DIGESTION 2.00 72.00
a6 Aa ANALYSES 1.00 36.00
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\
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~
C
Q
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xAMERICAN ASSAY LABORATORIES = American
ANAILYSITS REPORT SPQO4a7842 |t e
e, Assay
o &
== Lahoratories
PO BOX 11530
RENO XV, USA
Ph.(702) 356-0606, Fax.(702) 356-1413
HECI.A MINING COMPANY
COPIES TO : KURT ALLEN
CLIENT REFERENCE No: D-150-97 RECEIVED 6 JAN 1998
No. SAMPLES : 36 REPORTED 9 JAN 1998
MAIN SAMPLE TYPE : DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been

determined based on the results of assays of multiple samples of

geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(0Z) FA30 15% oPT 0.001
Au(RZ) FA30 15% OPT 0.001
Ag(0Z) D210 10% OPT 0.02

SIGNATORY : Susan King M.S.

Page
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e sors REDORT sPoavsa> = American
e Assay

CLIENT HECLA MINING COMPANY ww  Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-150-97
REPORTED 9 JAN 1998

Au(0Z) Au(RZ) Ag(0Z)

FA30 FA30 D210

SAMPLES OPT OPT OPT
D-150-97 0-5 0.007 <0.02
D-150-97 5.0-10.2 0.001 0.09
D-150-97 10.2-15.8 0.001 0.02
D-150-97 15.8-20.8 <0.001 <0.02
D-150-97 20.8-25.7 <0.001 <0.02
D-150-97 25.7-30.0 <0.00L <0.001 <0.02
D-150-97 30.0-35.1 <0.001 <0.02
D-150-97 35.1-40.0 <0.001 <0.02
D-150-97 40.0-45.2 <0.001 <0.02
D-150-97 45.2-50.0 <0.001 <0.02
D-150-97 50-53 <0.001 <0.02
D-150-97 53.0-57.4 <0.001 "<0.02
D-150-97 57.4-60.0 <0.001 <0.02
D-150-97 60.0-64.8 <0.001 <0.02
D-150-97 64.8-70.0 <0.001 <0.02
D-150-97 70.0-74.7 <0.001 <0.02
D-150-97 74.7-80.0 0.001 <0.02
D-150-97 80-85 <0.001 <0.02
D-150-97 85-90 <0.001 <0.02
D-150-97 90-95 <0.001 <0.02
D-150-97 95-100 <0.001 <0.001 <0.02
D-150-97 100.0-104.7 0.002 0.08
D-150-97 104.7-110.0 <0.001 <0.02
D-150-97 110-115 <0.001 <0.02
D-150-97 115-120 0.001 0.001 <0.02

Page : 2




AMERICAN ASSAY LABORATORIES — American
ANATLYSTITS REPORT SP@a7842 S
e Assay
CLIENT HECLA MINING COMPANY — Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-150-97
REPORTED 9 JAN 1998
Au(0OZ) Au(RZ) Ag(0Z)
FA30 FA30 D210
SAMPLES OPT OPT OPT
D-150-97 120-125 0.004 .03
D-150-97 125-130 0.001 .03
D-150-97 130-135 2.003 0.04
D-150-97 135-140 <0.001 <0.02
D-150-97 140-145 <0.001 <0.02
D-150-97 145-150 <0.001 <0.02
D-150-97 150.0-155.2 0.001 .02
D-150-97 155.2-160.2 0.001 0.02
D-150-97 160.2-165.0 0.002 <0.02
D-150-97 165.0-169.5 <0.001 <0.02
D-150-97 169.5-173.0 <0.001 <0.02
Page : 3




|
| XAMERICAN ASSAY LABORATORIES ‘ gy :
] ANALYSTS REPORT SPOQA7842 — American
i ——— Assay
| == Laboratories
-] PO BOX 11536
RENO NV, USA
.j Ph.(702) 356-0683, Fax.(702) 356-1413
HECLA MINING COMPANY
" COPIES TO : KURT ALLEN
CLIENT REFERENCE No: D-150-97 RECEIVED : 6 JAN 1998
No. SAMPLES . 36 REPORTED . 9 JAN 1998
MAIN .SAMPLE TYPE : DRILL CORE

] NEVADA LEGISLATIVE DISCLAIMER :-
l The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS  ANALYTICAL METHOD QUALITY PARAMETER  UNIT DETECTION
Au(0Z) FA30 15% OPT 0.001
Au(RZ) FA30 15% - OPT 0.001

| Ag(oz) D210 ' 10% OPT 0.02
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AMERICAN ASSAY LABORATORIES

0.001

o TANALYSIS REPORT SP@a7842 E American
v = Assay
CLIENT HECLA MINING COMPANY ; ww  Lahoratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-150-97
REPORTED 9 JAN 1998
Au(0Z) Au(RZ) Ag(02z)
o FA30 ‘FA30 D210
SAMPLES OPT - OPT OPT
D-150-97 0-5 0.007 <0.02
D-150-97 5.0-10.2 0.001 0.09
. D-150-97 10.2-15.8 0.001 0.02
D-150-97 15.8-20.8 <0.001 <0.02
D-150-97 20.8-25.7 <0.001 <0.02
D-150-97 25.7-30.0 <0.001 <0.001 <0.02
D-150-97 30.0-35.1 <0.001 <0.02
D-150-97 35.1-40.0 <0.001 <0.02
D-150-97 40.0-45.2 <0.001 <0.02
D-150-97 45.2-50.0 <@.001 <0.02
D-150-97 50-53 <0.001 <0.02
D-150-97 53.0-57.4 <0.001 "<0.02
D-150-97 57.4-60.0 <0.001 <0 .02
D-150-97 60.0-64.8 <@.001 <0.02
D-150-97 64.8-70.0 <0.001 <0.02
D-150-97 70.0-74.7 <0.001 <0.02
D-150-97 74.7-80.0 2.001 <0.02
D-150-97 80-85 <@.001 <0 .02
ID—ismngi 85-90 <0.001 <0.02
D-15@-97 90-95 <0.001 <0.02
' D-150-97 95-100 <0.001 <0.001 <0.02
D-150-97 100.0-104.7 0.002 0.08
D-15®-9§ 1@4.7—1L0.@ <0.001 <0.02
D-150-97 110-115 <0.001 <0.02
D-150-97 115-120 2.001 <0.02
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AMERICAN

CLIENT

ASSAY LABORATORIES
L ANALYSIS REPORT

HECLA MINING COMPANY /

sSpPpda78az2

American

Assay

Laboratories

PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-150-97
REPORTED 9 JAN 1998
Au(QZ) Au(RZ) Ag(0Z)

: - FA30 FA30 D210
SAMPLES "~ OPT OPT OPT
D-150-97 120-125 0.004 0.03
D-150-97 125-130 0.001 0.03
D-150-97 130-135 0.003 0.04
D-150-97 135-140 <0.001 <0.02
D-150-97 140-145 <0.001 <0.02
D-150-97 145-150 <0.001 <0.02
D-150-97 150.0-155.2 0.001 0.02
D-150-97 155.2-160.2 0.001 0.02
D-150-97 160.2-165.0 0.002 <0.02
D-150-97 165.0-169.5 <0.001 <0.02
D-150-97 159.5—173.6 <0.001 <0.02

Page




SP

Company: AROSE

SUBMITTAL FORM

American
Assay
Laboratories

Geochemical ¢ Environmental » Metallurgical

Address: s 26 /. Sparks Office Tucson Office
1500 Glendale Ave. 2775 E. Ganley
) r Nevada 89431 Tucson, AZ 85706
; Lt D IASALI A L O C A V1874 : O PGl Box 11530 Telephone
City — / State /7 Zip — Reno, NV 89510 (520) 294-8078
Telephone Fax
) = . — . 0 (702) 356-0606 (520) 294-6352
Telephone Number: ( /c4=) 2 = Fax Number: (7 2=) £ » 7 Fax
(702) 356-1413
: . LA/ A \s7 " Elko Office Mazatlan Office
Project Name: 7= /77 Purchase Order Number: 2320 Last Charnice Hd. Tolephona/Fax
Nevada 89801 011-52-69-170035
. FAx /30 2 Box 2908
Date Submitted: 2/ 7Y Number of Samples: ___ "/ Elko, NV 89801 Other Offices
Telephone Lima, Peru
(702) 738-9100 Santiago, Chile
Fax Mendoza, Argentina
RESULTS REPORTED IN: ppm[ ] ppb[ 1 opt[><] (702) 738-2594
ﬂ-/j'& - ?7 SAMPLE IDENTIFICATION TYPE ELEMENTS REQUIRED
}= == L‘ / 70, 1“;‘) - ;/ /‘/ ’/‘7 ;;'l:§{'?~; + >~ )2 / ;‘",7 > =7/ )M ,:"‘,, o FISE {é’:’/ 7
74. 7 = 500 /4501500 U JIMINE PROTPCO/

/3002 /5%:2

(5.8 -20 & 250 =900 (582 2 50 2
20. 8~ 757 (GD.2 1450
,'u‘{ ‘-’// B l) ,/’/ ’ //‘; 11 ’74
,7//, /.//) - >/ //7.’7 ,’/)/ I,//‘;L //// 7 ~ ) ,‘/v;v /)
35 /=400 DR 7= [10.0 ZZ

27 7 ~ /
7 ‘,.'"'/,) ) ) - //( / )

.
G 2= SN0 VIANTIETPIND)
) 0=51{) 1200-/25 0
590574 1250~ [400
574 - 40 0 1200 - /3250
1) ) —f /250 < /400

4 2-90 )

[LO N~ 14 \/ )

COARSE REJECTS (Normally Discarded After 60 Days)

[ ] Return COD after analysis complete

RESULTS AND INVOICES TO BE SENT TO:

Invoice to:

Results to:

PULPS (Normally Stored Free For One Month)

[ ]Discard after one month
[ ]Return COD after one month

Comments:

CLIENT FILE COPY




DOV HOoLE SURVEY VARAENETIC DECLINATION= /87 °

HolE # FILM FOOTAGE BEAR ING T/ F TRVE BEARNG  7RVE DIP
D-150 -97 Cotiar omp 2 S42p0r £50° N s/ W -50°
2w’ 2 Ss0E 850° N5 300 =50
170 STSE  PYO° N8E98 W 80"
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