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quartz, chalcedony, silicification

faults, fractures
FeOx

sulfide
calcite, carbonate
argillization, white clays
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. ' INSPECTORATE"

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES

840 GREG STREET « SPARKS, NEVADA 89431 « PHONE (775) 359-6311 « FAX (775) 359-2944
Kurt Allen Invoice No: 33100205
Hecla (Rosebud Mine) Invoice Date: 12/10/99
P.O. Box 2610 JobNo: 99-47-08
Winnecmucca, NV 89446 US Account No: 00007292
Client PO:
INVOICE Terms: Net 30 days
Item Description Qty Unit Price Amount
Sample Preparation Core 11-15 Lbs 19 $2.58 $49.02
Gold and Silver FA/AA/AAS 20 $6.50 $130.00
Gold and Silver Fire Assay 11 $7.00 $77.00
PLEASE REMIT TO: Sub Total: $256.02
Inspectorate America Corp. Discount: $0.00
P.O. Box 201901 Discounted Total: $256.02
Houston, TX 77216-1901 Add'l Discount: ) $0.00
Final Total: . $256.02
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ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES

840 GREG STREET * SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 ° FAX (775) 359-2944

@ertificate of Analysis

Page 1 of 3

DATE: Friday, December 10, 1999 JOB NO: 99-47-08

CLIENT: Hecla (Rosebud Mine) INVOICE NO: 33100205
P.O. Box 2610
Winnecmucca, NV 89446 US

CLIENT ORDER NO:

REPORT ON:

SUBMITTED BY:

DATE RECIEVED:

ANALYSES:

ANALYTICAL METHODS:

REMARKS :

ccC:

E-MAILED TO:

20 Core

Kurt Allen

Sunday, December 05, 1999

Gold, Gold, FA/Gold, Silver, Silver, FA/Silver

Fire Assay, Fire/AA

RMG File

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than” and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves

we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected

1 ppm=0.0001% Troy 0z./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

The results of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of assays of multiple samples of rocks or minerals collected by the prospective investor

or by a qualified person selected by him.

RENO, NEVADA



CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

STD 68642

Friday, December 10, 1999

53.8-54.8

54.8-59

59-65

65-70

70-75

75-79.7

79.7-85.7

85.7-90

90-95

95-100

100-105

105-110

110-115

115-116.7

116.7-118.6

118.6-125

125-127.3

127.3-132.8

132.8-135.6

pPpPb
Gold

26350
8150
2283
1355
5810
4300

345
2251
3103
8260
2681
1380

11000

544
1009

192
2651
1127

262

oz

-0

0.

0.

/ton
Gold

.001
769
238
.067
.040
.170
.126
.010
.066
.091
.241
.078
.040
.321
.016
.029
.006
.077
.033

.008

oz/ton
FA/Gold

0.560
0.251
0.058
0.016
0.059
0.102
0.013
0.074
0.074
0.202
0.045
0.050
0.206
0.014
0.015
0.002

0.110

JOB NO. :

pPpm
Silver

-0.

36.

24,

17.

17.

10.

12.

17.

12.

12.

1

99-47-08

Page 2 of 3

oz/ton
Silver

-0.

1.

001

070

.720

.500

.241

.510

.204

.143

.300

.290

.370

.240

.520

.360

.103

.119

.056

.109

.063

.370




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D350—99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99

STD 68642

Friday, December 10,

53.8-54.8

54.8-59

59-65

65-70

70-75

75-79.7

79.7-85.7

85.7-90

90-95

95-100

100-105

105-110

110-115

115-116.7

116.7-118.6

118.6-125

125-127.3

127.3-132.8

132.8-135.6

1999

oz/ton
FA/Silver

5.239
0.917
0.528
0.327
0.567
0.329
0.213
0.419
0.428
0.556
0.292
0.739
0.375
0.109
0.280
0.167

0.240

JOB NO.: 99-47-08

Page 3 of 3
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| INSPECTORATE

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 * PHONE (775) 359-6311 « FAX (775) 359-2944

Kurt Allen Invoice No: 33100208
Hecla (Rosebud Mine) Invoice Date: 12/15/99
P.O. Box 2610 JobNo: 99-48-01
Winnecmucca, NV 89446 US Account No: 00007292
Client PO:
INVOICE Terms: Net 30 days
Ifem Description Qty Unit Price Amount
Sample Preparation Core 16-20 Lbs 18 $2.58 $46.44
Gold and Silver FA/AA 19 $6.50 | $123.50
Gold and Silver Fire Assay ‘ 9 $7.00 ‘ $63.00
PLEASE REMIT TO: Sub Total: $232.94
Inspectorate America Corp. Discount: $0.00
P.O. Box 201901 Discounted Total: $232.94
Houston, TX 77216-1901 Add'l Discount: $0.00
Final Total: ' $232.94

%3797 | A




840 GREG STREET ° SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 ¢ FAX (775) 359-2944

DATE: , Wednesday, December 15, 1999 JOB NO:
CLIENT: Hecla (Rosebud Mine) INVOICE NO:
: P.O. Box 2610

INSPECTORATE

'ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES

@ertificate of Analpsis

Winnecmucca, NV 89446 US

CLIENT ORDER NO:

REPORT ON:

SUBMITTED BY:

DATE RECIEVED:

ANALYSES:

ANALYTICAL METHODS:

REMARKS:
CC:

E-MAILED TO:

19 Core

Kurt Allen

Monday, December 06, 1999

Gold, Gold, FA/Gold, Silver, Silver, FA/Silver

Fire Assay, Fire/AA

RMG File

Page 1 of 3
99-48-01

33100208

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than" and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves

we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected

1 ppm=0.0001% Troy 0z./ton=34.286 ppm

1 ppm=0.0292 Troy oz./ton

Theresults of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of assays of multiple samples of rocks or minerals collected by the prospective investor
or by a qualified person selected by him.

RENO, NEVADA




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

RS-D370-99 0-1.9

RS-D370-99 1.9-5.7

RS-D370-99 5.7-7.3

RS-D370-99 7.3-8.8

RS-D370-99 10.3-13.3

RS-D370-99 8.8-13.3 _

-RS-D370-99 13.3-14.1
RS-D370-99 14.1-17.5
- RS-D370-99 17.5-22.2
RS-D370-99 22.2-25.4
RS-D370-99 25.4-28.9
RS-D370-99 28.9-32.7
RS-D370-99 32.7-35
RS-D370-99 35-38.6
RS-D370-99 38.6-43.4
RS-D370-99 43.4-46.5
RS-D370-99 46.5-50
RS-D370-99 50-53.8

STD 70766

ppb
Gold

484
189
1244
911

331

) !Ci’}’(' ‘:, _10-5 342

33010

5718

2289

2564

4206

262

337

127

349

1059

417

574

5296

Wednesday, December 15, 1999

oz/ton
Gold

0.014

0.006

0.036

0.027

0.010

0.010

0.964

0.167

0.067

0.075

0.123

0.008

0.010

0.004

0.010

0.031

0.012

0.017

0.155

oz/ton
FA/Gold

0.104

0.028

0.519
0.146
0.063
0.084

0.225

0.029

0.164

JOB NO.: 99-48-01

ppm

Silver

8.3

8.4

156.5

28.4

9.8

40.4

113.4

81.2

71.7

30.8

5.8

5.7

4.7

15.8

195.2

22.6

16.3

295

Page 2 of 3

oz/ton
Silver

0.243
0.245
4.570
0.830
0.287
1.180
3.310
0.346
2.370
2.270
0.900
0.170
0.165
0.137
0.461
5.700
0.660
0.475

1.720




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO
RS-D370-99 0-1.9
RS-D370-99 1.9-5.7
RS-D370-99 5.7-7.3
RS-D370-99 7.3-8.8
RS-D370-99 10.3-13.3
RS-D370-99 8.8-13.3
RS-D370-99 13.3-14.1
RS-D370-99 14.1-17.5
RS-D370-99 17.5-22.2
RS-D370-99 22.2-25.4
RS—D3;70—99 25.4-28.9
RS-D370-99 28.9-32.7
RS-D370-99 32.7-35
RS-D370-99 35-38.6
RS-D370-99 38.6-43.4
RS-D370-99 43.4-46.5
RS-D370-99 46.5-50
RS-D370-99 50-53.8

STD 70766

Wednesday, December 15, 1999

oz/ton
FA/Silver

3.471

0.795

2.402

0.216

1.945

1.741

0.732

7.894

1.738

By

JOB NO.: 99-48-01
Page 3 of 3




DARKZONE DRILLHOLES
12-20-99
DARKZONE.CR5 12/21/99 06:06:54

Page 1 of 1

Point

Northing

Easting Elevation

Description

146
147
148
149
150
151
152
153
154

155
156
157
158
159

160
162

163
164

165

2,204,482.2684
2,204,446.8501
2,204,441.6573
2,204,439.4456
2,204,436.5937

2,204,429.0662
2,204,429.4145
2,204,430.5218
2,204,429.3186
2,204,425.1618

2,204,412.8824
2,204,412.7553
2,204,412.2666
2,204,407.7960
2,204,404.8226

2,204,392.1322
2,204,392.4909
2,204,392.6683
2,204,397.3947
2,204,397.4057

2,204,396.9083

481,967.9582 4,345.06 N21BS
482,396.7055 4,354.82 384
482,399.6361 4,357.37 385
482,400.6166 4,357.43 386
482,401.4911 4,358.59 387

482,407.0972 4,350.49 388
482,406.5015 4,353.59 389
482,435.1747 4,358.73 381
482,435.5506 4,363.49 382
482,437.6035 4,364.08 383

482,472.0992 4,358.36 370
482,471.8012 4,361.96 371
482,472.2979 4,364.63 372
482,474.9600 4,367.92 373
482,476.6447 4,368.40 374

482,483.4680 4,361.01 375
482,483.4562 4,363.90 376
482,482.9364 4,369.46 377
482,510.3608 4,360.68 378
482,510.0441 4,366.13 379

482,510.0179 4,371.04 380.




INSPECTORATE
ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 © FAX (775) 359-2944

@ertificate of Analpsis
Page 1 of 3
DATE: Friday, January 07, 2000 JOB NO: 99-51-19
CLIENT: Hecla (Rosebud Mine) INVOICE NO: 33100337

P.O. Box 2610
Winnecmucca, NV 89446 US

(< 3370-95%

CLIENT ORDER NO:

REPORT ON: 4 Core

SUBMITTED BY: Kurt Allen

DATE RECIEVED: Wednesday, December 22, 1999
ANALYSES: Gold, Silver

ANALYTICAL METHODS: Fire Assay, Fire/AA

REMARKS :

ce: RMG File

E-MAILED TO:

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than" and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves
we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected 1 ppm=0.0001% Troy 0z./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

The results of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of assays of muitiple samples of rocks or minerals collected by the prospective investor
or by a qualified person selected by him.

RENO, NEVADA




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

RS-D370-99 53.8-54.8
RS-D370-99 135.6'-140"
RS-D370-99 140'-145"

RS-D370-99 145'-150"

Friday, January 07, 2000

ppb
Gold

4350
116
1986

66

oz/ton
Gold

0.127
0.003
0.058

0.002

oz/ton
Gold

0.088

0.054

ppm
Silver

113.0

JOB NO. :
Page

995119
2 of 3

oz/ton
Silver

3.

0.

0.

0.

30

05

07

02




CLIENT: Hecla (Rosebud Mine) JOB NO.: 995119
Page 3 of 3

oz/ton
SAMPLE NO Silver
RS-D370-99 53.8-54.8 3.54
RS-D370-99 135.6'-140"
RS-D370-99 140'-145" 0.19

RS-D370-99 145'-150"

Friday, January 07, 2000 By




 INSPECTORATE

ROCKY MOUNTRIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET o SPARKS, NEVADA 89431 « PHONE (775) 359-6311 * FAX (775) 359-2944

Kurt Allen Invoice No:

Hecla (Rosebud Mine) Invoice Date:

P.O. Box 2610 JobNo:

Winnecmucca, NV 89446 US Account No:

Client PO:

INVOICE Terms: Net 30 days
Item Description Qty Unit Price Amount

Core 16-20 Lbs 4 $4.50 $18.00

Au, Ag FAJAA 4 $6.50 $26.00

Au, Ag FA 2 $7.00 $14.00
PLEASE REMIT TO: Sub Total: $58.00
Inspectorate America Corp. Discount: (0.00%} $0.00
P.O. Box 201901 Discounted Total: $58.00
Houston, TX 77216-1901 Add'l Discount: (0.00%) $0.00

Final Total: $58.00

P>




Hole

RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370

Hole

RS-37¢
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370
RS-370

Au Calculation

From To Pre Sc. Wgt  Wagt -150 Wgt+150  Tatal Wght
13.3 14.1 204 24 181.9 22.34 204.24
14.1 17.5 358.99 325.5 33.49 358.99
254 28.9 499 25 492 1 715 49925
54.8 59 387.35 339.2 48.15 387.35

59 65 452.29 396.7 55.59 452.29
75 797 330.87 260.9 69.97 330.87
79.7 85.7 226.13 177.5 48.63 226.13
95 100 40917 - 3862 22.97 40917
100 105 323.2 3038 19.3 3232
115 116.7 292.15 276.9 15.25 292.15
127.3 132.8 382.3 334.8 47.5 382.3

Ag Calculation

From To Pre Sc. Wagt  wagt -150 Wgt +150  Total Waght
13.3 14.1 204.24 1819 22.34 204.24
14.1 17.5 3568.99 325.5 33.49 358.99
254 28.9 499.25 4921 7.15 499 25
54.8 59 387.35 339.2 48.15 387.35

59 65 45229 396.7 55.59 452.29
75 797 330.87 2609 69.97 330.87
79.7 85.7 226.13 177.5 4863 22613
95 100 409.17 386.2 22.97 409.17
100 105 3232 303.9 19.3 323.2
115 116.7 292,15 276.9 15.25 292.15
127.3 132.8 3823 334.8 47.5 3823

+150 Aumg

3.843

2.69
0.664
4974
2.381
0.842
1.064
1.037
1.593
1.297
1.213

+ 150 Ag mg

4.81
2.126
0575
11.229
2.795
1.382
1.324
1.241
1.641
1.227
1.197

-150 opt
0.236
0.074
0.086
0594
0.103
0.045
0.068
0.039
0.099
0.068
0.040

>

-150 opt
2.315
0.336
0.738
4577
0.857
0.463
0.167
0.356
0.493
0.311
¢.108

Calc OPT
0.759
0.286
0.124
0.895
0.244
0.110
0.191
0.111
0.237
0194
0.128

Calc OPT
2.749
0.477
0.761
4.854
0.932
0.487
0.302
0.424
0.612
0.417
0.186

039 NIVYLNNOW AMO0Y

962659522

¢L/LO

20/20 82L°ON 2G:6L 00,



ROCKY MOUNTAIN GEO

(753592944 01/10 '00 09:02 N0.012 02/10

®

INSPECTORATE

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES

840 GREG STREET = SPARKS, NEVADA 89431 s PMONE (775) 359-6311 = FAX(775) 359-2944

(ertificate of Analysis

DATE: Friday, Janwary 07, 2000 JOB NO:

CLIENT: Hecla (Romebud Mine) INVOICE NO:
P.0. Box 2610 .
Winnecmceca, NV 89446 UgS

CLIENT ORDER NO:

REPORT ON:

SUBMITTED BY:

DATE RECIEVED:

ANALYSES:

ANALYTICAL METHODS:

REMARKS :

cC:

E-MAILED TO:

4 Core

Kurt Allen

Wednesday, December 22, 1999
Gold, Silver

Fire Assay, Fire/aa

RMG File

Page 1 of 3
99-51-19

33100337

All values are reported in parts per million unlgss specified otherwise. A minus sign (-) is to be read "less than™ and a plus sign (+) "
parenthesis aro ostimates. This analytical report is the confldential property of the
we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected

1 ppm=0.0001% Troy oz./ton=34.288 ppm

1 ppm=0.0292 Troy oz./ton

The results of this 2ssay were based solely upon the content of the sam
value of the clalm or deposit has been determined based on the results

or by a qualified person selected by him.

ple submitted. Any decision to Invest should be mada only after the potontial investment
of agsays of muntiple samples of rocks or minerals collected by the prospective investor

RENQ, NEVADA

greater than.” Values in
above mentioned ¢lient and for the protection of thig client and ourselves




ROCKY MOUNTAIN GEO
CLIENT: Hecla (Rosabud Mine)

SAMPLE NO

RS-D370-99 53.8-54.8
RS-D370-99 135.6'-140"'
R3-D370-99 140'-145%"

R8~D370-99 145'-~150"

Friday, January 07, 2000

7753592944

Gold
4350

116
198¢

66

01/10 '00 09:02 N0.012 03/10

oz/ton
Gold

0.127
0.003
0.058

0.002

0z/ton
Gold

0.088

0.054

Silver

113.0

JOB NO.: 995119
Page 2 of 3

oz/ton
8ilver




ROCKY MOUNTAIN GEO (753592944 01/10 '00 09:03 N0.012 04/10

CLIENT: Hecla (Rosebud Mine) JOB NO.: 995119
Page 3 of 3

‘oz/ten
SAMPLE WO Silver
R8-D370-99 53.8-54.8 3.54
R3-D370-99 135.6'-140"
R8-D370~-99 140'-145" 0.19

R8-D370-99 145'-150"

¥riday, January 07, 2000 By




ROCKY MOUNTAIN GEO 1753592944 01/25 '00 08:28 NO.404 04/11

®

INSPECTORATE
ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET o SPARKS, NEVADA 89437 » PHONE (775) 359-6311 « FAX (775) 3592944

(ertificate of g\nzx[gsiﬁ

. Page 1 of 2
DATE: Thursday, January 20, 2000 JOB NO: 99-50-26
CLIENT: Hecla (Rosebud Mine) INVOICE WNO: 33100417

P.O. Box 2610
Winnecmucca, NV 89446 U8

CLIENT ORDER NO:

REPORT ON: 11 pulp
SUBMITTED BY: Rurt Allen

DATE RECIEVED: Thureday, December 16, 1999
ANALYSES: Gold <150 Mesh, Silver -150 Mesh
ANALYTICAYL, METHODS: FA/AA, Fire Assay

REMARKS :

cC: RMG File

E-MAILED TO:

All values are reported in parts per million unless speclfied otherwise. A minus sign (-) is to be read "less than” and a plus sign (+) "greater than.” Values in
parenthesis are estimates. Thig analytical report is the confidontial property of the above mentioned client and for the protaction of this glient and ourselves

we reserve the right to forotd publication or reproduction of thig report or any part thergof without wrltten permission.

NDeNone Detected 1 ppm=0.0001% Troy 0z./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

The results of this assay were based solely upon the content of the sample submitted. Any decislon to Invast should be made only after the potgntial investment
value of the claim or deposit has been determined based on the results of assays of multiple samples of rocks or minerals collected by the prospective investor

or by a qualified person selected by him.

RENO, NEVADA




ROCKY MOUNTAIN GEO

CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

R8-D370-99
RS~D370-99
R8-D370-99
R8-D370-99
RS-D370-99
R8-D370-99
R8+D370-99
R8-D370-99
RS-D370-99
R8-D370-99

R8-D370-99

Thursday, January 20, 2000

13.3-14.1

14.1-17.5

25.4-28.9

54.8-59

59-65

75-78.7

79.7-85.7

95-100

100-105

115+-116.7

127.3+~132.8

1753592944 01/25 '00 08:28 NO.404 03/11

oz/ton
Gold +150
Y¥esh
3.843
2.690
0.664
4.974
2.381
0.842
1.064
1.037
1.593
1.297

1.213

Wy

JOB NO.: 9950z¢
Page 2 of ;

oz/ton
Silver
+150
4.810
2,126
0.578
11.229
2.795
1.382
1.324
1.241
1.649

1.227

1.197




ROCKY MOUNTAIN GEO

CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

R8-D370-99

R8-D370-99

R8-D370-99

R8-D370-99

RS+D370-99

RS-D370-99

R8-D370-99

RS-D370-99

R8-D370-99

R8-D370-99

RS-D370-99

Thursday, January 20, 2000

13.3~14.1

14.31-17.5

25.4-28.9

54.8-59

59-65

75-79,7

79.7-85.7

95-100

100-105

115-116.7

127.3-132.8

1053592944

oz/ton
Gold -150
Mesh
0.236
0.074
0.086
0.594
0.103
0.045
0.068
0.039
0.099
0.068

0.040

01/25 '00 08:28 NO.404 05/11

JOB NO.: 995026

oz/ton
Silver -
150 Mesh
2.315
0.33¢6
0.738
4.577
0.857
0.463
0.167
0.356
0.493
0.311

0.108

L Ll

Page 2 of 2




DARK ZONE DEVELOPMENT DRILLING ASSAY RESULTS
SIGNIFICANT INTERCEPTS

Oz/ton Oz/ton

Hole# From To Interval Gold Silver
RS-D370-99 13.3° 17.5° 4.2 0.319 0.91
54.8° 65’ 10.2° 0.475 0.86
100’ 105° 5’ 0.241 0.37
115 116.7 1.7 0.321 0.36
RS-D371-99 13.5°  27.5 14 0.640 1.51
40.7° 43’ 2.3 0.188 0.45
46.1°  47.7 1.6° 0.604 1.51
54° 55.2° 1.2’ 0.251 0.61
70° 73.7 3.7 0.273 0.05
86’ 90’ 4 Lo 0.227 0.34
RS-D372-99 18 26.5° 8.5 0.707 3.31
44’ 59’ 15’ 0214 0.31
RS-D375-99 0’ 1.4 1.4 0.235 0.67
284 304 2’ 0.223 0.81

38.8° 42 3.2? 0.317 0.43




BARRINGER LABS

CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

R3-D370-99

RS-D370-99

RS-D370-99

RS~D370-99

RS-D370-99

R8-D370~99

R8~-D370-~-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

R3-D370-99

RS-D370-99

RS-D370-99

R8-D370-99

RS8-D370-99

R8-D370-99

R8-D370-99

RS-D370-59

STD 68642

Tuesday, December 07, 1999

53.8-54.8

54.8-59

59-65

6€5-70

70-75

75-79.7

79.7-85.7

85.7-90

90-95

95-100

100-105

105-110

110~115

115-116.7

116.7-118.6

118.6-125

125-127.3

127.3-132.8

132.8-135.6

82812635

Gold

26350
8150
2283
1355
5810
4300

345
2251
3103
8260
2681
1380

11000

544
1009

192
2651
1127

262

12/07 '99 08:47 NO.233 03/03
JOB NO.: 99-47-08

oz/ton
Gold

-0.001
0.769
0.238
0.067
0.040
0.170
0.126
0.010
0.066
0.081
0.241
0.078
0.040
0.321
0.016
0.029
0.006
0.077
0.033

0.008

oz/ton PPR
FA/Gold Silver

-0.1
36.6
24.7
17.1
8.3
17.5
7.0
4.9

10.3

Page 2 of 3

oz/ton
Silver

~0.001
1.070
0.720
0.500
0.241
0.510
0.204
0.143
0.300
0.290
0.370
0.240
0.520
0.360
0.103
0.119
0.056
0.109
0.063

0.370




8281263

BARRINGER LABS 8281263

CLIENT: Hecla (Rosebud Mine)

PPP
SAMPLE NO Gold
RS-D370-99 0-1.9 484
RS-D370-99 1,9-5.7 189
RS-D370-99 5.7-7.3 1244
R8-D370-59 7.3-8.8 911
RS~D370-99 10.3-13.3 331
RS~-D370-99 8.8-13.3 342
RS-D370-99 13.3-14.1 33010
RS-D370-99 14.1-17.5 5718
RS-D370-99 17.5-22.2 2289
RS-D370-99 22.2-25.4 2564
R8-D370-99 25.4-28.9 4206
RS-D370-99 28.9-32.7 262
RS-D370-99% 32,7-35 337
R3S-D370-99 35-38.6 127
RS-D370-99 38.6-43.4 349
RS-D370-99 43.4-46.5 1059
RS-D370-99 46.5-50 417
R3-D370-95 50-53.8 574
8TD 70766 1777

Wednesday, December 08,

1999

12714 '99 10:04 NO.387 01/01

oz/ton
Gold

0.014
0.006
0.036
0.027
0.010
0.010
0.964
0.167
0.067
0.075
0.123
0.008
0.010
0.004
0.010
0.031
0.012
0.017

0.052

oz/ton
FA/Gold

. /0
e 0 28

YA
A G

063
.08«

225

L, 029

Ay

JOB NO.: 99-48-01
Page 2 of 3
Ppn oz/ton 0&4
Silver Silver Ac;/l:
8.3 0.243
8.4 0.245
156.5 4.570 3
r
29.4 0.830 L .4+
9.8 0.287
40.4 1.180
113.4 3.3102 . 9¢
11.9 0.346 -2/
81.2 2.370 /. 99
77.7 2.270 /. 4
30.8 0.900 - 73¢
5.8 0.170
5.7 0.165
4.7 0.137
15.8 0.461
195.2 5.700 7-87
22.6 0.660
16.3 0.475
-0.1 -0.001 [+?3




ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES

840 GREG STREET e« SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 « FAX (775) 359-2944

Qertificate of Analpsis |

Page 1 of 3

DATE: Friday, December 10, 1999 JOB NO: 99-47-08

CLIENT: Hecla (Rosebud Mine) INVOICE NO: 33100205
P.O0. Box 2610
Winnecmucca, NV 89446 US

CLIENT ORDER NO:

REPORT ON:

SUBMITTED BY:

DATE RECIEVED:

ANALYSES:

ANALYTICAL METHODS:

REMARKS :

CC:

E-MAILED TO:

20 Core

Kurt Allen

Sunday, December 05, 1999

Gold, Gold, FA/Gold, Silver, Silver, FA/Silver

Fire Assay, Fire/AA

RMG File

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than” and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves

_ we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected

1 ppm=0.0001% Troy oz./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

The results of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of assays of multiple samples of rocks or minerals collected by the prospective investor

or by a qualified person selected by him.

RENO, NEVADA




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

STD 68642

53.8-54.8

54.8-59

59-65

65-70

70-75

75-79.7

79.7-85.7

85.7-90

90-95

95-100

100-105

105-110

110-115

115-116.7

116.7-118.

118.6-125

125-127.3

127.3-132.

132.8-135.

Friday, December 10,

1999

Ppb
Gold

26350
8150
2283
1355
5810
4300

345
2251
3103
8260
2681
1380

11000

544
1009

192
2651
1127

262

oz/ton
Gold

-0.001
0.769
0.238
0.067
0.040
0.170
0.126
0.010
0.066
0.091
0.241
0.078
0.040
0.321
0.016
0.029
0.006
0.077
0.033

0.008

oz/ton
FA/Gold

0.560
0.251
0.058
0.016
0.059
0.102
0.013
0.074
0.074
0.202
0.045
0.050
0.206
0.014
0.015
0.002

0.110

JOB NO.:

ppm
Silver

-0.

36.

24,

17.

8.

17.

10.

12.

17.

12,

12.

1

99-47-08

Page 2 of 3

oz/ton
Silver

-0

1.

.001

070

.720

.500

.241

.510

.204

.143

.300

.290

.370

.240

.520

.360

.103

.119

.056

.109

.063

.370




CLIENT: Hecla (Rosebud Mine)

SAMPLE NO
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99

STD 68642

Friday, December 10,

53.8-54.8

54.8-59

59-65

65-70

70-75

75-79.7

79.7-85.7

85.7-90

90-95

95-100

100-105

105-110

110-115

115-116.7

116.7-118.6

118.6-125

125-127.3

127.3-132.8

132.8-135.6

1999

oz/ton
FA/Silver

5.239
0.917
0.528
0.327
0.567
0.329
0.213
0.419
0.428
0.556
0.292
0.739
0.375
0.109
0.280
0.167

0.240

JOB NO.: 99-47-08

Page 3 of 3

sy #6)1 MJ/A W / 19 /A



BARRINGER LABS

CLIENT: Hecla (Rosabud Mine)

SAMPLE NO

R8-D370-99

RS-D370-99

R8-D370-99

RS-D370-99

RS-D370-99

RY-D370-99

R3~D370-~99

RS-D370-99

RS-D370-99

R38-D370-99

R8-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

R8-D370~99

RS-D370-99

STD 70766

Wednesday, December 08, 1999

0-1.9

1.9-5.7
5.7-7.3
7.3-8.8

10.3-13.3 />

8.8-1%f3

13.3~14.1 0.9
14.1-17.5 2.4
17.5-22.2
22.2-25.4
25.4-28.9
28.9-32.7
32.7-35
35-38.6
38.6-43.4
43.4-46.5
46.5-50

50~53.8

!
7§__}7.5 -

8281263

pPb
Gold

484
189
1244

911

-,z /
331

342
733010
5718
2289
2564
4206
262
337
127
349
1059
417
574

1777

12/08 '99 16:55 NO.276 03/05

oz/ten
Gold

0.014
0.006
0.036
0.027
0.010
0.010
0.964
0.167
0.067
0.075
0.123
0.008
0.010
0.004
0.010
0.031
0.012
0.017

0.052

oz/ton
FA/Gold

JOB NO.: 99-48-01
Page 2 of 3

Ppm oz/teon
Silvex Silver
8.3 0.243
8.4 0.245
156.5 4.570
28.4 0.830
9.8 0.287
40.4 ) 1.180
113.4 3.310
11.9 0.34¢
81;2 2.370
77.7 2.270
30.8 0.900
5.8 0.170
5.7 0.165
4.7 0.137
15.8 0.461
195.2 5.700
22.6 0.660
16.3 0.47S
-0.1 -0.001



BARRINGER LABS
CLIENT: Hecla (Rosebud Mina)

8AMPLE NO

RS-D370-99
RS~D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RY-D370-99
RS-D370-99
R8-D370-99
R3-D370-99
R3-D370-99
RS-D370-99
RY-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99

STD 70766

0-1.9

1.9-5.7

5.7-7.3

7.3-8.8

10.3-13.3

8.8-13.3

13.3-14.1

14.1-17.%

17.5-22.2

22.2+25.4

25.4-28.9

28.9-32.7

32.7-35

35-38.6

38.6-43.4

43.4-46.5

46.5-50

50-53.8

8281263

Gold
484

189

1244

911

331

y 342
&% 33010
5718

2289

2564

4206

262

337

127

349

1059

417

574

1777

Wadnesday, Dacembeaer 08, 1999

12/10 '99 08:46 NO.306 02/03
JOB NO.: 99-48-01

oz/ton
Gold

0.014
0.006
0.036
0.027
0.010
0.010
0.964
0.167
0.067
0.075
0.123
0.008
0.010
0.004
0.010
0.031
0.012
0.017

0.052

oz/ton rem
FA/Gold Silver
8.3

8.4

. 124 156.5
LoesS” 28.4
9.8

40.4

.87 113.4
A4 G 11.9
063 81.2
.05 77.7
225 30.8
5.8

5.7

4.7

15.8

-029 195.2
22.6

16.3

b g -0.1

Page 2 of 3

oz/ton 02/{1

Silver Aglfd
0.243
0.245
4.570 B
0.830 L /¢
0.287
1.180
3.310 8. ¢
0.346 -2/
2.370 /. 949
2.270 /- <%
0.900 - #3«
0.170
0.165
0.137
0.461
5.700 7-&9
0.660
0.475

-0.001 [+33




BARRINGER LABS

CLIENT: Hecla (Rosebud Mine)

SAMPLE NO
RS-D370-99
RS-D370-99
RS-D370-99
RE-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
R$-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99
RS-D370-99

STD 68642

Tuesday, December 07, 1999

53.8-54.8

54.8-59 4.7

59-65

65-70

70-75
75-79.7
79.7-85.7
85.7~90
90-95
95-100
100-105
105-110
110-115
115-116.7
116.7-118.6
118.6-125
125-127.3
127.3-132.8

132.8-135.6

8281263

8150
2283
1355
5810
4300
345
2251
3103
8260
2681
1380
11000
544
1009
192
2651
1127

262

oz/ton
Gold

-0.001
0.769
0.238
0.067
0.040
0.170
0.126
0.010
0.066
0.091
0.241
0.078
0.040
0.321
0.016
0.029
0.006
0.077
0.033

0.008

12709 '99 13:09 NO.291

oz/ton
FA/Gold

-3GO0
297
058
Lolb -
.& 3579
/02
Lo/3
0?7
07
.20
OS5
050
2eb
ol
o/5
L0022

. LLO

02/02

JOB NO.: 99-47-08
rage 2 of 3

- oz/ton 02/w
8ilver Silver nq/[¥
~0.1 -0.001 —
36.6 1.070 $,23°
24.7 0.720 -7/
17.1 0.500 5%«
8.3 0.241 -3Z
17.5 0.510- 5&
7.0 0.204 ~3%
4.9 0.143 .2/
10.3 0.300 %/
5.9 0.290 4%
12.7 0.370 - 75
8.2 0.240 .29
17.8 0.520. 73°
12.3 D.360 -3 7
3.5 0.103 /2
4.1 0.119 25
1.9 0.056 /%
3.7 0.109 2%
2.2 0.063
12.7 0.370




wody

\y

CLIENT: Hecla (Rosebud Mine)

SAMPLE NO GIZ"I)(?
RS-D370-99 0-1.9 484
RS-D370-99 1,9-5.7 189
RS-D370-99 5.7-7.3 1244
RS-D370-99 7.3-8.8 911
RS-D370-99 10.3-13.3 331
RS-D370-99 §.8-13.3 342
1’5"4;8;%;,]).370'99 13.3-14.1 33010
I>£S--‘D370-99 .14.1-17.5 5718
RS-D370-99 17.5-22.2 2289
RS-D370-99 22.2-25.4 2564
RS-D370-99 25.4-28.9 4206
RS-D370-99 28.9-32.7 262
RS-D370-99 32.7-35 337
RS-D370-99 35-38.6 127
RS-D370-99 38.6-43 .4 349
RS-D370-99 43.4-46.5 1059
RS-D370-99 46.5-50 417
RS-D370-99 50-53.8 574
STD 70766 5296

Wednesday, December 15, 1999

G0/%0 6S%7°ON SL:2L 66, 9L/2L

oz/ton
Gold

0.014
0.006
0.036
0.027
0.010
0.010
(.964
0.167
0.067
0.075
0.123
0.008
0.010
0.004
0.010
0.031
0.012
0.017

0.155

oz/ton
FA/Gold

0.104

0.028

0.519
0.146
0.063
0.084

0.225

0.029

0.164

£9218¢8

ppm

Silver

8.3

8.4

156.5

28.4

9.8

40.4

113.4

11.9

81.2

1117

30.8

5.8

5.7

4.7

205

JOB NO.: 99-48-01

Page 2 of 3

oz/ton
Silver

0.243
0.245
4.570
0.830
0.287
1180
3.310

0.346

0.900
0.170
0.165
0.137
0.461
5.700
0.660

0.475

SAYT ¥3IONTYYvE




CLIENT: Hecla (Rosebud Mine) JOB NO.: 99-48-01
Page 3 of 3

oz/ton
SAMPLE NO . FA/Silver
RS-D370-99 0-1.9
RS-D370-99 1.9-5.7
RS-D370-99 5.7-7.3 3.471
RS-D370-99 7.3-8.8 0.795
RS-D370-99 10.3-13.3
RS-D370-99 8.8-13.3
RS-D370-99 13.3-14.1 2.402
RS-D370-99 14.1-17.5 0.216
RS-D370-99 17.5-22.2 1.945
RS-D370-99 22.2.25 .4 1.741
RS-D370-99 25.4-28.9 0.732
RS-D370-99 2§.9-32.7
RS-D370-99 32.7-35
RS-D370-99 35-38.6
RS-D370-99 38.6-43 .4
RS-D370-99 43.4-46.5 7.894
RS-D370-99 46.5-50
RS-D370-99 50-53.8
STD 70766 1.738
Wednesday, December 15, 1999 By /

S0/S0 6S%°ON 9L:2L 66, 9L/2L $921828 SAV1 YIONTHYYE




Dark Zone Development Drilling 12/19/99

DARK ZONE DEVELOPMENT DRILLING
DOWN-HOLE SURVEYS

CORRECTED
DRILL HOLE # DIP AZIMUTH AZIMUTH

RS-D370-99 55 8is 328.66

RS-D371-99 22 313 328.66
RS-D372-99 36 313 328.66
RS-D373-99 Not Surveyed
RS-D374-99 Not Surveyed
RS-D375-99 14.5 142 157.66
RS-D376-99 31 135 150.66
RS-D377-99 51 177.5- 161.84
RS-D378-99 -4 317 332.66 ~
RS-D379-99 22 314 329.66 ¥
RS-D380-99 39 : 331 ¥
RS-D381-99 26 314.5 330.16
RS-D382-99 39.5 311.5 327.16
RS-D383-99 58 305 320.66
RS-D384-99 31 314.5 330.16
RS-D385-99 50.5 309 324.66
RS-D386-99 69 305 320.66
RS-D387-99 86 304.68 320.34
RS-D388-99 10.5| - 137.5 153.16
RS-D389-99 30.5 140 155.66

Dark Zone Development Core Survey.xls




RMGN Job Number:

Date Received:

Rocky Mountain Geochemical of Nevada

840 GREG STREET

SPARKS, NEVADA 89431
Phone: (702) 359-6311, Fax: (702) 359-2944

SAMPLE SUBMITTAL SHEET
Address Report To: : Client’s Project No.
M ul } A ey Shipment No.
Date Shipped: 12/c /55
No. of Cartons:
Phone/Fax: No. of Samples: (A
Send Invoice To:___ Kv b Alen /Poseloud Mine Copy of Report To;
r}"). O, (L"»O‘»{ ZYE) 16
(Wrwmeee NV 94Y4Y
List Sample Material List Elements To Be Determined Indicate Method
Numbers Description Fire/Grav. _Fire/AA = Geochem
Rs-D270-99
Cole /\\U Ao \’_\J'e’f tf ove bod \\}
O $5.% Deve topend ot « o)
| o ,’]\' (J rH end ol 4 !,u{!n {2@/ ﬂ\.(;) sAad
Prodvediun St s .
A Ko
L) L )
E X e =
Ll
’ C
il
'/

NOT RESPONSIBLE FOR LOSS OF SAMPLES DUE TO FIRE OR THEFT.

Pulp & Reject Disposition: Pulps and Rejects will be discarded unless otherwise noted.
Bulk Rejects Pulp
Return at Customer’s Expense X 5 White Copy: Send to RMGN
via: Yellow Copy: Customer’s Copy
Store at $1.00 per 100 lbs/month Pink Copy: Enclose with Samples
Discard immediately A7)
"4 e
v/ o

THE ABOVE WORK IS AUTHORIZED BY: // i DATE: /2/6/59




RS-D370-99

Depth Composite  Sample

From To Interval Au Ag ICP Interval No.
0 1.9 1.9 X X 1

1.9 57 3.8 X X 2

5.7 7.3 16 X X 3

7.3 8.8 1.5 X X 4

10.3 13.3 3 X X 5

8.8 13.3 4.5 X X 6

13.3 14.1 0.8 X X 7

14.1 17.5 3.4 X X 8

17.5 22.2 4.7 X X 9

222 25.4 3.2 X X 10

254 28.9 ° 35 X X 11

28.9 32.7 3.8 X X 12

32.7 35 2.3 X X 13

35 38.6 3.6 X X 14

38.6 43.4 4.8 X X 15

43.4 46.5 3.1 X X 16

46.5 50 3.5 X X 17

50 53.8 3.8 X X 18




RMGN Job Number:

Date Received:

Rocky Mountain Geochemical of Nevada

840 GREG STREET

SPARKS, NEVADA 89431
Phone: (702) 359-6311, Fax: (702) 359-2944

SAMPLE SUBMITTAL SHEET
Address Report To: Client’s Project No.
Kur 1 bA\\\e 'al Shipment No.
Date Shipped: ’2/5 /5
No. of Cartons:
Phone/Fax: No. of Samples: (&
Send Invoice To:__\Cuct Allen /Reoselad Mo Copy of Report To: ‘
Yo b Zeno ’
(Adce MY - KYANT
List Sample Material List Elements To Be Determined Indicate Method
Numbers Description Fire/Grav. _Fire/AA , Geochem
BS-D2I0-90 | Core Av, A< ber Roseb ol X
Qr“)() | ul./,i'-.ﬁflf\/\-'-’ /1’{“ e )“\'&%
5(,{ 'é"\ = ‘\) O !
/ ;%:ﬁ { },,\ D L!)v)’@/ [LJ QSN Du»( \/)/ < .(,‘-.u(;l( u.——'\’

Il

v Hobcol

)] Inp ‘
Ean s 10 \
" TR
717 7 1
| & % oF
(

NOT RESPONSIBLE FOR LOSS OF SAMPLES DUE TO FIRE OR THEFT.

Pulp & Reject Disposition: Pulps and Rejects will be discarded unless otherwise noted.

Bulk Rejects

Pulp

Return at Customer’s Expense

\

o

7\

via:

Store at $1.00 per 100 lbs/month

Discard immediately

THE ABOVE WORK IS AUTHORIZED BY:

White Copy: Send to RMGN
Yeliow Copy: Customer’s Copy
Pink Copy: Enclose with Samples

DATE:__/ / /- f‘»;/"‘,i;;' 2

7§




RS-D370-99

Depth Composite  Sample
From To Interval Au Ag ICP Interval No.
53.8 54.8 1 X X 1
54.8 59 4.2 X X 2
59 65 6 X X 3
65 70 5 X X 4
70 75 5 X X 5
5 79.7 47 X X 6
79.7 85.7 6 X X 7
85.7 90 4.3 X X 8
90 95 5 X X 9
95 100 5 X X 10
100 105 5 X X 11
105 110 5 X X 12
110 115 5 X X 13
115 116.7 1.7 X X 14
116.7 118.6 1.9 X X 15
118.6 125 6.4 X X 16
125 127.3 2.3 X X 17
127.3 132.8 55 X X 18
132.8 135.6 28 X X 19
135.6 140 4.4 X X 20
140 145 5 X X 21
145 150 5 X X 22

r} e S 4 A(
Ll
e N (J\"L @ \
J L@
b 9°
,’»I ) (;.‘v’i" .' 1
iy ot
PR e
\ et
e A
l/\:’}\()(-"j / 2V




RMGN Job Number:

Date Received:

Rocky Mountain Geochemical of Nevada

840 GREG STREET

SPARKS, NEVADA 89431
Phone: (702) 359-6311, Fax: (702) 359-2944

SAMPLE SUBMITTAL SHEET

Address Report To: Client’s Project No.
eovt Al Shipment No.
Rove bud Mine PV Hux 201 Date Shipped:
w b povieCe AN SEEp L No. of Cartons:
Phone/Fax:_77 ¢. C23~c¢yn / 775 .¢ay. LN No. of Samples: 2
Send Invoice To: Copy of Report To: 1o, 7 A/
Migirzhieat) Eoit P Cel ! S,
\ ol A DAV S YL
List Sample Material List Elements To Be Determined Indicate Method
Numbers Description Fire/Grav. _Fire/AA . Geochem
Rs-1337/- 99 Cotlre Au A, (A
O ~C Rose by - Mri. d v
S -C i / 4
{ /( /
/0 - 15§ { /
J3 .8~ [ J N Y / [
[ Y= 15 / / | J & =
[ € fig: / f . '
/¢ /7.7 < ‘1 / [ / ,
[7. 7 = I% € [N Il TR e A In
/. ¢ = 20 il yil.1 |7
PR ) A § A
LG, 2P s
i "r' ] A o L / { V. { \‘ : \ {
! I, 4 & £\ ¥
. . |
\ ]

NOT RESPONSIBLE FOR LOSS OF SAMPLES DUE TO FIRE OR THEFT.

ed unless otherwise noted.

Pulp & Reject Disposition: Pulps and Rejects will be discard
Bulk Rejects Pulp
Return at Customer’s Expense X White Copy: Send to RMGN
via: Yellow Copy: Customer’s Copy
Store at $1.00 per 100 Ibs/month Pink Copy: Enclose with Samples
Discard immediately
.\\_‘ | ‘»4 \ 1 DATE: f ( / 7

THE ABOVE WORK IS AUTHORIZED BY:



RS-D371-99

Depth Composite  Sample
From To Interval Au Ag ICP Interval No.
0 5 5 X X 1
5 6 1 X X 2
6 10 4 X X 3
10 14 4 X X 4
13.5 15 1.5 X X 5
14 15 1 X X 6
15 16.2 1.2 X X 7
16.2 17.7 1.5 X X 8
17.7 18.6 - 0.9 X X 9
18.6 20 1.4 X X 10
20 24 4 X X 11
24 27.5 3.5 X X 12




8281263
BARRINGER LABS 8281263 12/07 '99 08:47 NO.233 01/03

. INSPECTORATE =

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF GOMPANIES
840 GREG STREET * SPARKS, NEVADA 89431 * PHONE (775) 359-6311 * FAX (776) 359-2944

Fax Cover Sheet

DATE:  |2-7-949

ATTENTION: BatricK

FROM: %WV‘\

MESSAGE:

W\Q A I94-47-0% (QS— D37o-45)>

Number of pages including cover sheet: 3




BARRINGER LABS 8281263 12707 '99 08:47 NO.233 02/03

©@

INSPECTORATE

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 « PHONE (775) 3596311 » FAX (775) 359-2944

o Preliminavy Analysis

Page 1 of 3
DATE : Tuegday, December 07, 1999 JOB NO: 99~47-08

CLIENT: Hecla (Rosebud Mine) INVOICE NO;:

P.O. Box 2610
Winneamucca, NV 89446 US

CLIENT ORDER NO:

REPORT ON: 20 Core

SUBMITTED BY: Rurt Allen

DATE RECIEVED: Sunday, December 05, 1999

ANALYSES: Gold, Gold, ¥FA/Gold, 8ilver, Silver, FA/Silver
ANALYTICAL METHODS : ¥ire Assay, Fire/AA

REMARKS :

ce: RMG File

E-MAILED TOQ:

All valyes are reported In parts per million unless spacified otherwlse. A minus sign (-) is 10 b read “less than™ and a plus sign (+) "greater than.” Values in
parenthasis are estimatas. This analytical report is the confidential property of the a3bove mantioned client and for the protection of this client and ourselves
w& rasarve the right (o forbid publication or rgproduction of this report or any part thereof without written permisalon,

ND=None Detacted 1 ppm=0.0001% Troy 0z./ton=34.286 ppm 1 ppm=0.0292 Troy o7./ton

The results of this assay wars based s0lsly upon the content of the sample submitted. Any dscision o invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of a3s3ays of multiple samples of rocks or mingrals collected by the prospective investor
or by 2 qualiifisd person selected by him,

RENO, NEVADA




RS-D370-99

Depth * Composite  Sample

From “To Interval Au Ag ICP Interval No.
53.8 54.8 1 X X 1
54.8 59 4.2 X X 2
59 65 6 X X 3
65 70 5 X X 4
70 75 5 X X 5
75 79.7 4.7 X X 6
79.7 85.7 6 X X 7
85.7 90 4.3 X X 8
90 95 . 5 X X 9
95 100 5 X X 10
100 105 -5 X X 11
105 110 5 X X 12
110 115 5 X X 13
115 116.7 1.7 X X 14
116.7 118.6 1.9 X X 15
118.6 125 6.4 X X 16
125 127.3 2.3 X X 17
127.3 132.8 55 X X 18
132.8 135.6 2.8 X X 19
135.6 140 4.4 X X 20
140 145 5 X X 21
145 150 5 X X 22




[RS-D370-99

Depth Composite  Sample

From To Interval Au Ag ICP Interval No.
0 1.9 . 1.9 X X 1

1.9 5.7 3.8 X X 2

57 7.3 1.6 X X 3

7.3 8.8 1.5 X X 4

10.3 13.3 3 X X 5

8.8 13.3 4.5 X X 6

13.3 141 0.8 X X 7

14.1 17.5 3.4 X X 8

17.5 22.2 4.7 X X 9

222 254 32 X X 10

254 28.9 3.5 X X 11

28.9 32.7 3.8 X X 12

32.7 35 2.3 X X 13

35 38.6 3.6 X X 14

38.6 43.4 4.8 X X 15

43.4 46.5 3.1 X X 16

46.5 50 3.5 X X 17

50 53.8 3.8 X X 18




RS-D370-99

Depth Composite  Sample

From To Interval Au Ag ICP Interval No.
0 1.9 1.9 X X 1

1.9 57 3.8 X X 2

5.7 7.3 1.6 X X 3

7.3 8.8 1.5 X X 4

10.3 13.3 3 X X 5

8.8 13.3 4.5 X X 6

13.3 14.1 0.8 X X 7

141 17.5 3.4 X X 8

17.5 222 4.7 X X 9

222 254 3.2 X X 10

254 28.9 35 X X 11

28.9 32.7 3.8 X X 12

32.7 35 2.3 X X 13

35 38.6 3.6 X X 14

38.6 434 4.8 X X 15

43.4 46.5 3.1 X X 16

46.5 50 3.5 X X 17

50 53.8 3.8 X X 18




RS-D371-99

Depth Composite  Sample
From To Interval Au Ag ICP Interval No.
0 5 5 X X N 1
5 6 1 X X 2
6 10 4 X X 3
10 14 4 X X 4
13.5 15 1.5 X X 5
14 15 1 X X 6
15 16.2 1.2 X X 7
16.2 17.7 1.5 X X 8
17.7 18.6 0.9 X X 9
18.6 20 1.4 X X 10
20 24 4 X X 11
24 27.5 3.5 X X 12




RS-D371-99

Depth Composite  Sample
From To Interval Au Ag ICP Interval No.
0 5 5 X X 1
5 6 1 X X 2
6 10 4 X X 3
10 14 4 X X 4
13.5 15 15 X X 5
14 15 1 X X 6
15 16.2 1.2 X X 7
16.2 17.7 1.5 X X 8
17.7 18.6 0.9 X X 9
18.6 20 14 X X 10
20 24 4 X X 11
24 275 3.5 X X 12




___INSPECTORATE.
ROCKY MOUNTAIN GEOCHEMIGAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 ° FAX (775) 359-2944

@ertificate of Analpsis
Page 1 of 2
DATE: Thursday, January 20, 2000 JOB NO: 99-50-26
CLIENT: Hecla (Rosebud Mine) INVOICE NO: 33100417

P.O. Box 2610
Winnecmucca, NV 89446 US

CLIENT ORDER NO: (,5 - 5370 “ﬁ

REPORT ON: 11 Pulp

SUBMITTED BY: Kurt Allen

DATE RECIEVED: Thursday, December 16, 1999
ANALYSES: Gold -150 Mesh, Silver -150 Mesh
ANALYTICAL METHODS: FA/AA, Fire Assay

REMARKS :

cC: RMG File

E-MAILED TO:

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than" and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves
we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected 1 ppm=0.0001% Troy 0z./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

Theresults of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the results of assays of multiple samples of rocks or minerals collected by the prospective investor
or by a qualified person selected by him.

RENO, NEVADA



CLIENT: Hecla (Rosebud Mine) JOB NO.: 995026
Page 2 of 2

oz/ton oz/ton
— i i
RS-D370-99 13.3-14.1 0.236 2.315
RS-D370-99 14.1-17.5 0.074 0.336
RS-D370-99 25.4-28.9 0.086 0.738
RS-D370-99 54.8-59 0.594 4.577
RS-D370-99 59-65 0.103 0.857
RS-D370-99 75-79.7 0.045 0.463
RS-D370-99 79.7-85.7 0.068 0.167
RS-D370-99 95-100 0.039 0.356
RS-D370-99 100-105 0.099 0.493
RS-D370-99 115-116.7 0.068 0.311
RS-D370-99 127.3-132.8 0.040 0.108

o/
Thursday, January 20, 2000 By C L}




-
INSPECTO

ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 ¢ FAX (775) 359-2944

RATE

Kurt Allen Invoice No: 33100417
Hecla (Rosebud Mine) Invoice Date: 1/20/00
P.O. Box 2610 JobNo: 99-50-26
Winnecmucca, NV 89446 US Account No: 00007292
Client PO:
INVOICE Terms: Net 30 days
Item Description Qty Unit Price Amount
Gold and Silver -150 Mesh FA/GRAV 11 $17.50 $192.50
PLEASE REMIT TO: Sub Total: $192.50
Inspectorate America Corp. Discount: (0.00%) $0.00
P.O. Box 201901 Discounted Total: $192.50
Houston, TX 77216-1901 Add'l Discount: (0.00%) $0.00
Final Total: $192.50




~ INSPECTORATE
ROCKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET ¢ SPARKS, NEVADA 89431 ¢ PHONE (775) 359-6311 « FAX(775) 359-2944

@ertificate of Analysis

Page 1 of 2
DATE: Thursday, January 20, 2000 JOB NO: 99-50-25
CLIENT: Hecla (Rosebud Mine) INVOICE NO: 33100416

P.O0. Box 2610
Winnecmucca, NV 89446 US

CLIENT ORDER NO: [\gb A 3 70 \9?

REPORT ON: 11 Pulp

SUBMITTED BY: Kurt Allen

DATE RECIEVED: Thursday, December 16, 1999
ANALYSES: Gold +150 Mesh, Silver +150
ANALYTICAL METHODS: FA/AA, Fire Assay

REMARKS :

ccC: RMG File

E-MAILED TO:

All values are reported in parts per million unless specified otherwise. A minus sign (-) is to be read “less than" and a plus sign (+) “greater than.” Values in
parenthesis are estimates. This analytical report is the confidential property of the above mentioned client and for the protection of this client and ourselves
we reserve the right to forbid publication or reproduction of this report or any part thereof without written permission.

ND=None Detected 1 ppm=0.0001% Troy o0z./ton=34.286 ppm 1 ppm=0.0292 Troy oz./ton

Theresults of this assay were based solely upon the content of the sample submitted. Any decision to invest should be made only after the potential investment
value of the claim or deposit has been determined based on the resuits of assays of multiple samples of rocks or minerals collected by the prospective investor
or by a qualified person selected by him.

RENO, NEVADA



LNT: Hecla (Rosebud Mine)

SAMPLE NO

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

RS-D370-99

Thursday, January 20, 2000

13.3-14.1

14.1-17.5

25.4-28.9

54.8-59

59-65

75-79.7

79.7-85.7

95-100

100-105

115-116.7

127.3-132.8

By

oz/ton
Gold +150
Mesh

3.

843

.690

.664

.974

.381

.842

.064

.037

.593

.297

.213

JOB NO.: 995025

oz/ton
Silver
+150
4.810
2.126
0.575
11.229
2.795
1.382
1.324
1.241
1.649

1.227

1.197

Page 2 of 2




INSPECTORATE

ROGKY MOUNTAIN GEOCHEMICAL

A MEMBER OF THE INSPECTORATE GROUP OF COMPANIES
840 GREG STREET o SPARKS, NEVADA 89431 ° PHONE (775) 359-6311 ° FAX (775) 3592944

Kurt Allen Invoice No: 33100416
Hecla (Rosebud Mine) Invoice Date: 1/20/00
P.O. Box 2610 JobNo: 99-50-25
Winnecmucca, NV 89446 US Account No: 00007292
Client PO:
INVOICE Terms: Net 30 days
Item Description Qty Unit Price Amount
Gold and Silver +150 Mesh FA/GRAV 11 $17.50 $192.50
PLEASE REMIT TO: Sub Total: $192.50
Inspectorate America Corp. Discount: (0.00%) $0.00
P.O. Box 201901 Discounted Total: $192.50
Houston, TX 77216-1901 Add'l Discount: (0.00%) $0.00
Final Total: $192.50
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