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AMERTCAN ASSAY 1.ABORATORTES

] l!tj; ]N=ll.,qul_ nl;_p‘sn l Lq pl"aj‘g‘-'j A i i
PO BOX 11530 |
RENG WV, USA i
Ph.EI07) 356-0606. Fax. (7071 356-1413
HECT.A MYNTNG COMPANY 3
COPTRES TO . KURT AT LEN
CI.TENT RFFFRENCE No: D-323-98 RECETIVED + 17 NOV 1@98 ;
No. SAMPI.ES - 850 e REPORTED s it DEC 1@@8
[
MATN SAMPIF TYPFE $ DRTLL_CORF

NEVADA T.EGTISTATIVE NDISCI.ATMER @ -

The rerults of thir asray were bared gRolely upon the content of the
aample aubmitted. Any decisian to invest should be made only after
the potential investment value of the claim or deposit has been
determined hased on the resrults of aasays of multiple samples of
genlogical materials caollected by the prospeactive investar or hy a
aualified person selected by him and hased on an evaluation of ail
engineering data which i/ available concerning any praposed nroject.

ANAT.YSTS ANAT.YTTCAT. METHOD  QUAI.TTY PARAMETER UNTT NETECTION |
DDhPDDDPEDPD  DDHDDDDDODNDDDODD  PDDDRDDDRDDPDDDDDDDD DDDDDDDINDD  PDDDDDDNDD. |
A7) FA3D 15% orPT a.001
A1 (R7) FA3D . 15% OPT 0.001 _
AUGRAV GRAV 15% oPT 0. 001
Ag(07) nz2i1a_ 10% OPT 0.02
!1 7

SIGNATORY : Susan King M.S. Page 1|
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AMFRTCAN ASSAY

T.LARORATORTES

T PROVITSTONAT. RFEPORT T  SPOS I S7 Y 77 7
CLYFNT © HECLA MYNYNG COMPANY
PROJECT : ROSEBUD DEVELOPMENT
R¥PFERENCE N-323-98
REPORTFD 1 DEC 1998
SAMPI FS L AuC07) Au(RZ) AuGRAV  Ag(07) -
N-323-98 0.0-3.6 0. 006 - 0.05
_D-323-98 3.6-9.0 <0.001 <0.02 I
N-323-98 9-13 0.399 0.414 0.17 ]
N-323-98 13.0-14.4 n.002 __0.05 N
_ D-323-98 14.4-16.4 0.006 0. 11 e
{ N-323-98 16.4-18.0 ~0.003 0.05 R
ND-323-98 1R.0-22.5 0.004 0. 14 ) N ,
N-323-98 22.5-26.0 0.005 0.20 .
! N-323-98 26-31 0.002  0.003 0.04 R
Lm nN-323-98 31-36 0.002 Q.05 .
 D-323-98 36-41 <0.001 co.02
N-323-98 41-46 <0.001 ¢ M2 ] J
D-323-98 46-50Q R 0.001 0.03 - i
N-323-98 50-85 0.003 G 05 el i
N-323-98 55.0-58.4 0.003 1] 80 s i e 4
N-323-98 58.4-61.4 0.002 0.002 Q.06 .. it ‘
| D-323-98 6! _4-65.0 0.003 0.05 e e —1‘
I N-323-98 65-70 0.004 — 008 i '_1:;
 D-323-98 70-73 0. 008 . .. . 02— 1{
 p-a23-98 73-76 . — 0.003 RO e
h-323-98 76-80 00t Q08 i |
o 423-98 £0,0-B2, 4 o029 .0.046 000 e
n-323-98 82.4-84.6 0000 —————— A A
Dlﬁzg;gg_ﬁi;ﬁlﬁlbgd__ﬁ_#_ﬁ——~ﬂ+323w——-~“——““’_”_’_’ﬂ*ﬂl___~"_——F—f——-“
ND-323-98 R7=-90_ . —-—”—P—_(’}_[]M’__‘_P——_—_F——LJ_L—_—FFh——M_—w_ ’
— I page ‘.. G —-
ze Idvd SATT AveSy NOLaENY e1p195620.  £vipl 8661 18/21




AMERTCAN

ASSAY [.ABORATORTES

T PROVTSTONAT. REPORT SPOS5T57 1T B —
CLLYENT : HECI.A MINING COMPANY
PROJIECT ¢ ROSERUND DEVEI.QOPMENT
REFERFENCE ¢ D-323-98
REPORTFD 1 DEC 1998
SAMPTES Au(07) Au(R7) AUuGRAV Ag{gz) X
D—323~QR 90.0-92.5 0.017 0.09 L
5 D~323-98 92.5-96.5 0,0SQ"“ AAQ.OA o
N-323~98 96.5-99.0 0.005 B O.Q?
D-323-98 99 .0-102.2 0.009 O.ﬂﬂw_ o
N-323-98 102.2-104.0 0.007 0.09 B L i
{ D~3%§~Q8 104.0-107.5 0.020 . 0.03 o o
N=-323-98 107.5-110.0 0.026 o 0.03 o 3
N=323~9K 110;25112.1 0.026 ) U
_D=323-98 112.1-114.5§ 0.010 ____0.06 o
N-323-98 114.5-117.0 0.010 0.04 o
D-323-98 117-121 0.020 nos
D-323-98 121.0-121.7 0.002 0.04 _
| D=-323-98 121.7-125.5 n.0t0  0.007 0.02 e
D-323-98 125.5-126.5 0.003 6,33 3
ND-323-98 126.65-128.5 0.002 0.37 .
N-323-98 128.5-130.5 0.002 1.97 e
N-323-98 130.5-134.0 0.003 .21 I
N-323-98 134~137 0.08R5 0.074 2.30 o ______J
N-323-98 137.0-139.5 N.057 2.92 T
N-323-98 139,5-142.0 0.017  0.021 7
N-323-98 142.0-145.3 0.015 2.22 -
N-323-98 145.3-14K8.0Q 0.019 .75
ND~-323-98 148-151 N.0N48 1. 73
N-323-98 151-152 0.027 0.52
e ABOO08 0.525 3..03 .
e Page : ’3 o
€0  39vd Sav AVSSY NYOIH3aWY ETPT95EZAL EpipT BEGT/18/21




| =msss American j Remit To: P.O. Box11530
= posa INVOICE | Reno, Nevada 89510
— V. ) B Phone NO.: 702-356-0606
== lLaboratories "

Fax No.: 702-356-1413




%AMERICAN ASSAY LABORATORIES oy ) American
ANAI.YSTS REPORT SPOS1571L I o]
- Assay
T °
ww  Laboratories
PO BOX 11530
RENO NV, USA
Ph.(702) 356-0606, Fax.(702) 356-1413
HECI.A MINING COMPANY
COPIES TO : KURT ALLEN
CLTIENT REFERENCE No: D-323-98 RECEIVED : 17 NOV 1998
No. SAMPLES : 50 REPORTED S 4 DEC 1998
MAIN SAMPLE TYPE : DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER :-

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
gqualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSTS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au(0Z) FA30 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
AuGRAV GRAV - 15% OPT 0.001
Ag(0Z) D210 10% OPT 0.02

SIGNATORY : Susan King M.S. Page :

3




AMERICAN ASSAY LABORATORIES

American

ANALYSTS REPORT SP251571 E Assay
CLIENT HECLA MINING COMPANY = Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE D-323-98
REPORTED 4 DEC 1998

Au(0Z) Au(RZ) AuGRAV Ag(OZ)

FA30  FA30  GRAV D210

SAMPLES OPT OPT OPT OPT
D-323-98 0.0-3.6 0.006 .05
D-323-98 3.6-9.0 <0.001 <0.02
D-323-98 9-13 0.399 0.414 0.17
D-323-98 13.0-14.4 0.002 0.05
D-323-98 14.4-16.4 0.006 0.11
D-323-98 16.4-18.0 0.003 0.05
D-323-98 18.0-22.5 0.004 0.14
D-323-98 22.5-26.0 0.005 0.20
D-323-98 26-31 0.002 0.003 0.04
D-323-98 31-36 0.002 .05
D-323-98 36-41 <0.001 <0.02
D-323-98 41-46 <0.001 <0.02
D-323-98 46-50 0.001 0.03
D-323-98 50-55 0.003 0.05
D-323-98 55.0-58.4 0.003 0.04
D-323-98 58.4-61.4 0.002 0.002 0.06
D-323-98 61.4-65.0 0.003 0.05
D-323-98 65-70 0.004 0.06
D-323-98 70-73 <0.001 0.02
D-323-98 73-76 0.003 0.56
D-323-98 76-80 0.001 0.03
D-323-98 80.0-82.4 0.029 0.046 0.10
D-323-98 82.4-84.5 0.006 0.08
D-323-98 84.5-87.0 0.029 0.07
D-323-98 87-90 0.034 0.11
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ANALYSTS REPORT SPosis7i e Amoncan
- Say
CLIENT HECLA MINING COMPANY w= [Laboratories
PROJECT ROSEBUD DEVELOPMENT
REFERENCE : D-323-98
REPORTED 4 DEC 1998
Au(OZ) Au(RZ) AuGRAV Ag(OZ)
FA30  FA30  GRAV D210
SAMPLES OPT OPT OPT OPT
D-323-98 90.0-92.5 0.017 0.09
D-323-98 92.5-96.5 0.030 0.04
D-323-98 96.5-99.0 0.005 0.07
D-323-98 99.0-102.2 0.009 0.03
D-323-98 102.2-104.0 0.007 0.09
D-323-98 104.0-107.5 0.020 0.03
D-323-98 107.5-110.0 0.026 0.03
D-323-98 110.0-112.1 0.026 0.11
D-323-98 112.1-114.5 0.010 0.06
D-323-98 114.5-117.0 0.010 0.04
D-323-98 117-121 0.020 0.05
D-323-98 121.0-121.7 0.002 | 0.04
D-323-98 121.7-125.5 0.010 0.007 ' 0.02
D-323-98 125.5-126.5 0.003 0.33
D-323-98 126.5-128.5 0.002 .37
D-323-98 128.5-130.5 0.002 1.97
D-323-98 130.5-134.0 0.003 1.21
D-323-98 134-137 0.085 0.074 2.30
D-323-98 137.0-139.5 0.057 2.92
D-323-98 139.5-142.0 0.017 0.021 1.17
D-323-98 142.0-145.3 0.015 2.22
D-323-98 145.3-148.0 0.019 .75
D-323-98 148-151 0.048 1.73
D-323-98 151-152 0.027 0.52
46608 0.525 3.03
Page




xAMERICAN
ANAT,

ASSAY LABORATORIES
YsITs

EPORT

'3
SPO51S5

i i §

American
Assay
Laboratories

vvvvv

HECILA MINING
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TO
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CLIENT REFERENCE No: D- -98 RECEIVED 17 NOV 1998
No. SAMPLES 50 REPORTED : 4 DEC 1998
MAIN SAMPLE TYPE DRILL CORE

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upon the content of the
sample submitted. Any decision to iuvbmi shiould be made only after

the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
gualified person selected by h m and based on an evaluation of all .

enginee

ring data which is

ava

lable

concerni

ng any proposed project

ANALYSIS

Au{0Z)
Au(RZ)
AuGRAV

Ag(0Z)

ANALYTICAL MET
bA‘@
FA30
GRAV
D210

HOD

QUALlP’

15%
L5%

—
S !
45‘: c\@

PARAMETER

UNIT

!:)P"1 0.
OPT 0.
OPT Q.
CPT @.

DETECTION
001
001
0a1
02

SIGNATORY

Susan King

M.S.
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= Say
CLIENT HECLA MINING COMPANY == Labhoratories
PROJECT . ROSEBUD DEVELOPMENT
REFERENCE . D-323-98
REPORTED . 4 DEC 1998
i . Au(OZ) Au(RZ) AuGRAV Ag(0%Z)
1 _ FA30 FA30 GRAV D210
SAMPLES OPT OPT OPT OPT
D-323-98 0.0-3.6 0.006 0.05
| D-323-98 3.6-9.0 <0.001 0.02
| D-323-98 9-13 0.399 0.414 0.17
i D-323-98 13.0-14.4 0.002 0.05
| D-323-98 14.4-16.4 0.006 Q.11
} D-323-98 16.4-18.0 0.003 0.05
E D-323-98 18.0-22.5 0.004 Q.14
| D-323-98 22.5-26.0 0.005 0.20
| ' D-323-98 26-31 0.002 0.003 @.04
} D-323-98 31-36 9.002 0.05
| D-323-98 36-41 <0.001 0.02
D-323-98 41-46 <0.001 0.02
D-323-98 46-50 0.001 0.03
D-323-98 50-55 0.003 2.05
D-323-98 55.0-58.4 0.003 Q.04
D-323-98 58.4-61.4 0.002 0.002 .06
D-323-98 61.4-65.0 0.003 0.05
D-323-98 65-70 0.004 @.06
D-323-98 70-73 <0.001 .02
E D-323-98 73-76 0.003 .56
| D-323-98 76-80 0.001 0.03
t D-323-98 80.0-82.4 0.029 0.046 ©.10
| D-323-98 82.4-84.5 . 0.006 .08
| D-323-98 84.5-87.0 0.029 0.07
% D-323-98 87-90 0.034 ®.11
|
|
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$MERICAN ASSAY LABORATORIES

p ‘ |
M ANALYSIS REPORT SPOS5S1571 ———
, A
CLIENT : HECLA MINING COMPANY b=
PROJECT . ROSEBUD DEVELOPMENT
REFERENCE : D-323-98
REPORTED : 4 DEC 1998

American
Assay
Lahoratories

Au(OZ) Au(RZ) AuGRAV Ag(02Z)
: : ; FA30 FA30 GRAV D210
SAMPLES ; OPT OPT OPT OPT

D-323-98 90.0-92.5 | 0.017 .09
D-323~98 92.5-96.5 0.030 0.04
D-323-98 96.5-99.0 0.005 0.07
D-323-98 99.0-102. 2 0.009 .03

D-323-98 102.2-104.0 0.007 0.9

D-323-98 104.0-107.5 0.020 0.03

D-323-98 107.5-110.0 0.026 .03

D-323-98 110.0-112.1 0.026 0.11
D-323-98 112.1~114.5 . 0.010 0.0s
D-323-98 114.5-117.0 ©0.010 0.04
D-323-98 117-121 0.020 ®.65

D-323-98 121.0-121.7 0.002 . 0.04

.010 ?.007 ‘ Q.02

(6]
S

D-323-98 121.7-125.
D-323-98 125.5-126.5 0.003 0.33

D-323-98 126.5-128.5 .002 0.37

o
S

-
5
ox
o
i
=
W
=
U
S
S
S
o
=
)
~J

D-323-98
D-323-98 130.5-134.0 0.003 1.21
D-323-98 134-137 @.085 @.074 2.30

D-323-98 137.0-139.5 ®u@57 2.92

D-323-98 139.5-142.0 ©.017 0.021 1.17
D-323-98 142.0-145.3 @.015 2.22
D-323-98 145.3-148.0 0.019 @.75
D-323-98 148-151 ®.048 1.73
D~-323-98 151-152 0.027 0.52

46608 0.525 3.03

Page : 3




SP SUBMITTAL FORM .
===  American
; = Assay
- s i .
Company: K osc ()3 o o Ve by Lol bl Laboratorles
; ' Geochemical ° Environmental ¢« Metallurgical
~ } 1 |- i
Address: [~ ¢ ) o x 61O Sparks Office Tucson Office
1500 Glendale Ave. 2775 E. Ganley
\ ) Nevada 89431 Tucson, AZ 85706
- I G N/ n L 9Quys Box 11530 Telephone
Ciy LU o veey State__/V | Zip =YY% Reno, NV 89510 (520) 294-8078
Telephone Fax
- TR (702) 356-0606 (520) 294-6352
Telephone Number: (/o2 ) L A 2~ L 7] Fax Number: (2. ) L2 5~ “ 7146/ Fax

(702) 356-1413

Project Name: | )oo /v /et Purchase Order Number: gcla?o?_faﬁsctec;hance o %?;;ﬂige?gie
) B Nevada 89801 011-52-69-170035
. 11/ / G L & Box 2908
Date Submitted: _° / /gﬁ-/ [ & Number of Samples: [ Elko, NV 89801 Other Offices
! / ) Telephone Lima, Peru
A. Ao accocdivy To (702) 738-9100 Santiago, Chile
Rose hiu )j AL / Fax Mendoza, Argentina
RESULTS REPORTEDIN: ppm[ 1 ppb[ 1 opt[ I B e (702) 738-2594
D-223 -9§ SAMPLE IDENTIFICATION TYPE | ELEMENTS REQUIRED
- b 5 8.4 "A /,‘7/ 104- 07,5 ) Y2 4463
30~  pl4- LS 10157 jio [ $5.2—) 48
4~ 13 L5 - 70 Mo~ )12 ] JY4% < 15(
7)Y 79 773 12.1=)14-5 | T)—152,
) — 4 rd
LY JLY 33274 14457117
LH=18 246 -8 /1712
/(/, -22.5 go-32M )2 1 - 12).7
2.5 -2/ G2rYY-8445 125.5
24 -3/ Z45-87 /olbs'uéf;’
3l ~S¢  B7-940 [ 245~ 124 - f;’
6L -4/ 07428 124,57 20,5
) -4L 4257965 130,57 )34
Wp-50  1¢.5-94 /?V"’/37
60-55  qa-loQ2  137-1%,5
0o 564 . 2-lod 13457192

COARSE REJECTS (Normally Discarded After 60 Days)
[ ]1Return COD after analysis complete
RESULTS AND INVOICES TO BE SENT TO:

Invoice to:

Results to:

PULPS (Normally Stored Free For One Month)

[ ]Discard after one month
[ 1Return COD after one month

Comments:

CLIENT FILE COPY
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