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NEVADA GSI, INC.

&/

GEOCHEMICAL ANALYSIS REPORT

Client:

Job #:
Samples:
Project:
Product:

P.O. #:

(7‘777/ ;’5/27/ A2 LEFS

Mr. Nate Brewer

LAC Minérals USA, Inc.
1395 Greg St. #107
Sparks, NV 89431 tel:702/356-8058

LOA8776B
264

URBD

FA2/AA

This report has been reviewed and approved by:

) [/
Jerry Gaide, Production Manager Date

1498 Kleppe Lane e Sparks, Nevada 89431 e (702)359-6600 ¢ FAX: (702)359-6605
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GEOCHEMICAL ANALYSIS REPORT
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NEVADA GSi, INC.

GEOCHEMICAL ANALYSIS REPORT

Job No.: LOA8776B
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99 RL-142 465
100 RL-142 470

240
245
250
255
260
265
270
275
280
285
290

295
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380
385

390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470
475

Au Ag
opt opt
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
0.0040 -0.1000
0.0120 -0.1000
0.0040 -0.1000
0.0030 0.1700
0.0020 0.1400
-0.0010 -0.1000
-0.0010 0.1700
0.0190—— =0.1000
0.0050 -0.1000
0.0050 -0.1000
0.0030 0.2700
-0.0010 0.1500
0.0020 -0.1000
-0.0010 0.1100
0.0100 0.4600
0.0080 0.1200
0.0020 0.3600
0.0300 0.4100
0.0510 0.4700
0.0070 -0.1000
0.0010 0.1400
0.0030 0.1500
0.0010 -0.1000
0.0030 -0.1000
0.0090 -0.1000
0.0410 0.5600
0.0030 -0.1000
0.0190  =0.1000
0.0100 -0.1000
0.0030 -0.1000
0.0090 0.3200
0.0060 0.1200
0.0100 0.2100
0.0030 0.1400
-0.0010 -0.1000
-0.0010 -0.1000
0.0020 0.1800
-0.0010 -0.1000
0.0010 -0.1000
-0.0010 0.1200
0.0020  -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
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NEVADA GSi, INC.

GEOCHEMICAL ANALYSIS REPORT

Job No.: LOA8776B
No. Sample Id

101 RL-142 475
102 P-50

103 RL-142 480
104 RL-142 485
105 RL-142 490
106 RL-142 495
107 RL-142 500
108 RL-142 505
109 RL-142 510
110 RL-142 515
111 RL-142 520
112 RL-142 525
113 RL-142 530
114 RL-142 535
115 RL-142 540
116 RL-142 545
117 RL-142 550
118 RL-142 555
119 RL-142 560
120 RL-142 565
121 RL-142 570
122 P-51

123 RL-142 575
124 RL-142 580
125 RL-142 585
126 RL-142 590
127 RL-142 595
128 RL-142 600
129 RL-142 605
130 RL-142 610
131 RL-142 615
132 RL-142 620
133 RL-142 625
134 RL-142 630
135 RL-142 635
136 RL-142 640
137 RL-142 645
138 RL-142 650
139 RL-142 655
140 RL-142 660
141 RL-142 665
142 P-55

143 RL-142 670
144 RL-142 675
145 RL-142 680
146 RL-142 685
147 RL-142 690
148 RL-142 695
149 RL-142 700
150 RL-142 705

480

485
490
495
500
505
510
515
520
525
530
535
540
545
550
559
560
565
570
575

580
585
590
595
600
605
610
615
620
625
630
635
640
645
650
655
660
665
670

675
680
685
690
695
700
705
710

Page
Au Ag
opt opt
~0.0010 ~0.1000
0.0500 ~0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 ~0.1000
-0.0010 ~0.1000
~0.0010 ~0.1000
~0.0010 ~0.1000
~0.0010 ~0.1000
~0.0010 -0.1000
-0.0010 -0.1000
-0.0010 -0.1000
-0.0010 ~0.1000
-0.0010 ~0.1000
-0.0010 ~0.1000
-0.0010 -0.1000
0.0060 -0.1000
0.0160 -0.1000
0.0590 0.1200
0.2100 0.1100
0.0410 0.1600
0.0350 —— 0.1000
0.0420 -0.1000
0.0070 -0.1000
0.0050 ~0.1000
0.0010 -0.1000
0.0020 -0.1000
0.0030 0.1100
0.0080 0.1400
0.0010 ~0.1000
0.0020 -0.1000
0.0120 -0.1000
0.0010 -0.1000
-0.0010 -0.1000
-0.0010 ~0.1000
-0.0010 ~0.1000
~0.0010 -0.1000
~0.0010 0.1700
-0.0010 ~0.1000
-0.0010 -0.1000
0.0080 ~0.1000
~0.0010 -0.1000-
0.0030 0.1600
0.0060 -0.1000
0.0060 -0.1000 .
oLg%%g<:mv 0.6300_ . : p;
27/ ~0.0000 _~ 0.00002,,. P < Cga ,
C::frnﬂﬂﬂf”/// <§¥7@?ﬁ5 rs st Ve
0.0380 -0.1000
0.0210 0.1100
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NEVADA GS]|, INC.

GEOCHEMICAL ANALYSIS REPORT

Job
No.

151
152
153
154
155
156
157
158
159
160
161
162
163
164
165
166
167
168
169
170
171
172
173
174
175
176
177
178
179
180
181
182
183
184
185
186
187
188
189
190
191
192
193
194
195
196
197
198
199
200

No.: LOA8776B
Sample Id
RL-142 710
RL-142 715
RL-142 720
RL-142 725
RL-142 730
RL-142 735
RL-142 740
RL-142 745
RL-142 750
RL-142 755
RL-142 760
P-56

RL-142 765
RL-142 770
RL-142 775
RL-142 780
RL-142 785
RL-142 790
RL.-142 795
RL-142 800
RL-142 805
RL-142 810
RL-142 815
RL-142 820
RL-142 825
RL-142 830
RL-142 835
RL-142 840
RL-156 0
RL-156 5
RL-156 10
P-57

RL-156 15
RL-156 20
RL-156 25
RL-156 30
RL-156 35
RL-156 40
RL-156 45
RL-156 50
RL-156 55
RL-156 60
RL-156 65
RL-156 70
RL-156 75
RL-156 80
RL-156 85
RL-156 90
RL-156 95
RL-156 100

715
720
125
730
735
740
745
750
755
760
765

770
775
780
785
790
795
800
805
810
815
820
825
830
835
840
845
5
10
15

20
25
30
35
40
45
50
55
60
65
70
75
80
85
90
95
100
105

-0.
-0.0010

-0.
-0.
-0.
-0.
-0.
-0.
-0.

N
oo oOoOo

COOOCOOCOOOCOOOCOOOOO0O

[
[eNeoNoNo)

Au
opt

.0010
.0010
.0010
.0020
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0570
.0010
.0010
.0010

0010

0010
0010
0010
0010
0010
0010
0010

.0020
.0010
.0010

[

.0010

.0030
.0530
.0110
.0330
.0020
.0010
.0010
.0010
.0010
.0020
.0020
.0030
.0050
.0030
.0040
.0040
.0030
.0020
.0010
.0010
.0010
.0010

IIIII‘IIIII||‘IIIIIIII
COOCOOOCOOOOCOTCOOOCOOOCOCOO0oO

[eloloRoNolololololololololololoRoNo o

Ag
opt

.1000
.1200
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000

.1000

.1000
.1000
.1000
.1000
.2100
.2100
.1000
.1600
.1900
.1600
.2100

.2100

.2000
.1700
.3100
.1200
.1200
.2100
.1400
.1000
.1000
.1900
.1800
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
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NEVADA GSi, INC.

GEOCHEMICAL ANALYSIS REPORT

Job No.: LOA8776B

No. Sample Id

=
CSCwWwoOoONOTUT s WN
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W OWONIOUIE WN
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WWWNNN
N OW

Wwwww
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R D D DD D DWW
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U >
o W

RL-142
P-45

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-46

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-47

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142

0

5
10
15
20
25
30
35
40
45
50
55
60
65
70
75
80
85
90
95

100
105
110
L15
120
125
130
135
140
145
150
155
160
165
170
175
180
185
190

195
200
205
210
215
220
225
230

Au
opt

-0.0010

0.0180
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010

0.0060
-0.0010

0.0970

0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010

0.0520
-0.0010

0.0030
-0.0010

0.0020
-0.0010

0.0020
-0.0010

0.0030

Ag
opt

-0.1000

0.1200
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000

1.0900
-0.1000
-0.1000

0.1100
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000

0.1300
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000

0.4100
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000
-0.1000

Page
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NEVADA GSI, INC.

GEOCHEMICAL ANALYSIS REPORT

Job

No.: LOA8776B

No. Sample Id

51
52
53
54
55
56
57
58
59
60
61
62
63
64
65
66
67
68
69
70
71
72
73
74
75
76
77
78
79
80
81
82
83
84
85
86
87
88
89
90
91
92
93
94
95
96
97
98
99
100

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-48

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-49

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142

235
240
245
250
255
260
265
270
275
280
285

290
295
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380

385
390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470

240
245
250
255
260
265
270
275
280
285
290

295
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380
385

390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470
475

[elololoNololololololololololoNoleollololeloNolololloeloNolollolololololo oo o)

|
oo

-0

Au
opt

.0010
.0010
.0010
.0010
.0040
.0120
.0040
.0030
.0020
.0010
.0010
.0190
.0050
.0050
.0030
.0010
.0020
.0010
.0100V
.0080
.0020/
.0300
05107
.0070
.0010
.0030
.0010
.0030
.0090
.0410V
.0030
.0190v
.0100
.0030
.0090
.0060
.0100v
.0030
.0010
.0010
.0020
.0010
.0010
=0
0.
-0.

0010
0020
0010

.0010
-0.
-0.
-0.

0010
0010
0010

OCOOCOOCOOOOOCOCOO

[
(e NNl

[
(o NN o)

Ag
opt

.1000
.1000
.1000
.1000
.1000
-0.
.1000
.1700
.1400
.1000
.1700
.1000
.1000
.1000
.2700
.1500
.1000
.1100
.4600
.1200
.3600
.4100
.4700
.1000
.1400
.1500
.1000
.1000
.1000
.5600
.1000
.1000
.1000
-0.
.3200
.1200
.2100
.1400
.1000
.1000
.1800
.1000
.1000
.1200
.1000
.1000
.1000
.1000
.1000
.1000

1000

1000
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NEVADA GSi, INC.

GEOCHEMICAL ANALYSIS REPORT

Job No.: LOA8776B
No. Sample Id

101 RL-142 475
102 P-50

103 RL-142 480
104 RL-142 485
105 RL-142 490
106 RL-142 495
107 RL-142 500
108 RL-142 505
109 RL-142 510
110 RL-142 515
111 RL-142 520
112 RL-142 525
113 RL-142 530
114 RL-142 _ 535

115 RL-142 540

116 RL-142 545
117 RL-142 550
118 RL-142 555
119 RL-142 560
120 RL-142 565
121 RL-142 570
122 P-51

123 RL-142 575
124 RL-142 580
125 RL-142 585
126 RL-142 590
127 RL-142__ 595

480

485
490
495
500
505
510
515
520
525
530
535

540

545

550
555
560
565
570
515

580
585
590
595
600

A

128 RL-1

129 RL-142 605
130 RL-142 610
131 RL-142 615
132 RL-142 620
133 RL-142 625
134 RL-142 630
135 RL-142 635
136 RL-142 640
137 RL-142 645
138 RL-142 650
139 RL-142 655
140 RL-142 660
141 RL-142 665
142 P-55

143 RL-142 670
144 RL-142 675
145 RL-142 680
146 RL-142 685
147 RL-142 690
148 RL-142 695
149 RL-142 700
150 RL-142 705

05
610
615
620
625
630
635
640
645
650
655
660
665
670

675
680
685
690
695
700
705
710

I |
ojoNolololololollolololloNoNololololololloNolololoNe ool o)

0

<0.0000 )

0
0
0

Au
opt

.0010
.0500
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0060
.0160
.0590Y
.2100V
L0410V
.0350
.0420V
.0070
.0050
.0010
.0020
.0030
.0080
.0010
.0020
.0120V
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0080
.0010
.0030
.0060
.0060
.0630"

.0090
.0380v~
.0210 v

Ag
opt

.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1200
.1100
.1600
.1000
.1000
.1000
.1000
.1000
.1000
.1100
.1400
.1000
.1000
-0.
.1000
.1000
.1000
.1000
.1000
.1700
.1000
.1000
.1000
.1000
.1600
.1000
.1000
.6300
.0000
.2600
-0.

0.

1000

1000
1100

7"

-

L O3

Page
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NEVADA GSI, INC.

GEOCHEMICAL ANALYSIS REPORT

Job No.: LOA8776B

No. Sample Id Au Ag
opt opt
151 RL-142 710 715 0.0010 -0.1000
152 RL-142 715 720 -0.0010 0.1200
153 RL-142 720 725 -0.0010 -0.1000
154 RL-142 725 730 0.0020 -0.1000
155 RL-142 730 735 0.0010 -0.1000
156 RL-142 735 740 -0.0010 -0.1000
157 RL-142 740 745 -0.0010 -0.1000
158 RL-142 745 750 -0.0010 -0.1000
159 RL-142 750 755 -0.0010 -0.1000
160 RL-142 755 760 -0.0010 -0.1000
161 RL-142 760 765 -0.0010 -0.1000
162 P-56 0.0570 -0.1000
163 RL-142 765 770 -0.0010 -0.1000
164 RL-142 770 775 -0.0010 -0.1000
165 RL-142 775 780 -0.0010 -0.1000
166 RL-142 780 785 -0.0010 -0.1000
167 RL-142 785 790 -0.0010 -0.1000
168 RL-142 790 795 -0.0010 -0.1000
169 RL-142 795 800 -0.0010 -0.1000
170 RL-142 800 805 -0.0010 -0.1000
171 RL-142 805 810 -0.0010 -0.1000
172 RL-142 810 815 -0.0010 0.2100
173 RL-142 815 820 -0.0010 0.2100
174 RL-142 820 825 -0.0010 -0.1000
175 RL-142 825 830 0.0020 0.1600
176 RL-142 830 835 0.0010 0.1900
177 RL-142 835 840 -0.0010 0.1600
178 RL-142 840 845 -0.0010 0.2100
—I79 RG=156 0 5 0.0030 0.2100
180 RL-156 5 10 0.0530 0.2000
181 RL-156 10 15 0.0110 0.1700
182 P-57 0.0330 0.3100
183 RL-156 15 20 0.0020 0.1200
184 RL-156 20 25 -0.0010 0.1200
185 RL-156 25 30 0.0010 0.2100
186 RL-156 30 35 0.0010 0.1400
187 RL-156 35 40 0.0010 -0.1000
188 RL-156 40 45 0.0020 -0.1000
189 RL-156 45 50 0.0020 0.1900
190 RL-156 50 55 0.0030 0.1800
191 RL-156 55 60 0.0050 -0.1000
192 RL-156 60 65 0.0030 -0.1000
193 RL-156 65 70 0.0040 -0.1000
194 RL-156 70 75 0.0040 -0.1000
195 RL-156 75 80 0.0030 -0.1000
196 RL-156 80 85 0.0020 -0.1000
197 RL-156 85 90 -0.0010 -0.1000
198 RL-156 90 95 -0.0010 -0.1000
199 RL-156 95 100 -0.0010 -0.1000
200 RL-156 100 105 -0.0010 -0.1000

Page

4

1498 Kleppe Lane e Sparks, Nevada 89431 e (702)359-6600 e FAX: (702)359-6605




(ol s
sifioaie
REvATI o e GEOCHEMICAL ANALYSIS REPORT
a 77”/5 g”ﬂf
A - Y 7S - 2/
/ / /V / — o
/”) // y & / qs
' m

Client: Mr. Nate Brewer

LAC Minérals USA, Inc.
1395 Greg St. #107
Sparks, NV 89431 tel:702/356-8058

Job #: LOA8776B
Samples: 264
Project: URBD
Product: FA2/AA

P.O. #:

This report has been reviewed and approved by:

/f« /
CAA f’ /14/01 ,
/( / j ~ //-/3- 9

Jerry Gaige, Productlon Manager Date

1498 Kleppe Lane e Sparks, Nevada 89431 e (702)359-6600 e FAX: (702)359-6605




IEVADA GSI, INC.

GEOCHEMICAL ANALYSIS REPORT

Job

No.: LOA8776B

No. Sample Id
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RL-142
P-45

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-46

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-47

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142

0

5
10
15
20
25
30
35
40
45
50
55
60
65
70
75
80
85
90
95

100
105
110
115
120
125
130
135
140
145
150
155
160
165
170
175
180
185
190

195
200
205
210
215
220
225
230

5

10
15
20
25
30
35
40
45
50
95
60
65
70
75
80
85
90
95
100

105
110
115
120
125
130
135
140
145
150
155
160
165
170
175
180
185
190
195

200
205
210
215
220
225
230
235

Au
opt

-0.0010

0.0180
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010

0.0060
-0.0010

0.0970

0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010
-0.0010

0.0520
-0.0010

0.0030
-0.0010

0.0020
-0.0010

0.0020
-0.0010

0.0030

-0

Ag
opt

.1000
.1200
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.0900
-0.
-0.

0.
.1000
-0.
-0.
-0.
-0.
-0.
-0.
-0.
.1300
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.4100
.1000
.1000
.1000
.1000
.1000
.1000

1000
1000
1100

1000
1000
1000
1000
1000
1000
1000
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IEVADA GSI, INC.

GEOCHEMICAL ANALYSIS REPORT

Job

No.: LOA8776B

No. Sample Id

51
52
53
54
55
56
57
58
59
60
61
62
63
64
65
66
67
68
69
70
71
72
73
74
75
76
77
78
79
80
81
82
83
84
85
86
87
88
89
90
91
92
93
94
95
96
97
98
99
100

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-48

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-49

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142

235
240
245
250
255
260
265
270
275
280
285

290
295
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380

385
390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470

240
245
250
255
260
265
270
275
280
285
290

295
300
305
310
315
320
325
330
335
340
345
350
355
360
365
370
375
380
385

390
395
400
405
410
415
420
425
430
435
440
445
450
455
460
465
470
475

[eNoNolololololololololoNoNolololoNololololololololololNeoloNololololol oo N

I |
O OO

Au
opt

.0010
.0010
.0010
.0010
.0040
.0120
.0040
.0030
.0020
.0010
.0010
.0190
.0050
.0050
.0030
.0010
.0020
.0010
.0100
.0080
.0020
.0300
.0510
.0070
.0010
.0030
.0010
.0030
.0090
.0410
.0030
.0190
.0100
.0030
.0090
.0060
.0100
.0030
.0010
.0010
.0020
.0010
.0010
.0010
.0020
-0.
-0.
-0.
-0.
-0.

0010
0010
0010
0010
0010

COOCOOOOCOOOOO0O

I [
COOCOOOCOOCOoOOOO0oO

Ag
opt

.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1700
.1400
.1000
.1700
.1000
.1000
.1000
.2700
.1500
.1000
.1100
.4600
.1200
.3600
.4100
.4700
.1000
.1400
.1500
.1000
.1000
.1000
.5600
.1000
.1000
.1000
.1000
.3200
.1200
.2100
.1400
-0.
-0.

0.
-0.
-0.

0.
-0.
-0.
-0.
-0.
-0.
-0.

1000
1000
1800
1000
1000
1200
1000
1000
1000
1000
1000
1000
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Job
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No. Sample Id

101
102
103
104
105
106
107
108
109
110
111
112
113
114
115
116
117
118
119
120
121
122
123
124
125
126
127
128
129
130
131
132
133
134
135
136
137
138
139
140
141
142
143
144
145
146
147
148
149
150

RL-142
P-50

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-51

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-55

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142

475

480
485
490
495
500
505
510
515
520
525
530
535
540
545
550
555
560
565
570

575
580
585
590
595
600
605
610
615
620
625
630
635
640
645
650
655
660
665

670
675
680
685
690
695
700
705

480

485
490
495
500
505
510
515
520
525
530
535
540
545
550
555
560
565
570
575

580
585
590
595
600
605
610
615
620
625
630
635
640
645
650
655
660
665
670

675
680
685
690
695
700
705
710

Au
opt

.0010
.0500
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0060
.0160
.0590
.2100
.0410
.0350
.0420
.0070
.0050
.0010
.0020
.0030
.0080
.0010
.0020
.0120
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0080
.0010
.0030
.0060
.0060
.0630
.0000
.0090
.0380
.0210

Ag
opt

.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1200
.1100
.1600°
.1000
.1000
.1000
.1000
.1000
.1000
.1100
.1400
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1700
.1000
.1000
.1000
.1000
.1600
.1000
.1000
.6300
.0000
.2600
.1000
.1100

|

= v, 0

Page

3

1498 Kleppe Lane o Sparks, Nevada 89431 e (702)359-6600 e FAX: (702)359-6605




IEVADA GSI, INC.

GEOCHEMICAL ANALYSIS REPORT
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151
152
153
154
158
156
157
158
159
160
161
162
163
164
165
166
167
168
169
170
171
172
173
174
175
176
177
178
179
180
181
182
183
184
185
186
187
188
189
190
191
192
193
194
195
196
97
198
199
200

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
P-56

RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-142
RL-156
RL-156
RL-156
P-57

RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156
RL-156

710
715
720
725
730
135
740
745
750
755
760

765
770
775
780
785
790
795
800
805
810
815
820
825
830
835
840
0

5
10

15
20
25
30
35
40
45
50
55
60
65
70
75
80
85
90
95
100

715
720
725
730
735
740
745
750
755
760
765

770
775
780
785
790
795
800
805
810
815
820
825
830
835
840
845
5
10
15

20
25
30
35
40
45
50
55
60
65
70
75
80
85
90
95
100
105

COOCOOCODOOOCOOOODOOOCOCOOO0O

L
[N No o]

Au
opt

.0010
.0010
.0010
.0020
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0570
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0010
.0020
.0010
.0010
.0010
.0030
.0530
.0110
.0330
.0020
.0010
.0010
.0010
.0010
.0020
.0020
.0030
.0050
.0030
.0040
.0040
.0030
.0020
.0010
.0010
.0010
.0010

Ag
opt

.1000
.1200
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.2100
.2100
.1000
.1600
.1900
.1600
.2100
.2100
.2000
.1700
.3100
.1200
.1200
.2100
.1400
.1000
.1000
.1900
.1800
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
.1000
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JEVADA GSI, INC. GEOCHEMICAL ANALYSIS REPORT
Job No.: LOA8776B Page 5
No. Sample Id Au Ag

opt opt

201 RL-156 105 110 -0.0010 -0.1000

202 P-58 0.0980 -0.1000

203 RL-156 110 115 -0.0010 -0.1000

204 RL-156 115 120 -0.0010 -0.1000

205 RL-156 120 125 -0.0010 -0.1000

206 RL-156 125 130 -0.0010 -0.1000

207 RL-156 130 135 -0.0010 -0.1000

208 RL-156 135 140 -0.0010 -0.1000

209 RL-156 140 145 -0.0010 -0.1000

210 RL-156 145 150 -0.0010 -0.1000

211 RL-156 150 155 0.0010 -0.1000

212 RL-156 155 160 -0.0010 -0.1000

213 RL-156 160 165 -0.0010 -0.1000

214 RL-156 165 170 0.0010 -0.1000

215 RL-156 170 175 0.0010 -0.1000

216 RL-156 175 180 -0.0010 -0.1000

217 RL-156 180 185 -0.0010 -0.1000

218 RL-156 185 190 0.0010 -0.1000

219 RL-156 190 195 0.0030 -0.1000

220 RL-156 195 200 0.0030 -0.1000
221 RL-156 200 205 0.0020 -0.1000

222 P-59 0.0310 -0.1000

223 RL-156 205 210 0.0030 -0.1000

224 RL-156 210 215 0.0020 -0.1000

225 RL-156 215 220 0.0020 -0.1000

226 RL-156 220 225 0.0010 -0.1000

227 RL-156 225 230 0.0020 -0.1000

228 RL-156 230 235 ~ 0.0020  -0.1000

229 RL-156 235 240 0.0010 0.1200

230 RL-156 240 245 0.0010 -0.1000

231 RL-156 245 250 -0.0010 0.2400

232 RL-156 250 255 -0.0010 0.1300

233 RL-156 255 260 -0.0010 0.2600

234 RL-156 260 265 -0.0010  0.1900

235 RL-156 265 270  -0.0010 0.2100

236 RL-156 270 275 -0.0010 -0.1000

237 RL-156 275 280 -0.0010 -0.1000

238 RL-156 280 285 -0.0010 0.1900

239 RL-156 285 290 -0.0010 0.2000

240 RL-156 290 295 -0.0010 0.1800

241 RL-156 295 300 -0.0010 0.2300

242 P-60 0.0190 0.2600

243 RL-156 300 305 -0.0010 0.2300

244 RL-156 305 310 -0.0010 0.3200

245 RL-156 310 315 -0.0010 0.1800

746 RL-156 315 320 -0.0010 0.2600

247 RL-156 320 328 -0.0010 0.4300

248 RL-156 325 330 -0.0010 -0.1000

249 RL-156 330 335 -0.0010 -0.1000

250 RL-156 335 340 -0.0010 -0.1000
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IEVADA GSI, INC. GEOCHEMICAL ANALYSIS REPORT
Job No.: LOA8776B Page 6
No. Sample Id Au Ag

opt opt

251 RL-156 340 345 -0.0010 -0.1000

252 RL-156 345 350 -0.0010 -0.1000

253 RL-156 350 355 -0.0010 -0.1000

254 RL-156 355 360 -0.0010 -0.1000

255 RL-156 360 365 -0.0010 -0.1000

256 RL-156 365 370 -0.0010 -0.1000

257 RL-156 370 375 -0.0010 -0.1000

258 RL-156 375 380 -0.0010 -0.1000

259 RL-156 380 385 -0.0010 -0.1000

260 RL-156 385 390 -0.0010 -0.1000

261 RL-156 390 395 -0.0010 -0.1000

262 P-61 0.0850 0.1600

263 RL-156 395 400 -0.0010 -0.1000

264 RL-156 400 405 -0.0010 -0.1000
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