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AMERICAN ASSAY LABORATORIES = American
ANALYSTIS REPORT SPO43254 — Assay
= Laboratories
PO BOK 11530
RENO WY, Ush

Ph.(702) 356-0606, Fax.(702) 356-1413

SANTA FE PACIFIC GOLD

COPIES TO : RADU CONELEA
RICHARD DIXON

CHARLIE MUERHOFF

CLIENT REFERENCE No: 97-384 RECEIVED : 27 MAR 1997

No. SAMPLES : 144 REPORTED : 27 MAR 1997
MAIN SAMPLE TYPE : DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER :-

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au FA30 15% ppb 5
Au(R) FA30 15% ppb 5
Au(0Z) FA30 " 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
Ag D210 10% ppm 0.5

o Ag(0Z D210 TO0% OPT 002

SIGNATORY : Doyle Knudsen Page - 1




AMERICAN ASSAY LABORATORIES w——  American
ANALYSIS REPORT SPO43254 — Assay.
CLIENT : SANTA FE PACIFIC GOLD ww Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 27 MAR 1997
Au Au(R) Au(OZ) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 465-470 <5 <0.001 <0.5 <0.02
97-384 470-475 <5 <0.001 <0.5 <0.02
97-384 475-480 <5 <0.001 <0.5 <0.02
97-384 480-485 <5 <0.001 <0.5 <0.02
97-384 485—490 <5 <0.001 <0.5 <0.02
97-384 490-495 <5 <0.001 <0.5 <0.02
97-384 495-500 <5 <0.001 <0.5 <0.02
97-384 500-505 <5 <0.001 <0.5 <0.02
97-384 505-510 <5 <0.001 <0.5 <0.02
97-384 510-515 <5 <0.001 <0.5 <0.02
97-384 515-520 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 520-525 <5 <0.001 <0.5 <0.02
97-384 525-530 <5 <0.001 <0.5 <0.02
97-384 530-535 <5 <0.001 <0.5 <0.02
97-384 535-540 <5 <0.001 <0.5 <0.02
97-384 540-545 <5 <0.001 <0.5 <0.02
97-384 545-550 <5 <0.001 <0.5 <0.02
97-384 550-555 <5 <0.001 <0.5 <0.02
97-384 555-560 <5 <0.001 <0.5° <0.02
97-384 560-565 <5 <0.001 <0.5 <0.02
97-384 565-570 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 570-575 <5 <0.001 <0.5 <0.02
97-384 575-580 <5 <0.001 <0.5 <0.02
- 97-384 580-585 <5 <0.001 <0.5 <0.02
97-384 585-590 <5 <0.001 <0.5 <0.02

Page :




AMERICAN ASSAY LABORATORIES - American
ANALYSIS REPORT SPO43254 Assay
CLIENT SANTA FE PACIFIC GOLD == Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 590-595 <5 <0.001 <0.5 <0.02
97-384 595-600 <5 <0.001 <0.5 <0.02
97-384 600-605 <5 <0.001 <0.5 <0.02
97-384 605-610 <5 <0.001 <0.5 <0.02
97-384 610-615 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 615-620 <5 <0.001 <0.5 <0.02
97-384 620-625 <5 <0.001 <0.5 <0.02
 97-384 625-630 <5 <0.001 <0.5 <0.02
97-384 630-635 <5 <0.001 <0.5 <0.02
97-384 635-640 <5 <0.001 <0.5 <0.02
97-384 640-645 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 645-650 <5 <0.001 <0.5 <0.02
97-384 650-655 <5 <0.001 <0.5 <0.02
97-384 655-660 <5 <0.001 <0.5 <0.02
~ 97-384 660-665 <5 <0.001 <0.5 <0.02
97-384 665-670 <5 <0.001 <0.5 <0.02
97-384 670-675 <5 <0.001 <0.5 <0.02
97-384 675-680 <5 <0.001 <0.5 <0.02
97-384 680-685 <5 <0.001 <0.5 <0.02
97-384 685-690 <5 <0.001 <0.5 <0.02
97-384 690-695 <5 <0.001 <0.5 <0.02.
97-384 695-700 <5 <0.001 <0.5 <0.02
97-384 700-705 <5 <0.001 <0.5 <0.02
97-384 705-710 <5 <0.001 <0.5 <0.02
97-384 710-715 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES - American
ANALYSIS REPORT SPO43254 = Assay
CLIENT SANTA FE PACIFIC GOLD ww Laboratories
PROJECT ROSEBUD EXPLORATION
'REFERENCE 97-384
REPORTED 27 MAR 1997
Au AUGRY)T TAWCOZ) AU (RZ) Ag Ag(0Z)

FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 715-720 <5 <0.001 <0.5 <0.02
97-384 720-725 <5 <0.001 <0.5 <0.02
97-384 725-730 <5 <0.001 <0.5 <0.02
97-384 730-735 <5 <0.001 <0.5 <0.02
197-384 735-740 <5 <0.001 <0.5 <0.02
97-384 740-745 <5 <0.001 <0.5 <0.02
97-384 745-750 <5 <0.001 <0.5 <0.02
97-384 750-755 <5 <0.001 <0.5 <0.02
97-384 755-760 <5 <0.001 <0.5 <0.02
97-384 760-765 <5 <0.001 <0.5 <0.02
97-384 765-770 <5 <0.001 <0.5 <0.02
97-384 770-775 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 775-780 <5 <0.001 <0.5 <0.02
97-384 780-785 <5 <0.001 <0.5 <0.02
97-384 785-790 <5 <0.001 <0.5 <0.02
97-384 790-795 <5 <0.001 <0.5 <0.02
97-384 795-800 <5 <0.001 <0.5 <0.02
97-384 800-805 <5 <0.001 <0.5 <0.02
97-384 805-810 <5 <0.001 <0.5 <0.02
97-384 810-815 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 815-820 <5 <0.001 <0.5 <0.02
97-384 820-825 <5 <0.001 <0.5 <0.02
97-384 825-830 <5 <0.001 <0.5 <0.02
97-384 830-835 <5 <0.001 <0.5 <0.02
97-384 835-840 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES —— American
ANALYSIS REPORT SPO43254 - Assay
CLIENT : SANTA FE PACIFIC GOLD ww  Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
~ REPORTED : 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 840-845 <5 <0.001 <0.5 <0.02
97-384 845-850 <5 <0.001 <0.5 <0.02
97-384 850-855 <5 <0.001 <0.5 <0.02
97-384 855-860 <5 <0.001 <0.5 <0.02
~ 97-384 860-865 <5 <0.001 <0.5 <0.02
97-384 865-870 <5 <0.001 <0.5 <0.02
97-384 870-875 <5 <0.001 <0.5 <0.02
97-384 875-880 <5 <0.001 <0.5 <0.02
97-384 880-885 <5 <0.001 . <0.5 <0.02
97-384 885-890 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 890-895 <5 <0.001 <0.5  <0.02
97-384 895-900 <5 <0.001 . <0.5 <0.02
97-384 900-905 <5 <0.001 ' <0.5 <0.02
97-384 905-910 <5 <0.001 <0.5 <0.02
- 97-384 910-915 <5 <0.001 <0.5 <0.02
97-384 915-920 <5 <0.001 | <0.5 <0.02
97-384 920-925 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 925-930 <5 <0.001 <0.5 <0.02
97-384 930-935 <5 | <0.001 <0.5 <0.02
97-384 935-940 <5 <0.001 1.1 0.03
97-384 940-945 <5 <0.001 <0.5 <0.02
97-384 945-950 6 <5 <0.001 <0.001 <0.5 <0.02
97-384 950-955 - <5 <0.001 <0.5 <0.02
97-384 955-960 <5 <0.001 <0.5 <0.02
97-384 960-965 9 © <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES — American
ANALYSTIS REPORT SPO43254 s Assay
CLIENT : SANTA EE PACIFIC GOLD == Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
REPORTED : 27 MAR 1997
| Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
, FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 965-970 <5 <0.001 <0.5 <0.02
97-384 970-975 <5 <0.001 <0.5 <0.02
97-384 975-980 <5 <0.001 <0.5 <0.02
97-384 980-985 <5 <0.001 <0.5 <0.02
~ 97-384 985-990 <5 <0.001 <0.5 <0.02
97-384 990-995 <5 <0.001 <0.5 <0.02
97-384 995-1000 6 <5 <0.001 <0.001 <0.5 <0.02
97-384 1000-1005 7 <0.001 <0.5 <0.02
97-384 1005-1010 <5 <0.001 <0.5 <0.02
97-384 1010-1015 <5 <0.001 <0.5 <0.02
97-384 1015-1020 <5 <0.001 <0.5 <0.02
97-384 1020-1025 <5 <0.001 <0.5 <0.02
97-384 1025-1030 <5 <0.001 <0.5 <0.02
' 97-384 1030-1035 <5 <0.001 <0.5 <0.02
97-384 1035-1040 | <5 <0.001 <0.5 <0.02
97-384 1040-1045 <5 <0.001 <0.5 <0.02
97-384 1045-1050 <5 <0.001 <0.5 <0.02
97-384 1050-1055 11 <0.001 <0.5 <0.02
97-384 1055-1060 9 <0.001 <0.5 <0.02
97-384 1060-1065 <5 <0.001 <0.5 <0.02
97-384 1065-1070 <5 <0.001 <0.5 <0.02
97-384 1070-1075 <5 <0.001 <0.5 <0.02
97-384 1075-1080 <5 <0.001 <0.5 <0.02
97-384 1080-1085 <5 <0.001 <0.5 <0.02
97-384 1085-1090 72 0.002 3.7 0.11
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AMERICAN ASSAY LABORATORIES — American
ANALYSIS REPORT SP043254 - Assay
CLIENT SANTA FE PACIFIC GOLD w= Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
~ REPORTED 27 MAR 1997
Au  Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 1090-1095 75 0.002 2.0 0.06
97-384 1095-1100 84 0.002 1.4 0.04
97-384 1100-1105 94 0.003 4.3 0.13
97-384 1105-1110 54 52 0.002 0.002 3.1 0.09
97-384 1110-1115 74 0.002 2.1 0.06
97-384 1115-1120 17 <0.001 4.6 0.13
97-384 1120-1125 <5 <0.001 1.3 0.04
97-384 1125-1130 20 <0.001 0.8 0.02
97-384 1130-1135 <5 <0.001 1.3 0.04
~ 97-384 1135-1140 16 <0.001 1.4 0.04
97-384 1140-1145 <5 <0.001 1.0 0.03
97-384 1145-1150 10 12 <0.001 <0.001 1.0 0.03
97-384 1150-1155 18 <0.001 0.8 0.02
97-384 1155-1160 24 <0.001 0.9 0.03
~ 97-384 1160-1165 10 <0.001 0.7 0.02
97-384 1165-1170 20 <0.001 0.9 0.03
97-384 1170-1175 8 <0.001 1.2 0.04
97-384 1175-1180 <5 <0.001 1.0 0.03
97-384 1180-1185 <5 <0.001 1.2 0.04
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AMERICAN ASSAY LABORATORIES
1500 GLENDALE AVE.

SPARKS, NV 89431
SANTA FE PACIFIC GOLD PHONE: (702) 356.0606

ROSEBUD EXPLORATION FAX: (702) 356-1413

<.3 034 7 3 81 2 1.02 0.2 1 8 8 204 <1 02 38 0.02 444 2 0.06 5 0.023 42 <2 60 13 0.03 <5 4 <2 37
<.3 0.25 12 3 51 <2 091 06 <1 4 6 225 <1 0415 48 0.01 535 1 0.0 1 0.024 48 2 46 13 005 <5 2 <2 44
<.3 0.23 13 3 166 <2 098 0.7 <1 3 7 218 <1 015 47 0.01 532 1 0.05 2 0.027 59 3 51 14 0.04 <5 2 <2 41
<.3 0.23 10 <3 46 8 084 <.2 <1 2 8 212 <1 014 43 0.01 409 <1 0.04 1 0.028 57 2 54 13 004 <5 1 <2 34
<.3 0.26 1 3 46 4 103 03 <1 3 7 236 <1 0.16 41 001 511 <1 0.04 1 0.027 56 2 65 12 0.04 <5 2 <2 39
<.3 0.26 12 <3 24 3 115 04 <1 3 7 215 <1 047 36 0.01 525 1 0.04 2 0.029 71 3 67 11 004 <5 2 <2 32
<.3 041 § <3 133 4 175 0.6 1 9 8 225 <1 027 45 0.03 663 2 0.06 4 0.024 41 4 151 11 0.03 <5 6 <2 39
<.3 063 <2 <3 87 7 139 0.6 1 10 9 13 <1 031 32 0.07 494 1 0.07 4 0.026 45 <2 125 6 0.01 <5 4 <2 59
<.3 0.61 3 <3 246 4 194 03 2 6 8 147 <1 0.33 30 0.08 833 1 0.05 1 0.043 61 <2 164 4 003 <5 8 <2 75
<.3 1.07 2 4 148 <2 164 0.7 3 7 8 197 <1 045 31 0.26 911 1 0.06 3 0.041 39 <2 219 4 0.02 <5 6 <2 62
<.3 0.88 2 <3 87 2 136 0.2 2 12 11 248 <1 042 29 017 734 1 0.07 5 0.044 30 <2 217 4 003 <5 9 <2 43
<.3 112 2 5 168 2 1.04 <.2 2 13 12 241 <1 048 29 0.18 632 1 0.23 4 0.044 33 <2 244 4 003 <5 7 <2 38
<.3 0.87 3 3 136 <2 082 0.2 3 17 17 348 <1 0.39 30 0.23 586 2 0.08 9 0.047 34 <2 160 6 0.07 5 10 <2 59
<.3 108 <2 <3 143 <2 114 04 2 ] 10 224 <1 047 31 0.32 559 1 0.07 4 0.043 48 2 252 4 005 <5 7 <2 58
<.3 202 <2 4 254 <2 21 34 8 7 8 313 <1 041 33 0.82 1064 <1 0.1 3 0.084 38 3 273 2 026 <5 33 <2 99
<.3 153 3 <3 126 <2 207 2 8 8 8 312 <1 0.38 31 0.87 1028 1 0.09 4 0.087 29 <2 166 2 024 <5 31 <2 93
<.3 086 <2 6 70 <2 1.67 .8 6 13 12 3.76 < 0.45 27 0.2 598 2 041 6 0.09 33 <2 136 3 009 < 42 <2 7
<.3 1.08 4 <3 137 2 21 05 5 11 9 369 <1 055 29 0.27 825 2 012 3 0.092 35 3 159 5 0.11 5 40 <2 69
<.3 0.94 3 <3 230 3 234 04 6 11 9 355 <1 043 29 0.26 792 1 041 3 0.093 46 2 181 4 0.09 12 42 <2 84
<.3 0.85 6§ <3 262 <2 236 05 4 7 7 3.08 <1 042 30 017 875 1 0.08 2 0.089 49 3 21 5§ 015 <5 31 <2 52
<.3 0.74 4 <3 161 <2 274 <.2 5 6 5§ 268 <1 031 30 0.14 697 1 0.06 2 0.088 35 4 224 4 021 <656 32 <2 69
<.3 0.73 3 <3 58 7 222 0.2 4 7 7 271 <1 033 32 041 831 1 0.06 2 0.095 52 4 206 4 014 <5 29 <2 65
<.3 0.66 3 3 7% <2 183 1.3 3 12 9 324 <1 033 30 0.09 704 2 01 2 0.07 62 4 152 7 005 <5 19 <2 91
<.3 071 <2 3 148 <2 206 05 2 10 6 2.98 1 0.36 29 0.07 €08 2 0.07 3 0.071 40 4 193 6 0.03 <5 19 <2 39
<.3 072 <2 <3 148 6 176 <.2 2 7 5 282 <1 037 33 0.06 556 2 0.07 1 0.074 34 4 191 9 0.02 <5 17 <2 23
<.3 076 <2 <3 63 <2 204 <.2 2 6 4 253 <1 035 32 01 629 2 0.05 1 0.07 34 3 229 9 002 <5 16 <2 37
<.3 076 <2 <3 88 <2 1.09 <.2 2 9 5 291 <1 039 33 0.09 524 2 0.06 2 0.072 32 3 151 10 0.02 <5 13 <2 53
<.3 082 <2 <3 162 <2 237 05 4 5 4 216 <1 033 31 015 920 1 005 <1 0.064 31 <2 215 8 0.01 <5 7 <2 80
<.3 057 <2 <3 70 4 226 0.2 1 8 5 24 <1 032 32 0.05 650 2 0.06 3 0.063 25 4 160 9 001 <5 7 <2 24
<.3 079 <2 4 234 3 196 0.2 1 6 5 248 <1 043 32 0.08 594 1 0.07 2 0.047 26 2 180 6 003 <5 7 <2 28
<.3 113 2 3 3N 4 194 0.6 4 10 7 235 <1 05 34 0.23 809 1 0.05 3 0.064 33 <2 218 5§ 002 <5 8 <2 75
2.6 048 87 <3 67 7 022 0.2 1 12 7 198 <1 025 42 0.03 100 6 0.03 3 0.012 39 8 128 8 <.01 <5 2 <2 43
1.7 0.79 77 <3 50 4 238 72 7 13 49 2.5 1 0.24 20 0.45 460 16 0.02 35 0.046 45 5§ 210 3 <.01 <5 22 <2 518
1.1 0.79 51 <3 49 <2 423 114 1 13 94 362 <1 0.18 4 136 661 30 0.02 71 0.079 30 8 268 <2 <.01 <5 50 <2 877
1.1 0.77 54 <3 48 2 531 124 1 11 83 352 <1 019 4 099 743 27 0.02 §9 0.085 22 1 351 3 <.01 <5 4 <2 901
1.2 071 62 <3 50 <2 514 119 10 10 70 313 <1 0.8 4 076 724 31 0.01 66 0.083 22 12 325 3 <.01 6 36 <2 895

6.7 2.01 53 22 154 22 0.66 25.5 13 179 69 3.55 1 0198 20 0.69 762 26 0.05 40 0.098 36 16 33

-
©
o
-
[
[
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19 169
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0.3 0.01 2 3 10 2 o0.01 03 10 10 1.0 0.01 1.0 0.01 10 0.01 2 1.0 0.01 1.0 0.001 3 2 10 2 0.01 50 10 2 1.0

0.500 GRAMS OF PULP IS DIGESTED WITH HYDROCHLORIC AND NITRIC ACID AT 95 DEGREE CENTIGRADE FOR ON HOUR.
DIGEST IS PARTIAL FOR B, Ba, Ca, Cr, Fe, La, Mg, Mn, Sr, Ti AND W
DIGEST IS LIMITED FOR Al, K AND Na



AMERICAN ASSAY LABORATORIES
ANALYSTITS REPORT

PO BOX 11530
RENO NV,USA
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American
Assay
Laboratories

Ph.(702) 356-0606, Fax.(702) 356-1413

SANTA FE PACIFIC GOLD

COPIES TO RADU CONELEA

RICHARD DIXON

CHARLIE MUERHOFF
CLIENT REFERENCE No: 97-384 RECEIVED 25 MAR 1997
No. SAMPLES 92 - REPORTED 25 MAR 1997

MAIN SAMPLE

TYPE

DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER :-
The results of this assay were based solely upon the content of the
Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all

sample submitted.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION

Au FA30 15% ppb 5

Au(R) FA30 - 15% ppb 5

Au(0Z) FA30 15% OPT 0.001

Au(RZ) FA30 15% OPT 0.001

Ag D210 10% ppm 0.5

~ Ag(0Z) D210 10% OPT 0,02

SIGNATORY Doyle Knudsen Page 1




AMERICAN ASSAY LABORATORIES = American
ANALYSIS REPORT SPO43210 - Assay
CLIENT : SANTA FE PACIFIC GOLD ==  Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
REPORTED : 25 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 000-005 42 0.001 0.5 <0.02
-97-384 005-010 156 0.005 1.8 0.05
97-384 010-015 134 0.004 1.1 0.03
97-384 015-020 75 0.002 0.6 <0.02
- 97-384 020-025 266 0.008 1.7 0.05
97-384 025-030 151 0.004 2.1 0.06
97-384 030-035 65 0.002 1.5 0.04
97-384 035-040 104 0.003 1.4 0.04
97-384 040-045 34 <0.001 0.5 <0.02
~ 97-384 045-050 139 0.004 1.8 0.05
97-384 050-055 60 0.002 1.7 0.05
97-384 055-060 125 0.004 - f.2 0.04
97-384 060-065 70 0.002 | <0.5 <0.02
97-384 065-070 89 0.003 0.5 <0.02
97-384 070-075 33 <0.001 <0.5 <0.02
97-384 075-080 <5 <0.001 <0.5 <0.02
97-384 080-085 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 085-090 <5 <0.001 <0.5 <0.02
97-384 090-095 <5 | <0.001 1.2 0.04
97-384 095-100 <5 <0.001 0.8 0.02
97-384 100-105 <5 <0.001 <0.5 <0.02
97-384 105-110 <5 <0.001 <0.5 <0.02
97-384 110-115 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 115-120 30 <0.001 <0.5 <0.02
97-384 120-125 <5 <0.001 <0.5 <0.02

Page : 2




AMERICAN ASSAY LABORATORIES =  American
ANALYSTS REPORT SPO43210 'E Assayﬂ
CLIENT SANTA FE PACIFIC GOLD w=  Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(é%)
FA30  FA30  FA30  FA30 D210 D210
SAMPLES . ppb ppb OPT OPT ppm OPT
97-384 125-130 12 <0.001 <0.5  <0.02
97-384 130-135 <5 <0.001 <0.5 <0.02
97-384 135-140 <5 <0.001 <0.5 <0.02
97-384 140-145 <5 <0.001 <0.5 <0.02
97-384 145-150 <5 <0.001 <0.5 <0.02
97-384 150-155 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 155-160 <5 <0.001 <0.5 <0.02
97-384 160-165 <5 <0.001 <0.5 <0.02
97-384 165-170 <h <0.001 <0.5 <0.02
~ 97-384 170-175 <5 <0.001 <0.5 <0.02
97-384 175-180 <5 <0.001 <0.5 <0.02
97-384 180-185 <5 <0.001 <0.5 <0.02
97-384 185-190 <5 <0.001 <0.5 <0.02
97-384 190-195 <5 <0.001 <0.5 <0.02
97-384 195-200 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 200-205 <5 1<0.001 <0.5 <0.02
97-384 205-210 <5 <0.001 <0.5 <0.02
97-384 210-215 <5 <0.001 <0.5 <0.02
97-384 215-220 <5 <0.001 <0.5 <0.02
~ 97-384 220-225 <5 <0.001 <0.5 <0.02
97-384 225-230 <5 <0.001 <0.5 <0.02
97-384 230-235 <5 <0.001 <0.5 <0.02
97-384 235-240 <5 <0.001 <0.5 <0.02
907-384 240-245 <5 <0.001 <0.5 <0.02
97-384 245-250 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES = American
ANALYSIS REPORT SPO43210 - Assay
CLIENT SANTA FE PACIFIC GOLD w  Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au  Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 250-255 <5 <0.001 <0.5 <0.02
97-384 255-260 <5 <0.001 <0.5 <0.02
97-384 260-265 <5 <0.001 <0.5 <0.02
97-384 265-270 <5 <0.001 <0.5 <0.02
______ 97-384 270-275 <5 <0.001 <0.5 <0.02
97-384 275-280 <5 <0.001 <0.5 <0.02
97-384 280-285 <5 <0.001 <0.5 <0.02
97-384 285-290 <5 <0.001 <0.5 <0.02
97-384 290-295 <5 <0.001 <0.5 <0.02
o 97-384 295-300 <5 <0.001 <0.5 <0.02
97-384 300-305 <5 <0.001 <0.5 <0.02
97-384 305-310 <5 <0.001 <0.5 <0.02
97-384 310-315 <5 <5 <0.001 <0.001 <0.5  <0.02
97-384 315-320 <5 <0.001 <0.5 <0.02
97-384 320-325 <5 <0.001 <0.5 <0.02
97-384 325-330 <5 <0.001 <0.5 <0.02
97-384 330-335 <5 '<0.001 <0.5 <0.02
97-384 335-340 <5 <0.001 <0.5 <0.02
97-384 340-345 <5 <0.001 <0.5 <0.02
~ 97-384 345-350 <5 <0.001 <0.5 <0.02
97-384 350-355 <5 <0.001 <0.5 <0.02
97-384 355-360 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 360-365 <5 <0.001 <0.5 <0.02
97-384 370-375 <5 <0.001 <0.5 <0.02
97-384 375-380 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES —— American
ANALYSIS REPORT SPO43210 'E Assay
CLIENT SANTA FE PACIFIC GOLD w= Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au Au(R) Au(0OZ) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 380-385 <5 <0.001 <0.5 <0.02
97-384 385-390 <5 <0.001 <0.5 <0.02
97-384 390-395 <5 <0.001 <0.5 <0.02
97-384 395-400 <5 <0.001 <0.5 <0.02
~ 97-384 400-405 <5 <0.001 <0.5 <0.02
97-384 405-410 <5 <0.001 <0.5 <0.02
97-384 410-415 <5 <0.001 <0.5 <0.02
97-384 415-420 <5 <0.001 <0.5 <0.02
97-384 420-425 <5 <0.001 <0.5 <0.02
~ 97-384 425-430 <5 <0.001 <0.5 <0.02
97-384 430-435 <5 <0.001 <0.5 <0.02
97-384 435-440 <5 <0.001 <0.5 <0.02
97-384 44O-445 <5 <0.001 <0.5 <0.02
97-384 445-450 <5 <0.001 <0.5 <0.02
97-384 450-455 <5 <0.001 <0.5 <0.02
97-384 455-460 <5 <0.001 <0.5 <0.02
97-384 460-465 <5 <0.001 <0.5 <0.02
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0.500 GRAMS OF PULP IS DIGESTED WITH HYDROCHLORIC AND NITRIC ACID AT 95 DEGREE CENTIGRADE FOR ONE HOUR.
DIGEST IS PARTIAL FOR B, Ba, Ca, Cr, Fe, La, Mg, Mn, Sr, Ti AND W.
DIGEST IS LIMITED FOR Al, K AND Na.

SPARKS, NEVADA*ELKO, NEVADA*TUCSON, ARIZONA*HERMOSILLO, MEXICO*MAZATLAN, MEXICO*MENDOZA, ARGENTINA*SANTIAGO, CHILF*LIMA, PERU



AMERICAN ASSAY LABORATORIES
1500 GLENDALE AVE.

SANTA FE PACIFIC GOLD SPABKS, NV 89431
97-384 : 0000 TO 0465 PHONE: (702) 356-0606
SP0432-10 FAX: (702) 356-1413
AAL 01-2

1.3 11 161 11 199 <2 059 <.2 1 7 23 225 <1 035 30 013 68 5 0.09 5 0.042 128 20 174 6 <.01 <5 11 <2 §9
1.7 0.81 132 6 158 <2 0.18 <.2 1 8 16 1.81 1 027 15 0.04 61 3 0.02 5§ 0021 54 10 103 2 <.01 <5 4 <2 26
1.5 1.03 158 5 232 <2 01 <.2 1 6 14 244 1 044 14 0.02 50 8 0.03 5 0044 26 11 95 2 <.01 <5 4 <2 20
03 08 24 4 48 <2 013 07 2 4 10 274 1 047 27 0.02 48 2 0.06 3 0.046 56 7 118 6 <.01 <5 2 <2 66
04 177 42 4 50 <2 03 1 2 2 § 114 <1 037 29 0.07 85 <1 0.03 1 0055 38 11 14 4 <.01 <5§ § <2 92
<3 13 17 3 323 <2 145 03 3 <1 3 257 <1 044 32 011 1518 <1 0.04 1 0.056 40 4 37 7 <01 <5 6 <2 103
<3 111 55 3 63 <2 079 04 4 <1 6 252 <1 047 12 0.09 1061 1 0.03 3 0056 33 10 21 2 <.01 <5 3 <2 124
<.3 1.07 20 4 84 3 031 1.2 3 2 4 248 1 045 17 0.1 1314 1 0.03 2 0.054 34 6 28 4 001 <5 4 <2 155
<.3 085 24 3 68 <2 193 07 2 1 7 229 <1 025 10 0.08 1046 <1 0.02 2 0.049 40 8 92 2 <.01 <5 3 <2 102
<3 0.99 43 3 152 <2 147 03 2 <1 6 255 <1 021 32 0.09 438 <1 0.04 1 0.053 49 8 56 4 <01 <5 8 <2 56
<.3 078 19 3 144 <2 144 05 1 6 13 237 <1 024 25 0.07 777 1 0.04 3 0.045 61 2 45 6 <.01 <5 8 <2 49
<3 093 36 <3 195 2 161 <.2 2 4 8 254 <1 026 25 0.06 711 2 0.05 2 0.043 44 3 54 8 <01 <5 11 <2 53
<3 085 30 4 103 2 131 <.2 2 2 6 228 <1 026 24 0.07 655 1 0.05 1 0.042 50 4 56 7 <.01 <5§ 9 <2 63
<.3 062 17 4 81 <2 141 <.2 1 4 7 238 <1 026 25 0.04 563 1 0.06 2 0041 43 <2 65 9 0.02 <5 9 <2 M
<.3 0.52 7 4 79 <2 132 0.2 1 6 10 237 <1 0.27 22 0.04 577 2 0.06 3 0041 57 <2 75 8 0.02 <5 9 2 52
<3 1.08 29 3 51 5 075 0.5 2 2 7 244 <1 039 26 0.06 333 4 0.04 1 005 50 5 154 6 <.01 <5 § <2 56
<.3 0.96 7 6 149 3 093 <.2 1 3 7 192 <1 048 36 0.09 316 1 0.04 1 0.045 46 <2 505 7 001 <5 7 <2 44
<3 07 5 4 206 3 1 <.2 1 5 6 194 <1 038 34 0.06 374 1 0.05 2 0023 26 <2 100 11 0.01 <5 4 <2 37
<.3 0.69 2 § 65 <2 115 0.5 1 4 6 189 <1 042 37 0.08 522 1 0.06 2 0.021 26 2 85 7 002 <5 2 <2 68
<.3 078 4 3 81 <2 188 17 1 6 7 174 <1 042 31 013 779 1 0.05 2 0024 32 <2 113 7 0.02 <5 § <2 68
<3 05 <2 3 80 <2 107 0.9 1 5 9 153 <1 0.28 23 0.07 388 1 0.07 2 002 40 <2 75 6 0.02 5 7 <2 51
<.3 0.39 7 4 68 2 1 04 1 7 7 165 <1 024 29 0.01 528 1 0.06 3 0018 35 <2 52 12 0.02 <5 5§ <2 27
<.3 0.32 5 5 60 <2 068 <.2 1 6 g8 159 <1 021 29 0.01 288 1 0.06 3 0.018 38 <2 41 12 0.01 <5 3 <2 26
54 186 64 21 181 25 0.57 23.9 12 164 64 3.27 1 0147 18 063 716 26 004 35 009 35 16 31 18 0.1 23 82 23 161
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0.500 GRAMS OF PULP IS DIGESTED WITH HYDROCHLORIC AND NITRIC ACID AT 95 DEGREE CENTIGRADE FOR ONE HOUR.
DIGEST IS PARTIAL FOR B, Ba, Ca, Cr, Fe, La, Mg, Mn, Sr, Ti AND W,
DIGEST IS LIMITED FOR Al, K AND Na.

“PARKS, NEVADA*ELKO, NEVADA*THCSON, ARIZONA*HERMOSIILO, MEXICO*MAZATLAN, MEXICO*MENDOZA, ARGENTINA*SANTIAGO, CHILF*1IMA, PERU




AMERICAN ASSAY LABORATORIES
1500 GLENDALE AVE

CLIENT: SANTA FE PACIFIC GOLD o osﬁé_"(';ﬁz-)“‘s‘/sgggg;
CLIENT REF: 97-384 : 0000 TO 0465 FAX. (702) 356.1413

AAL REF; SP043210

METHOD: AAL 01-2

ELEMENT Ag Al As B Ba Bi Ca Cd Co Cr Gu Fe Hg K La Mg Mn Mo Na Ni P Pb S S Th Ti U V W 2zn
SAMPLES ppm % ppm ppm ppm ppm % ppm ppm ppm ppm % ppm % ppm % ppm ppm % ppm % ppm . ppm ppm-ppm % ppm ppm ppm ppm
97-384 0000-0020 1.3 1.1 161 11 199 <2 059 <.2 17 23 225 <1 035 30 013 68 5 009 5 0.042 128 20 174 6 <.01 <5 11 <2 &9
97-384 0020-0040 1.7 081 132 6 158 <2 018 <.2 1 8 16 1.81 1 027 15 0.04 61 3 002 5 0021 54 10 103 2 <.01 <5 4 <2 26
97-384 0040-0060 1.5 1.03 158 5 232 <2 01 <.2 1 6 14 244 1 044 14 002 50 8 003 5 0044 26 11 95 2 <01 <5 4 <2 20
97-384 00600080 0.3 0.8 24 4 48 <2 013 07 2 4 10 274 1 047 27 002 48 2 006 3 0.046 56 7 118 6 <01 <5 2 <2 66
97-384 00800100 0.4 177 42 4 50 <2 03 1 2 2 5 114 <1 037 29 007 8 <1 0.03 1 0055 38 11 14 4 <01 <5 5 <2 92
97-384 0100-0120 313 17 3 323 <2 145 03 3 <1 3 257 <1 044 32 011 1518 <1 0.04 1 0056 40 4 37 7 <01 <5 6 <2 103
97-384 01200140 <3 111 55 3 53 <2 079 04 4 <A1 6 252 <1 047 12 0.09 1061 1003 3 0056 33 10 21 2 <.01 <5 3 <2 124
97-384 01400160 <.3 1.07 20 4 84 3 031 12 3 2 4 248 1045 17 0.1 1314 1 003 2 0.054 34 6 28 4 001 <5 4 <2 155
97-384 01600180 <.3 0.85 24 3 68 <2 193 07 2 1 7229 <1 025 10 0.08 1046 <1 0.02 2 0049 40 8 92 2 <.01 <5 3 <2 102
97-384 0180-0200 <.3 0.99 43 3 152 <2 147 03 2 <1 6 255 <1 021 32 0.09 438 <1 004 1 0053 49 8 56 4 <01 <5 8§ <2 56
97-384 02000220 <.3 078 19 3 144 <2 144 05 1 6 13 237 <1 024 25 0.07 777 1 004 3 0.045 61 2 45 6 <01 <5 8 <2 49
97-384 02200240 <3 083 36 <3 195 2 161 <2 2 4 8 254 <1 026 25 006 711 2 005 2 0043 44 3 54 8 <.01 <5 11 <2 53
97-384 02400260 <.3 085 30 4 103 2 131 <2 2 2 6 228 <1 026 24 007 655 1 0.05 1 0042 50 4 5 7 <01 <5 9 <2 63
97-384 0260-0280 <.3 062 17 4 81 <2 141 <.2 1 4 7 238 <1 026 25 0.04 563 1 006 2 0041 43 <2 65 9 002 <5 9 <2 41
97-384 02800300 <.3 052 7 4 79 <2 132 02 1 6 10 237 <1 027 22 004 577 2 006 3 0041 57 <2 75 8 002 <5 9 2 52
97-384 03000320 <.3 1.08 29 3 51 5075 05 2 2 7 244 <1 039 26 006 333 4 004 1 005 50 5 154 6 <.01 <5 5 <2 56
97-384 03200340 <.3 096 7 6 149 3 093 <.2 1 3 7 192 <1 048 36 0.09 316 1004 1 0045 46 <2 505 7 001 <5 7 <2 44
97-384 0340-0360. <.3 0.7 5 4 206 3 1 <.2 1 5 6 194 <1 038 34 006 374 1005 2 0023 26 <2 100 11 0.01 <5 4 <2 37
97-3840360-0380 <.3 0.69 2 5 65 <2 115 0.5 1 4 6 189 <1 042 37 0.08 522 1006 2 0021 26 2 8 7 002 <5 2 <2 68
97-384 0380-0400 <.3 078 4 2 81 <2 188 17 1 6 7 174 <1 042 231 013 77¢ 1005 2 0024 32 <2 113 7 002 <5 5§ <2 68
97-384 04000420 <.3 05 <2 5 80 <2 1.07 09 1 5 9 153 <1 028 23 007 388 1007 2 002 40 <2 75 6 002 5 7 <2 59
97-384 04200440 <3 ©39 7 4 68 2 1 04 1 7 7 165 <1 024 29 001 528 1006 3 0018 35 <7 52 12 002 <5 5 <2 27
97-384 0440-0465  <.3 0.32 5 5 60 <2 068 <.2 1 6 8 159 <1 021 29 001 288 1 006 3 0018 38 <2 41 12 001 <5 3 <2 26
STANDARD C3 54 186 54 21 151 25 057 239 12 164 64 327 1 017 18 063 716 26 004 35 009 35 16 31 18 04 23 82 27 161
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AMERICAN ASSAY LABORATORIES
1500 GLENDALE AVE.
SPARKS, NV 89431
PHONE: (702) 356-0606
FAX: (702) 356-1413
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0.500 GRAMS OF PULP IS DIGESTED WITH HYDROCHLORIC AND NITRIC ACID AT 95 DEGREE CENTIGRADE FOR ON HOUR.
DIGEST IS PARTIAL FOR B, Ba, Ca, Cr, Fe, La, Mg, Mn, Sr, Ti AND W
DIGEST IS LIMITED FOR Al, K AND Na



1500 GLENDALE AVE.
:SANTA FE PACIFIC GOLD SPARKS, NV 89431
"ROSEBUD EXPLORATION PHONE: (702) 356-0606
-SP043499 FAX: (702) 356-1413

AAL 01-2

61225 6.9
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AMERICAN ASSAY LABORATORIES

ANALYSTITS REPORT

SPO43499

PO BOX 11530
RENO NV,USA

American

Assay

Lahoratories

Ph.(702) 356-0606, Fax.(702) 356-1413

SANTA FE PACIFIC GOLD

COPIES TO RADU CONELEA

RICHARD DIXON RECEIVED

CHARLIE MUERHOFF APR 2 & 1397

SANTA FE PACIFIC GOLD
RENO

CLIENT REFERENCE No: 97-384 RECEIVED 6 APR 1997
No. SAMPLES 8 REPORTED 21 APR 1997
MAIN SAMPLE TYPE : DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER

The results of this assay were based solely upon the content of the

sample submitted.

the potential investment value of the claim or deposit has been

determined based on the results of assays of multiple samples of

Any decision to invest should be made only after

geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION

Au FA30 15% ppb 5

Au(R) FA30 15% ppb 5

Au(0Z) FA30 15% OPT 0.001

Au(RZ) FA30 15% OPT 0.001

Ag D210 10% ppm 0.5

Ag(0Z) D210 10% OPT 0.02Z
SIGNATORY Doyle Knudsen Page 1




CLIENT

AMERICAN ASSAY LABORATORIES

ANALYSIS REPORT SPO43499
PROJECT

= American
e Assay
gy .
SANTA FE PACIFIC GOLD ==  lLaboratories
ROSEBUD EXPLORATION
REFERENCE : 97-384
REPORTED 21 APR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 1185-1190 <5 <0.001 1.0 0.03
97-384 1190-1195 <5 <0.001 <0.5 <0.02
97-384 1195-1200 <5 <0.001 <0.5 <0.02
97-384 1200-1205 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 1205-1210 <K <0.001 <0.5 <0.02
97-384 1210-1215 <5 <0.001 <0.5 <0.02
97-384 1215-1220 <5 <0.001 0.6 <0.02
97-384 1220-1225 <5 <0.001 <0.5 <0.02
Page : 2




AMERTCAN ASSAY LABORATORIES ——  American
"ANALYSIS REPORT SPO43210 — Assay
ww Laboratories

PO BOX 11530
RENO NV,USA
Ph.(702) 356-0606, Fax.(702) 356-1413

SANTA FE PACIFIC GOLD

COPIES TO : RADU CONELEA
RICHARD DIXON RECEIVED
CHARLIE MUERHOFF APR 1 1 1997
SANTA FE PAGIFIG GOLD
CLIENT REFERENCE No: 97-384 RECEIVED  : 25 MAR 1997
No. SAMPLES : 92 | REPORTED  : 25 MAR 1997
MAIN SAMPLE TYPE  : DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER :- i

The results of this assay were based solely upon the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION

Au FA30 15% ppb 5

Au(R) FA30 15% ppb 5

Au(0Z) FA30 " 15% ) OPT 0.001

Au(RZ) FA30 15% OPT 0.001

Ag D210 10% Ppm 0.5

Ag(07Z) D210 0% OPT 02—

SIGNATORY : Doyle Knudsen Page : 1




AMERICAN ASSAY LABORATORIES =  American
ANALYSIS REPORT SPO43210 == Assay
CLIENT : SANTA FE PACIFIC GOLD w=  Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
~ REPORTED : 25 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 000-005 42 0.001 0.5 <0.02
97-384 005-010 156 0.005 1.8 0.05
97-384 010-015 134 0.004 1.1 0.03
97-384 015-020 75 0.002 0.6 <0.02
~ 97-384 020-025 266 0.008 1.7 0.05
97-384 025-030 151 0.004 2.1 0.06
97-384 030-035 65 0.002 1.5 0.04
97-384 035-040 104 0.003 1.4 0.04
97-384 040-045 34 <0.001 0.5 <0.02
~ 97-384 045-050 139 0.004 1.8 0.05
97-384 050-055 60 0.002 1.7 0.05
97-384 055-060 125 0.004 : 1.2 0.04
97-384 060-065 70 0.002 ' <0.5 <0.02
97-384 065-070 89 0.003 0.5 <0.02
- 97-384 070-075 33 <0.001 <0.5 <0.02
97-384 075-080 <5 <0.001 <0.5 <0.02
97-384 080-085 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 085-090 <5 <0.001 <0.5 <0.02
97-384 090-095 <5 ' <0.001 1.2 0.04
~97-384 095-100 <5 <0.001 0.8 0.02
97-384 100-105 <5 <0.001 <0.5 <0.02
97-384 105-110 <5 <0.001 <0.5 <0.02
97-384 110-115 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 115-120 30 <0.001 <0.5 <0.02
~ 97-384 120-125 . <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES — American
ANALYSIS REPORT SPO43210 -—— Assay
CLIENT SANTA FE PACIFIC GOLD == Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au  Au(R) Au(0Z) Au(RZ) Ag Ag(0Z) e |
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT PpPm OPT
97-384 125-130 12 <0.001 <0.5 <0.02
97-384 130-135 <5 <0.001 <0.5 <0.02
97-384 135-140 <5 <0.001 <0.5 <0.02
97-384 140-145 <5 <0.001 <0.5 <0.02
- 97-384 145-150 <5 <0.001 <0.5 <0.02
97-384 150-155 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 155-160 <5 <0.001 <0.5 <0.02
97-384 160-165 <5 <0.001 <0.5 <0.02
97-384 165-170 <5 <0.001 <0.5 <0.02
97-384 170-175 <5 <0.001 <0.5 <0.02
97-384 175-180 <5 <0.001 <0.5 <0.02
97-384 180—135 <5 <0.001 <0.5 <0.02
97-384 185-190 <5 <0.001 <0.5  <0.02
97-384 190-195 <5 <0.001 <0.5 <0.02
97-384 195-200 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 200-205 <h <0.001 <0.5 <0.02
97-384 205-210 <5 <0.001 <0.5 <0.02
97-384 210-215 <5 <0.001 <0.5 <0.02
97-384 215-220 <5 <0.001 <0.5 <0.02
97-384 220-225 <5 <0.001 <0.5 <0.02
97-384 225-230 <5 <0.001 <0.5 <0.02
97-384 230-235 <5 <0.001 <0.5 <0.02
97-384 235-240 <5 <0.001 <0.5 <0.02
97-384 240-245 <5 <0.001 <0.5 <0.02
97-384 <5 <0.001 <0.5 <0.02

245-250
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AMERTCAN ASSAY LABORATORTES = American
ANALYSIS REPORT SPO43210 'E ASS«'EIy=
CLIENT SANTA FE PACIFIC GOLD ww Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)

FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 250-255 <5 <0.001 <0.5 <0.02
97-384 255-260 <5 <0.001 <0.5 <0.02
97-384 260-265 <5 <0.001 <0.5 <0.02
97-384 265-270 <5 <0.001 <0.5 <0.02
97-384 270-275 <5 <0.001 <0.5 <0.02
97-384 275-280 <5 <0.001 <0.5  <0.02
97-384 280-285 <5 <0.001 <0.5 <0.02
97-384 285-290 <5 <0.001 <0.5 <0.02
97-384 290-295 <5 <0.001 <0.5 <0.02
97-384 295-300 <5 <0.001 <0.5 <0.02
97-384 300-305 <5 <0.001 <0.5 <0.02
97-384 305-310 <5 <0.001 <0.5 <0.02
97-384 310-315 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 315-320 <5 <0.001 <0.5 <0.02
97-384 320-325 <5 <0.001 <0.5 <0.02
97-384 325-330 <5 <0.001 <0.5 <0.02
97-384 330-335 <5 <0.001 <0.5 <0.02
97-384 335-340 <5 <0.001 <0.5 <0.02
97-384 340-345 <5 <0.001 <0.5 <0.02
97-384 345-350 <5 ~ <0.001 <0.5 <0.02
97-384 350-355 <5 <0.001 <0.5 <0.02
97-384 355-360 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 360-365 <5 <0.001 <0.5 <0.02
97-384 370-375 <5 <0.001 <0.5 <0.02
97-384 375-380 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES = American
ANALYSIS REPORT SPO43210 — Assay
CLIENT SANTA FE PACIFIC GOLD == Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 25 MAR 1997
Au Au(R) Au(0OZ) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppbh OPT OPT ppm OPT
97-384 380-385 <5 <0.001 <0.5 <0.02
97-384 385-390 <5 <0.001 <0.5 <0.02
97-384 390-395 <5 <0.001 <0.5 <0.02
97-384 395-400 <5 <0.001 <0.5 <0.02
B 97-384 400-405 <5 <0.001 <0.5 <0.02
97-384 405-410 <5 <0.001 <0.5 <0.02
97-384 410-415 <5 <0.001 <0.5 <0.02
97-384 415-420 <5 <0.001 <0.5 <0.02
97-384 420-425 <5 <0.001 <0.5 <0.02
97-384 425-430 <5 <0.001 <0.5 <0.02
97-384 430-435 <5 <0.001 <0.5 <0.02
97-384 435-440 <5 <0.001 <0.5 <0.02
97-384 440-445 <5 <0.001 <0.5  <0.02
97-384 445-450 <5 <0.001 <0.5 <0.02
B 97-384 450-455 <5 <0.001 <0.5 <0.02
97-384 455-460 <5 <0.001 <0.5 <0.02
97-384 460-465 <5 <0.001 <0.5 <0.02
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AMERTCAN ASSAY LABORATORIES — American
ANALYSIS REPORT SPO43254 — Assay
= Laboratories
PO BOX 11530
REND NV, USA

Ph.(702) 356-0606, Fax.(702) 356-1413

SANTA FE PACIFIC GOLD

COPIES TO RADU CONELEA
RECEIVED
RICHARD DIXON APR
2
: CHARLIE MUERHOFF SANTA FE 11997
; PACIFI
RENOCGOLD
CLIENT REFERENCE No: 97-384 RECEIVED : 27 MAR 1997
144 REPORTED : 27 MAR 1997

No. SAMPLES

MAIN SAMPLE TYPE

DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER :-
The results of this assay were based solely upon the content of the

sample submitted.

Any decision to invest should be made only after

the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION

Au FA30 15% ppb 5

Au(R) FA30 15% : ppb 5

Au(0Z) FA30 - 15% OPT 0.001

Au(RZ) FA30 15% OPT 0.001

Ag D210 10% ppm 0.5

Ag(07Z) D210 0% OPT 002
SIGNATORY Doyle Knudsen Page : 1




AMERICAN ASSAY LABORATORIES - ] American
ANALYSIS REPORT SPO43254 = Assay
CLIENT SANTA FE PACIFIC GOLD == Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
~ REPORTED 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(02Z)
FA30 FA30 FA30  FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 465-470 <5 <0.001 <0.5 <0.02
97-384 470-475 <5 <0.001 <0.5 <0.02
97-384 475-480 <5 <0.001 <0.5 <0.02
97-384 480-485 <5 <0.001 <0.5 <0.02
97-384 485-490 <5 <0.001 <0.5 <0.02
97-384 490-495 <5 <0.001 <0.5 <0.02
97-384 495-500 <5 <0.001 <0.5 <0.02
97-384 500-505 <5 <0.001 <0.5 <0.02
97-384 505-510 <5 <0.001 <0.5 <0.02
97-384 510-515 <5 <0.001 <0.5 <0.02
97-384 515-520 <5 <5 <0.001 <0.001 <0.5  <0.02
97-384 520-525 <5 <0.001 <0.5 <0.02
97-384 525-530 <5 <0.001 <0.5 <0.02
97-384 530-535 <5 <0.001 <0.5 <0.02
97-384 535-540 <5 <0.001 <0.5 <0.02
97-384 540-545 <5 <0.001 <0.5 <0.02
97-384 545-550 <5 <0.001 <0.5 <0.02
97-384 550-555 <5 - <0.001 <0.5 <0.02
97-384 555-560 <5 <0.001 <0.5 <0.02
~ 97-384 560-565 <5 <0.001 <0.5 <0.02
97-384 565-570 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 570-575 <5 <0.001 <0.5 <0.02
97-384 575-580 <5 <0.001 <0.5 <0.02
97-384 580-585 <5 <0.001 <0.5 <0.02
97-384 585-590 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES - American
ANALYSIS REPORT SPO43254 E Assay
CLIENT : SANTA FE PACIFIC GOLD == Lahoratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 590-595 <5 <0.001 <0.5 <0.02
97-384 595-600 <5 <0.001 <0.5 <0.02
97-384 600-605 <5 <0.001 <0.5 <0.02
97-384 605-610 <5 <0.001 <0.5 <0.02
97-384 610-615 <5 <5 <0.001 <0.001  <0.5 <0.02
97-384 615-620 <5 <0.001 <0.5 <0.02
97-384 620-625 <5 ~ <0.001 <0.5 <0.02
97-384 625-630 <5 <0.001 <0.5 <0.02
97-384 630-635 <5 <0.001 <0.5 <0.02
- 97-384 635-640 <5 <0.001 <0.5 <0.02
97-384 640-645 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 645-650 <5 <0.001 0.5  <0.02
97-384 650-655 <5 <0.001 <0.5 <0.02
97-384 655-660 %5 <0.001 <0.5 <0.02
97-384 660-665 < <0.001 <0.5 <0.02
97-384 665-670 <5 <0.001 <0.5 <0.02
97-384 670-675 <5 <0.001 <0.5 <0.02
97-384 675-680 <5 <0.001 <0.5 <0.02
97-384 680-685 <5 | <0.001 <0.5 <0.02
B 97-384 685-690 <5 | <0.001 <0.5 <0.02
97-384 690-695 <5 <0.001 <0.5 <0.02
97-384 695-700 <5 <0.001 <0.5 <0.02
97-384 700-705 <5 <0.001 <0.5 <0.02
97-384 705-710 <5 <0.001 <0.5 <0.02
97-384 710-715 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES — American
ANALYSIS REPORT SPO43254 - Aﬁﬂ
CLIENT SANTA FE PACIFIC GOLD == Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
o REPORTED 27 MAR 1997
Au Au(R) Au(0OZ) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 715-720 <5 <0.001 <0.5 <0.02
97-384 720-725 <5 <0.001 <0.5 <0.02
97-384 725-730 <5 <0.001 <0.5 <0.02
97-384 730-735 <5 <0.001 <0.5 <0.02
~97-384 735-740 <5 <0.001 <0.5 <0.02
97-384 740-745 <5 <0.001 <0.5 <0.02
97-384 745-750 <5 <0.001 <0.5 <0.02
97-384 750-755 <5 <0.001 <0.5 <0.02
97-384 755-760 <h <0.001 <0.5 <0.02
i 97—384V760—765 <5 <0.001 <0.5 <0.02
97-384 765-770 <5 <0.001 <0.5 <0.02
97-384 770-775 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 775-780 <5 <0.001 <0.5 <0.02
97-384 780-785 <5 <0.001 <0.5 <0.02
97-384 785-790 <5 <0.001 <0.5 <0.02
97-384 790-795 <5 <0.001 <0.5 <0.02
97-384 795-800 <5 <0.001 <0.5 <0.02
97-384 800-805 <5 <0.001 <0.5 <0.02
97-384 805-810 <5 <0.001 <0.5 <0.02
~ 97-384 810-815 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 815-820 <5 <0.001 <0.5 <0.02
97-384 820-825 <5 <0.001 <0.5 <0.02
97-384 825-830 <5 <0.001 <0.5 <0.02
97-384 830-835 <5 <0.001 <0.5 <0.02
97-384 835-840 <5 '<0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES w—  American
ANALYSIS REPORT SPO43254 ] Assay
CLIENT SANTA FE PACIFIC GOLD = Laboratories
PROJECT ROSEBUD EXPLORATION
REFERENCE 97-384
REPORTED 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30  FA30 FA30 D210 D210
SAMPLES ppb ppb OPT ORPT ppm OPT
97-384 840-845 <5 <0.001 <0.5 <0.02
97-384 845-850 <5 <0.001 <0.5 <0.02
97-384 850-855 <5 <0.001 <0.5 <0.02
97-384 855-860 <5 <0.001 <0.5 <0.02
 97-384 860-865 <5 <0.001 <0.5 <0.02
97-384 865-870 <5 <0.001 <0.5 <0.02
97-384 870-875 <5 <0.001 <0.5 <0.02
97-384 875-880 <5 <0.001 <0.5 <0.02
97-384 880-885 <5 <0.001 <0.5 <0.02
97-384 885-890 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 890-895 <5 <0.001 <0.5 <0.02
97-384 895-900 <5 <0.001 <0.5 <0.02
97-384 900-905 <5 <0.001 <0.5 <0.02
97-384 905-910 <5 <0.001 <0.5 <0.02
~ 97-384 910-915 <5 <0.001 <0.5 <0.02
97-384 915-920 <5 <0.001 <0.5 <0.02
97-384 920-925 <5 <5 <0.001 <0.001 <0.5 <0.02
97-384 925-930 <5 <0.001 <0.5 <0.02
97-384 930-935 <5 <0.001 <0.5 <0.02
97-384 935-940 <5 <0.001 11 0.03
97-384 940-945 <5 <0.001 <0.5 <0.02
97-384 945-950 6 <5 <0.001 <0.001 <0.5 <0.02
97-384 950-955 <5 <0.001 <0.5 <0.02
97-384 955-960 <5 <0.001 <0.5 <0.02
97-384 960-965 9 <0.001 <0.5 <0.02

Page




AMERTCAN ASSAY LABORATORIES wm—  American
ANALYSIS REPORT SPO43254 - Assay
CLIENT : SANTA FE PACIFIC GOLD ww Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
REPORTED : 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)
FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 965-970 <5 <0.001 <0.5 <0.02
97-384 970-975 <5 <0.001 <0.5 <0.02
97-384 975-980 <5 <0.001 <0.5 <0.02
97-384 980-985 ' <5 <0.001 <0.5 <0.02
97-384 985-990 <5 <0.001 <0.5 <0.02
97-384 990-995 <5 <0.001 <0.5 <0.02
97-384 995-1000 | 6 <5 <0.001 <0.001 <0.5 <0.02
97-384 1000-1005 7 <0.001 <0.5 <0.02
97-384 1005-1010 <5 <0.001 <0.5 <0.02
~ 97-384 1010-1015 <5 <0.001 <0.5 <0.02
97-384 1015-1020 <5 <0.001 <0.5 <0.02
97-384 1020-1025 <5 <0.001 <0.5 <0.02
97-384 1025-1030 <5 <0.001 <0.5 <0.02
97-384 1030-1035 <5 <0.001 <0.5 <0.02
~ 97-384 1035-1040 <5 <0.001 <0.5 <0.02
97-384 1040-1045 <5 <0.001 <0.5 <0.02
97-384 1045-1050 <5 <0.001 <0.5 <0.02
97-384 1050-1055 11 <0.001 <0.5 <0.02
97-384 1055-1060 9 <0.001 <0.5 <0.02
97-384 1060-1065 <5 <0.001 <0.5 <0.02
97-384 1065-1070 <5 <0.001 <0.5 <0.02
97-384 1070-1075 <5 <0.001 <0.5 <0.02
97-384 1075-1080 <5 <0.001 <0.5 <0.02
97-384 1080-1085 <5 <0.001 <0.5 <0.02
97-384 1085-1090 72 0.002 5,7 0.11
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AMERICAN ASSAY LABORATORIES = ] American
ANALYSITS REPORT SPO43254 - Assay
CLIENT : SANTA FE PACIFIC GOLD == Laboratories
PROJECT : ROSEBUD EXPLORATION
REFERENCE : 97-384
REPORTED : 27 MAR 1997
Au Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)

FA30 FA30 FA30 FA30 D210 D210
SAMPLES ppb ppb OPT OPT ppm OPT
97-384 1090-1095 75 0.002 2.0 0.06
97-384 1095-1100 84 0.002 1.4 0.04
97-384 1100-1105 94 0.003 4.3 0.13
97-384 1105-1110 54 52 0.002 0.002 3.1 0.09
97-384 1110-1115 74 0.002 2.1 0.06
97-384 1115-1120 17 <0.001 4.6 0.13
97-384 1120-1125 <5 <0.001 1.3 0.04
97-384 1125-1130 20 <0.001 0.8 0.02
97-384 1130-1135 <5 <0.001 1.3 0.04
97-384 1135-1140 16 <0.001 1.4 0.04
97-384 1140-1145 <5 <0.001 1.0 0.03
97-384 1145-1150 10 12 <0.001 <0.001 1.0 0.03
97-384 1150-1155 18 <0.001 | 0.8 0.02
97-384 1155-1160 24 <0.001 0.9 0.03
97-384 1160-1165 10 | <0.001 0.7 0.02
97-384 1165-1170 20 <0.001 0.9 0.03
97-384 1170-1175 8 <0.001 Vs 0.04
97-384 1175-1180 <5 <0.001 1.0 0.03
97-384 1180-1185 <5 | <0.001 1.2 0.04
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SANTA FE PACIFIC GOLD CORP.
DRILL HOLE ABANDONMENT

Pro ject.: ?Dw??d «:Q

Hole No.: 97- 354 Date Completed: 5 -27~% 7

Hole Depth: /2235~ ‘ Hole Size: S

Artesian: Est. flow: g.p.m. Depth: ft.
Non-Artesian: X

BENTONITE SLURRY ABANDONMENT

Mud Viscosity: - sec./qt. (at completion) (Fluid-drilled holes only)
Mud Viscosity: <5 sec./qt.(abandonment fluid) (All holes)
Mud Weight: 77 Ibs./gal. (abandonment fluid) (All holes)
SURFA EAL 4
Cement Weight: 1bs./gal.
Placed in Hole: From ft. to ft.

CEMENT ABANDONMENT (Artesian Holes)

Cement Weight: Ibs./gal.
Placed in Hole: From ft. to ft.
2 From ft. to ft.

MATERIALS MIXED
(@]a) Size Product Brand Name
501b Enviroplug Coarse  Wyo-Ben
941b Cement Nevada Cement
Yo 501b Abandonite Wvo-Ben

GROUND WATER INFORMATION '

Depth/ft. Temp. Depth/ft. GPM Temp.
100 '
200

:
I
:

400
500
600
70

800

T

:

T

~
S
~
\l\

e

OTHER

£l un A

SANTA FE PACIFIC GOLD CORP. CONTRACTOR _ .
Rig No. é/ N\ ./ 4
By: ) By: L}M),/y:n.//

Title: Title: <= Driller

-~




SANTA FE PACIFIC GOLD CORFE
DRILL HOLE ABANDONMENT AND SURFACE SEAL

LABOR CONTRACTOR

Project: 12058 bod Hole #: q4) -354
Drilled By: Blclond Date Completed: 4 ~X=3 =77
Hole Depth: 1225 Hole Size: 5.8"

Wet Hole: Dry Hole:

SURFACE SEAL

Cement Weight: /S lbs./gal.

Placed in Hole: From /U ft.to O ft.

MATERIALS MIXED
Qty. Size Product Brand Name
2 50 1bs. Enviroplug Goarse Wyo-Ben
2~ 94 1bs. Cement ' Nevada Cement
REMARKS
SANTA FE PACIFIC GOLD CORP. TAYLOR SERVICES INC,

By: ﬂ/l/\/\ By: /24, mom  Jomerd
e —

Title: ' Title:




SP SUBMITTAL FORM _
===  American
o ) it e / =  Assay
Bernpn: >0l /'2- [ C)1/<¢ (50, L,/ =& Laboratories
- . \) 75 N Geochemical ¢ Environmental ¢ Metallurgical
~ -~ < R S B F .
Address: OL / i 1{& /;) C //\ j / ( j y Sparks Office Tucson Office
[7 . )) ’2 :\‘ 500 dC-‘\Iendal1e Ave. _?_775 E. E;nley
7 — ) 8943 ucson 85706
. & g ’l/ KA L Bexiisao Telepho
City IKEnc State/v— Zip )/ — S Reno, NV 89510 (520) 294.8078
) Telephone Fax
- 2L T piPI7 (702) 356-0606 (520) 294-6352
Telephone Number: ( /’_/1)'), ) }‘ > / U}U‘\) Fax Number: ( ) Fax

“ 1/
Project Name: / 05 >(’L /(// J. V.

Purchase Order Number:

(702) 356-1413

Elko Office

Mazatlan Office

2320 Last Chance Rd. Telephone/Fax
Z Nevada 89801 011-52-69-170035
ﬁ—/ - Box 2908
Date Submitted: Number of Samples: Elko, NV 89801 Other Offices
Telephone Lima, Peru
(702) 738-9100 Santiago, Chile
Fax Mendoza, Argentina
RESULTS REPORTEDIN: ppm[ ] ppb[ 1 opt[ 1] (702) 738-2594
SAMPLE IDENTIFICATION TYPE ELEMENTS REQUIRED
P ] / /
\(,, /] U, 15?1 Y 2ACh 3///;/)/ 7
— - ] / { ../
9/’621/ f{r}/’?i/ﬁf =
Y

1/90. /)95

175 TR0, 1475,

/279, 1225

< )

COARSE REJECTS (Normally Discarded After 60 Days)
[ 1Return COD after analysis complete
RESULTS AND INVOICES TO BE SENT TO:

Invoice to:

w SE L o

//( 2( g f// U (f oneé ;/ o

A& S. ol B/ ¥ 1007

/ ]\ / nwt), N l/ %//Q ,3/0 ;4-
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