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% LAC MINERALS (USA.) INC.
B DRILL LOG SUMMARY SHEET

PROJECT o lu/
HOLE NUMBER /(/ 222 TOTAL DEPTH 2 LOGGED BY_/AS

Date started 3//20/&7/ Contractor s Stevens
Date completed __£/24/%, Drill Type:  K(
Initial bearing = / Hole Size 5%
Initial inclination___-%) Drilling Conditions:
Elevation 5311.3 Footage: Wet/Dry O 7/0 d-
Collar coordinates: 145"~ Jooy) Lt
N JJodze o Comments:

E H232072., 3

DOWN HOLE SURVEY INFORMATION

SURVEY INCLI- ‘
FROM TO POINT  NATION BEARING . X (Northing) Y (Easting) Z (Elevation)
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

QL2

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R91-11849.4 ( COMPLETYE )

Geochemical
Lab Report

REFERENCE INFO: RL 222 900 -1nnn

CLIENT: | AC NINFRALS (USA) INC.
PROJECT: ROGERID

SUBHITTED BY: STORBERI
DATE PRINTED:  5-8EP-91

NUTIBER OF LOKER

ORDER ELERENT ANALYSES  DETECTION LTHIT  EXTRACTION HETHOD

Au DUP Gald Duplicate 3 (.12 oPT Fire Assay

fu Gold 21 1.012 0°T Fire Assay

3 AG DUP AG DUPLICATF 3 (.02 opT Fire Assay

4 fg Silver 21 .02 0PT Fire Assay
SANMPLE TYPES NURBER SIZE FRACTTONS NUTBER SAMPLE PREPARATIONS  NUMBER
7 OTHER DRTLL TYPES 20 2 -150 2 SARPLE PREP 1ULRS 20
P PREPARED PULP 1 4 NS RECD 1 DRY ING/SAIRLE 20
AS RECETUED, NO SP i

Oy b . S (N
O. = THaTtates

REPORT COPTES TO: fiR. TIN KURI
MR. TIN KUHL
iS5, KRISTIN KENRER

INVOICE TOz HiR. TI KUK

fdy 4 055




Bondar-Clegg, Inc. .
625 Spice Island Dr. Geochemical
Building 1, Unit A Lab Report
Sparks, Nevada 89431

0 (0% 3530 BONDAR-GLEGS

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 5-SEP-91

REPORT: R91-11849.4 ¢ COMPLETE ) PROJECT: ROSERUD PAGE 2
STAMDARD ELERENT - Au DUP fu  AG DUP fig
NAHE UNLTS T 0P T 0PT OPT
ANALYTICAL BIANK <<l - <0.02
Number of Analvses - 1 = i
fean Value (1 hi - 0.010
Standard Deviation - - - -
fccepted Value . (2 - 0.02
PD SYN STD AD/AG = .41 = 0.35
Number of Analyses . 1 = 1

Mean Value - LA - 0.350
Standard Deviation < : =
fccepted Value < .14 - 0.40




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building I, Unit A
Sparks, Nevada 89431
702 (359-9330)

227
/? . Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES U ‘ 01 j 1

REPORT: R91-14788.4  COMPLETE D

REFFRINCE TNFO: RI 227 15900

SUBITTTED BY: STORBERI

CLIENT: [AC NINFRALS (USA) INC.
PROJECT: ROGERUD DATE PRINTED: 16 812 -91
NURBER OF LOWER
ORDER ELEMINT ARALYSES  DETECTLON LTRLT  EXIRACTLON METHOD

1 Au Gold 115 (L2 0PT Fire Ausay
2 hg Silver 115 .02 0PT Five Ansay
3 Au DU Gold Duplicate 14 (LU0 0PT Fire Assay
4 AG DUF AG DUPLICATY 16 0.2 0PT Five Ausay

SANPLE TYPES NURBER FRACTTONS NUTEER SAMMLE PREPARATIONS  NUMBER
Z  OTHER DRILT 1YPES 11l 2 150 11 CRUSH,PULVERTZE 150 110
P PREPARFD PUILP 5 4 S RECTD 5 Ai’i RECELVED, NO 5P 5

WERUETGHT/Z1BS 57
“‘r’I 1G/SAMMLE 21

EXCESS WFTNESS/SAnRE 83

NOTES:

REMARKS: #ERRATIC

I indicates IR

RAETIC RESULIS

ASHS

=1 \

I\

A bl b £
COHTITTOUN

REPORT

CoPTES TO: fiR.
MR
fis.

TIH KUHI
TIN KUHI

KRIGTIN KENRER

TO: AR, T1H KUHI

P4 Pt—




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Geochemical
Lab Report

B0

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTFD: 16-5EP-91

REPORT: R91 -11788.4 ( COMPLENE ) PROJECT: ROSEBUD PAGE 3
STANDARD ELERENT fiu fg  Au DU AG DUP STANDARD FIFHENT Au Ag  Au BUP AG DUP
NARE orr ] T Pl NANF UNLTS orT 0P [ 0T oPT
PO SYH STD Al/AG {142 (1.38
PD SYN S1D AU/AG .42 .39 -
PD SYH SID Al/aG {10141 (1,36 - -
Nusiber of fnalvses 3 3 -
flean Value 0417 (1,377 -
Standard Deviation IS8 100153 - =
fccepted Value (1 (440 (1.4l - -
ANALYTICAL BILANK <.z NIRYY; - -
ANALYTICAL Bl ANK <z <012

NALYTICAL BILANK <A1Lnz IR -
Nuiiber of Analyses 3 3 -
Mean Value A IR -

andard Deviation TR R - -
ficcepted Value 1.1z .07 - =




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431

Geochemical
Lab Report

702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINFED: 16 -5 -91

REPORT: R9L-12788.4  COMLLNE D PROJECT: ROSEBUB PaGE 1
SANMPLE ELEENT Au A Au DUP AG DUP SAIMPLE FLETENT fu Ay Au DUP AC DUP
NUMBER T 1S o0l o1 0P OPT NUTEER UNT1S 0Pt ot T oPT
72 RL222 15 21 <LNZ NIy 17 RL222 545 55 II' <.imz NN
72 RL222 35 4li <L <2 P4 BA 155 (1.019 0.09
72 RL222 55 61 <Lz .07 12 RL2272 550 555 11,105 <0.02
12 RL222 75 8l <(un? <{1.u2 72 RI 222 555 560 <[ 1102 <0.02
72 RL222 95 i <L anz <7 772 RL227 5610 565 <.z <0.02
72 RL222 115 1200 (g fi.04 72 RE222 565 570 (.on3 0.04
72 RL222 135 140 <Nz IRV 72 RL222 570 574 1.009 0.13
72 RL222 15% 160 <.z <02 72 RI222 575 58 (. 104 0.06
22 RL222 175 181 IR ALz <Lz <17 77 RL227 581 hE4 <3Nz <0.02
77 RL222 195 ’/H{l{ <luie <2 /2 R1.222 585 590 <L 412 <0.02
2 RL222 215H 2201 <Lz L0700 <LIn2 <7 77 RL227 590 595 IR U.03
12 RL222 235 74i1 <z <417 72 RI.222 595 60010 (1.3 (r.0g {113 0.09
22 RL222 255 2611 <Nz ALz 727 RL227 600 615 <z .4
72 RL222 215 280 <L 2 <z 22 R1222 605 610 <. n? 0.03
72 RL222 295 31N <11, 007 )7 12 RL??/VW_(W"_—I] H5 ot
7 RL222 315 320 <[ <102 72 R1722 615 6200 .3 005
2 RL222 335 341 <1 107 17 RL227 u)ll 625 <02 0.04
22 RL222 355 360 <L <. i? 72 RI222 625 63l <(.un2 <0.02
72 RL222 375 381 Ry NIRIY <A.nz7 72 RL222 (;.,ll 635 <.z <0.02
72 RL222 395 4l R, <.z 72 R1222 635 641 <L <0.02
P4 BA 154 .52 18 7?2 RL227 G411 645 Rl <U.U7
12 RL222 40% 410 <Lz <2 12 RL222 645 6501\ <Atz L2 <1102 <0.02
22 RL227 415 420 Ry <AL? P4 B 156 1.159 .07 1.1058 0.07
12 RL222 425 430 <[ 2 1.2 72 RI222 650-655 <002 0.02
22 RL222 435 441 <Lz IRV 17 RL2272 6556611 <1100z 0.02
12 RL222 445 450 <Lz <ML 017 /7 R1227 G611-665 <M.TMMZ 0.10Z
72 RL222 455 461 <Lz IRV 772 RL222 665 -671) <.nz2 <0.02
12 RL222 465 4710 <2 NI 72 R1227 670-675 <.z <0.02
22 RL222 475 481 IRy .03 72 RL222 675 -680) <Nz <0.02
72 RL222 4384 4911 R <102 /2 RL222 68l1-685 <7 IRt <h.un2 <0.02
72 RL222 495 Shn Y NIRIY ALz <Lz A7 77 RL277 685-691 <117 <1107
72 RL222 5uli 505 <L (.03 72 RI7222 690- 695 <.tz 0.03
22 RL222 505 510 <L UN2 0.5 22 RL222 695 -1 <Lz <0.02
72 RL222 511 515 oih .7 72 R 222 700-704 <INz <ALz <imz <0.02
72 RL222 515 520 0.3 .07 22 RL227 1 -1 <Lz NIR1Y;
72 RL222 520 575 <007 L7 <I0.T7 17 7 RT777 TT0=7715 T U2
T2 RL222 525 530 ALz ALz 77 RL222 H5-120 1. 1l4 0.12
2 RL222 5300 434 {112 <2 22 RL222 120-725 <M.z 0.04
22 RL222 5345 5401 IRIHY; <Lz 172 RL222 725-131 <Nz {1.05
72 RL222 5400 Lhah <L .2 <2 <112 22 R1222 130-73! <h.unz 0.05




Bondar-Clegg, Inc. .
625 Spice I:l%agnd Dr. GCOChemlcal
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330)
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES .
DATE PRINTED: 16-68P-91

REPORT: R21-11/88.4 ( COMPLETE ) PROJECT: ROSERUD PAGE 2
BQWPLF FLERENT fu fig Ay DUP AG DAY SAMPLE FLERFNT Au dg Au DUP AG DUP

UMBER DNTIS 0r | orT 0T 0PT NUHBER UNTIS orT 0P 1 0T OPT
72 RL222 735-7400 <ML N2 0.05
22 RL222 74D -745 <A1.0n2 0.05
22 RL222 745- 75U <HLHn2 <0.027
P4 BA 157 057 n.n7 1050 .7
22 RL222 7500 705 <ML HH2 0.04
722 RL222 755 160 NN 2.53
12 RL222 76l 7165 ity 1.03
22 RL222 765 11 IS 0.06
Z2 RL222 7L 715 {17 0.05
72 RL222 775 7181 1).0n5 0.05
[2 RL222 78l 735 [TRTHES 0.05
22 RL222 785 /19N 1.4 0.05
12 RL222 7900 195 <. 102 0.05
22 RL222 795 s .0 0.08
12 RL222 S SH5 NIty (a3 <oz 0.04

> RL222 815 810 .07 .16
72 RL222 810 815 a2 0.06
22 RL222 815 824 1.3 0.06
12 RL222 8211 825 fr.uis 0.10
22 RL222 825 831 11,005 0.06
72 RL222 330 835 <Lz 0.04
22 RL222 §35 8401 <1mnz 0.06
12 RL222 G411 845 (.3 06.09
72 RL222 845 850 0.0n5  0.08
4 BA 158 <z <0.02
72 RL222 8511 855 .05 .19 . Hs .19
72 RL222 855 86U (12 0.06
72 RL222 SGI 864 1,004 0.15
72 RL222 865 870 <L U2 oy <iLinz 0.06
72 RL222 8711 875 11,013 1.8
[2 RL222 875 68l (L7 0.12
72 RL222 &3 884 _ e 8.3
72 RL222 885 890 [z 1. U7
22 RL222 8911 §95 1507 i1.49 .69
72 RL227 855 9ull {1104 .11




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building I, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

DATE PRINTED: 5 -SEP 91

REPORT: R91-11849.4 ¢ CORPIITF ) PROJFCT: ROSEBUD PAGE 1
SAMPLE FLEAENT  Au DUP Au  AG DUP fit
NUMBER 0P 0 oPT oPT
22 RL222 9Uh 915 0.010= N.11=
72 RL222 95 910 (.13 0.08
72 RL222 910 915 <ALz 0.05
72 RL222 915 920 Y 0.05
72 RL222 9200 92% IRV 0.06
72 RL222 925 9301 TR 0.19
72 RL222 930 935 .05 0.15
22 RL222 935 941 005 (.04 (.08 0.07
72 RL222 941 945 0.6 0.06
72 RL222 945 95[1( L2 <0.02 (.04 0.05
72 RL222 950 955 <. 0.06
72 RL222 955 94l (1. 1l4 0.03
22 RL222 9611 965 <Lz 0.04
72 RL222 945 97 R, 0.03
72 RL222 91 975 <.y 0.03
Y RL222 975 980 1. 1114 0.03
_2 RL222 98I 985 <. <0.02
22 RL222 985 9901 <102 0.04
72 RL222 991 995 <.z <0.02
72 RL222 995 ,1lumt <12 {1,003 <12 0.03
P4 B 174 0.135 .18




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

REPORT: R91-11/88.4 ¢ COMPLETE )

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

14 _CED_QA
s iny

4
/L

DA A
i HI 4

SanPLE F1ERENT fiu Ag bup fg  Au DUP  AG DUP
HUMBER UNLIS 0l 0 A ol 0rT 0r1
RL222 175 180 <2 <Lz L2
Duplicate <mz ALz
RL222 215 221 <z <12 .2
Prep Duplicate <ALimz 17
RL222 375 380 <f.uuz <.z
Duplicate <Lz <7
RL222 495 500 <.z L2 <ihunz
Duplicate <Nz <02
RL222 5401 545 <2 <H.02 L2
Duplicate <.z <2
RL222 595 6 IR {118 3
Duplicate 0.3 b9

222 645 4510 iRy, <[1.012 L2
vuplicate <ALz <07
BA 156 1059 (.07 1158
Duplicate 111158 .7
RL222 6301-68h <ty <02 2
Prep Duplicate <.z <02
RL222 700- 705 <7 <.z 2
Duplicate <.z <07
Ba 157 {1157 (.07 150
Duplicate 11051 n.n7
RL222 800 3HY <z .03 1.2
Duplicate <ILn2 1.4
RL222 8500 855 (Y (.19 L1685
Duplicate oS .19
RL222 865 &1 <ty {r.u7 iz
Prep Duplicate <.z 0.6




Bondar-Clegg, Inc. Ge()(:hemical

625 Spice Island Dr.

Building 1, Unit A Lab Report

Sparks, Nevada 89431

02.(359.9330) BONDAR-CLESG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 5-SEP-91

REPORT: R91-11849.4 ( COMPLETE ) PROJECT: ROSEBUD PAGE 3
SANPLE ELERENT - Au DUP Au  AG DUP Ag
NUNBER UNETS oPT T 0P 0PT
RL222 935 94l (.05 (1.4 (.08 0.07
Prep Duplicate 1.005 0.08
RL222 945 95li <QLan2 <u.002 (.04 0.05
Duplicate <Lz 0.04
RL222 995 1006 <2 (1.3 <i.n2 0.03

Duplicate <Lz <102




To: LAC MINERALS U.S.A.INC Page Number :1

Chemex Labs lnc- 1305 GREG ST, STE 107 Total Pages 1

Certificate Date: 10-SEP-91
Analytical Chemists * Geochemists * Registered Assayers SPARKS, NEVADA Invoice No.  :19121012

994 West Glendale Ave., Suite 7, Sparks, 89431 P.O. Number
Nevada, U.S.A. 89431 Project : ROSEBUD

PHONE: 702-356-5395 Comments: ATTN: TIM KUHL

CERTIFICATE OF ANALYSIS A9121012

SAMPLE PREP Au
_DESCRIPTION CODE oz/T
745-750 208| 294 0.001
895-900 208| 294 0.003
RL-205C 423-428 208| 294 0.002
RL-205C 473-478 208 294 0.014
RL-205C 523-528 208( 294 0.003
RIL.-205C562.3-568 208| 294 0.010
RL-205C 613-618 208| 294 0.004
RL-205C 663-668 208| 294 0.079

/BL—ZOSC 713-718 208| 294 | < 0.001
RI,-222 195-200 208 294 | < 0.001
RL-222 395-400 208 294 | < 0.001
RL-222 495-500 208 294 | < 0.001
RL.-222 545-550 208 294 | < 0.001
RIL-222 595-600 208| 294 0.002
RL-222 645-650 208| 294 | < 0.001
RIL-222 695-700 208 294 | < 0.001
RL-222 795-800 208| 294 0.004
RL,-222 845-850 208 294 0.004

o

CERTIFICATION:




To: LAC MINERALS U.S.A. INC Page Number :1

Chemex Labs Inc.

Analytical Chemists * Geochemists * Registered Assayers SPARKS, NEVADA Invoice No.  :19121257
994 West Glendale Ave., Suite 7, Sparks, 89431 P.O. Number
Nevada, U.S.A. 89431 Project : ROSEBUD

PHONE: 702-356-5395

Comments: ATTN: TIM KUHL

CERTIFICATE OF ANALYSIS A9121257

SAMPLE PREP Au
DESCRIPTION CODE oz/T
C-00820 205 294 0.001")
Cc-00821 205 294 0.001
C-00822 205/ 294 0.001
c-00823 205/ 294 0.001
Cc-00824 205| 294 0.003
C-00825 205/ 294 0.002
C-00826 205 294 | < 0.001
C-00827 205 294 | < 0.001 LAC
c-00828 205/ 294 | < 0.001
Cc-00829 205 294 | < 0.001
C-00830 205/ 294 | < 0.001
RL104 787-792 205 294 0.074
RL104 837-842 205/ 294 0.141
RL104 887-892 205 294 0.026
RL104 937-942 205 294 0.029
RL104 982-987 205 294 0.0104f
RL206C 828-833 205 294 0.006
RL206C 833-838 205/ 294 0.004
RL206C 838-843 205/ 294 0.005
RL206C 843-848 205| 294 0.003
RL206C 848-853 205/ 294 0.009
RL206C 853-858 205 294 0.017
RL206C 858-863 205/ 294 0.006
RL206C 863-868 205| 294 0.001
RL206C 868-873 205/ 294 0.001
RL206C 873-878 205 294 0.001
RL207C 523-528 205 294 0.0027
RL207C 573-578 205/ 294 0.001
RL207C 623-628 205/ 294 0.002
RL207C 673-678 205 294 0.012
RL207C 720-724 205/ 294 0.004
RL207C 764-769 205/ 294 0.002
RL207C 813-818 205 294 0.008
RL207C 918-923 205| 294 0.003
RL207C 968-973 205/ 294 | < 0.001
RL207C 1018-1023 | 205/ 294 0.001
RL208C 477-482 205| 294 0.01
RL208C 528-533 205 294 0.484
RL215 095-100 205/ 294 0.002
RL215 145-150 205 294 0.002

CERTIFICATIOW‘ W&M




To: LAC MINERALS U.S.A.INC Page Number :2

Chemex Labs Inc- 1395 GREG ST., STE 107 Total Pages  :3

Certificate Date: 12-SEP-91

Analytical Chemists * Geochemists * Registered Assayers SPARKS, NEVADA Invoice No. 119121257
994 West Glendale Ave., Suite 7, Sparks, 89431 P.O. Number
Nevada, U.S.A. 89431

Project : ROSEBUD
PHONE: 702-356-5395 Cor]nments: ATTN: TIM KUHL

CERTIFICATE OF ANALYSIS A9121257

SAMPLE PREP Au
DESCRIPTION CODE oz/T
RL215 195-200 205] 294 0.002
RL215 245-250 205 294 0.003
RL215 295-300 205| 294 0.007
RL215 345-350 205( 294 0.087
RL215 395-400 205/ 294 0.006
RL215 445-450 205 294 0.001
RL215 495-500 205| 294 0.010
RL.215 545-550 205( 294 0.001
RL215 595-600 205/ 294 0.003
RL215 645-650 205| 294 0.002
RL215 695-700 205| 294 | < 0.001
RL215 745-750 205| 294 0.002
RL215 795-800 205 294 0.001
RL222 945-950 205| 294 0.005 7
RL222 995-1000 205| 294 0.004 \
RL225 060-065 205 294 | < 0.001
RL225 110-115 205 294 | < 0.001
RL225 160-165 205 294 | < 0.001
RL225 215-220 205 294 | < 0.001
RL226 050-055 205| 294 | < 0.001
RL226 100-105 205 294 | < 0.001
RL226 200-205 205( 294 | < 0.001
RL227 050-055 205| 294 0.001
RL227 100-105 205| 294 0.001
RL227 150-155 205| 294 0.002
RL227 200-205 205] 294 0.005
RL227 250-255 205 294 0.001
RL227 300-305 205 294 | < 0.001
RL227 350-355 205 294 | < 0.001
RL227 400-405 205 294 0.004
RL227 450-455 205 294 0.001
RL227 500-505 205 294 0.004
RL228 045-050 205 294 | < 0.001
RL228 095-100 205| 294 0.001 -
RL228 145-150 205 294 | < 0.001
RL228 200-205 205| 294 0.003
RL228 245-250 205 294 0.007
RL228 295-300 205 294 0.003
RL228 345-350 205( 294 | < 0.001
RL228 395-400 205 294 | < 0.001

CERTIFICATIOWWW




