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Inchcape

Geochemical Lab Report Testing
BONDAR-CLEGG ZL-280 Services
REPORT: R92-11757.0 ( COMPLETE ) REFERENCE: R-280 000-275
CLIENT: LAC MINERALS (USA) INC. SUBMITTED BY: BENNETT
PROJECT: NONE GIVEN DATE PRINTED: 23-0CT-92 .
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 55 5 PPB FIRE ASSAY FIRE ASSAY @ 30 G
2 Ag Silver 55 0.1 PPM HCL:HNO3 (3:1 ATOMIC ABSORPTION

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS ~NUMBER
Q OTHER DRILL TYPES 55 2 -150 55 CRUSH, PULVERIZE 55
DRYING 47 _
.......................................................................................................................................................................... A S
OVERWEIGHT / LB 110
REPORT COPIES TO: LAC MINERALS (USA) INC. INVOICE TO: LAC MINERALS (USA) INC.

MR. ROBERT BENNETT

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386




Inchcape
Geochemical Lab Report Testing
BONDAR-CLEGG Services

DATE PRINTED: 23-0CT-92
PROJECT: NONE GIVEN PAGE 2

STANDARD ELEMENT Au Ag STANDARD ELEMENT Au Ag
NAME UNITS PPB PPM NAME UNITS PPB PPM

BCC GOLD STD 90-1 6490 -
Number of Analyses 1 -
Mean Value 6489.7 B
Standard Deviation - -
Accepted Value 6320 -

Number of Analyses - 1
Mean Value = 5.00
Standard Deviation = -
Accepted Value - 5.0
1990 AU STD-2 258 =
Number of Analyses 1 -
Mean Value 258.0 -
Standard Deviation - -
Accepted Value 260 -
ANALYTICAL BLANK <5 <0.1
ANALYTICAL BLANK = <0.1
Number of Analyses 1 2
Mean Value 2.5

Standard Deviation -

Accepted Value 5 0.1

GEO TRACE STD1(1989) - 33.1
Number of Analyses = 1
Mean Value = 33.10
Standard Deviation - -
Accepted Value # 36.0

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386
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Geochemical Lab Report Testing

BONDAR-CLEGG KL-280 Services

CLIENT: LAC MINERALS (USA) INC. SUBMITTED BY: BENNETT
PROJECT: NONE GIVEN DATE PRINTED: 23-0CT-92
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 55 5 PPB FIRE ASSAY FIRE ASSAY @ 30 G
2 Ag Silver 55 0.1 PPM HCL:HNO3 (3:1) ATOMIC ABSORPTION

Q OTHER DRILL TYPES 55 2 -150 55 CRUSH, PULVERIZE 55

DRYING 47
................................................................................................................................................................................................................................................................................................................................................ B R S oo

OVERWEIGHT / LB 110

REPORT COPIES TO: LAC MINERALS (USA) INC. INVOICE TO: LAC MINERALS (USA) INC.

MR. ROBERT BENNETT

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386




I Inchcape
— Geochemical Lab Report Testing
BONDAR-CLEGG Services
DATE PRINTED: 23-0CT-92

REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au Ag SAMPLE ELEMENT Au Ag
NUMBER UNITS PPB PPM NUMBER UNITS PPB PPM
Q2 R-280 000-005 <5 <0.1 Q2 R-280 200-205 <5 <0.1
Q2 R-280 005-010 25 0.4 Q2 R-280 205-210 <5 <0.1
Q2 R-280 010-015 <5 <0.1 Q2 R-280 210-215 <5 <0.1
Q2 R-280 015-020 <5 <0.1 Q2 R-280 215-220 <5 <0.1
Q2 R-280 020-025 36 0.5 Q2 R-280 220-225 <5 0.2
Q2 R-280 025-030 8 <0.1 Q2 R-280 225-230 <5 <0.1
Q2 R-280 030-035 115 0.6 Q2 R-280 230-235 <5 <0.1
Q2 R-280 035-040 38 0.4 Q2 R-280 235-240 <5 <0.1
Q2 R-280 040-045 49 0.6 Q2 R-280 240-245 <5 <0.1
Q2 R-280 045-050 59 0.1 Q2 R-280 245-250 <5 <0.1
Q2 R-280 050-055 65 0.6 Q2 R-280 250-255 <5 0.1
Q2 R-280 055-060 26 0.4 Q2 R-280 255-260 <) <0.1
Q2 R-280 060-065 9 0.2 Q2 R-280 260-265 29 0.4
Q2 R-280 065-070 14 <0.1 Q2 R-280 265-270 93 0.9
Q2 R-280 070-075 65 0.4 Q2 R-280 270-275 <5 <0.1
Q2 R-280 075-080 <5 <0.1

Q2 R-280 080-085 41 0.5

Q2 R-280 085-090 16 <0.1

Q2 R-280 090-095 15 <0.1

Q2 R-280 095-100 79 0.6

Q2 R-280 100-105 22 0.3

Q2 R-280 105-110 <5 <0.1

Q2 R-280 110-115 <5 <0.1

Q2 R-280 115-120 <5 <0.1

Q2 R-280 120-125 <5 0.1

Q2 R-280 125-130 9 0.8

Q2 R-280 130-135 <5 <0.1

Q2 R-280 135-140 <5 <0.1

Q2 R-280 140-145 <5 <0.1

Q2 R-280 145-150 <5 <0.1

Q2 R-280 150-155 <5 0.1

Q2 R-280 155-160 <5 <0.1

Q2 R-280 160-165 <5 <0.1

Q2 R-280 165-170 <5 <0.1

Q2 R-280 170-175 7 0.1

Q2 R-280 175-180 <5 <0.1

Q2 R-280 180-185 <5 <0.1

Q2 R-280 185-190 <5 <0.1

Q2 R-280 190-195 <5 <0.1

Q2 R-280 195-200 <5 <0.1

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386



o Inchcape
M Geochemical Lab Report Testing
BONDAR-CLEGG Services

DATE PRINTED: 23-0CT-92
REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 2

NAME UNITS PPB PPM NAME
BCC GOLD STD 90-1 6490 -
Number of Analyses 1 -
Mean Value 6489.7 =
Standard Deviation - -
Accepted Value 6320 -
GS89-2 - 5.0
Number of Analyses = 1
Mean Value - 5.00
Standard Deviation - -
Accepted Value - 5.0
1990 AU STD-2 258 “
Number of Analyses 1 -
Mean Value 258.0 N
Standard Deviation = -
Accepted Value 260 =
ANALYTICAL BLANK <5 <0.1
ANALYTICAL BLANK - <0.1
Number of Analyses 1 2
Mean Value 2.5 0.05
Standard Deviation - <0.001
Accepted Value 5 0.1
GEO TRACE STD1(1989) = 331
Number of Analyses = 1
Mean Value - 33.10
Standard Deviation - -
Accepted Value = 36.0

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386




Inchcape
Geochemical Lab Report Testing
Services

DATE PRINTED: 23-0CT-92

REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 3
SAMPLE ELEMENT Au Ag SAMPLE ELEMENT Au Ag
NUMBER UNITS PPB PPM NUMBER UNITS PPB PPM
R-280 035-040 38 0.4

Duplicate 24 0.3

R-280 120-125 <5 0.1

Duplicate 0.2

R-280 150-155 <5 0.1

Duplicate <5

R-280 155-160 <5 <0.1

Prep Duplicate <5 <0.1

R-280 215-220 <5 <0.1

Prep Duplicate <5 <0.1

Duplicate <0.1

R-280 260-265 29 0.4
Duplicate 27

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386
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Inchcape
Geochemical Lab Report Testing
BONDAR-CLEGG CL-280 Services

CLIENT: LAC MINERALS (USA) INC. SUBMITTED BY: BENNETT
PROJECT: NONE GIVEN DATE PRINTED: 23-0CT-92
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 55 5 PPB FIRE ASSAY FIRE ASSAY @ 30 G
2 Ag Silver 55 0.1 PPM HCL:HNO3 (3:1) ATOMIC ABSORPTION

Q OTHER DRILL TYPES 55 2 -150 55 CRUSH, PULVERIZE 55
DRYING 47
OVERWEIGHT / LB 110
REPORT COPIES TO: LAC MINERALS (USA) INC. INVOICE TO: LAC MINERALS (USA) INC.

MR. ROBERT BENNETT

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386




Inchcape

Geochemical Lab Report Testing
BONDAR-CLEGG Services
DATE PRINTED: 23-0CT-92
REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au Ag SAMPLE ELEMENT Au Ag
NUMBER UNITS PPB PPM NUMBER UNITS PPB PPM
Q2 R-280 000-005 <5 <0.1 Q2 R-280 200-205 <5 <0.1
Q2 R-280 005-010 25 0.4 Q2 R-280 205-210 <5 <0.1
Q2 R-280 010-015 <5 <0.1 Q2 R-280 210-215 <5 <0.1
Q2 R-280 015-020 <5 <0.1 Q2 R-280 215-220 <5 <0.1
Q2 R-280 020-025 36 0.5 Q2 R-280 220-225 <5 0.2
a2 R-280 025-030 8 a2 R-280 225-230 S <0.1
Q2 R-280 030-035 15 Q2 R-280 230-235 <5 <0.1
Q2 R-280 035-040 38 Q2 R-280 235-240 <5 <0.1
Q2 R-280 040-045 49 Q2 R-280 240-245 <5 <0.1
a2 R-280 045-050 59 a2 R-280 245-250 S <01
Q2 R-280 050-055 65 0.6 Q2 R-280 250-255 <5 0.1
a2 R-280 055-060 26 0.4 a2 R-280 255-260 6  <0.1
Q2 R-280 060-065 9 0.2 Q2 R-280 260-265 29 0.4
a2 R-280 065-070 % <0.1 a2 R-280 265-270 9% 0.9

Q2 R-280 080-085 41 0.5
Q2 R-280 085-090 16 <0.1
Q2 R-280 090-095 15 <0.1
Q2 R-280 095-100 79 0.6
Q2 R-280 100-105 22 0.3
Q2 R-280 105-110 <5 <0.1
Q2 R-280 110-115 <5 <0.1
Q2 R-280 115-120 <5 <0.1
Q2 R-280 120-125 <5 0.1
Q2 R-280 125-130 9 0.8
Q@2 R-280 130-135 <5 <0.1
Q2 R-280 135-140 <5 <0.1
Q2 R-280 140-145 <5 <0.1
Q2 R-280 145-150 <5 <0.1
Q2 R-280 150-155 <5 0.1
Q2 R-280 155-160 <5 <0.1
Q2 R-280 160-165 <5 <0.1
Q2 R-280 165-170 <5 <0.1

Q2 R-280 175-180 <5 <0.1
Q2 R-280 180-185 <5 <0.1
Q2 R-280 185-190 <5 <0.1
Q2 R-280 190-195 <5 <0.1
Q2 R-280 195-200 <5 <0.1

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386




Inchcape

Geochemical Lab Report Testing
BONDAR-CLEGG Services
..................................................... s
REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 2
L — T e =
PPM NAME UNITS PPB PPM

NAME UNITS

BCC GOLD STD 90-1 6490 -
Number of Analyses 1 -
Mean Value 6489.7 -
Standard Deviation - -
Accepted Value 6320 -

Number of Analyses - 1
Mean Value = 5.00
Standard Deviation = =
Accepted Value - 5.0
1990 AU STD-2 258 -
Number of Analyses 1 =
Mean Value 258.0 -
Standard Deviation - -
Accepted Value 260 #
ANALYTICAL BLANK <5 <0.1
ANALYTICAL BLANK = <0.1
Number of Analyses 1 2
Mean Value 2.5 0.05
Standard Deviation - <0.001

Accepted Value 5 0.1

GEO TRACE STD1(1989) o 33.1
Number of Analyses - 1
Mean Value - 33.10
Standard Deviation = =
Accepted Value % 36.0

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386



" Inchcape
— Geochemical Lab Report Testing
BONDAR-CLEGG Services

DATE PRINTED: 23-0CT-92
REPORT: R92-11757.0 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 3

SAMPLE ELEMENT Au Ag SAMPLE ELEMENT

NUMBER UNITS PPB PPM NUMBER UNITS
R-280 035-040 38 0.4

Duplicate 24 0.3

R-280 120-125 <5 0.1

Duplicate 0.2

R-280 150-155 <5 0.1

Duplicate <5

R-280 155-160 <5 <0.1

Prep Duplicate <5 <0.1 :
R-280 215-220 <5 <0.1

Prep Duplicate <5 <0.1

Duplicate <0.1

R-280 260-265 29 0.4
Duplicate 27

Bondar-Clegg Inc.
625 Spice Island Drive, Building 1, Unit A, Sparks, Nevada, 89431, U.S.A.
Tel: (702) 359-9330, Fax: (702)359-9386
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Inchcape
Geochemical Lab Report Testing
Services

DATE PRINTED: 23-0CT-92
PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT Au Ag SAMPLE ELEMENT Au Ag
NUMBER UNITS PPB PPM NUMBER UNITS PPB PPM
Q2 R-280 000-005 4 <5 <0.1 2 Q2 R-280 200-205 7 <5 <0.1 ~
Q2 R-280 005-010 .00 (25 0.6 .0/ Q2 R-280 205-210 & <5 <0.1
Q2 R-280 010-015 “ <5 <0.172 Q2 R-280 210-215 <5 <0.1 G
Q2 R-280 015-020 7 <5 <0.1 7 Q2 R-280 215-220 o <5 <0.1 &
Q2 R-280 020-025 22136 0.5 .0 Q2 R-280 220-225 ) <5 0.2 O/
Q2 R-280 025-030 J 8 <0.1 7 Q2 R-280 225-230 " <5 <0.1 @
Q2 R-280 030-035 .003115 0.6 0 Q2 R-280 230-235 <5 <0.1
Q2 R-280 035-040 ool 38 0.6 .0/ Q2 R-280 235-240 7 <5 <0.1 ©
Q2 R-280 040-045 071 49 0.6 7! Q2 R-280 240-245 7 <5 <0.1
Q2 R-280 045-050 06359 0.1 Q2 R-280 245-250 <5 <0.1
Q2 R-280 050-055 (0065 0.6 .~ Q2 R-280 250-255 ' <5 0.1
Q2 R-280 055-060 L0726 0.6 .0 Q2 R-280 255-260 06 <0.1
Q2 R-280 060-065 J 9 0.2 .0 Q2 R-280 260-265 00l 29 0.4 .2
Q2 R-280 065-070 0 14 <0.1 7 Q2 R-280 265-270 1023 93 0.9 OF
Q2 R-280 070-075 ' 0.4 .0 ! Q2 R-280 270-275 ’<5 <0.1 0

Q2 R-280 075-080 0 <5 <0.10
Q2 R-280 080-085 00 1 41 0.5.92
Q2 R-280 085-090 009 16 <0.17
Q2 R-280 090-095 015 <0.1 &
@2 R-280 095-100 00 J-79 0.6 .07
@2 R-280 100-105 00 22 03,01
Q2 R-280 105-110 0 <5 <0.1 O
@2 R-280 110-115 7 <5 <0.1 7
@2 R-280 115-120 o <5 <0.1 /)

Q2 R-280 120-125

Q2 R-280 125-130 0 9 0.8 .0
Q2 R-280 130-135 <5 <0.1 7
Q2 R-280 135-140 <5 <0.1 0
Q2 R-280 140-145 7 <5 <0.1

Q2 R-280 145-150 ? <5 <0.1 /
Q2 R-280 150-155 ’ <5 0.1 O
Q2 R-280 155-160 <5 <0.1 5
Q2 R-280 160-165 <5 <0.1 0
Q2 R-280 165-170 <5 <0.1

Q2 R-280 175-180 /<5 <0.1
Q2 R-280 180-185 <5 <0.1
Q2 R-280 185-190 <5 <0.1
Q@2 R-280 190-195 ) <5 <0.1
Q2 R-280 195-200 7 <5 <0.1 ¢
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SAMPLE ELEMENT Au Ag SAMPLE ELEMENT Au Ag

NUMBER UNITS PPB PPM NUMBER UNITS PPB PPM :
R-280 035-040 38 0.4

Duplicate 24 0.3

R-280 120-125

Duplicate

R-280 150-155

Duplicate

R-280 155-160 <5 <0.1
Prep Duplicate <5 <0.1
R-280 215-220 <5 <0.1
Prep Duplicate <5 <0.1
Duplicate <0.1

R-280 260-265 29 0.4
Duplicate 27
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HOLE ID FROM TO AU (PPM) AU (0z/T) AG (PPM) AG (0z/T)

R280 0 5 -9 -0.1 -0.00
R280 5 10 =9 0.4 0.01
R280 - 10 15 -9 -0.1 -0.00
R280 15 20 -9 -0.1 -0.00
R280 20 25 -9 0.5 0.01
R280 25 30 =9 ~0.1 -0.00
R280 - 30 35 =9 0.6 0.02
R280 == 35 40 =9 0.4 0.01
R280 —=—- 40 45 -9 0.6 0.02
R280 = 45 50 -9 0.1 0.00
R280 50 55 =g 0.6 0.02
R280 55 60 =9 0.4 0.01
R280 60 65 =9 0.2 0.01
R280 65 70 -9 =0.1 -0.00
R280 70 18 -9 0.4 0.01
R280 75 80 =g -0.1 -0.00
R280 80 85 -9 0.5 0.01
R280 85 90 =9 -0.1 -0.00
R280 90 95 -9 -0.1 =0.00
R280 95 100 -9 0.6 0.02
R280 100 105 -9 0.3 0.01
R280 105 110 =9 -0.1 -0.00
R280 110 115 ~9 -0.1 -0.00
R280 115 120 = =0s1 -0.00
R280 120 125 = 0.1 0.00
R280 125 130 -9 0.8 0.02
R280 130 135 - -0.1 -0.00
R280 135 140 ~9 =Q.1 -0.00
R280 140 145 =9 -0.1 -0.00
R280 145 150 =9 =0l -0.00
R280 150 155 = 0.1 0.00
R280 155 160 -9 -0.1 -0.00
R280 160 165 -9 -0.1 -0.00
R280 165 170 =9 =0.1 -0.00
R280 170 175 =9 0.1 0.00
R280 175 180 =9 -0.1 -0.00
R280 180 185 -9 -0.1 -0.00
R280 185 190 -9 -0.1 -0.00
R280 190 195 -9 -0.1 -0.00
R280 195 200 =9 -0.1 -0.00
R280 200 205 -9 =0.1 =0.00
R280 205 210 =9 =0.1 -0.00
R280 210 215 =9 =0.1 -0.00
R280 215 220 =5 =01 -0.00
R280 220 225 =9 0.2 0.01
R280 225 230 -9 -0.1 -0.00
R280 230 235 =9 -0.1 =0.00
R280 235 240 =g =0l -0.00
R280 240 245 =9 -0.1 -0.00
R280 245 250 =9 -0.1 -0.00
R280 250 255 =9 0.1 0.00
R280 255 260 -9 =0 vl -0.00
R280 260 265 =9 0.4 0.01
R280 = 265 270 =9 : 0.9 0.03
R280 270 275 =9 ~0.1 -0.00




