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AMERICAN ASSAY LABORATORIES =—mmw  American
ANAT.YSTS REPORT SPOLDS1L33 = =) AS
T say
== Laboratories
Fax.{773) 3ah-1413
HECL.A MINING COMPANY
COPIES TO : BRIAN MORRIS
KURT ALLEN
CLIENT REFERENCE No: RS-506 RECEIVED 8 AUG 2000
No. SAMPLES : B1 REPORTED : 22 AUG 2000
MAIN SAMPLE TYPE : DRILL CUTTINGS
NEVADA LEGISLATIVE DISCLAIMER :-
The results of this assay were based solely upcn the content of the
sample submitted. Any decision to invest should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assays of multiple samples of
geological materials collected by the prospective investor or by a
qualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.
ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au FA30 15% ppb 5
Au(R) FA30 15% peb 5
Au(0zZ) FA30 15% OPT 0.001
Au(RZ) FA30 15% OPT 0.001
Ag D210 10% pRm 0.5
AEtO7) D20 5% ST \SaPaS

SIGNATORY : Leonard E. Mackedon B.S. , - Page : i




AMERICAN ASSAY LABORATORIES == American
ANALYSTS REPORT SPOS5S8133 e Assay
CLIENT : HECLA MINING COMPANY %= Laboratories
PROJECT - ROSEBUD
REFERENCE RS-506
REPORTED 22 AUG 2000
Au  Au(R) Au(0Z) Au(RZ) Ag  Ag(0Z)

FA30 = FA30  FA30  FAB0 = D210 D210
SAMPLES pob ppb OPT OPT ppm OPT
RS-506 235-240 <5 <0.001 <0.5  <0.02
RS-506 240-245 <5 <0.001 <0.5 <0.02
RS-506 245-250 <5 <0.001 <0.5 <0.02
RS-506 250-255 <5 <0.001 <0.5 <0.02
RS-506 255-260 <5 <0.001 <0.5 <0.02
RS-506 260-265 5 <0.001 <0.5 <0.02
RS-506 265-270 <5 <0.001 <0.5  <0.02
RS-506 270-275 <5 <0.001 <0.5  <0.02
RS-506 275-280 <5 <0.001 <0.5  <0.02
RS-506 280-285 <5 <0.001 <0.5 <0.02
RS-506 285-290 <5 <0.001 <0.5 <0.02
RS-506 290-295 <5 <0.001 <0.5  <0.02
RS-506 295-300 <5 <0.001 <0.5 <0.02
RS-506 300-305 <5 <0.001 <0.5 <0.02
RS-506 305-310 <5 <0.001 <0.5 <0.02
RS-506 310-315 <5 <0.001 <0.5 <0.02
RS-506 315-320 <5 <0.001 <0.5 <0.02
RS-506 320-325 <5 <0.001 0.5  <0.02
RS-506 325-330 <5 <0.001 <0.5 <0.02
RS-506 330-335 <5 <0.001 <0.5  <0.02
RS-506 335-340 <5 <0.001 20.5 <0.02
RS-506 340-345 <5 <0.001 <0.5  <0.02
RS-506 345-350 <5 <0.001 <0.5 <0.02
RS-506 350-355 <5 0.001 20.5  <0.02
RS-506 355-360 <5 <0.001 <0.5 <0.02
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AMERICAN ASSAY LABORATORIES = f\merican
ANATLYSTS REPORT SPOL8S8I1I33 ====y Assav
CLIENT : HECLA MINING COMPANY = l.aborat(lfies
PROJECT : ROSEBUD
REFERENCE : RS-506
REPORTED : 22 AUG 2000
Aﬁ Aﬁ(R) Au(0Z) Au(RZ) Ag Ag(0Z)

FA30 FA30 FA30 FA30 D210 D210
SAMPLES prb ppb OBRL OPT ppm OPT
RS-506 360-365 <b <0.001 <0.5 <0.02
RS-506 365-370 10 <0.001 <0.5 <0.02
RS-506 370-375 <5 <0.001 <0.5 <0.02
RS-506 375-380 <bH <0.001 <0.5 <0.02
RS-506 380-385 <b <0.001 <0.5 <0.02
RS-506 385-390 <5 <0.001 <0.5 <0.02
RS-506 390-395 <b <0.001 <0.5 0.02
RS-506 395-400 <D <0.001 <0.5 <0.02
RS-506 400-405 <b <0.001 <0.b 0.02
RS-506 405-410 <5 <0.001 <0.5 <0.02
RS-506 410-415 <b <0.001 <0.5 <0.02
RS-506 415-420 <b <0.001 <0.5 <0.02
RS-506 420-425 <5 <0.001 - <0.5 <0.02
RS-506 425-430 <b <0.001 <0.5 <0.02
RS-506 430-435 <b <0.001 <0.5 <0.02
RS5-506 435-440 <b <0.001 <0.5 <0.02
RS-506 440-445 <b <0.001 <0.5 <0.02
RS-506 445-450 <b <0.001 <0.5 <0.02
RS-506 450-455 <b ' <0.001 <0.5 0.02
RS-506 455-460 <5 <0.001 <0.5 <0.02
RS-506 460-465 <b <0.001 <0.5 <0.02
RS-506 465-470 <b <0.001 <0.5 <0.02
RS-506 470-475 <5 <0.001 <0.5 <0.02
RS-506 475-480 <b <0.001 <0.5 0.02
RS-506 480-485 <b <0.001 <0.5 <0.02




iﬁ%ﬁﬂé@? SLAB%(;;%S]’RT SPOS5S8133 E Ammg:'y'
CLIENT : HECLA MINING COMPANY == Laboratories
PROJECT ROSEBUD
REFERENCE RS-506
REPORTED 22 AUG 2000

| Au  Au(R) Au(0Z) Au(RZ) Az Ag(0Z)

FA30 FA30  FA30  FA30 D210 D210

SAMPLES ppb ppb OPT OPT ppm OPT
RS-506 485-490 <5 <0.001 <0.5 <0.02
RS-506 490-495 <5 <0.001 <0.5 <0.02
RS-506 495-500 5 <0.001 <0.5  <0.02
RS-506 500-505 <5 <0.001 <0.5 <0.02
RS-506 505-510 <5 <0.001 <0.5 <0.02
RS-506 510-515 <5 <0.001 <0.5 <0.02
RS-506 515-520 <5 <0.001 0.5  <0.02
RS-506 520-525 <5 <0.001 <0.5 <0.02
RS-506 525-530 <5 <0.001 0.5 <0.02
RS-506 530-535 <5 <0.001 <0.5 <0.02
94952 2107 0.061 42.2  1.23
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AMERICAN ASSAY LABORATORIES e j == American
4&11£&IJYTESJZE5 REPORT SPOo58133 =====
» — Assay
o == Labhoratories
PO BOY 11530
REND NV, USA
Ph.{775) 336-0608, Fax.(773) 154-1413
HECLA MINING COMPANY
COPIES TO - BRIAN MORRIS
« KURT ALLEN
CLIENT REFERENCE No: RS-506 RECEIVED 8 AUG 2000
No. SAMPLES : 61 REPORTED 1 22 AUG 2000
MAIN SAMPLE TYPE . DRILL CUTTINGS

NEVADA LEGISLATIVE DISCLAIMER :-

The results of this assay were based solely upon the content of the
sample submitted. Any decision to inveat should be made only after
the potential investment value of the claim or deposit has been
determined based on the results of assaye of multiple samples of
geological materials collected by the prospective investor or by a
gqualified person selected by him and based on an evaluation of all
engineering data which is available concerning any proposed project.

ANALYSIS ANALYTICAL METHOD QUALITY PARAMETER UNIT DETECTION
Au FA30 ' 15% ppb b
Au(R) FA30 15% pob 5
Au(0Z) FA30 15% OPT 0.001
Au(RZ) FA30 15% ' OPT. 0.001
Ag D210 10% - - ppm 0.5
— RelO7 D210 10% QpPT 0. 02
ol
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Ty T Lpoguonze === American
T SPO58133 S
= | Assay
qumm e e = taboratores
REFERENCE . RS-506
REPORTED . 22 AUG 2000
Au -Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)

FA30  FA30  FAS0  FA30 D210 D210
SAMPLES prb - ppb OPT OPT ppm QPT
RS-506 235-240 <5 <0.001 <0.5 <0.02
RS-506 240-245 <5 <0.001 <0.5 <0.02
RS-506 245-250 <5 <0.001 <0.5 <0.02
RS-506 250-255 <5 <0.001 <0.5 <0.02
RS-506 255-260 <5 <0.001 <0.5 <0.02
RS-506 260-265 <5 <0.001 <0.5 <0.02
RS-506 265-270 <5 <0.001 <0.5 <0.02
RS-506 270-275 <5 <0.001 - <0.5 <0.02
RS-506 275-280 <5 <0.001 <0.5 <0.02
RS-506 280-285 <5 . 20.001 0.5  <0.02
RS-506 285-290 <5 <0.001 <0.5 <0.02
RS-506 290-295 <5 <0.001 <0.5 <0.02
RS-506 295-300 <5 <0.001 <0.5 <0.02
RS-506 300-305 <5 <0.001 <0.5 <0.02
RS-506 305-310 <5 <0.001 <0.5 <0.02
RS-506 310-315 <5 <0.001 <0.5 <0.02
RS-506 315-320 <5 <0.001 <0.5 <0.02
RS-506 320-325 <5 <0.001 <0.5 <0.02
RS-506 325-330 <5 <0.001 <0.5 <0.02
RS-506 330-335 <5 <0.001 <0.5 <0.02
RS-506 335-340 <5 <0.001 | <0.5  <0.02
RS-506 340-345 <5 <0.001 0.5 <0.02
RS-506 345-350 <5 <0.001 <0.5 <0.02
RS-506 350-355 <5 <0.001 <0.5 <0.02
RS-506 355-360 <5 <0.001 <0.5 <0.02
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AME JCAN ASSAY LABORATORIES =mmmw  American
AT.YSTS REPORT SPO58133 =
] Assay
CLIENT . HECLA MINING COMPANY == Laboratories
PROJECT - ROSEBUD
REFERENCE . RS-506
REPORTED . 22 AUG 2000
“Au  -Au(R) Au(0Z) Au(RZ) Ag Ag(0Z)

FA30 FA30  FA30  FA30 D210 D210
SAMPLES ppb ppb OPT OPT DD OPT
RS-506 360-365 <5 <0.001 <0.5 <0.02
RS-508 365-370 10 <0.001 <0.5 <0.02
RS-506 370-375 <5 <0.001 <0.5 <0.02
RS-506 375-380 <5 <0.001 <0.5 <0.02
RS-506 380-385 <5 <0.001 <0.5 <0.02
RS-508 385-390 <5 <0.001 <0.5 <0.02
RS-506 390-395 <5 <0.001 <0.5  <0.02
RS-506 395-400 <5 <0.001 <0.5  <0.02

s
RS-506 400-405 <5 <0.001 <0.5( <0.02
RS-506 405-410 <5 <0.001 <0.5 <0.02
RS-506 410-415 <5 <0.001 <0.5 <0.02
RS-506 415-420 <5 <0.001 <0.5 <0.02
RS-506 420-425 <5 <0.001 ' <0.5 <0.02
RS-506 425-430 <5 <0.001 <0.5 <0.02
RS-506 430-435 <5 <0.001 <0.5 <0.02
RS-506 435-440 <5 <0.001 <0.5 <0.02
RS-508 440-445 <5 <0.001 <0.5 <0.02
RS-506 445-450 <5 <0.001 <0.5 <0.02
RS-506 450-455 <5 © <0.001 <0.5 <0.02
RS-506 455-460 <5 <0.001 <0.5 <0.02
RS-506 460-465 <5 <0.001 | <0.5 <0.02
g

RS-506 465-470 <5 <0.001 <0.5 <0.02
RS-506 470-475 <5 <0.001 <0.5 <0.02
RS-508 475-480 <5 <0.001 <0.5 <0.02

RS-506 480-485 <5 <0.001 <0.5 <0.02
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A@Xﬁé‘é’%éAB‘ﬁAﬁ:opRgsRT sSPO58133 — American
CLIENT : HECLA MINING COMPANY E L Assay-
PROJECT : ROSEBUD aboratories
REFERENCE : RS-506
REPORTED . 22 AUG 2000
"Au  Au(R) Au(0Z) Au(RZ) Ag Ag(02)

| FA30 FA30 FA30 FA30 D210 D210
SAMPLES i ppb ppb OPT OPT ppm OPT
RS-506 485-490 <5 <0.001 <0.5 <0.02
RS-506 490-495 <5 <0.001 <0.5 <0.02
RS-508 495-500 5 <0.001 <0.5  <0.02
RS-506 500-505 <5 <0.001 <0.5 <0.02
RS-508 505-510 <5 <0.001 <0.5 <0.02
RS-506 510-515 <5 <0.001 <0.5 <0.02
RS-506 515-520 <5 <0.001 <0.5 <0.02
RS-506 520-525 <5 <0.001 <0.5 <0.02
RS-506 525-530 <5 <0.001 <o.5f <0.02
RS-506 530-535 <5 <0.001 <0.5  <0.02
94952 2107 0.061 | 42.2 1.23

! ; Page : 4




