2o a9

UNITED STATES BUREAU OF MINES 'i,.f/*‘ig
I
Tt+enm 9
PRELIMINARY EXAMINATION REPORT
State....... Nevada . .. . County.. . . Nye . . Mineral Products. Tungsten

Owner... Ce Ae Joseph ' Address......Tonopah, Nevada
Lessee or
Operator ... . Address

Location. About 12 miles northeast of Tonopah, in the San Antonio Mountains

1 sample across 6' face Nos 4 open cut assayed 0e¢55% WO3

1 n " 10t " center of cubt Noe 4 " 0426% W

1w LS T . ] #on f LIs) .231% WOB

1 " L o LI cut No. 3 " 0.16% W03

1 wogt o " Noe 4 " 063% W03 .
1 "33 m " Noe 7 " 0412% W03

History and production The property, consisting of 4 lode claims, was located in 1941 -
by Ce Ae Joseph, John K. Klaus, Chase Slater, Larry Dunchesky, and Edward Lewis.

Type Deposit (Goeolgy) Mineralization occurs along a granite-lime contacte Scheelite
occurs with garnet along the contacte Ore is exposed by open cuts up to a width of 35 fte

Mine Workings Nine open cuts cbmprise the mine workingse
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