' METALLURGICAL LABORATORIES, INC.

CHEMISTS | ® ASSAYERS e SPECTROGRAPHERS

L 0029 !
1142 HOWARD STREET ] SAN‘FRANCISCO, CALIFORNIA 94103 ] AREA CODE 415 863-8575
REPORT OF ASSAY
Submitted by Mr. P. J. Cutting Date : ‘
460 Tarn Way Augusi 1. 1975
Reno, Nevada 89507 :
Sample of
Minerals
P. O. No. Lab. No.
GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS. 1142
SAMPLE MARK TROY OUNCES VALUE TROY OUNCES VALUE % % %
NT 1 0.03 0.48
M 2 0.03 0.34
NT 3 0.13 6.47
MT 4 .04 0.33
MT 5 0.08 0.75
MT 6 0.15 10.58
Wr 7 0.15 4.77
MT 8 0.02 0.52
MT 9 1.33 5.10
MT 10 0.03 0.47
Mr 11 0.03 1.25
MT 12 0.04 .70
Mr 13 0.03 0.15
BZ 1 0.02 0.2%
BZ 2 {sack 1-2) 0.04 0.2}
RS 1 (sack 1-2) 0.16 0.66
RS 2 0.05 1.84
RS 3 0.02 0.17
‘ URGICAL LABORATORIES, INC.
ce: Mr, David LeCount Evans > ;
1700 Royal Drive Ay,

Reno, Nevada 89503




| METALLURGICAL LABORATORIES, INC. [ GO

SPECTROGRAPHERS

1142 HOWARD STREET . SAN‘FRANCISCO, CALIFORNIA 94103 L AREA CODE 415 863-8575
| REPORT OF ASSAY
Submitted by Me_ . J. Cutting P August 1, 1975
460 Tarn Way :
Reno, Nevada 89507 Sample of |
Minerals
P. O. No. Lab. No. 11_&2

= e N
Dyke 26 L #1 SE 0.02 0.27
1 0.02 0.25
2 SE 0.1 4.48
2 W 0.05 1.35
3 SE 0.02 .n
3¥ 0.07 0.03
4 SE 0.07 1.76
4w 0.05 0.28
» Dyke 50 L #1 0.07 3.85
¢ Center Cut 0.06 1.13
‘ #3 0.07 0.88
’ #4 0.09 4.15
SE DRift 1 0.07 1.65
Dyke 94 L SE Drift 2 0.10 6.66
# (1-2) 0.05 0.25
#4 0.05 0.18
#5 0.07 0.43
Glory Hole Tunnel #1 0.06 2.60

cc: Mr, David LeCount Evans
1700 Royal Drive
Reno, Hevada 89503

METALLURGICAL LABORATORIES, INC.
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1142 HOWARD STREET

SAN FRANCISCO, CALIFORNIA 94103 °

REPORT OF ASSAY

3

wTAI.I.URGICAL LABORATORIES, INC. CHEMISTS e ASSAYERS e SPECTROGRAPHERS

AREA CODE 415 863-8575

Submitted by Mr. P. J. Cutting Date August 1, 1975

460 Tarn Way 29507 ,

Reno, Nevada ' '

Sample of ,‘
ampe ol Minerals
P. O. No. Lab. No. 1142
GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.
SAMPLE MARK
. TROY OUNCES VALUE TROY OUNCES VALUE % % %

"

Glory Hole Tunnel #2
Main So. Tunnel #2
Main So. Tunnel #3
Lower So. Tunnel #6

005
0.05 "
0.03
0.09

0.47
0.50
0.14
0.38

cc: Mr. David LeCount Evans

1700 Royal Drive

Reno, Nevada 89503

METALLURGICAL LABORATORIES, INC.




METAI.I.URICA W.\:To]:T.N Lo [ PMI N[Ol CHEMISTS o ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET

SAN FRANCISCO, CALIFORNIA 94103

REPORT OF ASSAY

Submitted by Mr. David LeCount Evans

1700 Royal Drive

Reno, Nevada 89503

o AREA CODE 415 863-8575

Date  Augus$ 4, 1975

Sample of  Minerals

Lab. No. 1153 1-12

P. O. No.
MARK e R o o o %

stifert 1 040 .92
/" 6libert 2 .08 .03

Gilbert #3 .008 .05
 Dyke Mine #40-1 .080 1.68
. Dyke Mine #40-2 .350 6.51
. Dyke Mine #50-5 .080 4.93
. Dyke Mine #50-5A .080 11.46
. Dyke Mine #50-58 .055 .77
» Dyke Mine #50-6 065 1.08
. Dyke Mine #50-7 .020 RE
- Dyke Mine #50-8 140 3.74
. Dyke Mine #50-9 .10 2.75

: METLLLUR?WO%%TORIES, INC.




“ MTALLURG'CAL LABORATOR'ES, INC. CHEMISTS e ASSAYERS e SPECTROGRAPHERS

)

1142 HOWARD STREET L SAN FRANCISCO, CALIFORNIA 94103 . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. P. J. Cutting Date August 12, 1975
460 Tarn Way -
m; Nevada 89507 Sample of Minerals
Dyke Mine
P. O. No. Lab. No. 1180
GOLD, PER TON OF 2,'000 LBS. SILVER, PER TON OF 2,000 LBS.
SAMPLE MARK TROY OUNCES VALUE TROY OUNCES VALUE % % %
g
MT 14 . 0.07 0.24 -
MT 15 0.19 0.82 *
MT 16 0.025 0.57 »
MT 17 0.045 0.30 -
MT 18 0.08 1.80 -
MT 19 0.05 0.37 -
MT 20 0.075 0.08
MT 21 0.07 0.077
MT 22 0.085 0.30~
MT 23 0.03 0.317
MT 28 0.02 0.50 < |
Mill Area MTW #1 0,025 0.52 v/
2 0.025 | 02
3 0.025 0.29 ‘/
4 0.05 | 038
5 0.03 0.28 v
6 0.03% 0.40 v

cc: Mr. David LeCount Evans LLURGICAL LABORATORIES, INC.

1700 Royal Drive y: .
Reno, Nevada 89503 Wl 734 s e




METALLURGICAI_ LABORATOR'ES, |NC. CHEMISTS e ASSAYERS e SPECTROGRAPHERS
| ©

1142 HOWARD STREET ° SAN FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by ?6.& ;; ,ﬁ'wg;‘.‘m”g Date August 12, 1975
Reno, Nevada 89507 -
Sampleof  minerals
Dyke Mine
P. O. No. Lab. No. I;SQ
SAMPLE MARK GOLD, PER TON OF 2,000 LS. SILVER, PER TON OF 2,000 L8s.
TROY OUNCES VALUE TROY OUNCES VALUE % % %

J :

MIT1 Area MTW #7 0.03 0.30 ¥
8 0.025 032 ¥
9 0.025 0.19
10 0.03 1.45 ¥
n 0.035 2.26 ¥

MI11 Area GHT #3 0.015 2017
4 0.01 0.29 v
5 0.01 0.43 Y
6 0.005 0.38 v
7 0.03 0.48 v
8 0.02 1.2V
3 0.01 0.29 V
10 0.01 0.08 v
1 0.01 0.12v
12 0.035 1257
13 0.036 1.87 ¥/

Williams #1 7/28 1.17 h22.86 |

cc: Mr. David LeCount Evans
1700 Royal Drive
Reno, Nevada 89503

METAILLURGICAL LABORATORIES, INC.
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" METALLURGICAL LABORATORIES, lNC. CHEMISTS e ASSAYERS e SPECTROGRAPHERS

g 0
1142 HOWARD STREET ° SANV FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575
REPORT OF ASSAY
Submitted by Mr. P. J. Cutting Date August 12, 1975
460 Taran Way .
P. O. No. Lab. No. 1261
GOLD, PER TON OF 2,000 LBS, SILVER, PER TON OF 2,000 LBS.
SAMPLE MARK
TROY OUNCES VALUE TROY OUNCES VALUE % % %

4

1 G.@i? 0.25
2 0.0%5 0.13
3 0.19 4.36
4 0.15 6.67
5 0.17 12.70
6 0.81 3.52
7 0.03 2,69
Chris 1 1.31 144.58
Chris 2 0.65 97.56

cc: Mr. David LeCount Evans
1700 Royal Drive
Reno, Nevada 89503




