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TRENCH SAMPLE WIDTH %WO3
NO. NO.
& S10 5' 0.24%
" 509 3'  0.08%
" 508 S o W Jf F
" 507 3'  0.22%
" 506 3'  0.24%
" 505 3'  0.33%
" 504 3'  0.46%
A5 S AY S " 503 3V M2 %
# 502 3'  0.19%
TRENCH SAMPLE WIDTH 9%WOs3 " 501 3'  0.39%
NO. NO. " 500 3' 0.23%
sl 528 3' 0.22%
3 527 3 064% SHAFT 533  26' 0.1 %
a 526 3 0.54% " 532 26' 0.16%
" 525 3 0.19% " 53| 26' 0.10%
" 524 3 0.15% " 530 26' 0.09%
' 523 3 0.21% " 529 26' 0.12%
s2 542 3 0.01% S 522 4 0.04%
" 54| 3' 0.03% " 521 4' 0.01%
" 540 3 0.36% " 520 4" 0.23%
" 539 4' 0.01% " 5(9 3 0.07%
" 538 3 0.01% " 518 3 0.06 %
L 537 3 0.18% " 517 3' 0.07%
" 536 3 00 1% " 516 3'  0.04% /
0 20 40 60 80 " 535 3 0.01% " 515 3' 0.04%
(S e ™ e 534 3 0.01% . 54 3' 0.30%
SCALE OF FEET " 5I3 3' 0.05%
. 512 1" 0.18%
. 511 3' 0.14%
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