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Assay Results
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Telephone 363-3302 d ' ASSAY REPORT

---------------------- UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President
L. G. HALL, Vice President

Ming . N NI . T i G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary
Wattis Movetatn, Novede 0020 oo P. O. Box 1528
RESULTS PER TON OF 210 POUNDS x99 1979 Salt Lake City, Utah 84110
T A P MY e ) ot o [ [ K] e
Hg 2 [Hg lbe |

2301 Trace | None To.020 | 0.40
2 Trace | 0.2 0.105 | 2,10
3 Trace | Nome 0.030 | 0.60
4 0.170 | None 0.115 | 2.30
5 Trace | Nome 0.195 | 3.9
6 Trace | Fone ~ 0.355 | 72.10
7 Trace | NHome 0.025 | 0.50
8 Trace | Nome 0.075 | 1.50
9 Trace | 0.1 ©0.130 | 2,60
10 Trace | None 1,020 | 20.40
11 Trace | None 0.145 | 2.90
12 Trace | None 0.040 | 0.80
13 Trace | None 0.010 | 0.20
14 Trace | Nome ©.235 | 4.70
15 ' Trace | None 0.075 | 1.50
16 Trace | None 0.385 | 7.70




Telephone 363-3302 ‘nd

. ASSAY REPORT

8
"""""""" UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

L. G. HALL, Vice President

............... G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528

Salt Lake City, Utah 84110

NUMBER o Q0D IR D ] SO | tarunt | oae Cont or Cont. pi'fgfm L | st o—
' Wg X| Hg
87 91 Trace | Nome 0,020 | 0.40
2 Trace | 0.2 0.105 | 2.10
3 Trace | None 0.030 | 0,60
4 0,170 | Nome 0,115 | 2.30
5 Trace | Nones 0.195 | 3.%0
[ Trace | Nonme 0.305 | 7.10
7 Trace | Neone 0.025 | 0.50
5 Trace | None 0.075 | 1.50
9 Trace | 0.1 0.130 | 2.60
10 Trace | None 1.020 | 20.40
1 Trace | None 0.145 | 2.90
12 Trace | Neme 0.040 | 0.80
i3 Trece | None 0.010 | 0.20
14 Trace | Nome 0.235 | 4.70
15 Trace | None 0,075 | 1.50
16 Trace | None 0.38% | 7.70
g PR T e e L e S S s
// ...............
152,00 5/ C é/fu—&oq
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nene
none
none

of Bira |Clain short alr rig holes)
none '
none
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none
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none
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THE COuDOR CORPORATION

Assay Results
April 25, 1970

Sample # Geld (ezs/ton) Silver (ezs/ton)

Wﬂg
T 15=20 0,036

20-25 0.024
25«30 trace
30-35 trace
35=40 trace
LO=45 trace
L,5=-50 trace
50=55 trace
5560 trace
60=65 trace
65-70 trace
70-75 trace
75-80 trace
80-85 trace
25-90 nil
90-95 nil
95-100 nil
100-105 ail
105-110 nil
110-115 trace
115-120 trace
120-125 trace
125-130 trace
130-135 trace
135=-140 trace
140-145 trace
145-150 trace
150-~155 trace

=151

. 20=25 trace
25-30 trace
30-35 trace
35=-40 nil
=45 ail
4L5=50 nil
50=55 nil
55=60 ail
60-65 nil
65-70 ail
T0-75
75=-80
20-25
85-90
90-95

J5=95=100
100-105
105-110

[ ] [ ] »
£Yed

COOOL0LPPPP00Q
PREVAREES

SSRRVBRPRRRBREE RuvpssERuRBREES

0
0
0
0
0
0
0
Q.
0
0
0
0
0
0
0

OOOOOOO?OOOOOO

NHHO
*» & o
N&




THE CORDOR CURPQHATION

Assay Results

May 1, 1970

Sample # Gold (ozs/ton) Silver (oza/ton)

DeMs 159 (Roseberry's Claims)
0 =10 trage
10=15 trace
15«20 trace
2Ne2s none
25«10 none
05 trace
A5wli0 none
0wk’ none
5«50 none
S0m55 none
55mb0 none
6065 none
65«70 none
T0=75 none

Gl none
5085 none
85«90 none
G0=95 none
Gh=l30 none
100«108 nons
108-110 Bone
110-115 none
115120 none
129.125 nono
125«1 30 none
1301135 none
135=140 none
140«145 none
145150 none
150155 none
155«160 none
160165 none
165170 none

{deepened)

=50 D076
50w5Y 0.070
5«60 0.048
60=hS .00
Tgﬁﬁa ) s
3«85 trace
35«90 0018
G095 trace
95wl 00 trace
100-105 04196
105«110 3164
110«115 2.084
115-120 2,088




Sample o gold (ozs/ton) silver (ozs/ton)

. DeDoHe 52 {(HBBBeRIAXIBEXBIHIXER) (Check soring of D.H, 52)
9 «15 0.010 D31
15-20 0.024 0.40
20-25 trace 0430
25«30 trace D20
I0=135 trace 0.16
35 K838 trace D22
more Lo come
(Pw
50L=520 none
820=540 none
540=560 none
567«580 nons
580-595 none
595610 none
610-52%5 none
625-640 none
640660 none
660680 none
680700 none
700720 none
720=TL0 none

795«805 none
305025 none

200220 none
220210 none
240260 none
260-280 none
280300 none
300=1320 none
320340 none
340360 none
360«380 none
380-400 none
400=420 none
bﬁﬂukhu none

$ﬁ~b9b none
L5S«LT2 nons
&7?-&92 none
L92«50l none

Zarl Smith « Chomist
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THE CONDOR CORPORATION

Assay Results

April 23, 1970

Semple # Gold (oze/ton) 8iiver (ozs/ton)

GP=8

858 S-865 none none

865-070 none none
870-817% none 0,08
875-8 none G.Ih
380-835 none Dol
885-890 none 016
890-895 none none
895-900,.5 none none

D H, 156 (coordinates L3068, 58298)

R = none s I 0 1Y
10=15 none Dol
15=20 none 0,10
20=25 trace 024
25«30 trace 030
30-55 0.010 0.32

trace D.28
anus trace 0.28
trace 0.20
trace D20
trace 0.24
trace .2&
trace 0430
D.,018 6.23
0.025 0.66
(Roseberry's Claims)
nons 0.08
none 0.08
none 0.10
none none
none none
none none
none none
trace 0.12
trace 0416
trace D16
none D.10
none 0.10
none 0.10
none 0.06
none 0.12
none ' 0.10
none D.12

Barl Smith - Chemist
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THE CONDOR CORPORATION

Assay Reau&ﬁg

April 22, 1970

Sample # Gold (ozs/ton) Silver (ozs/ton)

Do Ho G‘P-l O Oont.
none 0.18

140-1L5 none 0.18
145=150 none 0.20
150=155 none Q.22
155-160 none 0.16

D, H, 1%2 (coordinates 51188, 5431E)
- none 0426
10-15 none 0.28

15=20 none
20=25 trace
25«30 trace
trace
trace
none
none
none
none
none
none
none
none
none
none
. none
% (coordinates LLO2N, S5806E)
D. H, 155 (coordinates L34SN, 5789E)
0 =10 no sample
10-15 none
15=20 none
20=25 none
25m30 none
3035 none
none
none
none
none
trace
60~65 trace
65«70 trace
70=75 trace
75=80 trace
80-85 0,022
85~90 0.034
90~95 0.064
95=-100 0,028
100105 0.042




Sample # ’

Doy 137 (recccupied and deepened)

L5=50 0.0hk 0.40
50-55 0.468 1.47
55"‘60 0172 1&1‘?
60=65 0,060 1.02
65«70 0.054 056
70-55 trace 058
75«80 trace 0.50
85=90 0,190 2.03
90=95 0,246 2.72
DQH. GP"&

Gold (ozs/ton) S8ilver (ozs/ton)

4 none none

8310-835 none none

835~Bu0 none 0.08

B8L0-845 none D.12

5&5»8&8.5 none 0.12

Bg .5~853.5 none none
853.5-85845

none none

Barl Smith « Chemist
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. Sample gold (ozs/bon) giiver (ozs/ton)

Batty O'Well

Kinecaid 8B off

Yankes SW Select 0.08
Yank. SW 263-)1 0,06
Yank 8¢ 26313 0422
Yank. R 8W 273-1 0.12
Yank. R 5W 2732 0.1l
Yank, R W 2831 0.20
Yank, R 3w 283-2 1.09
Yank. L 5E 190 0.208
Yank., L. 8B 1951 0.20
Yank. L. HE 195"‘3 &016
Yank. L. HE 200=1 0e16
Yank. L. BE 200-2 0.85
Yank. NE 215 0,18
Yaok L. BE 270 D.2h

Barl Smith ~ Chemisbt




THE CONDOR CORPORATION
Agsay Results

April 21, 1970

Sample # Gold (ozs/ton) S8ilver (ozs/ton)

Welle
-l none 0.26
1015 none 0.28
15«20 0.28
2025 0.34
25w3m 0,36
0.30
0.26
Q.20
D22
De18
60=65 0.12
65=70 0.12
79-5% 0.16
G o 0.12
w85 : 0.10
@E*?O ] \ 0«1&
0=95 012

o Do, 1%14_
no sample - d -
go- >0 A AD
0«59 10" sample
5560
60-65
65=T0
70=75
B3
-85
85«90
90=95
95100
100-105
105-110
110115
115120
120-125
125«130
130-135

Barl Smith « Chemist




THE CONDOR CORPORATION
Assay Results

April 20, 1970

Gold (ozs/ton) S4iver (oza/ton)

none 0.18
none D.20
none 0420
none aolb
none 0.16
none

none

none

none

D.152

0,052

0,035

no sample -
none
none
none
none
none
none
none
none
none
none
none
none
none
none
none
trace
trace

01083

0.035

0.030

: trace

125-130 none

130-1135 none
more to come

Earl 8mith - Chomist




THE CONDOR CORPORATION
Assey Regults

Sample # Gold (oza/ton) Silver (ozs/ton)

Trace 3 .20
trace 0.20
trace Q.24
trace 0,36
trace g.%ﬁ
none Ds
none De20
none D.20
none 0.20
none 0.16
none g.%
none {
none 0.16
none Delly
none g~%ﬁ
nons »
none 0.10
none 0.10

95=100 none 0.08

100-105 none 0.10

108-110 none D.10

110115 none 0.18

115»1%& none 0.14

D'HS G‘! -

900 ,5«905 none D.12

905910 none

gigwg%g none

“ none
920~92§ none

none

none

trace
trace
trace
trace
trace
trace
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THE CONDOR CORPORATION

Assay Nesults

April 18, 1970

Semple # Gold ozs/ton Silver ozs/ton

B.H, 146

10-15 04020 Oelih
15=20 0.020 Dely3
20«25 trace 0.38
25«30 trace 038
30-35 trace D629
15«40 trace Oolih
Lo=45 trace 0.36
L5-50 trace Oe3l
50=55 trace a3k
55«60 trace 030
6E0=b5 trace 0436
65=70 trace 0.32
70«75 trace 0.32
?g-ﬁﬂ trace D.32
3085 trace 0e2
35«90 none 0.2
90=95 none 0430
95=100 none 0,22
100-108 none De22
105«110 none D.26
110-115 trace 0.28
115«120 trace De2l
DeHle 18

- trage
10=15 trace
15«20 trace
20=25 trace
25«30 trace
30=135 trace
15«40 trace
4Oelis trace
L5=50 trage
50=55 none
55«60 none
60mbS none
6E5=T0 none
T0=7% none
75«80 none
30«85 none
85«90 none
90=95 none
95108 (10°') none
105-110 none
110-115 none
115«120 none




THE CONDOR CORPORATION
ASSAY OFFICE

'TUSCARORA, NEVADA

Assay Results

Chemist




Telephone 363-3302 ASSAY REPORT

UNIOL’SSAY OFFICE, Inc.

C. WANLASS, President

¥ L. 6. HALL, Vice President
Mine ..The. Counder.-Corp. G. P. WILLIAMS, Treasurer

Box 288 GERALDINE A, WANLASS, Secretary

Battle Mountain, Nevada P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

March 4, 1970

R GOLD SILVER : LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBE Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

Per Cent || Per Cent

Hole 69
5-10
10-15
15-20
20-25
25-30
30~35
35-40
40-45

80-85
85-90
90-95
95-100
100-105
105-110
110-115
115-120




Telephone 363-3302
 ASSAY REPORT

UNION@SSAY OFFICE, Inc.

WANLASS, President

L. &. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O, Box 1528
RESULTS PER TON OF 2000 POUNDS March &, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

Hole 59
60-65
Hole 68
0-5
5-10
10-15
15-20
20-25
25-30
30-35
35-40
40-45
45-50
50-55
55-60
60-65
65-70
70-75
75~80
80-85
85-90
90-95
95-100
100-105'
105-110

110-115

115-120




g Hand -
Telephone 363-3302 Sample Serial 5552-5575 ASSAY REPORT

UNION &SSAY OFFICE, Inc.

WANLASS, President

i Cond L Tl RO i (SR N e O T L. €8 HALL, Vice President
i ..........v........Q!..-QQXPJ...----. T G. P, WILLIAMS, Treasurer

Box 288 GERALDINE A, WANLASS, Secretary
P. O, Box 1528

Salt Lake City, Utah 84110

T :
GOLD SILVER LEAD COPPER INSOL, ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Oref|  Per Cent Per Cent | Per Cent || Per Cent || Per Cont|| Per Cent Per Cent

Hole 64
90-95 Trace

Per Cent

95-100 Trace
100-105 || Traee
105-110
110-115
115-120
Hole 65
55~60
60-65
65-70

70-75

75-80
80-85
85-90
90-95
95-100
100-105
105~110
110-115
115-120
Hole 66
20~-25
25-30
30-35
35-40

Chardes s, B 7 i it oy ]




Telephone 363-3302

Hand
Sample Serial .3328=3351 ASSAY REPORT

UNION ‘SAY OFFICE, Inc.

WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
"GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

GOLD

NUMBER Ozs. per Ton

SILVER |
Ozs. per Ton

LEAD
Wet on Ore

COPPER INSOL. ZINC SULPHUR|| IRON LIME Per C
Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent i

Per Cent

Hole 61
None
None
Trace
None
None

None

None

None

None

None

None

Trace
Trace
Trace
Trace
Trace
Trace
Trace
Trace
Trace
Trace
Trace
Trace

Traece

None

None

0.2

Charges & b ORI e ST R T e
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Telephone 363-3302 Hand Sample Serial UNION ASAY OFFICE, IHC. '

W. C. WAEJLASS. Presi:.l!enf
G. HALL, Vice President
Mine . The Cender Corn, , &l
GEW

P. WILLIAMS, Treasurer
& Box 288 FLDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 .~ P.O. Box 1528

RESULTS PER TON OF 2000 POUNDS Fab. 6. 1970 Salt Lake City, Utah 84110

|
GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME
NUMBER Ozs. per Ton ! Ozs. per Ton ’ Wet on Ore|| Per Cont Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent Per Cent




% Hand
Telephone 363-3302 Sample Setal ASSAY REPORT

UNION &6SAY OFFICE, Inc.

WOWANLASS, President
: L. GP C-IVA:.II..."“GC@ 1|3residenf
Box 288 G. P. WILLI S, Treasurer
GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P, O. Box 1528

RESULTS PER TON OF 2000 POUNDS FEb. 12. 1970 saH, Lal(e CHY. Ui'ah 84110

‘ =
GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent Per Cent | Per.Cent

Hole 59
55-60 Trace
60-65 0.030
65-70 Trace
70-75 Trace
75-80
80-85

85-90
90--95
95-100
100-105
105-110
110-1135
115-120

125-130
ﬁole 66

0-5

Remarks

ol B R (e IR e SRR e S N e




Telephone 363-3302 Hand
Sample Serial ...5275-5300 ASSAY REPORT

O UNION &8SAY OFFICE, Inc.

W. N WANLASS, President
Mine ........ The Condor Coxp., . ST SR R e T g L. G. HALL, Vice President
Box 235 . G. P, WILLIAMS, Treasurer
Battle Mountain, Nevada 89820 GERALDINE A, WANLASS, Secretary
: »

P. O. Box 1528
Feb., 12, 1970 Salt Lake City, Utah 84110

RESULTS PER TON OF 2000 POUNDS

|
SRIGIEER GOLD SILVER LEAD || COPPER | INSOL. | ~ZINC || SULPHUR|| IRON |l LIME

]
Ozs. per Ton|| Ozs. per Ton l Wet on Ore|| Per Cent Per Cent Per Cent || Per Cent || Per Cent|| Per Cent| Per Cent

Per Cent

Hole 57

4550 (é,];

50-55 Trace

55-60 Trace

Charges:'s- 908 - v e o




Telephone 363-3302 Hand =
Hfrnsne Sample Serial 3250-5274 ASSAY REPORT

o UNION SAY OFFICE, Inc.

ANLASS, President
Mine ....... Tthandog' CO!'p. e i R R » S et R Pl o e e L B HALL, Vice President
Box 288 G. P. WILLIAMS. Treasurer

Battle Yountatn, Nevada 89820 GHRALDINGLA AHLAES Erca

RESULTS PER TON OF 2000 POUNDS r‘b. 12. 1970 Salt. Lake CH'Y, Utah 84110

NUMBER GOLD SILVER '= LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME Per Cent
Ozs. per Ton|| Ozs. per Ton|! Wet on Oref| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent

Hole 56
25-30 : 0.2

30-35
35-40 0'%,/’
40-45 :
45~50
50-55
55-60
60-65
65-70
70-75

75-80
80-85
85-90
90-95
95-100
100-105
Hole 57
0-5
5-10

10-15
15-20
20-25
25-30
30-35
35-40
40-45

Charges ST Y B RS VS e SR e




Hand
Sample Serial .....2223=3249 . ASSAY REPORT

UNION gaSSAY OFFICE, Inc.

. WANLASS, President
L. 6. HALL, Vice President
Box 288 ‘ G. P. WILLIAMS, Treasurer

. GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS  Feh, 12, 1970 Salt Lake City, Utah 84110

GOLD SILVER | LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME

NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

Hole 53

45-50 Trace 0.3
50-55 Trace 0.2
55-60 Trace 0.4
60~65 Trace
65-70 Trace
70-75 0.010
75~-80 Trace
80-85 Trace

Hole 54
0-5

5-10
10-15
15-20
20-25
25-30
30-35
35-40
Hole 55
0-5
5-10

10-15
15-20
Hole 56
0-5

Charits Sl e v hi L i R s ROl S U s iy e S R




Telephone 363-3302 Hand
’ Sample Serial .. 4890=4915 ASSAY REPORT

UNION @RSAY OFFICE, Inc.

: ANLASS, President
The Gondm;_“Cerp. L. G. HALL, Vice President
Box 288 . P. WILLIAMS, Treasurer

) GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS

Feb. 10, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON 7 LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent

Per Cent

Hole 32
25-30

30-35

35-40
40-45
45-50
50-55

55-60
60-65

65~70
70-75
75-80
80-85
85-90
90-95

95-100

100-105
105-110
Hole 353

0-5

Remarks

Charges $ WM St s e T e T T




: : Hand
Telephone 363-3302 ASSAY REPORT

UNION WAY OFFICE, -Inc. -

ANLASS, President

L G. HALL, Yice President

G. P WILLIAMS Treasurer
GERALDINE A. WANLASS, Secretary

“P. O.Box |528 .
Feb, 9, 1970 Salt.Lake City, Utah-84140.. ..

e =
i OoLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
: NU.MBER. : Ozse.'por Ton|| Ozs. per Ton|| Wet on Orelf Per Cent Per Cent Per Cent Per Cenit || Per Cent|| PerGCent| _Per Cent Pe.r Cent

RESULTS PER TON OF 2000 POUND{:

Biains,

Hole 50 B s




Telephone 363-3302 Hand
5 Sample Serial ... 4699-4728 ASSAY REPORT

' ' UNION SAY OFFICE, Inc.

WANLASS, President

Mins =N . CORRNE BN .0 e L L "G HALL, Vice President
Box 288 G. P. WILLIAMS, Treasurer

GERALDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Feb. 9' 1970 Salt Lake Cify, Utah 84110

NUMBER GOLD SILVER [: LEAD COPPER INSOL. ZINC SULPHUR IRON LIME P Cani
Ozs. per Ton|| Ozs. per Ton|! Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent 2

Hole 48 75-80 Trace 0.3
80-85 Trace 0.1
85~90 Trace 0.4

90-95 ' 0.4
95-100 0.4
100-105 0.2
105-110 0.2
110-115 None
115-120 |m None
Hole 49 0-5
5-10
10-15
15-20
20-25
25-30
fole 50 0<5
5-10

10-15
15-20

I s




Telephone 363-3302 Hand 7
Sample Serial 0= ASSAY REPORT

UNION AY OFTICE, Inc.

ANLASS, PresudeM
i
Box 288 A | , Treasurer
i GERALDINE A. WANLASS, Secretary
Rittle Mountain, Nevada 89820 P. O. Box 1528

o b e e R [ P | L Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| - IRON LIME

Ozs. per Ton|| Ozs, per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

NUMBER

Hole 46
0-5 None 0.2

3-10 None Hone

10-15 None None

15-20 None

20-25 None

25=30 None
Hole 47




Telephone 363-3302 Hand
- dres Sample Serial ... 4332-4385 ASSAY REPORT

i UNIONAASSAY OFFICE, Inc.

" WANLASS, President

L. G. HALL, Vice President

G. P, WILLIAMS, Treasurer
GERALDINE A, WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

Feb, 6, 1970

e cotp | siver | LeaD | copper | INsOL. | zINC [ SULPHUR|| IRON | LME | o oo | b cons
Ozs. per Ton|| Ozs. per Ton| Wet on Orel|  Per Cent Per Cent | PerCent || PerCent || PerCent| Per Cent| '°" 2" Srvaun

Hole 43
0~-3
5-10
10-~15
15-20
20-25

25-30
30-35
35-40
40-45

R

g ¥

60-65

65-70
70-75
75-80
80~85
85-90
90-93
95~-100
100-103
105-110
110-115
115~120

Remarksh i il R X 5 e e RN e T L i R D A S S S e S R R R S e L TSR o e i D e

Charges ... B4,00.... A e eI B Wj o et o




Telephone 363-3302 Hand
e Sample Serial > ASSAY REPORT

o UNION &SSAY OFFICE, Inc.

¥ WANLASS, President

e = & : : ) :
M 2. 3he Sdnder - Coxp, = oo . e B R X L. . HALL, Vice President
fns L G. P. WILLIAMS; Treasurer

Box 286 GERALDINE A. WANLASS, Secretary
P. O. Box 1528

Feb. 6, 1670 Salt Lake City, Utah 84110

RESULTS PER TON OF 2000 POUNDS

i S |
GOLD SILVER || LEAD COPPER INSOL. ZINC SULPHUR{| IRON LIME
NUMBER Ozs, per Ton|| Ozs. per Ton i Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

Hole 43
45-50
50-55
55--60
60=65
65-70
70-75
75-80
80--85
85--90
9095
95-100
100-105
105-110
110-115
115~120
120-125
125-130
130--135
135-140




Telephone 363-3302

Mine ... The Condox Coxp. . .

Box 288

Hand ;
Sample Serial ... 4417-4503 ... ASSAY REPORT

WANLASS, President

L. G. HALL, Vice President

G, P. WILLIAMS, Treasurer
GERALDINE A, WANLASS, Secretary

P. O. Box 1528
Feb. 6, 1970 Salt Lake City, Utah 84110

O UNIONGASSAY OFFICE, Inc.

GOLD

NUMBER Ozs. per Ton

T T ¥
SILVER lj LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME

Ozs. per Ton{l Wet on Oreff  Per Cent Per Cent Per Cent || - Per Cent || Per Cent|| Per Cent Per Cent

Per Cent

Hole 42
0-5

Rengati Sy, L0 SN L Gt T e S iy L R O S A R B L e el o S e il ab e T o S e 1A DG BRI e

Charges 5. WML ok e N e




Telephone 363-3302 Hand
Sample Serial ..... 4437=4476..... ASSAY REPORT

@ UNION &SSAY OFFICE, Inc.

Y WANLASS, President
Mine : 0 b [ TR S T e Ll R L. &. HALL, Vice President
G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary
: P. O. Box 1528
RESULTS PER TCN OF 2000 POUNDS SaH' Lake CI*Y. U'I'ah 84110

Feb., 6, 1970

~ eowp | siLver LEAD | COPPER | INsoL. | ziNC || sutPHUR|]| 1RoN | LiME

Per Cent

i
Ozs, per Ton|| Ozs. per Ton i Wet on Ore]| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent

NUMBER

Per Cent

Hole 40

0-5

Charges $...70,00




Telephone 363-3302 Hand
elephone Sample Serial ... 3158-3784 ASSAY REPORT

. UNIONZSSAY OFFICE, Inc.

: ’ WANLASS, President
Diie o T BN By Rl L. T8 HALL, Vice President
Box 288 : G. P. WILLIAMS, Treasurer
‘ GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS F.b. 3' 1970 Salt Lake C|+Y. U+ah 84110

AR GOLD SILVER ”‘ LEAD | COPPER | INSOL. | ZINC [ SULPHUR| IRON || LIME | o
3 Ozs. per Ton|| Ozs. per Ton|| Wet on Orel|  Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent an

Per Cent

Hole 37

s

X8
2.4
0.6
1.3
1.0
1%
&8
0.5

0.5

0.5
0.2
0.7

R et ks, o s L R A e e e C B e e i o S

a3

Charges 5. RGO do el vl sl

7 = A




Telephone 363.3302 Hand
s Sample Serial .. 37283757 ASSAY REPORT

, UNION &SSAY OFFICE, Inc.

WANLASS, President
{2 HALL, Vice President

Mine ... he Condor Coxp,. .. ... ...
; G. F=WILLIAMS, Treasurer

Box 284 GERALDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Peb. 3’ 1070 Salt Lake CH‘Y\ Utah 841 10

2 T
GOLD SILVER || LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs, per Ton|| Ozs. per Ton|! Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || - Per Cent

Hole 35

0--5 Trace None

5-10 Trace None
10-15 Trace Hone
15-20 Trace None
20-25 Trace
25-30
30-35
35-40
40-45
45-50

e 36
0-5

5-10
10-15
15-20
20-25
25-30
30-35
35-40
40-45
45-50
50-55
55-60
60-65
65-70
70-75
75-80
80-85

85-90
90-95
95-100

Chérges 5. SR o o 00t on . s e e e




THE CONDOR CORPORTATION

Asgay Hesulbs

April 15, 1970

Sample # Gold {ozs/ton) 8ilver (ozs/ton)

DJH., GP-8

: TTi=105 none 0,08
785=790 none 0.14
790795 none 0410

Betty O Well

Yﬂ’ﬂku No"mv L-—l;’:f{;
Rel32

RZ13

R-ElB-B

Re2l 31

Yank, 1 R-223 S.W.
Yank. 8,4, 203-1
Yank, 2233

Yank, 22%«3 71=12"
833 L'J‘;Vio f’“nlﬂ*ll}
?ankaﬂ ﬁiWn 233"‘1
Yankee 5.,W. 233=1
Yankee 3.0, 233=2
Yankee 5,W. 233~k
Yankee 2L3-1
Yankee 2l 3«2
Yankes 5.W. 243-3
Yonkee B.W., 243l
25% Collar-63?
Yankee 5,0, 2532
Yankee 2533

D.H, 1@%
o =10
10-15
15«20
2025
25=30
30-35
35«40
L0=l5

Barl Smith - Chemist




O O

Sample # Gold ozd/ton 8ilver ozs/ton

9 DH. 107 Gont.
120-125 none
125130 none
130-1&5 none
135140 none
140=145 none
1&5-1§0 none
150=15% none
155-160 nonsa
160-165 none
165«170 none
170175 none
175180 none
180185 nene
185«199 none
190-195 none
195200 none
200205 none
205-210 none

D { ;%8
L3 - none

10«18 none
15=20 none
20=25 none
25«30 none
30«35 none
35=40 none
hﬂ-@ﬁ none
L5=50 none
5055 none
5% none
none
none
none
none
none
none
none
none
none
105-110 none
110«115 none

Hdarl Smith « Chemist




Sample # Gold (ozs/ton) ‘lmr {oza/ton)

DaHe 11? conit e

GSwl D0

100=105
105«110
110«115
115120
120-125
125«130
130w1135
135=140
140-1h5

p.H., 128

0 =10 trace
17=15 trace
1520 trace
20=25 trace
30-35 04010
3550 0,019
hf}*é,{ ;: D020
h5=50 2. 0k0
50mi5 2,060
55 whHO 0,050
ﬁﬁ-@ﬁ 3.030

D.H, 119

0 =10
10«15
15«20
20=25
25=130
30135
35«40

Dmlys
QQ*D)
50w
55 b))
6EOwhS
65«70
7_3-75
T5=80




o e

L

THE CONDOR CORPORATION

Assay Results
April 15, 1970

Sample # Gold (oza/ton) Silver (ozs/ton)

ﬁzH. gEE
-10 none O«

10=15 trace Q.28
15=20 trace 0.30
20=25 trace Je 38
25=30 trace Q358
20=3%5 none 0.2
% Jemldl) none 0.26
40=45 none Vel
45=50 none 0350
S50=55 none 0.350
55=00 none Qe 34
O ) none 0.28
none Q.32
none Q.32
none Q.26
none Q.26
none D.24
none V.28

0.030 Q.81
0.045 1.14
0.035 0.88
0.020 Q.68
trace U448
trace Qe 54
trace 0630
trace Q.32
trace Ue 26
trace 0«26
trace Ve S0
0.025 046
0.050 0«51
trace Q.44
trace Q.54
0.080 l.44
trace Q04
trace 0.88
trace Q.60

Barl Smith -« Chenist




O

IHE CONDOR CORFORATION
Assay Results

Date: March 11, 1970

Sample # Gold ozsfton Silver ozs/tom

D.H, 94

0 =25 no sample recovered

25«30 trace

3035 trace
trace
trace
trace
trace
trace
0.006
0,010
0,016

trace
trace
trace
trace
trace
trace
trace
trace
0.040
trace
0.090

D.H, 96

0 «15 trace
15=20 aone
20=25 none
none
none
trace
trace
trace
trace
trace
trace
trace
more to come

Earl Smith - Chemist




THE CONDOR CORPORATION
Assay Results

Date: Mareh 7, 1970

2;:@1. # Gold ozs/tom Silver ozs/tom

N.M, 31‘8 (r.m, 001“. M.BO

D.H. 89
0 =10 Trace 0.06
10<15 Trace 0,25
15=20 none 0.26
Trace
Trace
none
Trace
Trace
Trace
none
none
0,002
Trace
Trace
Trace 0.35

D.H. 90 mo samples recovered - wemt into old workings at 5°

D.H, 91
0 =10 0,002 0e54
10-15 Trace P
15-20 Trace 0.
20=25 Trace 0,30
25-130 Trace 0.30
30-35 ’ Trace 0.48
35-40 0.12 1.40

D.H, 92

0 =10 Trace
10=15 Trace
15=20 Trace
20=25 none
25«30 none
30=35 0,010
35=40 Trace




THE CONDOR CORPORATION

Assay Results
April 14, 1970

Sample # Gold (ozs/tom) Silver (ozs/ton)

D. Hom cont -
125:155 trace
130-135 trace
1355=140 trace
140-145 trace
145-150 none
150=155 none
155=-160 none
160-165 none
165-170 none
170-175 none
175-180 none
180-185 none
185-190 none
D.H. 142
"0 =10 none
10-15 none
15=20 trace
20=25 none
25=30 none
B0=i 5 none
A25=-40 none
40445 none
45«50 none
: ) none
none
none
none
trace
trace
0.015
0.010
0.044
0.062
100-105 trace
105-110 trace
110-115 none
115=-120 none
120-125 none
125=13%0 none
130=1355 none
135=-140 none
140-145 none
2nd Jig tails sample 0.03
grand rize high grade piece
ound on dump 1.93 562455

COC0
e e 0

B R F AR

O0.00LL

ccco
o o R
NEF

000
a9
T8

R

oo
ooooc:zo
n¥

FOOOOOOEOOHH
SPEBRBEBEERE

sari smith - Chemist




THE CONDOR CORPORATION
Assay Results

April 13, 1970

Sample # Gold (ézéltﬁn) Silves (ozs/foh)

% -10 trace O.24

10-15 trace 0.30
15=-20 trace Olt2
20-25 0.030 0.65
25=30 0.020 0.70
30=55 trace 0.66
35=-40 trace 0.52
L Jmls trace 0.58
45=50 trace 0.60
50-55 0.020 Q.58
55=-60 trace 0.56
0.050 1.15
0.040 0.98
0.070 1.03
Q.MO lcm
0.060 1.08

trace . 0.24
trace Q.32
trace Oetb2

trace 0.5

trace

trace

trace

- trace
45«50 trace
50-55 trace
55=-60 trace
00=-65 0.030
65=70 0.085
70-75 0.050
75=80 trace
80=-85 trace
85-90 trace
90-95 0.040
95«100 0.050
100-105 0.065
105-110 0.050
110-115 trace
115-120 trace
120=-125 trace
125=-13%0 trace
130=135 trace
135-140 trace

L]

BINNBRaEEEEYRLY

OOQCOCOCOHFOQCOCOOOO




Sample # Gold (ozs/tomn) silver (ozs/ton)

D.H, 135 '
-10 none 0.12

10-15 none O.14
15-20 none O.14%
20=25 nOne Q.14
25=%0 none 0.10
none 0.12
none O.12
none 0.10

none Q.22
none 0.20
none 0.16
none 0.20
none Je 30
trace 044
trace 0.48
trace Oe 5&
trace Q.52
trace 0.58
trace Q.80
trace 040

trace Q.44
trace 0.44
0.020 0.46
trace 0.52
none 0.08
none none
none none
none none

0.045 0.35
none none
none none
none none
none 0.08
none 0.08
none

trace

none
none
none
none
nomne
none
none
none

none
none
none
none




Gold (ozs/ton) Silver (ozs/ton)

none 0.24
none Q.24
trace Q0350
trace 0.26

0.028 035
trace 0.24
trace Q24
trace Q.28
none Q.28
trace Q.52
none 0.20
none Q.20
none Q.46
none 0.20
none 0.28
trace 0.28
trace 0.28
trace 0.38
trace O« 44
trace O34
trace 0«30
trace 0.56
95=100 trace 0.40
100-105 trace D48
105-110 trace Ueitdh
110«115 trace Q40
115=-120 trace 0.38
120-125 trace 0.38
more to come

Barl Smith - Chemist




THE CONDOR CORPORATI O

April 9, 1970

Semple # Gold (oss/tom) Silver (ozs/ton)

DeHle 130

3 =10
10«15
15«20
20=25

Ge3)
30w 35

’";-f;fs

45«50
w5
5 e
H3=b5
65«70
70=
5=t
30=35
S5=90
90=95
J 5=l 00
100«105

ettty O'deil

L=141 trace
Lel5ie53" trace
L1583 trace
=215 left rib
2" acroas Tinkald trace
‘w22Te1® on traceo
‘a2l tracoe
«250 trace
-h2 trace
w272 soross fsult 65 trace
240 trace
1Y face T2 Tault trace
Getohel 2 none

0 «}5

15«20
20=25




Sample & Jold {oss/ton) Silver (oza/ton)

. ﬁ.y‘i. 131 conb.

25«30
=5
3)-140
Lo=l5
L )"‘A_ J
e

3 w0
6065
O5«T2
TOo=T5
75«89
Dels
15«9

G el
75«130
107=105
105«110
110«115
115«120
122-125

elie 132

) =10
12«15
15«20
20=25
2530
10=35
5=l
Lo=l s
45=5
ke iyl
S
60=65
65«70
T0=75
T5=30
Deds
F=3
GI=H5
95=100
130105
105«110.
110115
115«120
120=125
125«130
130=135




Seeple old (Oﬁl/W) Jilver (oza/tm)

m}.i%b 1’32 Gmt-

135=140
140«145
145=150
150155

Lab .aeample
oaseberry's "
tailing pile

Barl ‘mith « Chemist




THE CONDOR CORPORATION
ASSAY OFFICE

TUSCARORA, NEVADA

Assay Results

Sample #

Chemist




THE CONDOR CORPORATION

As ‘esult

April 3, 1970

Semple dold (ozs/ton) Silver (ozs/ton)

Q.H. 125

0 =10
10«15
15«20
20—25
2:1-30

1508155
DN, 126

0 «10
10«15
15«20
20=25
25=30
30«35




Semple f Gold (oss/ton) Silver (ozs/ton)

. D.!i. 126 Gmtﬂ

I5=4;0 D.16
Lo=45 De22
w33 0.30
35«60 De26
60=65 0.32
6‘5.7 3 De 2&

o 0.16
;s-g D1k
20-85

Je22
35-90
9095

DeHo 127

J =10
10=15
15«20
20=25
25«30
30=35
15=40
E0el5
L5=50
30=55
_”':’, -63
H)eb
65-70
70=75
75«80
30=35
35«90
90=95
95«100
100=108
105110
110-115
115«129
120-125
125«130
130135

D.H, 128

0 «10
10=15
15«20
20=25
25=19
30«35




. Seample # Gold (ozs/ton) S8ilver (ozs/ton)

Do 128

35«40
Lo=li5
45«50
50=55
Sheb0
HI=bh
625-7;
70=7
75«80
%085
15«90
90«95
95«100

-‘).‘i.. &5‘!"-8

TLO=T45
T45«750
750=755
T755=«760
760=765
765-772
179777

Berl Smith -« Chemist




THE CONDOR CORPORAT.ICH

A5 %

Date: Hareh 31, 1970

sample # 30ld (ozs/tom) silver (ozs/tom)

D.He 123

7 «10
10=1i5
15«29
20mg 5‘
25«30
30=35
35«40
LO=ls
L5=30
30=55

5 5=60

6 lmia
6©5=70
70=75
75=80
30=535
15«90
G035
F5«107
100-105
105«110
110«i15
115«120
120=125
125«130
130-11%5
135«140

124

0 «10
1015




| . Sample # Silver (ozs/ton)

Dl 121‘ cont.

55260
60=b63
6570
70«75
75«

80=-85
85«90

93=95
95«100
190«105
105-110
110«115
115«120
120-125
125«130
130135
135140
140-145
145«150




THE CONDOR COHP QRATION

Assay Results
Date Mareh 30, 1970

Sample # Gold (ozs/ton) Silver (ozs/ton)

DJH, 122 cont.

45=50
50=55
J5wb0
60«65
65«70
70«75
75«80
30=36
35«90
90=95
95-100
100=105
105110
110-115
115«120
120-125
125-139
130«135
135«140

Tarl Smith =« Chemist




THE CONDOR CORPORAT.ON

. Asssy Hesults
Date: March 23, 1970

Semple # Gold (ozs/ton) Silver (ozs/tom)

D.H. 112

0-10

10-15
15=20
20-29
25-30

110«115
115120
120«125
125=130
130-135
135«140
145«150
150-155
155«160
160=165
165«170
170«175
175-180
180«185
185190
190e195
195=200




THE COSDOR CORPORATI ON

Assay lesults
Date: ¥arch 24, 1970

sample # gold (ozs/ton) Silver (ozs/tom)

D.He 115

D =15

15«20

Z20mg s

25«30

30=35

35«40

h’)-bﬁ % o ‘3- 36
Ls=53 0.38
505 2.38
55«60 De52
60=65 s Py Pl 0.64
65«70 : 0.7
70=75 D ob!
’1")5‘-80 QQSB
W5 0.56
35=90 0.60
- 95«100 D.S
100105

105110 O.Mk
110=115 .30
115120 040
120«125 3.ho
125“13‘3 0-
130=135 0.3
135«140 : : De 36
140«145 a 2 0.40
1“5‘150 ;).52
150155 0.61
155=160 { 3.96
160=165 04098 1.00
170=175 0.80
175-130 0.91
1 33"135 2.1“
190=-195 .48
195=270 1.73
230=205 : 0.95

mith = Chemist




THE CONUOR CO;JPOHA‘I‘.{?)N

Assay Results
Date: Mareh 25, 1970

Sample # Gold (ozs/ton) Silver (ozs/ton)

DeHe 114

0 «10
10=-15
15«20
2025
25«30
30=35
35«40
Lo=L5
45«50
50=55
55«60
60=65
65=T0
7075
75«50
D=85

RBarl Smith - Chemist




THE GOHDQR GORPORAT;OH
Assay B &

Date: Mareh 20, 1970

Sample # Gold (ozs/tomn) Silver (ozs/tomn)

D.H. 110

0 «10
10=15
15«20
20=25
25«30

D.H. 111

0 «10

1015 0.16
15«20 0.18
2025 0.20
30-35 0.21
I5=40 0.34
Lo=45 Je32
hS‘SD 9030
50'55 2 0.32
55=60 0.36
60=65 0.30
65=70 0.30
70-75 0026
75-80 0.22

Ear]l Smith - Chemist




THE CONDOR CORPORATION

Asssy fesults
Date: Marech 18, 1970

Sample # Gold (ozs/ton) Silver (oss/ton)

D.Hs 2107

0 =10
10-15
15«20
20=25
25=30
30-135
35-40

D.H. 108

0 «10
10-15
15«20
2025
2om3id

D.H. 109
0 -10

10-15
15=20

Earl Smith « Chemist




THE CONDOR CORPORATI ON .

Assay Results
Date: ¥arch 17, 1970

Ssmple # Gold (ozs/tom) Silver (ozs/ton)

D.H, 103

0 «10

10=15

15«20

2025

2530

30-35
S

60-65
65«70
70=75
75=00

. 80=85

D.H. 104

0 =10
10«15

15«20
20=25
25«30
30-35

5=440
hohs
D.H. 105

0 =10
10-15
15=20
20-25
25=30
30-35




. Sample 7 Uold Ozs/ton
D.I‘. 106

0 =10
1015
15-20
20-25
25«30
30«35

S0

O=15
45«50
50«55
55=60
60=65
65«70
70-75
75-80
80=-85
85«90
90=95

Eureka Wevada
Price ¥ine

. Quartz pieces 0090 2.55
Limonite gossen 0.130 2455
(Lead assay unsuccessful - unable to get lead button
due to lack of fine control on oven temperature)

Barl Smith - Chemist




THE CONDOR _CORPORATION

A!Il! i%olggs
Date: Mareh 16,1970

Sample # Gold (oss/ton) Silver (ozs/ten)

DHe ‘&’ oont.

70~
5=
30=85

Delle ‘98) conte

80=05
85«90
G=95
95-100
100-19%
105-110
110-115

» D.H. 100

0 «10
10=15
15-20
2025
25=30
30-35




D, 101 eont.
60=565
65«70
70«75
5-80
85«90
931=95
95=100

x}.“. 132

0 «10
10=-15
15«20
2)=25
25«30
30=15
35«40
La=ys
L5=50
3Ne35
55«60
60«65
65«70
70=75

Barl Smith « Chemiast




THE CONDOR CORPORATION

Assay Results

March 12, 1970

Semple # Gold (ozs/ton)

Silver (ozs/ton)

D.H. 96 (cmto)

85-90
90-95
95-100

D.H, 97
0 «15

15-20
20-25






