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{ETURN POSTAGE GUARANTEED




SAMPLE NO. i PPM (Arsenic) PPM (Silver)

926 45 0.8
927 10
928 30

929 20
930 _ 15
431 < ' 10
932 ' 10
970 10
971 15
972 ’ | 15
973 10
974 10
975 25
976 10
977 : 25
994 20
995 10
996 15
997 10
998 10
999 , 35

1001 1 e

1002 - " : 10

1003 ‘ 10

1004 20

1005 10

1009 20




SAMPLE NO. PPM (Arsenic) PPM (Silver)

1010 30 0.5

1031 10 0.3

W - 15 * : 0.9

1021 85
1022 : 1.0
1023 : 1.3
1024 0.3
1025
1026
1027
1028
1053
1054
1055
1056
1057
1058
1059
1060
1064
1065
1066
1067
1068
1069
1071

1072




e

SAMPLE NO. Tk " PPM (Arsenic) PPM (Silver)

1073 20 ' Ll

1074 - 45 0.4

1075 40 2 3.3
1076 25 ' Sigs
1077 30 ' 0.7
1078 _ 15 1.0
1079 Faet ' 1.4
1080 ' 20 | 0.2
1081 ; 10 0.4
1082 15 0.5
1083 5 0.2
1084 0.3
1085 0.2
1086 o 0.5
1115 | 0.2
1116 : 1.4
1117 0.4
1157 ' o8y g
1158 1.4

1159 : 1.4




Mau}wm cg}oecfwﬁm}aéic jaéotaioz?

Mariposa, California 95338 WOodland 6-2591

Mrs, Lloyd King : 10/28/66 PM
1291 Fifth Street
Elko, Nevada 89801

Fire assay reports: Gold and Silver. Sample marks as follows:

Gold Silver

Value Value
@ $35.00 e $1,285

$2.275 ' $0.614
$1.575 $0.2827
$3.50 $0.1799

$0.875 $0.01285
$0.70 $0,0257
$1.05 : $0.34695

$1.575 $0.0257
$1.575 $0,01285
a0/ $0.4369
$0.70 $2.8784
$0,675 g0
$1.05 . §0.57825
$1.05 o $0,2827
-$0,70 $0.257
$0.525 i $0.4112
$0.525 $0.0771
$1.05 ' $0.4369
$0.875 | $0,257




.Mau;}aom é}aectwgm}aéic C,Zaéomtaty

Mariposa, California 95338 WOodland 6-2591
Mrs. Lloyd King(assay reports) (continued) 10/28/66 PM

Gold

Sample
“ mark

H-3 #2 L $1.079%

B-3 #3 $0.8224

B3 #5 ‘ ‘ $1.3621
H-3 #6 | ; $0.514
H-3 #7 , $1.4392

B3 48 | $l.822
H-3 #9 $0.771
H-3 #11 : ‘ 30,8224
H=3 #11 $1.028

H-3 #12 , $0.5911
H-3 #13 $1,0537
B3 #14 8.0
B4 #1 , | $0.8995
Hely #2 , $1.0537
Hely #l $1.285

Hely #5 $0.0771
Bl #7 | $0.514
$0.257

$0.2056

$0,2827

$1,0023

$0.3341




LABORATORY REPORT

Mau)aom é/'aedfwgm/oéic afaéomtat?

Star Route, Mariposa, California 95338
CHARGES: $5.00 Telephone WOQodland 6-2591
LAB NO. 9360 : Date 11/21/66
SUBMITTED BY: Qualitative Spectrographic Analysis

ELEMENTS FOUND
Mrs. Lloyd King AND ESTIMATED PERCENTAGE RANGE

1291 Fifth Street , v
Elko, Nevada 89801 OF CONGENTRATION

Not
ELEMENT ELEMENT Less
: Than %

Aluminum v Lithium Thallium
Antimony ; MagnesiumMg0 | 2,0 Thorium
Arsenic 0 ~ Manganese 004 | O Tin

Barium 0 Mercury Titanium
Beryllium Molybdenum - Tungsten
Bismuth Nickel Uranium
Boron Osmium Vanadium
Calcium as Ca0 Palladium AL
Cadmium Phosphorus Zirconium
Cesium Platinum Not det¢cted in 'RARE EARTHS:
Chromium Potassium 0,20 | O Cerium
Cobalt Rhenium Dysprosium
Columbium Rhodium Erbium
Copper 0 0 Rubidium Europium
Gallium Ruthenium Gadolinium
Germanium Scandium Holmium
Gold  Not detec; Silicon (as Si02) Lanthanum
Hafnium Silver Neodymium
Indium Sodium ) 0 Praseodymium
Iridium Strontium Samarium
Iron Tantalum Ytterbium
Lead 0 5 Tellurium | Yttrium

Remarks:

pcl'f'ully Submiﬁed
/

percent to ton (2,000 1bs.) ; ' 2. A / (Specfrographer)
30K . = W00 Lie ANGIT. e wwu SA SPECTROGRAPHIC I.ABORATORY

0.10% =2.0 Lbs. AVOIR.
001% =32 oz. AVOIR.

0.001% = 0.32 oz. AVOIR,
0.0001% = 0.032 oz. AVOIR.




LABORATORY REPORT

Mdtép(ﬁid éjﬂéCttOﬁtﬂ/?AiC ﬁaé&tafaty

Star Route, Mariposa, California 95338

CHARGES: $5,00 Telephone WOodland 6-2591

LAB NO. 9361
SUBMITTED BY:

Date 11/21/66
Qualitative Spectrographic Analysis

ELEMENTS FOUND SAMPLE MARK

Mrs. Lloyd Kin "
Bb L e AND ESTIMATED PERCENTAGE RANGE

1291 Fifth Street

Elko, Nevada 89801

OF CONEGENTRATION

Hole #2
Sample #8

ELEMENT

ELEMENT

Not
Less
Than %

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium
Gold
Hafnium
Indium
Iridium

Iron
Lead

«008
.002

0,30

006

0008

0.03
+006

Not detectpd in sanple

Lithium
Magnesium
Manganese
Mercury
Molybdenum

Nickel

. Osmium

Palladium
Phosphorus

Platinum Not detected in

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

0.20

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

RARE EARTHS:
Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

Respectfully Submitted,
/29 —4

depd o B Haunl (Spectrographer)

percent to ton (2,000 1bs.) .
; SA SPECTROGRAPHIC LABORATORY

1.0%  =20.0 Lbs. AVOIR.
0.10% =2.0 Lbs. AVOIR.
0.01% =32 oz. AVOIR.
0.001% =032 oz. AVOIR.
0.0001% = 0.082 oz. AVOIR.




LABORATORY REPORT

Mdti}?&éﬂ é/;ecfwyta/aéic C,Zaéotatoty

Star Route, Mariposa, California 95338

CHARGES: $5,00 Telephone WOodland 6-2591

LAB NO. 9362
SUBMITTED BY;

Date 11/21/66

Qualitative Spectrographic Analysis

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCGENTRATION

Mrs, Lloyﬂ King
1291 Fifth Street

Elko, Nevada 89801

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron

Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium
Gold Not detec]
Hafnium
Indium
Iridium

Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium

Palladium
Phosphorus

Potassium

"Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

Platinum Not deteécted in

0.10

Thallium
Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

Respecrfully Submitted
e,

percent to ton (2,000 Ibs.) : e a,’a/f? %ﬂljﬂ (Spectrographer)

1.0% = 20.0 Lbs. AVOIR. 77
. MARIPGSA SPECTROGRAPHIC LABORATORY

001% =32 oz. AVOIR.
0.001% =032 oz. AVOIR.
0.0001% = 0.082 oz. AVOIR.




LABORATORY REPORT

Matifom «::g/oeclfwﬁm/aéic afaéomtoty

Star Route, Mariposa, California 95338
Telephone WOodland 6-2591

& "Qualltatlve Spectrographic Analysis

CHARGES: $5,00
LAB No. 9363
SUBMITTED BY:

Date 11/21/66

Mrs. Lloyd King
1291 Fifth Street
Elko, Nevada 89801

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCGENTRATION

ELEMENT

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium

Gold Not detect

Hafnium
Indium
Iridium

Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

PlatinunNot deteg¢ted in

0.30

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

'RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks: -

Respec’rfully Submit
- (’ﬂ/,,?k’/a (e c,{,fuﬁtl (Spectrographer)

percent to ton (2,000 lbs.)
MARM{SA SPEC'I‘ROGRAPHIC LABORATORY

10%  =20.0 Lbs. AVOIR.
0.10% =2.0 Lbs. AVOIR,
0.01% =3.2 oz. AVOIR.
0.001% =0.32 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.




LABORATORY REPORT

Mau;/aom cgl;aeclfwgm/aéic agaéomtoty

Star Route, Mariposa, California 95338

CHARGES: $5,00 Telephone WOodland 6-2591

LAB NO. 9364
SUBMITTED BY:

Date 11/21/66
Qualitative Spectrographic Analysis

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE

Mrs, Lloyd King SAMPLE MARK

1291 Fifth Street

Elko, Nevada 89801

OF CONCENTRATION

Hole #2
Sanple #12

ELEMENT

ELEMENT

Not
More

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
.Gallium
Germanium
Gold Not detec
Hafnium
Indium
Iridium
Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver /
Sodium
Strontium
Tantalum
Tellurium

Platinum Not detected ir

0,10

Than %

0.15
0,06

Thallium
Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc

" Zirconium
'RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

percent to ton (2,000 lbs.)
1.0% =20.0 Lbs. AVOIR.
0.10% =20 Lbs. AVOIR.
0.01% =32 oz. AVOIR.
0.001% = 0.32 oz. AVOIR.
0.0001% = 0.032 oz, AVOIR.




LABORATORY REPORT

.Mazi/aam cgjaectwyta/aéic afaéomtot?

Star Route, Mariposa, California 95338

CHARGES: $5.,00 Telephone WOodland 6-2591

LAB No. 9365
SUBMITTED BY;

Date 11/21/66
Qualitative Spectrographic Analysis

Mrs. Lloyd King
1291 Fifth Street
Elko, Nevada 89801

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCENTRATION

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
‘Gallium
Germanium

Gold Not dete¢

Hafnium
Indium
Iridium
Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Potassium
Rhenium
Rhodium
Rubidium

~ Ruthenium

Scandium

Silver
Sodium
Strontium
Tantalum
Tellurium

Platinum Not detgcted ir

Silicon (as Si02)

/

0,10

Thallium

Thorium

Tin

Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium
RARE EARTHS:
Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

percent to ton (2,000 lbs.)
1.0%  =20.0 Lbs. AVOIR.
0.10% = 2.0 Lbs. AVOIR.
001% =3.2 oz. AVOIR.
0.001% = 0.32 oz. AVOIR,
0.0001% = 0.032 oz. AVOIR.

ReSpB;rfuIIy Subm
Lea ol

ed
2 V2V,

(Specfrographer)

MAmré’sA sreénoemmc LABORATORY




LABORATORY REPORT

Mati/oua é-/aecfwﬁm,ﬂpéic dfaéozafazy

Star Route, Mariposa, California 95338

CHARGES: $5+00 Telephone WOodland 6-2591

LAB No. 9366
SUBMITTED BY:

Date 11/21/66

Qualitative Spectrographic Analysis

ELEMENTS FOUND

Mrs, Lloyd King
y AND ESTIMATED PERCENTAGE RANGE

1291 Fifth Street
Elko, Nevada 89801

OF CONCGENTRATION

ELEMENT

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron

Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium
Gold
Hafnium
Indium
Iridium

Iron
Lead

.0008

0,01
«002

0.80

.m6

et A

0.05
.W6

Not de'be%ted in Jsa.nple

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver /
Sodium
Strontium

Tantalum
Tellurium

Platinum Not detécted in

0,20

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

Respectfully Submitted

Lo / I A 7%1#&% (Spedrographer)

percent to ton (2,000 1bs.)
CMARIPOSA SPECTROGRAPHIC LABORATORY

1.0%  =20.0 Lbs. AVOIR,
0.10% =2.0 Lbs. AVOIR.
001% =32 oz. AVOIR.
0.001% =0.32 oz. AVOIR.
0.0001% = 0,032 oz. AVOIR.




LABORATORY REPORT

.Mau;}aom é)oectwﬁmjaéw C,Zaéomtoty

Star Route, Mariposa, California 95338

CHARGES: $5.00 Telephone WOodland 6-2591

LAB NO. 9367
SUBMITTED BY;:

Date 11/21/66
Qualitative Spectrographic Analysis

ELEMENTS FOUND

ﬁ;ﬁ;}’:‘h‘“‘w‘sm AND ESTIMATED PERCENTAGE RANGE
OF CONGENTRATION

Elko, Nevada 83801

ELEMENT

ELEMENT

ELEMENT -

Aluminum
Antimony
Arsenic
Barium

. Beryllium
Bismuth
Boron

Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium
Gold Not detect
Hafnium
Indium
Iridium

Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium

Palladium
Phosphorus

PlatinumNot detgcted in

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

045

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

'RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

f}edfully Submih‘ed
b2y 47/ M
"MARIFGSA SPECTROGRAPHIC LABORATORY

percent to ton (2,000 Ibs.) (Spectrographer)

10% =200 Lbs. AVOIR.
0.10% =2.0 Lbs. AVOIR.
0.01% =32 oz. AVOIR.
0.001% =032 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.




LABORATORY REPORT

Mau'/aom c:g/aeciwym/oéic dfaéomioty

Star Route, Mariposa, California 95338

CHARGES: 5,00 Telephone WOodland 6-2591

LAB NO. 9368
SUBMITTED BY:

Date 11/21/66
Qualitative Spectrographic Analysis

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCGENTRATION Hole #3

Mrs, Lloyd King SAMPLE MARK
1291 Fifth Street

Elko, Nevada 89801

Sample #15

ELEMENT

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium  as Ca0
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium

.005
«0008

0.01
003

Gold Not detcctLd in

Hafnium
Indium
Iridium
Iron
Lead

Lithium
Magnesium Mg0
Manganese
Mercury
Molybdenum
Nickel

Osmium
Palladium
Phosphorus
Platinunot deteq
Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver

Sodium
Strontium
Tantalum
Tellurium

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

'RARE EARTHS:

Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium

Samarium
Yiterbium
Ytirium

Remarks:

Respectfully Submitged

- 7 'L).";‘ -
percent to ton (2,000 1bs.) ; // 4 A . ;/é{,d/;@/ (Spedrograﬂpher)
1.0% =20.0 Lbs. AVOIR. o # P moow"lc LABORAT
0.10% =20 Lbs. AVOIR. MARIPOSA SPE ORY
001% =32 oz. AVOIR. '
0.001% =0.32 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.




LABORATORY REPORT

Mauj}awa éf&(:tt&ﬁtd/ﬂéic C,Zaéa'mtot?

Star Route, Mariposa, California 95338

CHARGES: $5.00 Telephone WOodland 6-2591

LAB NO. 9369
SUBMITTED BY:

Date 11/21/66 PM
Qualitative Spectrographic Analysis

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCENTRATION

Mrs, Lloyd King
1291 Fifth Street
Elko, Nevada 89801

ELEMENT

ELEMENT

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium

1.5

Gold Not detectfd in s3mple

Hafnium
Indium
Iridium

Iron
Lead

.008
001

.008 | 0,02
002 | ,009

Lithium

Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Platinum Not detpcted ix

Potassium

Rhenium
Rhodium
Rubidium
Ruthenium

Scandium

Silicon (as Si02)

Silver
Sodium

_ Strontium

Tantalum
Tellurium

1.0

Thallium

Thorium
Tin
Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium

RARE EARTHS:
Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

percent to ton (2,000 1bs.)
1.0% = 20.0 Lbs. AVOIR.
0.10% =20 Lbs. AVOIR.
001% =32 oz. AVOIR.
0.001% =032 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.

ReSpecrfully Submitted

£ %{AJ,L&Z/

/ MARIPGSA SPECTROGRAPHIC LABORATORY

(Spectrographer)




LABORATORY REPORT

.Ma‘cl:/wéa, CS/'aecfwyta/aéic OZdAOMtOty

Star Route, Mariposa, California 95338

CHARGES: $5,00 Telephone WOodland 6-2591

LAB NO. 9370
SUBMITTED BY:

Date 11/21/66 PM
Qualitative Spectrographic Analysis

Mrs, Lloyd King
1291 Fifth Street
Elko, Nevada 89801

SAMPLE MARK
Hole #k

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONEENTRATION

Sample #6

ELEMENT

ELEMENT

ELEMENT

Not
Less

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron

Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium

.008
+002

045

+006
.ml

0,02
»008

Gold Not detected in sanple

Hafnium
Indium
Iridium
Iron
Lead

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus

Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

Platinum Not detgcted in

0.5

Thallium

Thorium

Tin

Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium
RARE EARTHS:
Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymium
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

Than % | Than %

percent to ton (2,000 lbs.)
10% =20.0 Lbs. AVOIR.
0.10% =2.0 Lbs. AVOIR.
001% =32 oz. AVOIR.
0.001% = 0.32 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.




LABORATORY REPORT

Mdtlf&éd C‘S}?éb’t‘togtdfétc afaéomfo'cy

Star Route, Mariposa, California 95338

CHARGES: $5,00 Telephone WOodland 6-2591

LAB NO. 9371
SUBMITTED BY:

Date 11/21/66 PM
Qualitative Spectrographic Analysis
SAMPLE MARK

Hole #4
Sample #8

ELEMENTS FOUND
AND ESTIMATED PERCENTAGE RANGE
OF CONCENTRATION

Mrs. Lloy'd. King
1291 Fifth Street
Elko, Nevada 89801

k)

ELEMENT

Not
Less
Than %

ELEMENT

Not
Less
Than %

Aluminum
Antimony
Arsenic
Barium
Beryllium
Bismuth
Boron
Calcium
Cadmium
Cesium
Chromium
Cobalt
Columbium
Copper
Gallium
Germanium
Gold

Hafnium

.003
«001

0.01
+003

Indium
Iridium
Iron
Lead

3.0

0.01

«005

0,05
0,01

Not detectied in sanple

Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Osmium
Palladium
Phosphorus
PlatinumNot det
Potassium
Rhenium
Rhodium
Rubidium
Ruthenium
Scandium
Silicon (as Si02)
Silver
Sodium
Strontium
Tantalum
Tellurium

0.30
0.03

«0007

Thallium
Thorium

Tin

Titanium
Tungsten
Uranium
Vanadium
Zinc
Zirconium
RARE EARTHS:
Cerium
Dysprosium
Erbium
Europium
Gadolinium
Holmium
Lanthanum
Neodymjum
Praseodymium
Samarium
Ytterbium
Yttrium

Remarks:

percent to ton (2,000 1bs.)
1.0% =20.0 Lbs. AVOIR.
*0.10% =20 Lbs. AVOIR,
0.01% =32 oz. AVOIR.
0.001% =032 oz. AVOIR.
0.0001% = 0.032 oz. AVOIR.

Res s ully Subm
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SAMPLE NO. Arsenic (PPM) : ; Silver (PPM)

949 10 0.8
950 20 0.4
951 5 0.8

1112 . 0.1

1113 ; : ! 0.3

1114 0.2
1115 : ; 0.2
1116
1117
1118
12027
1203
1204
1207
1208
1209
1271
1272
1273
1274
1275
1276
1277
1278
1326
1327
1328 -

1329




SAMPLE NO. ARSENIC (PPM) SILVER (PPM)

1330 5 1.4

1331 10 0.4




PPM  (Arsenic) PPM (Silver)

35 ' | 0.4
20 0.8
18 75 valk! 0.9
" 0.2
5‘
10
30
10
10
40
30
55
10
10

3
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SAMPLE NO. : o PPM (Arsenic) = PPM (Silver)

1139 fat 20 1.6

1140 . 20 . 0.7

1141 ‘ : 25 3 0.2

1142 : | 10 14 : 0.8

1143 R 1.8
1144 ‘_ / 0.9

1145 ‘

1179 _

1180

1181

1182

1183

1184

1185

1186

1187

1188

1189

1190

1191

1192

1193

1194

1195

1215

1216

1217

1218
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SAMPLE NO.

PPM (Silver)

1219
1220
1221
1222
1223
1224
1225
1226
1227
1228
1229
1230
1231
1232
1233
1234
1235
1236
1242
1243
1244
1248
1249
1253
1254

1255

1257

1258

5
5
5
10
30

20

0.3
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SAMPLE NO. '~ "'~~~ PPM (Arsenic) PPM (Silver)

1259 540 . 1.9

1260 ; 45
1261 35
1262 65
1263 10
1264 25
1285 ' ' 5
1286 5
1287

1288

1289

1290

1291

1292

1293

1294

1295

1296

1297

1298

1299

1314

1315

1316

1317

1318

1319

1320
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SAMPLE NO. _ 5 A a ’ ' PPM (Silver)

1321 : 5 0.7
1322 =5 0,2
1323 10 0.4
1324

1325

1332

1333

1334

1335

1336

1337

1399

1400

1401

1402
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~ "~_INDUCED POLARIZATION AND RESISTIVITY SUR:Y
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lcPHAR GEOPHYSICS LIMITED _ | T : z

JUCED POLARIZATION AND RESISTIVITY SURVEY
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GEOPLYSICS LIMITED e F .

UZATION AND RESISTIVITY SURVEY _ '
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PHAR GEOPHYSICS LIMITED

ED POLARIZATION AND RESISTIVITY SURVEY

PRUS MINES CORPORAT ..

TUSCARORA AREA=-ELKO CTY., NEVADA.
Scote—One-inche—300—Foet

NOTE LOGARITHMIC CONTOUR INTEAVAL
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Andesite intrusivg
Altered area

Andesite flow

LEGEND

Geochemical sample

Pattern of closely spaced fractures

Mineralized (quariz-filled) fracture

Fault, dashed where covered

Sirike and dip of bedding or flow lines

COMPILATION OF FACTUAL DATA

TUSCARORA, NEVADA

WRIGHT, DICKSON & JORDAN

et HOLT, Inc.

Mining & Mineral Exploration Consultants
Tucson, Arizona

DATA BY D. HINTZMAN

SCALE: 1"=500"




LEGEND

~= = -~ Fault, dashed where covered

. ——Ll—  Mineralized (quartz-filled) fracture

@ Diamond drill hole

Geochemical sample

e Strike and dip of bedding or flow

lines

CONPILATION OF FACTUAL
TUSCARORA, NEVADA

KING, INC.
HOLT, Inc.

Mining & Mineral Exploration Consultants
ot Tucson, Arizona :

" DATA BY D. HINTZMAN

SCALE: 1"=500"'

DATA

49500093






