Sample # ‘ Gold (ozs/ton) ."_’- (ozs/ton)

. D.H. 97 (oonto)

180185 none

D.H., 98

W
(=]

0 =10
10-15
15«20
2025
25=130

337 3 37

O?OOOOOOO
-
n

BR2

0.62
0
O.EZ
Q.
0.48
0.4l

80
80-85
85-90
90-95
95=100

Betty 0'Neil
L=-T0
L=
R-191

Tuscarora, Nevada




ASSAY REPORT

Tolephons 363.3302 i Ea UNION ASSAY OFFICE, Inc.

3 W. C. WANLASS, President
}

£ g L. 6. HALL, Vice President
M'M&'“E&Bdﬂr'“coxp" """""""""""""" ’ ' P. WILLIAMS, Treasurer

Battle Hountain, Nevada 8 0 LDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS ooy 17, 1969 Salt Lake City, Utah 84110

R GOLD SILVER LeaD || copper | INsoL. | ziNnc | suLPHUR| 1Ron | LIME
Qzs. per Ton|| Ozs. per Ton || Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent| Per Cent

Per Cent

Remarks

Charges $




ASSAY REPORT

Telephone 363-3302 Hand 3Mple Serial.. 40731-40742 UNIO.ASSAY OFFICE, Inc.

W. C. WANLASS, President

" - L. 6. HALL, Vice President

Mine The Cendor Coxp. G. P. WILLIAMS, Treasurer
Box 238 GERALDINE A. WANLASS, Secretary

Battlie Mountain, Hevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS M. ‘, 1969 SaH' Lake C“‘y. U‘rah 84110

NUMBER GOLD E SILVER LEAD COPPER INSOL. ZINC SULPHUR| [RON LIME
Ozs. per Ton | Ozs. per Ton i Wet on Ore|| Per Cent Per Cent Per Cent Per Cent | Per Cent || Per Cent

Per Cent || Per Cent

0.030 | 1.6
¢.700 | 1.9
0.060 | 0.5
0.870 | 1.2
1.175 | 6.8
0.060 | 1.1
0.050 | 0.8
0.300 | 0.3
Trace | None
0,010




~ ASSAY REPORT

Telephone 363-3302 Hand Sample Serial §1654-41663 UNION ASSAY OFFICE, InC.
! W. C. WANLASS, President
!, G. HALL, Vice President
Mine Ihﬁ...ﬂnndﬂz..ﬂnr.pA . ‘DP. WILLIAMS, Treasurer
Box 288 G INE A. WANLASS, Secretary

Battlemountain, Nevade 89820 P O, bex {528
RESULTS PER TON OF 2000 POUNDS Dee. 12, 1969 Salt Lake City, Utah 84110

NUMBER GOLD I SILVER l LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME Per C Per C
Ozs. per Ton | Ozs. per Ton | Wet on Orel| Per Cent Per Cont || Per Cent | PerCent | Per Cent || Per Cent | '°" “ont b

32




Telephone 363-3302 Hand ASSAY REPORT

& £ 35258-35274
\ Sf’e i UNIONa&SSAY OFFICE, Inc.

. WANLASS, Presi‘ccllem‘

: The Condor Corp. L. G. HALL, Vice President

Mine .......... 455 wubverd = My et D ............................................................................... G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

Oct

€

GOLD SILVER LEAD COPPER SULPHUR IRON LIME Per Cent ParCant
Ozs. per Ton || Ozs. per Ton | Wet on Ore|| Per Cent Per Cent || Per Cent || Per Cent Arisen bl

Trace . None

Trace 02

Trace None

Trace None

Trace None

None None

None None

Trace None

Trace None

None None

None None

None None

Trace None

Trace None

Trace None

None None

None 0.1

51.00
T R S RN e S S B N S e U N SO, AR SR R ST A ST




Telephone 363-3302 Hand 40566-40582 ASSAY REPORT

g UNTOMSSAY OFFICE, Inc

. WANLCSS. ;resijen‘r
L. G. HALL, Vice President
Mine ... The Condor Corp, &. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR ‘ IRON LIME
NUMBER Ozs. per Ton || Ozs. per Ton ||Wet on Orel| Per Cent Per Cent | Per Cent Per Cent || Per Cent || Per Cent Per Cent || Per Cent

1-4

115-120 Trace 1.1
120-125 Trace 0,8
125~130 Trace 0.9
130-135 Trace 0.9
135-140 Trace
140-145 Trace
145-150 Trace
150-155 Trace
155~160 Trace
160-165 0.020
165-170 Trace
170-175 Trace
175-180 Trace
180-185 Trace
185-190 Trace
190-195 Trace
195-200

Charges $51.00




hone 363.33 d
Telephone 363-3302 g%ple Serial . A2048~42063 ASSAY REPORT

UNIONgSSAY OFFICE, Inc.

. }_\;VANLASS. Presi;lenf

Coandn: L. G. HALL, Vice President

...... T}‘Q on"n.r..c‘.’.zp......, G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Peei 17, 1969 Salt Lake City, Utah 84110

Mine

NUMBER GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR IRON LIME
Ozs. per Ton || Ozs. per Ton || Wet on Ore|| Per Cent Per Cent || Per Cent Per Cent || Per Cent || Per Cent

32
70-75 0.3

Per Cent Per Cent

75-80 ‘ 0.1
80-85 0.3
85-90 i
90-95 0.6
95-100 1.4
100-105 0.8
105110 0.2
110-115 0.2
115-120 0.2
120-128 None
125-130
130-135
135-140
140-145
145-150




Telephone 363-3302 : ASSAY REPORT
| e o F b, OFFICE, Inc.

. WANLASS, Presi;]enf

L. 6. HALL, Vice President

o T T N AN s A A e G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Jan. 20, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME

NUMBER Ozs. per Ton || Ozs. per Ton | Wet on Oref| Per Cent Per Cent || Per Cent || Per Cent || Per Cent || Per Cent

#24
85~90 Trace None

Per Cent Per Cent

90-95 Trace None
95-100 Trace 0.2

100-105 Trace None
105-110 Trace Noen
110-115 Trace None
115-120 Trace None
126-125 Trace None
125=130 Trace NHone
130--135 0.020 None
135-140 Trace None
140~145 Trace None
145-150 Trace None
150-155 Trace
155-180 Trace
160-165 Trace




Telephone 363.3302 ASSAY REPORT

UNION.ASSAY OFFICE, Inc.

. WANLASS, President
L. G. HALL, Vice President

Mine The Condor. Corp. G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

_.Battle Mountain, Nevadas 89820 . . . . P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110
Jan. 20, 1970

GOLD SILVER LEAD | COPPER SULPHUR | IRON | LiME £
NUMBER Ozs. per Ton || Ozs. per Ton ||Wet on Orel| Per Cent Per Cent || Per Cent || Per Cent Per Cent Per Cent

None
None
None
None
None
None
None
None
None
None
None

None




Telephone 363.3302

Mine ....The. Condor. Corp.

Box 288

RESULTS PER TON OF 2000 POUNDS

UNIONGSSAY OFFICE, Inc.

. WANLASS, President
L. &. HALL, Vice President
G. P. WILLIAMS, Treasurer

Jan. 20, 1970

ASSAY REPORT

GERALDINE A. WANLASS, Secretary

P. O. Box 1528

Salt Lake City, Utah 84110

NUMBER

GOLD
Ozs. per Ton

SILVER
Ozs. per Ton

LEAD
Wet on Ore

COPPER
Per Cent

INSOL.
Per Cent

ZINC
Per Cent

SULPHUR
Per Cent

IRON
Per Cent

LIME
Per Cent

Per Cent

Per Cent

G-P-3-1
130-135
135-140
140-145
145-150
150155
155-160
158-163
163-167
167-171
171-175
175-180
180-185
185-190
190-195
195-200
200-205

205-209

Charges $59'50




Telephone 363-3302 Hza
elephone 363 S‘e Serial 43112-43126 ASSAY REPORT

UNIONQ;SAY OFFICE, Inc.

WA C.' WANLASS, President

L ¥ L. G. HALL, Vice President

Mine....XE8 OOUARE SRPR oo e L G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Dec. 31, 1969 Salt Lake City, Utah Sfll 10

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR IRON LIME
Ozs. per Ton || Ozs. per Ton ||Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent

NUMBER Per Cent Per Cent

B~2 20-30 Trace | None
30-40 0.005 | None
40-45 Trace | None
45-50 Trace | None
50-55 Trace |None

55-60 Trace | None

60-65 Trace |None

65-70 Trace |None
70~77 Trace
77-82 Trace
82-85 Trace
85-90 Trace
90-95 Trace
95-100 Trace

100-105 Trace




Telephone 363-3302 g;t{k Sorial _ 40548-40565 ASSAY REPORT

' UNIONGSSAY OFFICE, Inc.

= C. WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

Battle Mountain, Nevada _29329 ___________________ P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Dée. 2, 1969 Salt Lake City, Utah 84110

NUMBER GOoLD SILVER LEAD || COPPER [ INSOL. [ ZINC | SULPHUR| IRON [ LIME

Ozs. per Ton || Ozs. per Ton | Wet on Orel| Per Cent Per Cent || PerCent || Per Cent || Per Cont || Per Cent || PerCent || Per Cent

1-4
22-27 0.010 | 0.5

27-34 IO 040 | 0.6
34~37 0.020 | O :_7“___ e
3743 0.020 | 2.0 .
45-49 3.4
49-55
35-60

6065

75-80
80-85
85-90
90-95
95-100

100-105
105-110

110~-115




Sample # . Gold ozs/tem Th ozs/ton

D.H. 92 (econt.)

Lo=-45 0.48
'-'»5'50 0 oh9
50=55 0.61
55=60 0.36
60-65 0.28
65"70 0 Ihb
70-75 1.23

D.H. 93

0 =10 0,12
10'1 S 0 L] 20
20=25 g.§2
0.36
0.26

0.
0.
0.

0.66

“Farl Smith - Chemist




e o

THE CONDOR CORPORATION

Assay Hesulta

Date: March 27, 1970

Sample # Gold (ozs/ton) Silver {ozs/ton)

De.H, 116

0 =10 trace
10=15 trace
15«20 trace
20m=25 trace
25«30 trace
30«35 trace
25=1i0 trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
trace
100105 trace
105110 trace
110=115 trace
115120 trace

D.H. 117

Y e & » & 5 @ ®
Lad
S

* ? 9 0

GO0 OOOOLOOD OO0
-
Fay g A b5 B A A4 4 44

%5
<o

0 =10 trace
10«15 trace
15-20 trace
20=25 trace
25«30 trace
30=35 trace
trace
trace
trace
tracs
trace
trasce
trace
trace
trace
0,020
0050
0.070




Ssmple # Gold {ozs/ton) ‘lvem {ozs/ton)

D.H. 120 No sample taken {went into open workings)
D.H, 12}

O =10 04045 D458
10-15 0,040 3462
15-20 0,050 0e65
20=25 0.045 De7h
25«30 0,040 0.56
30«35 0,020 D.52
. trace 0.50
trace Oy

trace 0.54

trace 0e52

trace D 442

trace 0.48

trace 0.52

D.H, 122

0 =10 0,075
10=15 0,070
15«20 9.230
20=25 3,020
. 25«30 trace
30=35 trace
35-40 trace

ho=li5 trsce
Betty O'Weil

L‘IBO
=230

Karl = Chemisgt
Smith




METALLURGICAL LABORATORIES, INC. REZUSSIFEING SIREEa Ul S

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 0.- AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. Clayton T. Mcheil

Condor Corporation
300 Montgomery Street, Room 822
San francisco, California

Lab. No.

GOLD, PER TON OF-2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE

5-1-20 Trace 0.04
5-1-25 Trace 0.02
5-1-35 Trace 0.01
5-1-40 Trace
5-1-45 0.02
5-1-50 Trace 0.03
5-1-65 Trace Trace
5-1-70 Trace 0.01
5-1-80 Trace 0.64
5-1-85 0.05 2.12
5-1-95 0.005 0.44
5-1-100 0.01 0.15
5-1-105 0.005 0.67
5-1-110 Trace 0.26
5-3-60 0.01 4.72
5-3-70 0.01 1.22
5-3-75 0.005 1.60
5-3-90 Trace 1.04

- :' Glen ma’:’m cc: ’;’:~ Of.sz; Tingley METALLURGICAL LABORATORIES, INC.

Battle Mountain : g ~
Nevada 89820 ~

Page 13

MET. LAB. FORM 15 (@.264590




METALLURGICAL LABOATORIES, Ic. CHEMISTS O’SAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by s Clayton T. McNedl November 3, 1969
Condor Corporation
5‘390 lautggury Stuet‘, room 822 N
San Francisco, California Minerals

P. O. No. Lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

M ARK =
TROY OUNCES VALUE AT $35.00 OZ. | TROY OUNCES VALUE %o

No Mark Trace 0,49
T-1-3-5-10 Trace 0.12
1-1-0-5 Trace 0.17

10-15 Trace 0.02
Trace 0,11
Trace 0.20
Trace 0.34
Trace 0.23
0.005 0.16
0.035 1.89
105-110 0.18 1,53
160-165 0.015 0.43
180-185 Trace 0.48
185-190 0.005 0.35
1-2-5 | 0,10
1-2-10 : 0.02
1-2-15 Trace 0.04
1-2-20 Trace 6 |’

cc: Mr. Glen Johnston : Mr. Jd. V. Tingley
Condor Corporation P. 0. Box 3033 METALLURGICAL LABORATORIES, INC.

:itgi.Mm. Nevada e 89505 By %4»5:—'7 W
Page 1

MET. LAB. FORM 15 ([@264580




METALLURGICAL LABORATORIES, [IN[@lll CHEMISTS @ ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ’ AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by M Clayton T. McNeil Date  October 22, 1969
Condor Corporation
300 Montgomery Street, Room 822 St
San Francisco, California Minerals

Lab. No. m

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

1-1-110-115 10.66
1-1-115-120 2.20
3-2-45 7.00

cc: Mr. Glen Johnston cc: Mr. J. V. ggg"” METAJLURGICAL LABORATORIES, INC.

001 R -+ ) 2

Battle Mountdin Nevada

MET. LAB. FORM 15 (@ 264590




METALLURGK:L LABORATOR|ES, [\ [ CHEMISTS ® ASSAYERS @ SPECTROGRAPHERS

1142 HOWARD STREET AN FRANCISCO, CALIFORNIA 94103 !| AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by M. Clayton E. McNeil October 30, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUIPICES VALUE %

1-1-5-10 Trace 0.05
15-20 Trace 0.02
20-25 Trace 0.03
25-30 0.03
30-35 0.02
35-40 0.03
40-45 . 0.12

0.12
55-60 ‘ 0.15
80-85 ¥ 0.23
90-95 = 0.50

100-105 . 2.27

110-115 % 10.63

115-120 . 2.19

120125 , 0.82
125-130 1.46

130-135 ‘ : 0.57
135-14¢ , 0.30

. Glen Johnston : Mr. Jd. V. Tingley |
c,,,m Corporation P. 0. Box g METALLURGICAL LABORATORIES, INC.

P. 0. Box 288 Reno, Nevada : -
Battle Mountain, Nevada By %C:./‘/Z? Z/QJQL

89505
89820

| Page 1

MET. LAB. FORM 15 (@ 264590




METALLRG'CAL LABORARIES’ |NC CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 , AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by . Clayten T. McNeil November 4, 1969
Condor Corporation
300 Montgomery Street, Room 822 it
San Francisco, California Minerals

Lab. No. 52_28

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE
J
J
o 001 q o i“
. \
0.60 1.85

0.015 0.72 ) |
0.11 1.67) ?
. ":3%) |
0.005 0.33
0.75 1.06) °
0.015 0.44
0.010 0.39
0.005 0.61
0.10 '1.44
1-4.20 0.015 2.77
1-4-25 0.01 1.22
1-4-30 0.005 a¢
1-4-35 0.01 0.87
1-4-40 Trace T

1-4-45 0.01 0.39
1-4-50 0.005 0.40

cc: Mr. Glen Johnston M. J. V. Tingley METALLURGICAL LABORATORIES, INC.

Condor Corporation P. 0. Box 3033 :
PQ o. m m MQ n“m BY ] !
Battle Mountain 89505
: ¢ Page 4

MET. LAB. FORM 15. ©®




METALLUG|CA|_ LABORATORIES, INC. CHEMISTS o ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET AN FRANCISCO, CALIFORNIA 94103 ’ AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by . Clayton T. McNef! November 3, 1969
Condor Corporation
300 Montgomery Street, Room 822 St 7
San Francisco, Caifornia Minerals

P. O. No. Lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

MARK

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

1-2-135 Trace 0.58
1-2-145 0.005 0.42
1-2-150 0.005 0.52
1-2-160 0.01 0.50
1-2-165 0.005 0.34
1-2-170 0.01 0.54
1-2.175 0.01 0.49
1-2-180 0.015 0.79
1-2-185 0.01 0.72
1-2-205 0.005 0.58
1-2-210 0 0.49
1.3.5 Trace 0.05
1-3-10 Trace 0.05
1.3-15 Trace 0.03
1-3-20 g 1.06)
1-3-25 .005 0.42
1-3-30 4 0.61
1-3-35 3 0.65

s
o 2
cc: Mr. Glen Johnston cc: Mr. J. V. Tingley LLURGICAL I.ABORATORIES INC.
Condor Corporation ‘ p.o. Box 3033 %

P. 0. Box 288 i Reno, !hvadl
Battle Mountain, !lmda

Page 3

MET.LAB. FORM 15 @




METALLURGICAL LABORATORIES, INC' CHEMISTS O.ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET ° SAN FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575

REPORT OF ANALYSIS

Submitted by Date

Mr. Clayton T. Mcheil

Condor Corporation

300 Montgomery Street, Room 822
San Francisco, California

October 22, 1969

Bonple-ab
ampie ot Minerals

P. O. No. Lab. No. 5197

SAMPLE MARK PERCENTAGES

Silver by Atomic Absorption
Mark Mark Silver ppm
1-2-195 3-3-40 9.2
2-200 ‘ 3-45 5.4
2-215 3-50 5.4
1-3-70 3-55
3-2-5 3-60
2-10 3.1 5-1-15 3.1
2-15 7.7 1-30 1.0
2-20 y 85 1-55 1.0
2-25 2.2 1-60 1.0
2-30 4.8 1-75 1.0
6.7 1-90 5.8
2-40 9.7 5-3-5 6.2

High 3-10 g2 ot e
7
31.5 3-15 38 53"

15.0 3-20 2.2
2-60 8.7 3-25 2.7

¢c: Mr. Glen Johnston cc: Mr. Jd. V. Tingley

: : METALLURGICAL LABORATORIES, INC.
Condor Corporation P. 0. Box 3033 -, :
P. 0. Box 288 Reno, Nevada 89505 T e
Battle Bountain, Nevada :
: 89820

MET LAB FORM 13 @a2s6342




METALLURGICAL I.ABORATORIES, I\ [Ofl CHEMISTS e ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET SANFRANCISCO, CALIFORNIA 94103 0. AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Nr. cl“m T. Mcheil Date October w. 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

poo), No. LClb. NO. 51’7

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.
MARK

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE

1-1-140-145 Trace 0,40
145-150 | 0.53
150-155 0.34
155-160 0.49
165-170 : 0.70
170-175 0.68
175-180 0.55
185-190 0.25

1-2-40 0.04

2-65 0.95
2-70 Trace 1.29
2-90 Trace 0.42
2-155 0.01 0.45
2-199 0.005 0.51
2195 0.001 0.63
2200 0.005 0.65
2.215 Trace 0.55
1-3-70 0.02 0.49

cc: Mr. Glen Johnstn cc: Mr. J. V. Tingley
cm comfltfﬂ'l P. 0. Box 30” METALLURGICAL LABORATORIES, INC.

. 0. Bo: > d s .
:atglohn:nzzin. :;vmtgl o g;ss‘ By W @‘/

MET. LAB. FORM 15 ®©

Pagezl




METALLURGICAL LABORATORIES, NC' CHEMISTS O‘SSAYERS @ SPECTROGRAPHERS

1142 HOWARD STREET ° SAN FRANCISCO, CALIFORNIA 94103 L] AREA CODE 415 863-8575

REPORT OF ANALYSIS

Submitted by Mr. Clayton T. Mcleil Date November 3, 1969

Condor COrporat;on . s
300 Montgomery St. Room
San Francisco, California Sample of Minerals

Lﬂb.r No. —5228—

PERCENTAGES

SAMPLE MARK

Silver by Atomic Absorption

ﬂa. rk Mark Silver ppm
1-2-110 1-3-10 0.50

1-2-115 1-3-15 0.50
1-2-120
1-2-130
1-2-135
1-2-145
1-2-150 8.0
1-2-160 8.2
1-2-165
1-2-170 8.6
1-2-175 8.6
1-2-180 13.0
1-2-185 12.0
1-2-205 9.8
1-2-210 8.2
1-3-5 2.4

cc: Mr. Glen Johnston : Mr. J. V. Tingley
Condor Corporation P. 0. Box 3033 METALLURGICAL LABORATORIES, INC.
é / @
By

P.0. Box 288 Reno, Nevada ahzm~«—-ﬂz§?? dﬁ;;z4*527‘:

Battle Mountain 89505

Nevada 89820 B AT

MET LAB FORM 13 @a2s6342




MEAI.I.URGICAI. W10 V- N KO L[ P | N[Ol CHEMISTS o ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET I FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by e 8% T. McNefl November 3, 1969
Condor tion
m Now 3 t, 22 Sample of ’
San Francisco, California Minerals

P. O. No. Lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.
M ARK

TROY OUNCES | VALUE AT $35.00 OZ. | TROY OUNCES VALUE %

1-2-25 N1 0.03
1-2-30 Trace 0.03
1-2-35 N1 0.04
1-2.40 0.55
1-2-45 0.14
1-2-50 0.40
1-2-60 2.69
1-2-65 1.03
1-2-75 0.92
1-2-80 0.83
1-2-85 0.57
1-2-95 Trace 0.76
1-2-100 0.01 1.26
1-2-105 0.01 0.84
1-2-110 0.02 0.73

1-2-115 0.015 0.94
1-2-120 0.015 1.08

1-2-130 0.01 0.78

cc: Mr. Glen Johnston ce: Mr. J. V. Tingley METALLURGICAL LABORATORIES, INC.

ik mﬂ” ;ﬂ!g: lﬂldlm - By %k._/' '//7 il

Battle Mountain, Nevada 89505
89820

Page 2 -

MET. LAB. FORM 15 (@) 264590




METALLURG'CAL LABORATOR'ES, INC. CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ° I AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. ﬂmﬂﬂ T. McNeil Date November “s 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

P. O. No. lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.
M ARK =

TROY OUNCES | VALUE AT $35.00 OZ. | TROY OUNCES VALUE %

1-4-55 0.01 0.79
2-1-5 Trace 0.02
2-1-10 Trace 0.02
2-1-15 Trace 0.02
2.1-20 Trace 0.02
2-1-25 Trace 0.03
2-1-30 Trace 0.06
2.1-35 Trace 0.02
2-1-40 0.02
2-1-45 0.03
2-1-50 ' 2.27
2-1-55 \ 0.29
2-1-60 0.18
2-1-65 0.18

2-1-70 ' 0.06
2-1-75 0.03

2-1-80 Trace
2-1-85 Trace Trace

cc: Mr. Glen Johnston cc: Mr. J. V. Tingley -
w ’ o P. 0. Box 3033 METALLURGICAL LABORATORIES, INC.
P. 0. Box Reno, Nevada
Battle Mountain 89505
Nevada 89820

MET. LAB. FORM 15 (@ 264590




METALLURGICAL LABO™ATORIES, INC.

CHEMISTS 'SSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET SAN 'FRANCISCO, CALIFORNIA 94103 L AREA CODE 415 863-8575

REPORT OF ANALYSIS

Submitted by My Clayton T. McNeil Date October 22, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California Sample of  Minerals

~ P.O. No. Lab. No. £1Q7

SAMPLE MARK PERCENTAGES

Silver by Atomic Absorption

Mark Mark Silver ppm

1-1-5-10 ks 1-1-130-135 14.0
15-20 135-140 7.2
20-25 140-145
25-30 ; 145-150
30-35 : 150-155 8.2
35-40 155-160 12.8
40-45 2.7 165-170 22.0
45-50 2.7 170-175 - 17.0
55-60 B 175-180 12.8
80-85 4.8 185190 4.8
90-95 11.5 1-2-40 1.8
100-105 52.0 255 17.7
110-115 High 2-70 35.0
115-120 53.5 2-90 9.2
120-125 18.4 2-155 11.5

125.130 44.0 2-190 12.0

cc: Mr. Glen Johnston cc: Mr. J. V. Tingley

Condor Corporation P. 0. Box 3033 METALLURGICAL LABORATORIES, INC.
P. 0. Box 288 Reno, Nevada s gl

Battle Mountain, Nevada 89505 i (_ff:fg::;;;;9 g

89820

MET LAB FORM 13 @asesaz




METALLURGICAL LABORATRlES, INC. rerawes O‘«SSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ° AREA CODE 415 863-8575

REPORT OF ANALYSIS
Submitted by Mpr. Clayton T. McNeil Date November 3, 1969
Condor Corporation

300 Montgomery Street, Room 822
San Francisco, Caifornia Sample of Minerals

P. O. No. 7 7 ___ lab.No. 5228

SAMPLE MARK PERCENTAGES

Silver by Atomic Absorption
Mark S Mark Silver ppm
No Mark . 1-2-15 1.0
T7-1-3-5-10 . 1-2-20 1.0
1-1-0-5 . 1-2-25 0.5
1-1-10-15 ’ 1-2-30 0.5
1-1-50-55 g 1-2-35 1.0
1-1-60-65 . 1-2-40 Tk
1-1-65-70 . 1-2-45 1.7
1-1-70-75 1-2-50 4.5
1.1-75-80 . 1-2-60
1-1-95-100 . 1-2-65
1-1-105-110 ¢ 1-2-75
1-1-160-165 . 1-2-80
1-1-180-185 . 1-2-85
1-2-185-190 ot 1-2-95
1-2-5 . 1-2-100
1-2-10 1-2-105

Mr. Gleﬁrdohnston : : Mr. J. V. Tingley

Condor Corporation P.0. Box 3033 METALLURGICAL LABORATORIES, INC.
P.0O. Box 288 . . Reno, Nevada <,.———“‘JAB

Battle Mountain, Nevada 89820 89505 By

MET LAB FORM 13 @a2s6342




METAI.LURGIAL W-X:To1: TN (o) : I[P [ N[@ffl CHEMISTS © ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET RANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. c'.m T. Mcheil November 5, 1969
Condor tion
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY QUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

Trace 0.42
Trace 0.02
0.03
Trace 0.03
Trace 0.08
0.15
0.15
Trace 0.15
Trace 0.22
Trace 0.18

Trace Trace
Trace 0.28
0.01 0.48
3-2-70 0.005 0.53
3-2-15 0.02 1.46
3-2-80 0.015 0.46
3-2-85 0.005 0.30
3-2-90 0.015 0.23

cc: Mr. Glen Johnston cc: Mr. J. V. Tinfley METALLURGICAL LABORATORIES, INC.

Condor Corporation P. 0. Box 3033 ; -y f
P. 0. Box 288 Reno, Nevada /4?&“4__._._~/7/ VM
Battle Mountain 89505
Nevada 89820

Page 8

MET. LAB. FORM 15 (@ 264590




METALLURG'CAL LABORATOR'ES, |NC_ CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET ° SAN FRANCISCO, CALIFORNIA 94103 L I AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. ml]'tnﬂ T. Mcheil November 49 1969

gm gntsmryt;:nmt Room 822
o ampie o
San Francisco, California Sample of Minerals

Lab. No. ma

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

2-1-90 Trace 0.03
2-1-9§ Trace 0.02
2-1-100 Trace 0.01
2-1-105 0.01
2-1-110 Trace 0.02
2-1-115 Trace 0.22
2-1-120 Trace 0.04
2-1-125 0.04
2-1-130 Trace 0.28
2-2.5 0.98
2-2-10 0.95
2-2-15 0.26
2-2-20 0.005 0.26
2-2-25 Trace 0.44
2-2-30 ‘ 0.26
2-2-35 Trace 0.08
2-2-40 Trace 0.04
2-2-45 Trace 0.04

- mﬂ mm o :.0?'8:‘.; ggg‘” METALLURGICAL LABORATORIES, INC.

P. 0. Box 2 Reno, Nevada A
Battle Mountain 89505 By %ﬂ M
Nevada 89820 £

SN page

MET. LAB. FORM #5 « @ 284590




METALLURG'CAL LABORATOR'ES, INC. CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ® I AREA CODE 415  863-8575

REPORT OF ASSAY

Submitted by M. Clayton T. McNeil Date November 5, 1969
‘Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California Sample of Minerals

Lab. No. 5328

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ, TROY QUNCES VALUE %

2-2-50 Trace 0.04
2-2-55 0.02
2.2-60 0.04
2-2-65 Trace
2-2-70 0.01
2-2-75 0.04
2-2-80 0.04
2-2-85 0.03
2-2-90 0.01
2-2-95 0.05
2-2-100 0.08
2-2-105 0.26
2-2-110 0.26

2-2-115 0.44
2-2~120 0.23
2"2"125 0 029

2-2-130 Trac 0.58
2-2-135 0.45

Cc: Mr. Glen Johnston cc: Mr. J. V. Tingley
Condor Corporation P. 0. Box 3033

P. 0. Box 288 Reno, Nevada
Battle Mountain, Nevada 89505

MET. LAB. FORM 15 @ 264530




METALURG'CAL LABORATOR'ES, INC CHEMISTS e ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN'RANCISCO, CALIFORNIA 94103 ® ! AREA CODE 415 863-8575

Submitted by

REPORT OF ASSAY

Mr. Clayton T. Mcheil November 5, 1969
Condor Corporation

300 Montgomery Street, Room 822

San Francisco, California Sample of Minerals

Lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

4-1-55
4-1-60
4-1-65
4-1-70
4-1-75
4-1-80
4-1-85
4-1-90
4-1-95

4-1-100 0.05
4-1-105 0.08
4-1-110 0.19
4-1-115 ‘ 0.27

4-2.5

4-2-10
4-2-15
4-2-20
4.2.25

Trace 0.50
Trace 0.62
Trace 0.21
Trace 0.10
Trace 0.12
0.16
0.08
0.06
0.06

0.67
0.55
0.27
0.29
0.35

cc: Mr. Glen Johnston Mr. J. V. Tingley
Condor Corporation P. 0. Box 3033

Battle Mountain

METALLURGICAL LABORATORIES, INC.

P.0. Box 288 Reno, Nevada 89505 /,¢§%im‘ o i

Nevada 89820

*MET. LAB, FORM 15 (@ 264590




METALLURG'CAL LABORATOR'ES’ [\ [OJ CHEMISTS e ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET ’ SAN"FRANCISCO, CALIFORNIA 94103 ® . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by M. Clayton T. McNeil November 5, 1969
Condor Corporation
800 Montgomery Street, Room 822
San Francisco, California Sample of  Minerals

Lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

3-2-95 0.025 0.48
3-3-5 Trace 0.25
3-3-10 Trace 0.02
3-3-15 Trace 0.15
3-3-20 Trace 0.44
3-3-25 0.47
3-3-30 0.45
3.3.35 0.49
4-1-5 0.07
4-1-10 Trace
4-1-15
4.1-20
4-1-25
4.1-30 Trace
4-1-35 0.02

4-1-40 0.02
4-2-45 Trace 0.09

4.1.50 Trace 0.12

Mr. Glen Jﬂ“’mﬂ ce: :‘:-of'a:; ggg‘“ METALLURGICAL LABORATORIES, INC.

P. 0. Box 288 Reno, Nevada s AP a7 i el

Battle Mountain 89505
Nevada 89820

Page 9

MET. LAB. FORM 15 (0 264590




METALLURGICAL LABORATORIES, INC. EEZISSIFEIN SRR e e LI

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Date

Mr. Clayton T. McNeil October 30, 1969
T b 55

tgomery Street, e
San Francisco, Californfa Sample of TN

Lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES | VALUE AT $35.00 OZ. | TROY OUNCES VALUE %

0.005 0.21
Trace 0.08
Trace 0.52
Trace 0.04
Trace 0.04
0.005 0.22
0.005 0.32
Trace 0.54
1.14 6.86
2-50 0.075 1.53
2-55 0.045 0.82
2-60 0.01 0.60
3.3-40 0.01 0.49
3-45 0.01 0.41
3-50 | 0.005 0.40
3-55 0.005 0.90
3-60 0.14 1.93
5-1-15 0.005 0.28

cc: l:r.:l: J:sm cc: ;E;g f.é é.:ghy MET Ltu%onmoms, INC.
. - b : " 4 ;
Battle Mountain, Nevada 89505 i e

Page 3

MET. LAB. FORM 15 . @ 264890




METALLURG'CAL LABORATOR'ES, INC_ CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by My, Clayton T. McNeil November 5, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, Californfa Sample of  Minerals

Lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

4-2-30 0.005 0.40
4-2-35 0.005 0.32
4-2-40 0.005 0.28
4-2-45 0.005 0.18
4-2-50 Trace 0.32
4-2-55 Trace 0.35
4-2-60 Trace 0.34
4-2-65 Trace 0.31
4-2-70 0.005 0.40
4-2-75 0.18 0.96
4-2-80 0.01 0.87
4.2-85 Trace 0.22
4-2-90 0.005 0.25
4-2-95 0.02 0.64

4-2-100 0.005 0.54
4-2-105 0.01 0.48,

4-2-110 0.015 0.45
4-2-115 0.01 0.37

cc: Mr. Glen Jonston cc: Mr. J. V. Tingley METALLURGICAL LABORATORIES, INC.

Condor Corporation P. 0. Box 3033 T S
P. 0. Box 288 Reno, Nevada 89505 > ,%a ey -/
Battle Mountain M -
Nevada 89820

Page 11

MET. LAB. FORM 15 (@ 284590




METALLURG'CAL LABORATOR'ES, |NC. CHEMISTS ® ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 ° I AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by  Mp, Clayton T. McNeil November 5, 1969
Condor Corporation :
300 Montgomery Street, Room 822 PR
San Francisco, California ampie of - Minerals

Lab. No.

GOLD, PER TON OF 2,000 LBS. SNLVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE

Trace 0.40
0.05 0.78
0.015 0.69
Trace 0.25
0.005 0.20
0.005 0.59
0.01 0.67
0.26 0.30
0.005 0.23
0.02 0.44
1.08
0.58
0.63
4.3-55 0.59
4-3-60 0.85
5-1-5 Trace 0.14

5-1-10 Trace 0.13
5-1-15 Trace 0.27

cc: Me, Glen Johmston cc: Mr. J. V. Tingley :
: sl P. 0. Box 3033 METALLURGICAL LABORATORIES, I'NC.
P. 0. Box ‘ Reno, Nevada 89505 /
Battle Mountain i
Nevada 89820

MET. LAB. FORM 15 (@ 2645%0




METALLURGICAL LABORATORIES, INC. CHEMISTS ® ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET : RANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by  MI*, C‘.mﬂ T. McNeil Date November 5, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

Lab. No. 5284

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

0.005 0.26
Trace 0.14
0.005 0.17
Trace 0.17
0.02
0.15
0.25
0.49
0.28
0.37
0.28
0.25
0.22
0.24
0.84
0.49
0.12
0.17

METALLURGICAL LABORATORIES, INC.

um,,,: W .

MET. LAB. FORM 15 @ 264590 s & £ z




[V 3NNV {cT [ N W.N:To0): 7\ o] : {| P | N[offl CHEMISTS o ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAQIANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by My, Clayton T. McNefl November 5, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, Californifa Sample of Minerals

P. O. No. Lab. No. 5228

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

M ARK

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

5-3-95 Trace 1.08
5-3-105 0.01 1.17
6-1-5 Trace 0.03
6-1-10 Trace 0.03
6-1-15 0.02
6-1-20 0.02
6-1-25 0.02
6-1-30 Trace 0.03
6-1-35 {1 0.01
6-1-40 N1 0.02
6-1-45 Trace 0.03
6-1-50 Trace 0.08
6-1-55 0.13

6-1-60 0.005 0.13

6-1-65 Trace 0.10

6-1-70 Trace 0.12
6-2-5 Trace Trace
6-2-10 Trace 0.01

cc: Mr. Glen Jonston cc: Mr. J, V. Tingley METALLURGICAL LABORATORIES, INC.
Condor Corporation P. 0. Box 3033 i s -5
P. 0. Box 288 Reno, Nevada 89505 By 42"'_ el . A

Battle Mountain
Nevada 89820

14 A :
} . & "
MET. LAB. FORM 15 (@ 264590 " s g : 'm l‘




METALLURG'CAL LABORATOR'ES’ |NC_ CHEMISTS ® ASSAYERS ® SPECTROGRAPHERS

1142 HOWARD STREET SAAANCISCO, CALIFORNIA 94103 o . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. Clavton T. Mcheil 5 November 5, 1969
Condor Corporation
300 Montgomery Street, Room 822

San Francisco, California Sample of Ninerels

Lab. No.. 5284

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. VALUE %

Trace 0.19
Trace 0.36
Trace 0.21
Trace 0.30
0.44
0.55
0.64
0.80
0.30
0.17
0.12
0.06

cc: Mr. Glen Johnston cc: Wr. J. V. Tingley METALLURGICAL LABORATORIES, INC.

Condor Corporati P. 0. 3033 i .
P. 0. Box 288 - Reno, :::ada 89505 By %a "f.,../ VL«,—% ”
Battle Mountain 2%

Nevada 89820

MET. LAB. FORM 15 @ 264590 : i 8% ‘ Ll




METALLURG'CAL LABORATOR'ES’ 1[G CHEMISTS ® ASSAYERS o SPECTROGRAPHERS

1142 HOWARD STREET ® SA’RANCISCO, CALIFORNIA 94103 o. AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Wr. C‘m T. Mcheil Date October 30, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California Sample of Minerals

lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

0.005 Trace
1-55 Trace 0.02
1-60 Trace Trace
1.75 Trace 0.02
1-90 Trace 0.23
0.005 0.26
3-10 Trace 0.16
3-15 0.005 0.04
3-20 0.005 0.15
3-25 0.01 0.19
3-30 Trace 0.08
3-35 0.01 0.3
3-40 0.01 1.43
3-45 0.01 0.56
3-50 0.015 0.83

3-55 0.015 0.65
3-65 0.005 1.14

3-80 | 0.005 1.80

cc: Mr. Glen Johnston cc: Mr. J. V. Tingley METALLURGICAL LABORATORIES, INC.

A4 P :;ug: Rl %@-f::?? M

Battle Mountain, Nevada 89505 .
89820 (“"

Page 4

MET. LAB., FORM 15 @264590_




METALLURGICAL LABORATORIES, INC.

1142 HOWARD STREET SAN FRANCISCO, CALIFORNIA 94103 AREA CODE 415 863-8575

CHEMISTS e ASSAYERS e SPECTROGRAPHERS

REPORT OF ANALYSIS
October 22, 1969

Submitted by Mr. Clayton T. McNeil
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California Sample of Minerals

Date

P. O. No. : : : Lab. No. 5197

SAMPLE MARK PERCENTAGES

Silver by Atomic Absorption
Mark Silver ppm
6-2-95 21.0
7-1-5 2.2
1-10 1.0
1-15

3-50 1-20
1-25
3-65 1-30
3-80 1-35
3-85 1-45
3-100 1-50
3-110 6.0
3-115 5.4
3-120 4.4
6-2-80 3.2
2-85 4.4
2-90 8.2
:7Vﬂr; Glen Johnstnh : Mr. J. V. Tingley

Condor Corporation P. 0. Box 3033 METALLURGICAL LABORATORIES, INC.
P. 0. Box 288. Reno, Nevada 89505 P .

Battle Mountain, Nevada
89520

MET LAB FORM 13 @ 2s6342




[V 3PNV {cT [V - N W.V:To ) : 7. N Lo : {/ P N[O CHEMISTS ® ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SA.RANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. clm T. Mcheil Date October 30, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

lab. No. 5197

GOLD, PER TON OF 2,000 LBS. SILVER, PER TQN OF 2,000 LBS.

TROY OUNCES VALUE TROY OUNCES VALUE %

0.01 | SR %
Trace 1.00
Trace 0.99
0.005 1,19
Trace 0.97
Trace 0.05
Trace 0.14
Trace 0.34
Trace 0.74
Trace 0.05
0.02
0.02
Trace
0.02
1-30 0.03

1-35 0.03

1-45 Trace
1-50 Trace
1-55 Trace
1-70 | Trace

cc: Mr. Glen Johnston ce: Mr., J. V. Tingley METALLURGICAL LABORATORIES INC.
Condor Corporation P. 0. Box 3033 2 -
P. 0. Box 288 Reno, Nevada
Battle Mountain, Nevada 89505
28

MET. LAB. FORM. 15 @258040 = ‘. e ; : : B RN o iy l age 5 ,




METALLURGICAL LABORATORIES, TNTell CHEMISTS © ASSAYERS @ SPECTROGRAPHERS

1142 HOWARD STREET RANCISCO, CALIFORNIA 94103 ® . AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. c‘m T. Nchieil November 5, 1969
Condor Corporation :
300 Montgomery Street, Room 822
San Francisco, California sample of Minerals

lab. No. $228

GOLD, PER TON OF 2,000 LBS: SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

6-2-15 Trace Trace
6-2-20 Trace 0.01
6-2-25 0.01
6-2-30 0.01
6-2-35 ' 0.01
6-2-40 0.46
6-2.45 : 0.55
6-~2-50 0.39
6-2-55 0.28
6-2-60 0.21
6-2-65 0.25
6-2-70 \ 0.08
6-2-75 0.04
7-1-40 Trace 0.01
7-1-60 Trace Trace
7-1-65 0.02
7-2-5 Trace Trace
7-2-10 Trace | Trace

€C: Mr. Glen Johnston cc: Mr. Jd. V. Tingley

Candlon umrﬂtion P. 0. Box 3033 METALLURGICAL LABORATORIES, IEIC.
P. 0. Box 288 Reno, Nevada 89505
Battle Mountain
Nevada 89820

MET. LAB. FORM 15 (@ 264590




METALLURG'CAL LABORATORIES, |NC. CHEMISTS @ ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET

rRANCISCO, CALIFORNIA 94103 ° . AREA CODE 415 863-8575

REPORT OF ASSAY

Submified bY e, Clayton T. Mchefl Novesber 5, 1969
Condor cﬂ-pont;on . s
300 g ) » ample of
San Francisco, California Seip Minerals

Lab. No.

522

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUMNCES VALUE AT $35.00 OZ. TROY OUNCES VALUE %

Trace 0.02
0.02
0.02
0.02

METALLURGICAL LABORATORIES, INC.

Battle Mountain
Nevada 89820

MET. LAB. FORM 15 () 264590




(A XNIN: T (o YR V- 30 Y-\ (o] - {[ SN [ N[Ol CHEMISTS o ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN"FRANCISCO, CALIFORNIA 94103 0. AREA CODE 415 863-8575

REPORT OF ASSAY

Submitted by Mr. c‘m T. Mcheil November 5, 1969
Condor Corporation
300 Montgomery Street, Room 822
San Francisco, California Sample of  Minerals

Lab. No. 5284

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES VALUE AT $35.00 OZ, TROY OUNCES VALUE %

0.005 1.01
0.005 0.59
0.005 0.23
0.005 0.18
0.005 0.18
Trace 0.22
Trace 0.23
0.005 0.39
Trace 0.28
Trace 0.40
0.40
0.18
0.09
Trace 0.45

Trace 0.41
0.54
Trace 0.54
Trace 0.25

cc: Mr. J V. 'ggg]q METALLURGICAL LABORATORIES, INC.
P. R

P. 0. Box 288 Reno Mda 89505

Batt‘lwuutain

Nevada 89820

MET. LAB, FORM 15 () 264590




METALLURGICAL ABORATORIES, N[Ol CHEMISTS © ASSAYERS e SPECTROGRAPHERS

1142 HOWARD STREET SAN $RANCISCO, CALIFORNIA 94103 o ’ AREA CODE 415 863-8575

REPORT OF ASSAY

Subinitled by Mr. Clayton T. Mcheil bate October 2, 1969

Corporation
Montgomery Street, Room 822
San Francisco, California Sample of Minerals

Lab. No.

GOLD, PER TON OF 2,000 LBS. SILVER, PER TON OF 2,000 LBS.

TROY OUNCES | VALUE AT $35.00 OZ. | TROY OUNCES VALUE % %
0.05 )) oy Feacs &ﬁ 0 A/

0.06 ooper?

2.64

0.72

0.04

A

cc: Wr. Glen Johnston  Mr. J. V. Tingley
e tion p‘ 0. BD! wn METALLURGICAL LABORATORIES, INC.

P. 0. Box 288 Reno, Nevada 89505 /____.—-——*/ &
Battle Mountain, Nevada By /j""é_wé-——-/ - ﬁw;ZMmJ s

AB. FORM 45 (264890




: "l and &
Telephone 3633302 . tf;pze Serial .. B396-B425. ) AssaY RepoRT

_ UNION ASSAY OFFICE, Inc.
The Condor Corp. 16, FIALL Viee, Provtiamt,
Béﬁ?ﬁg G. P, WILLIAMS, Treasurer
B‘ttl‘ Mamt‘iﬂ, Nevada 89 820 GERALDINE A. WANLASS, Secretary

................ P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS ~ MAPGH 6& 1970 Salt Lake City, Utah 84110

Mine .......

LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

GOLD SILVER

T
! |
Ozs. per Ton|| Ozs. per Ton|!

NUMBER

Hole 84

0-10
10-15
15-20
20-25
25-30
30-35
5-40
0-45
45-50
50-55

BN W

O s = 2 & 2 8 s » »

Z0oo0oOo0CO0o0O0O0

Hole 85

0-10
10-15
15-20
20-25
25-30

Hole 86

0-15
15-20
20-25
25-30
30-35
35-40
ho-45
45-50
50-55
55-60
60-65
65-70
70-75
75-80
80-85

. & = * =

-

-

OO0O0OHOMHMOMMNOOOOO

£ 3 - L ks - * - -

SN ~IW OO O~

Charges $........_.. 105-00 ........................... D51 ety 47 RSNl




Telephone 363-3302 ASSAY REPORT

UNIONG@ASSAY OFFICE, Inc.

WANLASS, President

L. G, HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS March 4, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD CQPPEIi iNSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent PerCent | Per Cont

Hole 77
0-10

10-15
15-20
20-25
25-30
30-35
35-40
40~-45
45-50
50-55
55-60
60-65
65-70
70-75

75-80
80-85
85-90
90-95
95-100
100-105
105-110
110-115
115-120

120-125

125-130

Charges $a7.50 LA R S L M N S A AL el G PSSR MR I o U DO s ey e | (I




Teleph 363-3302
Telephone “Ie Serial . 1988-8009 ASSAY REPORT

® UNIOMIASSAY OFFICE, Inc.

; ¥ WANLASS, President
The Condor Dorp L. 6. HALL, Vice President

Whne L
Box 2 — G. P. WILLIAMS, Treasurer

SR GERALDINE A. WANLASS, Secretary
: Battle Koun?in. Nevada 89820 P. O. Box 1528

SEESURIS BRI LON OF 100 POUNIE. - Maselk A5 1908 Salt Lake City, Utah 84110

Nidliren GOLD sitviR | Leap | coeper | insoL. | ziNc | sutPHUR|| 1RON || LIME | o .
Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

Per Cent

Hole 73

Trace
Trace
0.010
Trace

0.010

Charges $77'°o I TR e S TR fom e SR S e e e e S R bl et ot




Telephone 363-3302 and
ample Serial ..7970-7987.._... ASSAY REPORT

UNIONG$SSAY OFFICE, Inc.

1o, WANLASS, President
L. G. HALL, Yice President
G. P. WILLIAMS, Treasurer
GERALDINE A, WANLASS, Secretary
Battle Mountain, Nevada P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Mrch A. 197“ Salt Lake Cﬂ'y. Utah 841 10

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON 7 LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Por Cent | Per Cent

Hole 72
0-5




ielephone 363-3302 le Serial ... 79417969 ASSAY REPORT

'UNIONGRSSAY OFFICE, Inc.

WANLASS, President

. L. ©. HALL, Yice President
Mine ...... Th ."cmot"mp' G. P. WILLIAMS, Treasurer

Box 288 GERALDINE A. WANLASS, Secretary
_Battle Mountain, Nevada 89820 .. . . . ... P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake CH’Y. Utah 84110

March 4, 1970

7 GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent

Per Cent || Per Cent

Hole 70 5-10 | None 0.3
10-15 | None 0.3
15-20 | None None
20-25 None
25-30
30-35
35-40
40-45

§0-55
55-60
60-65
65-70
70-75
75~80
0-5

|y p b e Tyl (ST e A R T N T U e T L SRR r B et RO I DO S el el Tt T e o TRl e N e, T,

CRarges $... QL ;B0 oo oo s s W'(D' %‘&"7




Telephone 363-3302 Hand
eep one Sample Serial 3_7_35:372.7.. ASSAY REPORT

& UNION 4SSAY OFTICE, Inc.

X ANLASS, President

L. G, HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUND "b. 3' 1970 Salt Lake C”y. Utah 84110

T -
GOLD SILVER || LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Tonv 3 Per Cent

Wet on Orell Per Cent Per Cent Per Cent || ‘Per Cent || Per Cent|| Per Cent

Per Cent

Hole 33
0-5

oy R A S S LT G sl e T T M I e T i

Charges $




Telephone 363-3302

Hand

Sample Serial ...

RESULTS PER TON OF 2000 POUNDS

3684-31704. ...

ASSAY REPORT

UNION 4ASSAY OFTICE, Inc.

l"eb 3, 1970

WANLASS, President

L. &. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

NUMBER

GOLD
Ozs, per Ton

SILVER i LEAD
Ozs, per Ton Wet on Ore|

COnPPER
Per Cent

INSOL.
Per Cent

ZINC

SULPHUR|| IRON LIME Pii Coni
Per Cent || Per Cent|| Per Cent i

Hole 32
0-5
5-10
10-15
15-20
20-25
25-30
30-35
35-40
40-45
45-50
50-55
55~60
60-65

6-P-3-1

250-255
255-260
260-265
265-270
270-275
275-280
280~285
285-289

Per Cent

Remarks

Charges $

7‘3'50 ....................




Telephone 363-3302 Hand
Sample Serial ...3661~3683 ASSAY REPORT

@ UNION 4SSAY OFFICE, Inc.

WANLASS, President
Mine m’mx“!yn BT WA= e R S TN o S g R L. (¥ HALL, Vice Presiclienf
Box 288 G. P. WILLI\,"\/}\;!‘ii Treasu;or
F GERALDINE A. LASS, t
Battle Mountain, Nevada 89820 P.O. Box 1528

RESULTS PER TON OF 2000 POUNDS "b’ 3’ 1,70 SaH' Lake CH‘Y‘ U‘I‘ah 84[ |0

1] 1
GOLD SILVER || LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ots. per Ton|| Ozs. per Ton”f Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

ReEmmnarks: s Lot e et e L e n il a e e e

Chirges 5. 80 30— i il




Telephone 363-3302 Hand ASSAY REPORT

UNIONgASSAY OFFICE, Inc.

. WANLASS, President
L. 6. HALL, Vice President

Mine ... FIEORIBE B . ..c.coovccceooeiiiiconsisiab it Sipm oo et s G. P. WILLIAMS, Treasurer
Box m GERALDINE A. WANLASS, Secretary

_Battle Mountain, Nevada 89820 = P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

_Peb, 2, 1970

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME
NUMBER Ozs. per Ton || Ozs. per Ton || Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent Per Cent

Hole 28
0-5
5-10

Trace
5-10 Trace
10-13 Trace
15-20 Trace
20-25 0.010
25-30 0.015

30-35 0.010

REAarISE L . i S O PR A4,




Telephone 363-3302 Hand
Sample Serial ASSAY REPORT

UNION 4ASSAY OFFICE, Inc.

WANLASS, President

L. ©. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
A T i RO e Feb. 2, 1970 Salt Lake City, Utah 84110

m ;
GOLD SILYER ||  LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton ! Wet on Ore]| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || - Per Cent

Hole 27
95-100
100-105
105-110

110-115
115-120
120-125
125-130

130-135

135-140
140-145

145-150
150-155
155-160
160-165
165-170
170-175
175-180
180~185
185-190

Remarks

Chidrdas s -G 5. i R A




Sam

& UNION &SSAY OFFICE, Inc.

ANLASS, President

L. G. HALL, VYice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O, Box 1528
Salt Lake City, Utah 84110

Telephone 363-3302 Hand
ple Serial ... 3606=3624..... ASSAY REPORT

. T : =
GOLD SILVER | LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore| Per Cent Per Cent || PerCent || PerCent || Per Cent|| Per Cent Per Cent | Per Cent

Hole 27

0-5

e plecs S S e I G et i T e L R e e e R L IR s Ve B G e g 7 S ot e o

Charges b i S BIRI = RNt e S e R SRR D ol SR W.




Telephone 363-3302

Mine The Gondor.Corp.,... -

Box 288

. Battle Mountain, Nevada 89820

RESULTS PER TON OF 2000 POUNDS

Hand

Sample Serial ... 2623--2642 .

UNION &4SSAY OFFICE, Inc.

WANLASS, President

Jan., 26, 1970

ASSAY REPORT

L. G HALL, Vice President
G. P. WILLIAMS, Treasurer

P. O. Box 1528
Salt Lake City, Utah 84110

GERALDINE A.. WANLASS, Secretary

GOLD

NUMBER Ozs. per Ton

SILVER |

Ozs. per Ton

| Wet on Ore

LEAD |

COPPER
Per Cent

INSOL.
Per Cent

ZINC
Per Cent

SULPHUR
Per Cent

IRON
Per Cent

LIME
Per Cent

Per Cent

Per Cent

Hole 26

110-115
115-120
120-125
125-130
130-135
135-140
140-145
145-150
150-155
155-160
160-165
165-170
170-175
175-180
180-185
185-190
190195
195-200
200--205

205-210

Chargesi®. T 00 . 0. .




Telephone 363-3302 Rand 2601-2622

Sample Serial

ASSAY REPORT

UNION ASSAY OFFICE, Inc.

WANLASS, President

Min S B s Y e TN 3 L. HALL, Vice President

3 G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

i

GOLD SILVER LEAD . COPPER INSOL. ZINC SULPHUR IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton | Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

Hole 26
0-5

5~10

10-15
15-20
20-25
25-30
30-35

35-40
40-45
45-50
50-55
55-60
60-65
65-70
70-73
75-80
80-85
85-90
90-95
95~100
100-105
105~110

Reinaphe:: F @i = tute- f=cop San SNelR U e L N e e R agele o R QO M e R B T i e R L S S s ST

Chirges S TP S0 o sy s e o Gty e b o S




ASSAY REPORT

Telephone 363-3302 _ UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

Mine ... .The Condox Coxp. . Q L. 6. HALL, Vice President

G:'P. WILLIAMS; Treasurer
Box 288 RALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Jan. 26, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD || COPPER INSOL. ZINC SULPHUR| IRON LIME

Ozs. per Ton || Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent | Per Cent

NUMBER

! GBIl
209-214 Trace None

214-220 None None
220225
225-230
230-235
235-~240
240-245
245-250

Remarks

Charges $ 28.00




Telephone 363-3302 H| SSAY REPORT

UNIONYTASSAY OFTICE, Inc.

. C. WANLASS, :resiglenf

| L. G. HALL, Vice President

Mine MQQMM'CQIP ; G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary

Batlle Mountain, Nevada 89820 P. O. Box 1528
Salt Lake City, Utah 84110
RESULTS PER TON OF 2000 POUNDS J“. 26, 19?0 a akKke I yr a

NUMBER GOLD SILYER LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME Per Cent
Ozs. per Ton || Ozs. per Ton ||Wet on Ore|| Per Cent Per Cent || Per Cent Per Cent || Per Cent || Per Cent

Hole 25
80-85 Trace
85-90 Trace

90-95 Trace
95-100 Trace
100-105 Trace
105~110 Trace
110-115 Trace
115-120 Trace
120125
125-130
130-135
135-140
140-143
145-130
150-155
- 155-160




Telephone 343-3302 Hand
Sﬁﬂe Serial ... 2369-2584

ASSAY REPORT

UNIOVSSAY OFFICE, Inc.

C. WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Jan, 26, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR IRON LIME
NUMBER Ozs. per Ton || Ozs. per Ton || Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent Per Ceont
Hole 23

0=5 Trace Hone

Hone




Telephone 363-3302 Hand ,
g Sample Serial 41628-41653 ASSAY REPORT

‘ UNION 4SSAY OFFICE, Inc.

WANLASS, President

L. G. HALL, Yice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

NUMBER GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR]|| IRON LIME
Ozs, per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

Per Cent | Per Cent

1-3
210-215 Trace 0.4

215-220 0.2

220-225 0.3

225-230 None
230-235 0.1

235-240 None
240-245 None
245-250 None
250-255 None
255-260 0.1

260-265 None
265-270
270-275
275~280
2804285
285-290
290-295
295-300

NF-3

NP-4 Black
T23

T24

T25

126

REeMBIRE. & L R i e e Ay e R e e S PR e s s T e R

Chpged 5 00BN - 0 oo T i e e




Telsphons 3633302 Han
Siphens Sample Serial ......... 41039-41064 ASSAY REPORT

UNION 4SSAY OFFICE, Inc.

WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A, WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Deec. 8, 1969 Salt Lake CH'Y, U+ah 84110

GOLD SILVEk 7 LEAD COPPER INSC)L. ZINC SULPHUR|| [RON LIME 7
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Oref|  Per Cent Per Cent Per Cent || Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

7-3

143-145
146-150
150-155
155~160

160-165

165-170
170-175
175-180
180-185
185-190
190-195

1$5-200

200-205
205-210
T-12
T-13
T-14
£-15
T-16
T-17
T-18
T-19
T~20

T-21

T-22

TT-8




T = H
ielephone 363-3302 and 39493-39517 Sl RN

S le Serial 7
[ J UNION@SSAY OFFICE, Inc.

TIC. WANLASS, President

3 Th PR S T T e S e L. G. HALL, Vice President
Miow... DR CRME AT G. P. WILLIAMS, Treasurer

Box 288 GERALDINE A. WANLASS, Secretary
P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS nov. 19, 1969 Salt Lake City, Utah 84110

‘GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR]|" IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Oref| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

4-3
50-55 0.010 0.6
55-60 0.010 1.7
60-65 0.350 1.1
65-70 0.015

70-75 0.010

75-80 0.005
80-85 0.005
85-90 0.005
90-95 0.005
95-100 0.010
100-105 0.010
105-110 0.005
110-115 0.005
115-120 0.015
120-125 0.010
125-130 Trace

130-135 0.005

135-140 Trace
140-145 0.005
150-155 Trace
160-165 Trace
165-173 Trace

173-185 n.nn
185-200 0.010

14

Lhardes S Qo o




5 Hand
Telephone 363-3302 Sample Serial . 134=154 ASSAY REPORT

UNION &SAY OFFICE, Inc.

8 ANLASS, President

L. G. HALL, Yice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Jan. 2, 1970 Salt Lake City, Utah 84110

RESULTS PER TON OF 2000 POUNDS

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR]|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Par Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cont || Per Cont

B-1
20-25
25-30
30-39
39-45
45-50

50-55

55-60
60-65
65-70
70-75
75-82
82-92
92-95
95-105
105-110
110-115
115~-125
125-135
135-140
140-145
145-150

Remarks

Charges $...63.00




ielephone 363-3302 ASSAY REPORT

UNION@BSSAY OFFICE, Inc.

.. WANLASS, President

L. 6. HALL, Vice President
The.Condor..Corp. G.. P, WILLIAMS, Traasurer

Box 288 GERALDINE A. WANLASS, Secretary
P. O. Box 1528

Salt Lake City, Utah 84110

GOLD: | SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore||  Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

cp-1-2
5
10
15
20
25
30
35
40
45
50
55
60
65
70

75
80
85
90

95

At kS . e e R e i R o B gl S S Sl e i

78.00
Charges Bt ol i N TR




Telephone 363-3302 Hand 36592-36614

ASSAY REPORT

Sample Serial 7 7
'Y UNION @SSAY OFFICE, Inc.

W. SR WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS o 0 17, 1969 Salt Lake City, Utah 84110

GOLDV SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cent

op-2-1
40
45
50
35
60
65
70
75
80
85
90

95

Remarks 5 ool e S N S I T s s i R e O e MR e A R e M S B R

Cldrfes 5 0000 0 e n. s




Telephone 363-3302 Hand 36640-36665

Sample Serial ASSAY REPORT

UNION gdSSAY OFFICE, Inc.

%, WANLASS, President
L. G. \I;IVALL,AncSa President
; G. P. WILLI , Treasurer
Box 288 GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS SaH Lake Cl‘l'y, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR]|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore||  Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

GP-2-2

Per Cent | Per Cent

3

10
15
20
25
30
35
40
45
50
33
60
65
70
75
80
85
90

95

Remarks_'__________,____"v_____,,_,,__,___________u B T e e o g S o Sy e i g B i = ' s g e U A S G U B i e i i o 3 S U

Charges $78'00 S U e L I L




- 3.3302 Hand
relephone 363330 Sample Serial ...35204-35233 ASSAY REPORT

UNION &SSAY OFFICE, Inc.

P WANLASS, President
The Condor Corp. L. G. HALL, Vice President

Mine Sao RO 288 G. P. WILLIAMS, Treasurer

Battle Mountain, Nevada 89820 GERALDINE A, 'WANLASS, Secretary
P. O. Box 1528

RESULTS PER TCN OF 2000 POUNDS Gk 2 ’ 1969 Sa“‘ Lake C|+Y| U‘I'ah 84110

GOLD SILVER LEAD COPPER INSOL, ZINC 7 SULPHUR|| IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent| Per Cent Per Cent

GP-1-3-35 Trace Dl
40 Trace || 0.1
45 Trace
50 0w@kD
5 Trace

60 Trace

Trace

None

None

Trace

Trace

Trace

Trace

frace

0.005

Trace

Trace

Trace

Trace

Trace

Chardes B ool e o I T N i s




Telephone 3633302 Hand Sk
Sl 35224-35244 ASSAY REPORT

Sample Serial
Q UNIOMESAY OFFICE, Inc.

" NLASS, President

st T By o B e A AL T TRt A ORI 8 s N R L SN S B ALL, Yice President
v ey v AED G. P. WILLIAMS, Treasurer

Box 288 GERALDINE A. WANLASS, Secretary
s.o.Battle Mountalin, Nevada.89820.. .. . ... Ty : P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Oct. "0 SaH_ Lake CH’Y U‘I‘ah 84' 10

GOLD SILVER LEAD COPPER SULPHUR IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Orel| Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

GP;1~3h135 Trace None
Trace None
Trace None
Trace None
Trace None
Trace None

Trace None

Trace None

Trace None

Trace None

Trace None

Trace 0

Trace 0.4

Trace

Trace

Trace

Trace

Trace

Trace

Trace

Trace

Remarks. Sl 0 Shekac e A OB RSN NSRS thirsel k' g Sl S L Ry, R

63.00.

Charges $....




P
<% Hend
"y ot an
Telephor, 353,402 / Sample Serial .. 36767-36792 ASSAY REPORT
. o

‘ | UNIONg&SSAY OFTICE, Inc.

i . WANLASS, President
; P L N ) 0 AR Ll T T e L. 6. HALL, Vice President
..——-"“B'ox 288 G. P. WILLIAMS, Treasurer
q GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528

Salt Lake City, Utah 84110

o

GOLD SILVER LeaD || coeper | insoL |  zinc [ sutpHUR|| Ron || LiME
Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

Per Cent | Per Cent

NUMBER

GP-3-1

e ———

5

10
15
20
25
30
35
40

45
50
55
60
65
70
75
80
85

90
95

Charges $78‘00 ke




Telephone 363-3302 Hand '
o 35945-35969 ASSAY REPORT

Sagaple Serial
i UNION &SSAY OFFICE, Inc.

s WANLASS, President
L. 6. HALL, Vice President
G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS 1969 Salt Lake CH'Y- Utah 84110

GOLD SILVER LEAD COPPER ZINC SULPHUR lkON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton| Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

GP-1-1
145 None
150 None
155 Trace
160 Trace
165 Trace
170 Trace
175 Trace
Trace
Trace
0.087
Trace
Trace
Trace
0.010
0.020

None

Trace

Trace

Trace

0.010

Trace

Trace

Trace

0.020

0.020

Remarks

Charges $.....




Telephone 363-3302

The Condor Corp.

Hand

Saiﬂe Serial

RESULTS PER TON OF 2000 POUNDS

35919-35944

UNI

Ogt-- 13,1969

ASSAY REPORT

ON.A8SAY OFFICE, Inc.

; ANLASS, President

L. 6. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

GOLD
Ozs. per Ton

SILVER
Ozs. per Ton

LEAD
Wet on Ore|

COPPER
Per Cent

INSOL.
Per Cent

ZINC
Per Cent

SULPHUR|| IRON LIME Per C
Per Cent || Per Cent{| Per Cent iy

Per Cent

Trace

Trace

Trace

None

None

None

None

None

None

None

None

None

None

None

None

None

None

None

None

Trace

Trace

None

Trace

None

None

None

et U e e R e T e st e sk e e s & R TR et

Charges $..... 7800 —oiiuin




T e Sample Serial 40963-40984 ASSAY REPORT
UNION ”SSAY OFFICE Inc.
_ Battle Noungain, Nevada 89820 e GERALD'N;' g.‘;g:ﬁ"sszsé Seerataty
RESULTS PER TON OF 2000 POUNDS ks b Salt Lake Cii‘y, Utah 84110
wowsen | oo | s | wean Tcomer [ sow T zinc Tsuurtun] o T e T oo cons T prcon
7-3
0-25 Kone None
25-30 None None
30-35 Hone None
35-40 None None
40-50 None None
50-63 None None
63-71 Kone None
63~75 Trace None
75-80 None None
80-85 lone 0.2
85-90 None Kone
90-95 None None
95-100 Trace Hone
100-105 Trace 0.1
105-110 None None
110-115 None 0.1
115-121 Hone Hone
121-125 Hone None
125-130 None Nene
130-135 Heone None
135-142 None Hone 4
141-143 None Hone
AR v e e e et e s

Charges $.. 66,00




Telephone 363-3302

Mine ... ¥he Condor Covp. . R

Box 288

Hand

Se

e Serial

40619-40644

UNION.

ASSAY REPORT

L..G. HALL, Yice President
G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

SSAY OFFICE, Inc.

WANLASS, President

e o A s A e e A e
2-1
130-135 Trace 0.1
135-140 None None
140-145 None 0.1
145-150 None None
150-155 Trace None
155-160 None Noune
160-165 Trace 0.2
165-170 None None
170-175 None 0.2
175-180 None Hone
180-185 Trace None
185-190 Hone Hone
190-195 Trace None
195-200 Trace None
200-205 Trace None
205-210 0.010 0.9
210-215 None None
215-220 0.010 None
220-225 Trace Hone
225-230 Trace None 5
230-235 Trace None
235-240 None None
240-255 None 0.4
245-250 Trace 0.4
250-~255 Trace 0.1
255--260 Trace None
LG r ol o RUSRRIES R 155 o e L DS N S

Charges .. LN ST o e bRy




: : Hand d
Telephone 363-3302 an 40526-40547 ASSAY REPORT

anle Serial
i UNIOWRESAY OFFICE. Inc.

2 L5 WANLASS, President
L. G. HALL, Vice President
G. P. WILLIAMS, Treasurer

Battle Mountain, Nevada 89820 : GERALDINE A. WANLASS, Secretary
7 L SRS o Tl et e s e P o De P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake Ci'l‘y, Utah 84110

GOLD SILVER LEAD COPPER INSOL. SULPHUR|| [RON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Orej|  Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

1=3

90-95 0.020 0.6
95~100 Trace 0.6
100-105 Trace 0.3
105-110 Trace
110-115 Trace
115-120 Trace
120-125 Trace
125-130 Trace
130-135 Trace

135-140 0020
140-145 Trace
145-150 Trace
150-155 Trace
155~160 0.010
160+165 0.100
165-170 Trace
170-175 Trace
175-180 Trace
180-~185 Trace
185-190 Trace
190-195 Trace

195-200 0.010

Remarks

Charges $66'00 R b SR A e e G T i e




Telephone 363-3302 Hand
elephone o ‘1.9 Serial . 40645-40670 ASSAY REPORT

UNION'SSAY OFFICE, Inc.

. JPAWANLASS, President
T T TR e e ead S NN LI A e L. G. HALL, Vice President
288 G. P. WILLIAMS, Treasurer
. GERALDINE A. WANLASS, Secretary

P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS SEIH' Lake CH‘Y Utah 84110

GOLD SILVER LEAD COPPER SULPHUR|| [RON LIME ]
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| PerCent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

2.1

260-265
265-270
270-275
275-280
280-285
285-290
290295
295-300
300-305
305-310
310-315
315-320
320-325

325-330
330-335
335-340
340-345
345-350
350-355
355-360
360365
365-370
370-375
375-380
380-385
385-390

Remarks

e T W e N T et




Telephone 363-3302 Hand 3936439382

M, WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS :
Nov. 17, 1969 Salt Lake City, Utah 84110

NUMBER . GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| ' IRON LIME Per Cent
Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|{ Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

11
6065
65-70
190-195
195-200
200-205
205=210
210-215
215-220
220-225
225-230
230-234
4-3
10-15
15420

20-25

25-30

30-35
35-40
40-45

45-50

Remarks

Charges $......




Telephone 363-3302 i - '
elephone i‘l’le Serial 8375-8395 ~ ASSAY REPORT

UNIC‘ASSAY OFFICE, Inc.

C. WANLASS, President
L. G. HALL, Yice President
G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS SaH, Lake C“Yu U“'Elh 84110

e GOLD SILVER | LEAD | coeper | iNsoL. | ziNc [ sutPHUR| IRON [ LIME
Ozs. per Ton|| Ozs. per Ton|| Wet on Oref| Per Cent Per Cent Per Cent | Per Cent || Per Cent| Per Cent

Hole 83

Per Cent

0-10 Trace 0.1
10-15 Trace None
15-20 Trace 0.4
20-25 Trace 0.8
25-30 Trace 0.8
30-35 Trace
35-40 Trace

40-45 Trace

45-50 Trace
50-55 Trace
55-60 Trace
60-65 Trace
65-70 Trace

70-75

75~80
80-85
85-90
90-95
95-100
100-105
105-110

Chardest. NWOEME ol i o




.33 Hand
Telephone 363-3302 9648~9676 ASSAY REPORT

Sample Serial
, ‘ UNION@ASSAY OFFICE, Inc.

. WANLASS, President

Condo L. HALL, Vice President
The.. x.Corp. . P. WILLIAMS, Treasurer

Box 288 GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada. . 89820 .. . T 2 e A P. O, Box 1528
RESULTS PER TON OF 2000 POUNDS mr. 17 ; 1970 SGH‘ Lake CH’Y. U+ah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME Per Cont || Per Cont
Ozs. per.Ton|| Ozs. per Ton|| Wet on Ore|| - Per Cent Por Cent || Per Cent | Per Cent || Per Cent| Per Cent bl er Len

Hole 89
0-10 Trace

50-55 Trace

Hole 91
0-10 Trace
35-40 0.110

Hole 92 :
0-10 Trace
50-55 0.040

Hole 93
0-10 Trace
50-55 Trace

Hole 94
0-10 Trace
50-55 Trace

Hole 95
0-10 Trace
90-95 0.010

Hole 96
0-15 Trace
50-55 Trace

Hole 97
0-15 None
50~55 Trace
150-155 None
180-185 Trace

Hole 98
0-10 Trace
50-55 Trace
100-105 Trace

Hole 99
0-10 Trace
50-55 0.010

95-100 Trace

Hole 100
0-10 0.010
50-55 Trace

Hole 101
0-10 Trace
50-55 Trace
95-100 0.010

Charges 530180 =il




Telephone 363-3302 ASSAY. REPORT

UNIOWQASSAY OFFICE, Inc.

. C. WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Mar. 6, 1970 Salt Lake City, Utah 84110

ILVER LEAD COPPER INSOL. ZINC || SULPHUR|| IRON LIME
NUMBER Ozse.'gol;pl'on 012. per Ton|| Wet on Oref| Per Cent Per Cent || Per Cent || Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

Hole 84
0-10 Trace | 0.1

10-15 Trace | 0.1
15-20 Trace | 0.3
20-25 Trace
25-30 Trace
30-35 Trace
35-40 Trace
40-45 Trace
45-50 Trace
50-55 Trace

Hole 85
0-10 Trace

10-15 Trace
15-20 Trace
20-25 Trace
25-30

Hole 86
0-15

15-20
20-25
25-30=
30-35
35-40
40-45
45-50

50-53

55-60

60-65
65-70
70-75
75-80

80-85

Remarks

Charges $105-00 AR SRR S S SR e




Teleph 363-3302
Telephone 0 ASSAY REPORT

UNIOMSSAY OFFICE, Inc.

C. WANLASS, President
. G. HALL, Vice President
G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 , P. O. Box 1528

R'ESULTS PER TON OF 2000 POUNDS Salt Lake ley Utah 84110

_Mareh 5, 1970

VTR GOoLD SILVER teaD | copper | INsOL. | zINC | sULPHUR| RON [l LIME | 5 ..
: Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent | Per Cent || Per Cent|| Per Cent oD

Per Cent

Hole 80
0-10

10~-15
15-20
20-25
25-30
30-35
35-40

Trace
Trace

Trace

Trace

Trace
Trace

Trace

Trace

CRarfessd. v e N e T iy Y I e
80.50




Telephone 363-3302

‘C.':INANLASS. President

Mine ........ 'he.. o 5. HALL, Yice President

ik ol ggndot COIP G. P. WILLIAMS, Treasurer
Box 288 GERALDINE A, WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

NUMBER GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME Per Cent
Ozs. per Ton|| Ozs. per Ton|| Wet on Orell Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent .

RESULTS PER TON OF 2000 POUNDS  Mar, 6, 1970

Hole 87

0-10
10-15
15-20

20-25

Hole 88

0-10
10-15
15--20

20-25

Remarks

Charges $....... 66450 ...




Telephone 363-3302 d
elephone @Ie Serial 83178337 ASSAY REPORT

O UNIONEMSSAY OFFICE, Inc.

. WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

-Battle Mountain, Nevada 89820 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake C”'Y. U'I'ah 84110

March 5, 1970

NUMBER GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
s Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|l  Per Cent Per Cent Per Cent Per Cent || Per Cent||: Per Cent

Per Cent | Per Cent

e 79
0-10
10-15
15-20
20-25
25-30
30-35
35-40
40-45
45-50
50~55
55~60
60-65
65-70
70-75
75-80
80-85
85-90
90-95
95-100
100-105
105~-110

Chiorges 5. SIS 08 ol




ASSAY REPORT

Telephone 363-3302 Hand *pla Soria).. . TROTEANRNS UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

. ,L. G. HALL, Vice President

- & G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Dec. 3, 1969 Salt Lake City, Utah 84110

NUMBER GOLD SILVER LEAD COPPER INSOL. ~ ZINC SULPHUR| IRON LIME Per Cent
Ozs, per Ton || Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent

Remarks

§.00

Charges $




ASSAY REPORT

Telephone 363-3302 UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

L. 6. HALL, Vice President
ma--c@m;--c@m: 3 g G. P. WILLIAMS, Treasurer
Box 288 ALDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Salt Lake Ci+y. Utah 8_4I 10

Jan. 2, 1970

NUMBERV GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR | IRON LIME Per Cent
Ozs. per Ton || Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent

Per Cent

5-2~15-20 Trace 0.4
20-25 Trace 0.4
25-30 Trace 0.1
30-35 0.2
35-40
4045

Remarks..

Cha'rqes $ 18 -00 \/




ASSAY REPORT

Telephone 363-3302 Hand Sample Seriai .. 42420742426 UNION ASSAY OFFICE, Inc,

W. C. WANLASS, President

~. L. G. HALL, Vice President

l: G. P. WILLIAMS, Treasurer
ERALDINE A, WANLASS, Secretary

Battle Hountain,. Kevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Dec. 19, 1969 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR| IRON LIME
NUMBER Ozs. per Ton| Ozs. per Ton|| Wet on Ore Par|Cenf Per Cent Per Cent Per Cent | Per Cent| Per Cent Per Cent | Per Cent

Remarks

Charges $ 15.00




ASSAY REPORT

Telephone 363-3302 Hand Sample Serual’38530"38535 UNION ASSAY OFFICE, Inc,

W. C. WANLASS, President

. L. 6. HALL, Vice President
Mine ““'Ib“a'“g'qn‘dgx"c'orn‘ i :i G. P. WILLIAMS, Treasurer
Box 288 WEERALDINE A. WANLASS, Secretary
Battle Mountain, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Nov. 7, 1969 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR| IRON LIME
NUMBER Ozs. per Ton || Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent | Per Cent

11
95-100 2:2

i
4

100-105 2.4 /W

105-110
110-115
115-120

120-125

Remarks

18.00

Charges $




ASSAY REPORT

Telephone 363-3302 Hand Sample Serial.......33239235274 UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

: ke G PIALE: Vice President
Mine .....The.Caondor. . CoOrDa.mmmnnn.s . P. WILLIAMS, Treasurer
i Box, 288 5 GEPDINE A. WANLASS, Secretary

Battle Mountain, Nevada 89820 P. 0-.30’! 1528
RESULTS PER TON OF 2000 POUNDS Oct. 6, 1969 Salt Lake City, Utah 84110

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR | IRON LIME
NUMBER Ozs. per Ton | Ozs. per Ton I Wet on Orel| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cont Per Cent

GP-2-1~5 Trace None

% Trace None

None None

Trace None

Trace

Trace

None

None

Trace

Trace

None

None




ASSAY REPORT

Telephone 363-3302 Haii Sample Serial UNION ASSAY OFTICE, Inc.

W. C. WANLASS, President
L. &, HALL, Vice President
. G. P. WILLIAMS, Treasurer

ALDINE A. WANLASS, Secretary

The. Condor. Corp.
Box 288

Battle Mountain, Nevada 8982 P. O. Box 1528

: Salt Lake City, Utah 84110
RESULTS PER TON OF 2000 POUNDS Jan. 9, 1970 Ity 4

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR| [RON LIME
NUMBER Qzs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent || Per Cent Per Cent | Per Cent

Remarks

Cha-rges s 21 B 00




ASSAY REPORT

Telephone 363-3302 H“ﬂplg Serial UNION ASSAY OFFICE, Inc.

~ W. C. WANLASS, President
» ; wal. G. HALL, Vice President
Mine ... The. Coador Corp. : P. WILLIAMS, Treasurer
Box 288 G DINE A. WANLASS, Secretary
P. O. Box 1528

Battie Mownkaln. ilevada. 89820 .
RESULTS PER TON OF 2000 POUNDS Jan. 2, 1970 Salt;Lake Gy, Uiak 641 10

NUMBER GOLD I SILVER LEAD COPPER INSOL. ZINC SULPHUR | IRON LIME
7 Ozs. per Ton || Ozs, per Ton i Wet on Ore|| Per Cent Per Cent Per Cent || Per Cent | Per Cent || Per Cent

Per Cent

B-2 105-110 Trace | None
110-115 Trace | 0.4
115-120 “Trace | Nome
120-125 Trace | None
125-131 Trace | 0.3
131-141 Trace | None
141~145 Trace | None
345-150 Trace | 0.5

3-3-90-93 Trace | 0.2




Telephone 363.3302 ASSAY REPORT

UNIC®ESSAY OFFICE, Inc.

W. C. WANLASS, President

y " L. G. HALL, Vice President

Mine % G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

March 5, 1970

i colp | siver | LEAB | copper | iNsoL. | ziNc | suierur | ron [ ume | oo T p o
Ozs. per Ton || Ozs. per Ton |Wet on Ore|| Per Cent Per Cent || PerCent || Per Cent || Per Cent || Per Cent R PR 2Ean

Hole 78
0-10 0.2
10-15 0.3
15-20 0.5
20-25 1.0
25-30
30-35
35-40
40-45






