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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane Pav [ovsks
Reno, Nevada 89502 Laboratory number:  195-5

Attn: J. Mc Laren Forbes (Part I of II)

Report on: Au, Ag--Part I

Analytical method: Fire Assay

Your order number:

Invoice number: E668

o, Ni, Pb, WOS’ Zn--Part I1

Sample Au (0z/Ton) Ag (0z/Ton)
6802 Trace | 2.87
6803 Trace 0.80
6804 Trace Nil
6805 Trace 43.37
6806 0.006 1.98
6807 Trace Nil

Ay

B. M. Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than.”
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane Pav [ovsks
Reno, Nevada 89502 Laboratory number:  195-5

Attn: J. Mc Laren Forbes (Part I of II)

Report on: Au, Ag--Part I

Analytical method: Fire Assay

Your order number:

Invoice number: E668

o, Ni, Pb, WOS’ Zn--Part I1

Sample Au (0z/Ton) Ag (0z/Ton)
6802 Trace | 2.87
6803 Trace 0.80
6804 Trace Nil
6805 Trace 43.37
6806 0.006 1.98
6807 Trace Nil

Ay

B. M. Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than.”



Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane

Reno, Nevada 89502 Laboratory number:  195-5
Attn: J. Mc Laren Forbes (Part 1I of II)
Analytical method: A, A,

Your order number:
Report on: Au, Ag--Part 1 Invoice number: E668

Co,-Ni, Pb, WO3, Zn--Part II1

Sample Co

(ppm) Ni (ppm) Pb (%) *W04 (%) Zn (ppm)
6802 - i 3.35 e 120
6804 -- - e ND L
6805 - - 0,16 = SN
6806 70 68 - - e
6807 9 53 ———— - R
*Colorimetric

Note: ND means not dectectable.

é Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than."
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Western Testing ¢ Laboratories
1275 Kleppe Lane, #5 * Sparks, Nevada 89431 « (702) 331-3600

Invoice No. E668
To: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane
Reno, Nevada 89502
Attn: J. McLaren Forbes Laboratory Number: 195-5, Part I & II
Jim Nichols Your Order Number:

70 2= <
BA T~ 6/723

PLEASE PAY FROM INVOICE
INVOICES NOT PAID WITHIN 30 DAYS OF INVOICE DATE WILL RESULT IN LOSS OF ANY DISCOUNTS, AS WELL AS TERMINATION OF CREDIT.

Description Price Amount
Prep 6 samples (14 1lbs) & save rejects $ 9.90
Fire assay 6 samples for Au, Ag @ $9.00 ea 54.00
A. A. 2 samples for Co @ $6.00 ea 12.00
A. A. 2 samples for Ni @ $6.00 ea 12.00
A. A. 2 samples for Pb @ $4.00 ea 8.00
A. A. 1 sample for WO, @ $12.00 (Colorimetric) 12.00
A. A. 1 sample for Zn~ @ $4.00 4.00

SITT.90 $111.90

PAST DUE BALANCES SUBJECT TO A FINANCE CHARGE OF 1;% PER MONTH (18% PER ANNUM).
THANK YOU

" s w'a

A3 3 88
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis

Submitted by: Harding-Lawson Associates
940 Matley Lane

Reno, Nevada
Attn:

Report on:

Au, Ag--Part 1
Co, Ni, Pb, WO

89502

J. Mc Laren Forbes

3 Zn--Part IL

Date: ~ July 21, 1983
A (po 5/
Laboratory number:  195-5 2¢'"
(Part I of II)
Analytical method: Fire Assay

) -
|

Your order number:

E668

Invoice number:

Sample

6802
6803

6804
6805

6806
6807

Au (0z/Ton)

Trace
Trace

Trace
. Trace

0.006
Trace

Ag (0z/Ton)

2.87
0.80
Nil
43.37

1.98
Nil

S .

B. M. Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than.” Read = as "less than.”
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane -
Reno, Nevada 89502 Laboratory number: ~ 195-5
Attn: J. Mc Laren Forbes (Part II of II)
Analytical method: A, A.
Your order number:
Report on: Au, Ag--Part I Invoice number: E668
Co, Ni, Pb, WO3, Zn--Part II
Sample Co (ppm) Ni (ppm) Pb (Z) *WO3 (%) Zn (ppm)
6802 -- -- ' 3:35 -- 120
6804 -- -- -——- ND -—-
6805 -- -- 0.16 -- ---
6806 70 68 -——— -- -—--
6807 9 53 ———— -- -—-
*Colorimetric

Note: ND means not dectectable.

B. M. Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than."
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Western Testing ¢ Laboratories
1275 Kleppe Lane, #5 » Sparks, Nevada 89431 ¢ (702) 331-3600
Invoice No. E669
To: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane
Reno, Nevada 89502
Attn: J. Mc Laren Forbes Laboratory Number: 195-6, Part I & I1
Jim Nichols Your Order Number:

PLEASE PAY FROM INVOICE
INVOICES NOT PAID WITHIN 30 DAYS OF INVOICE DATE WILL RESULT IN LOSS OF ANY DISCOUNTS, AS WELL AS TERMINATION OF CREDIT.

Description Price Amount

Prep 23 samples (87 lbs) & save rejects $ 47.95
Fire assay 23 samples for Au, Ag @ $9.00 ea 207.00
A. A. 4 samples for Co @ $6.00 ea 24.00
A. A. 6 samples for Cu @ $4.00 ea 24.00
A. A. 4 samples for Ni @ $6.00 ea 24.00
A. A. 5 samples for Pb @ $4.00 ea 20.00
A. A. 1 sample for WO3 @ $12.00 (Colorimetric) 12.00
A. A. 2 samples for Zn~ @ $4.00 ea 8.00
$366.95
107 discount on assays -31.90

$335.00 p  $335.05

PAST DUE BALANCES SUBJECT TO A FINANCE CHARGE OF 1Y, % PER MONTH (18% PER ANNUM).
THANK YOU

......
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Rep(g:;:eolf énéa)lysis

Submitted by: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Paxt 1 of I1)
Analyttcal method: Fire As say
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Fb; WO3,
Zn--Part 11
Sample Au (0z/Ton) Ag (0z/Ton)
601 Trace 3.78
602 0.236 Al
603 0.582 i
604 0.081 Bel2
605 0.-126 Bis75
606 0.025 b0
607 Trace Nil
608 . Trace Nil
609 Trace Nil
610 0.020 Nil
611 Trace 0.70
612 Trace 05Tl
613 Nil 3,01
614 Trace Nil
615 Trace Nil
616 Trace 1.08
617 Trace I, L T
J 618 Trace Nil
(Continued)
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than." Read = as "less than."
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
(Page 2 of 2)

Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Part I of II)
Analytical method: ~ Fire Assay
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Pb, WOB’
Zn--Part 11
’7\ Sample _ Au (0z/Ton) Ag (0z/Ton)
619 0.004 : Nil
@) C 620 0.007 8.11
_ . 621 Trace L
622 - 0.012 1.50
623 0.035 702
é, . é%em
General Manager
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than." Read = as "less than.”
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WVésternﬁTesﬁhug(blzdmoratouies

1275 Kleppe Lane, #5
Sparks, Nevada 89431

Telephone: (702) 331-3600

*Reported in percent.
**¥Colorimetric
ND means not detectable.

Note:

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Part II of II)
Analytical method: A. A.
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Pb, WO3, :
Zn--Part II
Sample Co (ppm) Cu (ppm) Ni (ppm) ‘ Pb (ppm) **WO3 () Zn (ppm)
71 [ i < * 2,10 / L uls . bl
612 ------- -——— -—-- 97 -- meeee-
613 ------- -——- - * 4,75 -- * 0.50
617  ------- -—-- - emeee-- ND  e-e--- 3
618 11 102 33 i e waly | ARkl
(/ 619 -5 70 22 memmee- S =
620 * 0.12 7, 3700 210 = =Se--- -
621 7 285 45 00 eeeee- s -—- -
622 @ —e----- 60 -—- % 0.74 7, T X
623  —--e--- 110 --- *19.00 -- 23

W M Clen

General Manager

ppm = Parts per million

Percent = Parts per hundred

1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than.”
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& Western Testing () Laboratories 13
: 1275 Kleppe Lane, #5 ¢ Sparks, Nevada 89431 « (702) 331-3600 -
. Laboratory Order
0  Received: _ Laboratory Number: ! 7 & =7
: i} ! Sl o ] '}‘ P o Y >
{2 Report to: “hlanden '- 4 Attention: - /¢ Jvc 4
‘z o ( o yak '
i . |.Address: qY4o Y I Wl Kea : Erulhied) b )
}(, : i ¢ / .““,l')’?/(":’fy-'-'." ¥ }' i s 4
f' Telephone: % 204 ~(
| | Additional Instructions: __( _r,.., O osics =l g AL b o V) S Ay N
f i L { - il TS Sty 4 )
i Aig GIAA oA " T DA AR
i 2 T =
3 y Fl e
i ! \pb e il
| i D !\ ‘ ) £ W‘Mﬂ“ﬂ,,,.u.
’Inuoice Number: _ £, . 5§ N : “‘YQ,LLE‘O"d'er number:
) Il ‘/ . ; h ' [} "
Sample Mark Form Analyze for ~Sample Mark | Form Analyze for - Sample Mark | Form Analyze for
» ; \fll\ _: ;"{ )5 | : :
! ) (¢ (L W LA Rl g :
R0 1 r ] 8,78 AR B T
i 2) 30| A 4/ {0 L A B o
Y L% A
(|8 3, o B A B
.u"' / (/ '03 / '7;-’ | i'}l 0007[, /\//(,
e P U B R e =
f f ! (ot FI Al 7 :
ke (e D0 /.07 A% ; s
| 7 s ji; : R 0.0l |,50 ¥ 3 7(
] ot/ P S . ¢ : y ’ I/ A -
Cx o Iéﬂ/»‘: 0.3510: TR IS ' A 4 7 )
% ' . =
4 ) d /
Vo, \V/ A%
L0 eot——oT s
L TR B ) 0.1/
U3 na 3.0l « 1 e :
o ‘ t @4‘4_ rep i Ch\,élj
iy Y 9/ /83 C
NO. OF SAMPLES ___._ L. % for O Trace, O Assay, &' Fire Assay,
PULPS: 0 Discard, H Return, REJECTS: © Discard, § Retum, - ,
NOTE: Wnen a client wishes to have the PULPS and/or REJECTS retﬁrned, the client must pick up the pulps and rejects within 60 days after the Laboratory work has been

completed. If the client requests

|
4

- SUBMIT IEDBY:

WTL to return the pulps and/or rej

P 7 g

ects, they will be returned COD — unless the client makes special arrangements with WTL.,

¢ ; / y
n |1 Ly §
-~ Vi A i & e

T 0 s 0

+~ White copy: For your records.

7
Date: ..,

Vs

Yellow copy: Send to Lab, | Pink copy: Enclose with samples,
- e o i s g T T TR AR e




Submitted by:

Report on:

A

\Néstern'Testhqgﬁ?la&nmmﬂxnies

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis

Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane

Reno, Nevada 89502 Laboratory number:  195-6

Attn: J. Mc Laren Forbes {(Paxt 11 of 1I1)

: Analytical method: A, A.

Your order number:
Au, Ag, Part--1 Invoice number: E669

Cr, Cu, Pb, i, W03, Zn, Part--2

Cr_ (ppm) Cu (ppm) Pb_(ppm) Ni (ppm) WO, (%) Zn_(ppm)

Sample
611 -—- -—- ®:2.10 -—- - meea-
612 -—- -— 7— 97 ——— Sl AN, 2
613 =2 PN R R s e * .50
617 n - o P ----- e ?"**ND
618 (L pi 240 e e B 33 L
619 -~ Ll 0.2 70 ee-e-- 22 i\ L L el G54
620 -/%% 150 3700  ----- 210 - -
621 g 120 285 = ==e-- 45 - e=e--
622 - 60 * 0.74 - s 0 e
623 -—- 110 *19.00 --- -- 23
*Reported in percent.
**Colorimetric
B. M. Clem
General Manager
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than." Read = as "less than.”
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Western Testing ¢ Laboratories
1275 Kleppe Lane, #5 » Sparks, Nevada 89431 ¢ (702) 331-3600

Laboratory Order

Received: Laboratory Number: {25 "[,

Report to:jgg\é;_va_‘_gﬁ#nm_aﬁaz;&‘: ¢ 4 Mdenon Xhae. Shobiad . -
Address: q 0 +
3 Tobesr 8- 15YS
_BA9-6i23

@M : Telephone: -

] -

Additional Instructions:

Ko el

Invoice Number: E 669 Your order number:
Sample Mark Form Analyze for Sample Mark | Form Analyze for || Sample Mark | Form Analyze for
a&. /a'(d,
PN . s
| kol | |7 Sl
= 336 el §-E ) { P s B e
L O RS TR 0% M|~
5 (24 75 s 30 0079 & D)~
s (; 035 [.07 I~ 2 7’/’/ ,,/K/’,’,/' &
" T a2 Lol Sy
@ o . 25 & 5 e
s A p: ! +—
£ [~ W
,,,,,,,,,,,,,, I
: 13 Ml 3ol T
|4
NO. OF SAMPLES (9~ OL for O Trace, O Assay, ylF“lre Assay.
PULPS: o Discard, ’ﬂRetum. REJECTS: © Discard, B(Retum.

NOTE: When a client wishes to have the PULPS and/or REJECTS returned, the client must pick up the pulps and rejects within 60 days after the Laboratory work has been
completed. If the client requests WTL to return the pulps and/or rejects, they will be returned COD — unless the client makes special arrangements with WTL.

BMTTED By: P B Date: % *ﬁ"ﬁ 1 '-/’ 19483

White copy: For your records. Yellow copy: Send to Lab. Pink copy: Enclose with samples.




Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis

Submitted by: Harding-Lawson Associates

940 Matley Lane
Reno, Nevada 89502

Attn: J. Mc Laren Forbes

Date  July 21, 1983

Laboratory number: 195-5
(Part I of II)

Analytical method:  Fire Assay

Your order number:
Report on: Au, Ag, Part--I Invoice number: E668
o, Ph, N1, WOB’ Zn, Part--II
Sample Au (0z/Ton) Ag (0z/Ton) o
6802 Trace 2.87
6803 Trace 0.80
6804 Trace Nil'
6805 Trace 43.37
74

6806 0.006 1.98 ?
6807 Trace Nil -

B. M. Clem

General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton
Read + as "greater than.” Read = as "less than.”
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane

Reno, Nevada 89502 Laboratory number:  195-5
Attn: J. Mc Laren Forbes (Part II of II)
Analytical method: A, A.

Your order number:
Report on: Au, Ag, Part--1 Invoice number: E668

Ce, Pb, Wi, W03, in, Part--11

Sample 'Cr (ppm) Pb (Z) Ni (ppm) WO, (Z) Zn_ (ppm)

6802 -—- 3.35 ‘g -- 120
6804 -—- -——-- -- *ND i
6805 - 0.16 -- -- -
6806 95 -———- 68 ~- S
6807 400 -———- 53 -- S
*Colorimetric
B. M. Clem

General Manager

ppm = Parts per million

Percent = Parts per hundred

1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

0z/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read — as "less than.”
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Western Testing ¢ Laboratories
1275 Kleppe Lane, #5 * Sparks, Nevada 89431 « (702) 331-3600

Laboratory Order
Received: Laboratory Number: 195 e
Report to Attention:ﬂ)&.ﬁmﬁ&'u__
Address: 4 6 LY ‘ o Eils
a Fe ke $3- 1S5S
@’"’0 Telephone: _“% 37 - 623
Additional Instructions:
/\fﬁo ala /,rﬂ\ ad l.
Invoice Number: _{= é(o g Your order number:
Sample Mark Form Analyze for Sample Mark | Form Analyze for Sample Mark | Form Analyze for

o |
L5022 o ’J(,bg7 Zn |30 PP

L 803 g
Lgoy w~ M e

e | e

(§07 To i B0

NO. OF SAMPLES b for O Trace, O Assay, ){F‘lre Assay.

PULPS: 0 Discard, KRetum. REJECTS: © Discard, (Return.

NOTE: When a client wishes to have the PULPS and/or REJECTS returned, the client must pick up the pulps and rejects within 60 days after the Laboratory work has been
completed. If the client requests WTL to return the pulps and/or rejects, they will be returned COD — unless the client makes special arrangements with WTL.

SUBMITTED BY: M( 0{4% \%ﬂ Date:%dnﬂad._ur_ﬁg_a_—
e

White copy: For your records. Yellow copy: Send to Lab. Pink copy: Enclose with samples.




1275 KLEPPE LANE #5 H K@ﬁ“ﬂ@@'fu.

SPARKS, NEVADA 89431

L i

702-331-3600
10:___Harding-Lawso iates : DATE OF REMINDER __October 7, 1983
940 Matley Lane
Reno, Nevada 89502 A e R st S N R e st SRR

Attn: Jim Nichols
J. McLaren Forbes

VG TR R At 0 eV A

CUSTOMER REPLY:

A REMINDER that we have not received payment on your account as
indicated below. If your check has already been sent, THANK YOU.

If not, please send your remittance by return mail.

INvOICE Nno._E668, #669 (Lab No, 195-5 . 195-6) D Partial payment enclosed in the amount of $

E] Full payment enclosed. ' .=

pATEDUE __July 21, 1983 [] remittance previously maited on :
AMOUNT $__ 446,95 [] check No.
COMMENTS: e o G

Per verbal request, coples of orlglnal invoices were ma1led

to your off:.ce (for Mary) on 9- 13 83721 you have any

quest:Lons regardlng thlS statement, please telephone our
Laboratory and ask for Dee Clem.
pLQuz., %/ /0'7—_4(,?
SIGNED DATE
4N, THE ST (NERY HOUSE, INC., 1000 FLORIDA AVENUE. HAGET
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Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983 v
940 Matley Lane Pay/ovVS/KI
Reno, Nevada 89502 Laboratory number:  195-5
Attn: J. Mc Laren Forbes (Part I of II)
Analytical method: Fire Assay
Your order number:
Report on: Au, Ag--Part I Invoice number: E668
o, Ri, Pb, WO3, Zn--Part II
Sample Au (0z/Ton) Ag (0z/Ton)
6802 Trace : 2.B7 |
6803 Trace 0.80
6804 Trace Nil
6805 Trace 43.37
6806 0.006 1.98
6807 Trace Nil
/M %7/\
B. M. Clem
General Manager
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than.” Read = as "less than.”
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VVesternNTesﬂing]ﬁﬁlzﬂmoratomies
1275 Kleppe Lane, #5

Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane

Reno, Nevada 89502 Laboratory number: ~ 195-5
Attn: J. Mc Laren Forbes (Part 1II of II)
Analytical method: A, A,

Your order number:
Report on: Au, Ag--Part I Invoice number: E668

Co, Ni, Pb, WO3, Zn--Part II

Samgle

6802
6804

6805
6806

6807

Co (ppm)

e el

709

*Colorimetric
ND means not dectectable.

Note:

Ni (ppm) Pb. (Z) *WO3 (%) Zn (ppm)

i : Se a9 e 120
S e ND -

e 0.16 e =it
68 o - ame

53 ———— .- ---

B. M. Clem
General Manager

ppm = Parts per million

Percent = Parts per hundred

1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than." Read = as "less than."
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Western Testing ¢ Laboratories
1275 Kleppe Lane, #5 * Sparks, Nevada 89431 ¢ (702) 331-3600

: , Invoice No. E668
To: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane -
Reno, Nevada 89502 ;
Attn: J. McLaren Forbes Laboratory Number: 195-5, Part T & II
Jim Nichols Your Order Number:

PLEASE PAY FROM INVOICE

. INVOICES NOT PAID WITHIN 30 DAYS OF INVOICE DATE WILL RESULT IN LOSS OF ANY DISCOUNTS, AS WELL AS TERMINATION OF CREDIT.

Description Price Amount
Prep 6 samples (14 1lbs) & save rejects $ 9.90
Fire assay 6 samples for Au, Ag @ $9.00 ea 54.00
A. A. 2 samples for Co @ $6.00 ea 12.00
A. A. 2 samples for Ni @ $6.00 ea 12.00
A. A. 2 samples for Pb @ $4.00 ea 8.00
A. A. 1 sample for WO3 @ $12.00 (Colorimetric) 12.00
A. A. 1 sample for Zn~ @ $4.00 4.00

SITI.90 $111.90

PAST DUE BALANCES SUBJECT TO A FINANCE CHARGE OF 1'/; % PER MONTH (18% PER ANNUM).
THANK YOU ’



] 2 {,’
Western Testing (O Laboratories
1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600
Report of Analysis
(Page 1 of 2)
Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Part I of II)
Analytical method:  Fire Assay
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Pb, W04, ;
Zn--Part II
Sample Au (0z/Ton) Ag (0z/Ton)
CAN 601  Bin Trace 3.78
2/ 602 SEepe 0.236 2.41
o)
2.6 g¥-'3 603 0.582 3.45
7 0_'50”%0 29 % 604 0.081 0.72
@ ,770.
g 605 7%//igs 0.126 0.75
FAA/ & ’ Y 606 ':_7“-/.—_-¢ N 2 i 00025 1-07
FAN Wate 607'4”’A7;f’-,i’3—41' “Trace oF fece WAL Sheares rmemwirvaloe sl
Tunnel 608 2 @ 3¢ leekiWrnce Trace be b il p
' 609 2'@ 4’ back of TaceTrace Sheares I 1atrusiwe 2Nl ve sp Fole SP 75 < TL pu0ty
610 Ceal freeifient 0,020 o~ b /"Hebor@fact Ni]
A dr e ceg | E- hendescript 953594 < /i
bt Gola 2Ll Prelee swlfinad Trace e . 0.70 2.70% P ¥
Warrows, hesh cle&F 612 Fhearoa, Eaudy ¢ Trace 0.11 97 ppm PO
: s _adjuacent Ev faulbed sh. coslact
_Sguau/, IvEenior 613 /—n,/,; er shefte NIl Whte gurrtr qun golene-3.01 +.78 2 Py 8.50 2 &, :
Aundrrew s Peqk 61[} E Eo Very Trace v. Sp- Cu EFmin Nil
¥ o2
615 Midaie . + Trace 2' £« # Nil :
616 Weet guate Ve im Trace sp- ™, Copper— sEdiq 1.08 sp.chalecopyrcboe
S—— N e 7 TS | 1S . Resa i s
Blae Cryebel 617 Gouk Pron (Ixace +7 Mi¥ Nil w0y nef detect fwf[ug),
Bishep Coba/b  B1B @/ cift Fice Trace senistese ceticsr NAL /) pPM Coo /o2 pom Cux,
/5L e e op £o Sheéeqr Zone + ‘lu/,f/( 73[)’0‘4 //1
South Sligut Cu s€ain
vusp Erytiribe (Continued)

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than.” Read = as "less than.”



~”»
» ‘ - A

Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysi
epg’ageoz of g)ys :

Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Part I of II)
_ Analytical method: ~ Fire Assay
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Pb,.W03, '
Zn--Part 11
Sample Au (0z/Ton) Ag (0z/Ton) v
Bishep Ghort- ! e/ 1F foc e ~SPPMm Co., 72 PPM G .
’ 619 35' Werbhet £18 0,004 Some as 60F Nil 22 ppm M
620 S~ 100 WeF 61T (0 007" Seme as cer-619 8,11%2.12 7 c» 3200 PPM L
: Buar bz /o FPM.Vr
621 Trne el Trach Sk L s echen o
L T D S S AR YT R T W
l\fme_ fd,(\j(“k\ 623 /3"9"(‘61‘@» /u-/'ik‘ 0.035 7.62 //0 ch_, /‘7;70 /JA
S g gelena Sl y 23 PAM Za
6..4:°
g M é%em
General Manager
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than.” Read = as "less than."



Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
Submitted by: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6

Attn: J. Mc Laren Forbes

(Part II of II)
Analytical method: A. A,

Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, Pb; WO3,
Zn--Part II

Sample Co (ppm)

Cu (ppm) Ni (ppm) Pb (ppm) **W03 (%) Zn (ppm)

7 3 B AR T oo *¥ 2,10 7% --

612 mmmmm-- - - 97 prm --

'3 L SR S ———— - w2875 2 --

617 ------- -—-- R ND

e bal £ o Y0 6o oo 7o

618 11 gpm o 5002 o 1" 33 ppm 1y mmi s o

619 - 5 PPm oo T 70 PPM T Y 22 PPM.. T mmmee- -
_ R e

620 * _0.12% « 3700 APM 379 210 FP™M oo --

621 7 PPM .07 285 7P™ 2d0, 457PM 1005, - 2. --

. : gt .
622  mmmmm-- L e, o * 0,747 --
623 —---=-- 110 pAM 00 7 === *19.00 2 --

*Reported in percent.

**Colorimetric

Note: ND means not detectable.

&7 .

B.” M. Clem
General Manager

ppm = Parts per million

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois

Percent = Parts per hundred Fineness = Parts per thousand

1 oz/ton = 34.286 ppm
1.0% = 20 pounds/ton

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton
Read + as "greater than." Read = as "less than."



Western Testing ¢ Laboratories
1275 Klieppe Lane, #5 * Sparks, Nevada 89431 « (702) 331-3600

Invoice No. £669
To: Harding-Lawson Associates Date: July 21, 1983
940 Matley Lane
Reno, Nevada 89502
Attn: J. Mc Laren Forbes Laboratory Number: 195-6, Part I & 11
Jim Nichols Your Order Number:

PLEASE PAY FROM INVOICE
INVOICES NOT PAID WITHIN 30 DAYS OF INVOICE DATE WILL RESULT IN LOSS OF ANY DISCOUNTS, AS WELL AS TERMINATION OF CREDIT.

Description Price Amount

Prep 23 samples (87 1lbs) & save rejects $ 47.95
Fire assay 23 samples for Au, Ag @ $9.00 ea 207.00
A. A, 4 samples for Co @ $6.00 ea 24.00
A. A. 6 samples for Cu @ $4.00 ea 24.00
A. A. 4 samples for Ni @ $6.00 ea 24.00
A. A. 5 samples for Pb @ $4.00 ea 20.00
A. A. 1 sample for WO, @ $12.00 (Colorimetric) 12.00
A. A. 2 samples for Zn~@ $4.00 ea - 8.00
$366.95
107 discount on assays -~ =31.90

S335,00 A $335.05

PAST DUE BALANCES SUBJECT TO A FINANCE CHARGE OF 1Y% PER MONTH (18% PER ANNUM).
THANK YOU )



Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

R i
ep(g;‘gteolf (;Afnza)lys s

Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes tPart 1 of II)
Analytical method: Fire As say
Your order number:
Report on: Au, Ag--Part 1 Invoice number: E669
Co, Cu, Ni, Pl W03,
Zn--Part II
Sample Au (0z/Ton) Ag (0z/Ton)
601 Trace 3.78
602 0.236 2.41
603 0.582 Y. 45
604 0.081 0,72
605 0.126 s 73
606 0.025 1. 97
607 Trace Nil
608 Trace Nil
609 Trace Nil
610 0.020 " Nil
611 Trace 0.70
612 Trace 0.11
613 Nil ' 3.01
614 Trace _ Nil
615 Trace Nil
616 Trace 1.08
617 Trace Nil
618 ‘ Trace Nil
(Continued)
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than." Read = as "less than.”



Western Testing ¢ Laboratories

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis
(Page 2 of 2)

Submitted by: Harding-Lawson Associates Date:  July 21, 1983
940 Matley Lane
Reno, Nevada 89502 Laboratory number:  195-6
Attn: J. Mc Laren Forbes (Part I of II)
v Analytical method: ~ Fire Assay
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, Ni, b, W03, ’
Zn--Part 11
Sample Au (0z/Ton) Ag (0z/Ton)
619 0.004 : Nil
620 0.007 8.11
621 Trace Nil
622 0.012 2.50
623 0.035 7.62
B. M. é%em
General Manager
ppm = Parts per million Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Percent = Parts per hundred Fineness = Parts per thousand
1 oz/ton = 34.286 ppm 1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

1.0% = 20 pounds/ton Read + as "greater than." Read = as "less than."



VVesternfTesthmg‘bliﬂmoratnnies

1275 Kleppe Lane, #5
Sparks, Nevada 89431
Telephone: (702) 331-3600

Report of Analysis

Submitted by: Harding-Lawson Associates Date: July 21, 1983

940 Matley Lane
Reno, Nevada 89502

Laboratory number:  195-6

Attn: J. Mc Laren Forbes (EarL 11 of 1I1)
Analytical method: A. A.
Your order number:
Report on: Au, Ag--Part I Invoice number: E669
Co, Cu, ‘Wi, Fb, WO3,
Zn--Part 11
Sample Co_(ppm) Cu (ppm) Ni (ppm) Pb_(ppm)  **W0, (Z) Zn (ppm)
61l = memmm-- ———— -—— * 2,10 _—— mmm——-
612 = mmm--e- ———— - 97 RIS PSR
L TR e 5 e o * 4.75 -- * 0.50
617 = memme-—- ———— ——— eeeee- ND e-----
618 11 - 102 33 0 eee--- e Y. 5
619 - .5 70 22 = ceem=- T R A
620 * 0.12 3700 210 = eece-e- o e
621 7 285 45 ==z emeee=- e D i
622  mmmm——- 60 -—— * 0.74 _— eaemes
623 2 e=me=-- : 110 -—— *19.00 -- 23

*Reported in percent.
**Colorimetric
ND means not detectable.

Note:

&

B.” M. Clem
General Manager

ppm = Parts per million
Percent = Parts per hundred
1 oz/ton = 34.286 ppm
+.0% = 20 pounds/ton

Oz/ton = Troy ounces per ton of 2000 pounds avoirdupois
Fineness = Parts per thousand

1 ppm = 0.0001% 1 ppm = 0.029167 oz/ton

Read + as "greater than.” Read = as "less than"



SAMPLE Ne 0601

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 * Sparks, NV 898431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: /)a//\ /ﬁ"w;

w

ROCK: /X, 72 e

F) e Ll o =¢_ <

ASSAY FOR:—(@@b Zn Cu Mo




A4

SAMPLE Ne 0602

A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: CD"V\ (ae //"4 =

& i ..t s (0
sede
{ &
ROCK:_ @027 o
5‘(;20 Z 1 ',‘i{’\, = e
w fiD rCa v sp e Sa
sz 2 K - /* - o
@ 23362, ot Ky
v

ASSAY FOR;/A@(A;QPb Zn Cu Mo




SAMPLE N©

0603

v

A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5« Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab

Core Cuttings

p-
LOCATION: __fac/sn e
- 3/ R \;‘ = - 2 - 7
Lt‘ E e ‘4"“ jr nd _I,/ ,‘/‘7 4
vz S i 1"‘/5' s N P 3,)(’ ) ("/:
ROCK: Sawme 2% z
‘f J - P / Sy
&+ 5B - lrom o it & /40)(
Lok
w ﬂ' 5(? 3’ A» w g 3: f:sy 'A o
W

ASSAY FOR: AwAg Pb Zn Cu Mo




SAMPLE Ne 0604

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 898431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab

( ?k
CM‘ Core Cuttings £ e
R S
LOBATION: _ =5 <otowwnr oy &
v t A € ;/ r/:/ﬂ.’/«

J\/ﬁicﬁ //;1rr:"

ROCK:

D. p¥l A 4. 2Z [

v

ASSAY FOR:A@AgPb Zn Cu Mo




/ JPLE Ne 0605

L A
Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 « Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
C v~ Core Cuttings

LOCATION:

w

ASSAY FORj A{J\/Agfpb Zn Cu Mo



SAMPLE INt© 0606 2

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: pg\rﬁ-/(/() / %}/(_(5; J)

\TIO!
- :f- 22y &

ROCK: ﬁ/)< // 2.~ /*’/ \f,,»‘/;(_igv A

/ Prar e o A i‘) [ }( =2 0 olwec g
% /1 & 5 ﬁfﬁ/ £
(&= 7 ’
Ll _5"\ 72 Ll AAS
/ o
@ o615 4, fo2 Aq

A4
ASSAY FOR:@T’b Zn Cu Mo




/ S Ne 0607 i
Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
e Rock Chip Channel Grab
Core Cuttings

LOCATION: /A~ e WA
- f"{/f/gfk stAe s o

4~

w

ASSAY FOR: @é}’b Zn Cu Mo



SAMPLE Ne 0608 ol

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 ¢ Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

/:: (T

LOCATION:
- 2./
0! Aa b ¢S /7 Y
/ 1]
ROCK: /////10""1 /4 f/" C Caryed
Z' ﬂéﬂf/.* = 7 I o Ah
1 Erc cr
o N/
-
w

ASSAY FORyAjl Ag Pb Zn Cu Mo



SAMPLE Ne 0609 &

- 4

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5« Sparks, NV 89431 » (702) 331-3600
TYPE: Surface Underground Drill

o Rock Chip Channel Grab
Core Cuttings
= /
LOCATION: __ [~ 2~ 2
- 6 back -/ Lo o v
r2ss / 573
ROCK:
= 54
Bl 7 /1 ks
le s ."( o o L ‘C; P
]
A PR T
G £ b 2t L
-

ASSAY FOR;AuAgPb Zn Cu Mo



SAMPLE e 0648 Y

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 « Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION:_ /—an — G ma

- /7/‘//

a2t / E
ROCK: [/54/" gogrz2 ety [Toe

o
P i 282 e A B

K=

- /
<, 4
2l (o

Vg/y Lo S p /e 54 s //WZ ol

-

P2 Ay .20

v

ASSAY FOR:@A}% Zn Cu Mo




SAMPLE N2 . 0619

- &

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 « Sparks, NV 89431 ¢ (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: A o #ews ME .

® No—~ti T

i i 4 o _
ROCK: Nod LS Cr~r /7 | .
e \
b Jreet Oy b &P
7 :{’ e X /\_.0(:
Tr. Be G e /-

O Fhscfff Moppa b

= 2,0 57 P A

- ERVENENY

ASSAY FOR\Au\i\Zn Cu Mo




SAMPLE Ne 0612

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 ¢ Sparks, NV 89431« (702)331-3600

TYPE: Surface Underground Drill
e Rock Chip Channel Grab
Core Cuttings

LOCATION: Var-roces

- 2164 cC lr F
(V4
ROCK NLGpe 4 P S 2Ly
- é Z < 7/ o /5 & i~
P et s 72/l ZeA /S

L 4 le. A 0. // /9”:1

72 BB P

- ([ \pat) 77eem

ASSAY FOR: £uy/AglE zn Cu Mo



SAMPLE Ne 0613

- A

Western Testing ¢ Laboratories
1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600
TYPE: Surface Underground Drill
Rock Chip Channel Grab
- Core Cuttings

LOCATION: << &7 &/ 2 ey —

- /145//;/;{: s 4 e &

ROCK:__ #hi[e Py K

S @/ena 2 L
2 %
F—==—=
- Ml A 3.9) /}-3
Lrped gl
SN e
v W\ o)) /5T L —€T50 %

ASSAY FO R}Aj\\&a(@m/fu/%




SAMPLE Ne 0614

- A

Western Testing ¢ Laboratories

1275 Kieppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600
TYPE: Surface Underground Drill

b Rock Chip Channel Grab
Core Cuttings
LOCATION: _A- 1 4 prear 5 | e g/t
bt East pesn ;g
Rock: ““ CPLl 0 + - 4
U A S 2 & s
So £ "o >~ ;
~
V B 2 el C A G egN
v 7'/\ //;/
-

ASSAY FOR:/AiiAg'Pb Zn Cu Mo



SAMPLE N2 0615

- &

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: _Andir @ wss f7e 2 /

- Middle Ut n

o , <+ P,

ROCK:__ «whibr op o Ev

TS
= Cer 4-'/;— PN
el 2 & / al e 8 2 e //(i
St lim gy # Q J
Sauce ce all »r O'f“/l/'

-

v > Tl 1

ASSAY FOR: Au/Ag’Pb Zn Cu Mo




-

SAMPLE N2 0616

- A

Western Testing ¢ Laboratories
1275 Kleppe Lane, No. 5 * Sparks, NV 89431 « (702) 331-3600
TYPE: Surface Underground Drill

Rock Chip Channel Grab
Core Cuttings

LOCATION: _ Aoy Arecess  [orf

L // A /é (A bt l gocnk

5% —+ /;,v’ + 3/

7

ROCK: “ZH4 ~ Q o e
e /
Aot o A 2% C/él C2 /] o+ é”
£ 7 J
' S 0O — 1N Lt e oo & S/
< C et

Zhale /Jf)/—’.'(s PO e

- St il e X

e (e S¢ w28 2 Trte

T As /28 A

-

ASSAY FOR:@AuJAgPb Zn Cu Mo




SAMPLE Ne 0617

v e
Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5« Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
- Rock Chip Channel Grab
Core Cu tings

LOCATION: LV/ese X /.

w K/;r a4 /‘, ,IC/ o
LG Ay adt &
ROCK: 2%/ o/, - o ./ e

~
[ //" €8 eu A

= A Ml Jla

72, WD
/

-

ASSAY FOR: € &gPb zn CuMo 403




/ alote <& 0618

| = ‘ '
Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

)
LOCATION:_ [F1.s 4 2 T
B e T prl e

5 i SRPY

rock:_ s — e N
__Seweppor(e

Sty < v’éﬂ.s,ﬂ £ %’/’(‘f\//‘a/

/, - § /
S U e T — A L o O 5
v et (,///, YA ¢ Bedt  © Fopgin

V & o g2 p;—‘@ f/.n« r'%'e
ol i

- Ta- y N ) Jo2 pPm ! PPm B3IPPA

ASSAY FOR: &0 @gPb Zn(CyMo _ L= N/




SAMPLE A 0619

- i

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
v Rock Chip Channel Grab
Core Cuttings

LOCATION: _Sr stio vy (G oo/ O

4 Zos -Qo/{‘ 7 c;“/‘a £

/ =" .S'//-‘O a A o>

gL Ee . o + !
ROCK:

0.004 Ao M/ A

w
Do bou, Do,
Tv \ A
v 0004 M/  Joa ~5 o

ASSAY FOR;AUAGPb Zn(CMo o= Nt




SAMPLE Ne 0620

- '\

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 * Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
v Rock Chip Channel Grab
Core Cuttings

LOCATION: 5/5/“/4 (o bl

O_* /po’ é‘”—-&%ﬁ o4l7

o
ROCK: S 28 £ — /‘) s =
Lese ;
S 2/ i & v,
o i ,/»4; <« o o

- & de. 0 A . &l  As

PEM

' ‘007 {:;/ n:f? 01u /ﬁ

ASSAY FOR: (&4 AyPb zncuMo o~ _JV|




SAMPLE e 062

- A

Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 « Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: /3/ f/lﬂ” /J ((J /Jf/(Q

- /‘\Qh‘fg [L é"’ -5\0“16/\

e
H g ()()a/;/i]qz/«‘r > j

d Py 3\ P
ROCK // Y Oy SCataed . [ X /'u—_,/v‘ /i
i /r(/ 7;‘ ’:‘: /" . - /‘ s = _:v,’ =
. - et
Sovp = /o SO

szrf‘v,j 02 -Z234
[

e A M A:g,,

Pona_ PPM . PO

- |~ M.( ] 28T S

ASSAY FOR: Ali £g Pb Zn CuMo _Con G Als




/ \PLE Ne 0622
/- A
Western Testing ¢ Laboratories

1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600

TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCATION: 97/ g

-
ROCK:
Oo ﬁ/Z, /-Lq /: SO A?
0. 04 e fh
- s

73
Z

v téia 1) [

ASSAY Fdﬁf@ A};Mnku{Mo




SAMPLE b 0623

. A

Western Testing ¢ Laboratories
1275 Kleppe Lane, No. 5 » Sparks, NV 89431 « (702) 331-3600
TYPE: Surface Underground Drill
Rock Chip Channel Grab
Core Cuttings

LOCARTION: 2 . s Onjm

v
ROCK: Brececa
%%
[7 Gk p b /% 2

Xs 7 #\ “Zn

Q»®' 3-5. 4%— 742 Atj’
v (

(T ~0. 49 %
o : 1o

v QRTE 242 1490 o pev

ASSAY FOR: &5 & C5[Z) Ca Mo




