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e GARFIELD PLANT Harch 10, 1942

] " SALT LAKE CITY, UTAH

West Coast Mines, Ine. ving____Pansy les e 637
Bulk Gjh. Winnemuocon, Nevada

BOUGHT OF.
4

RECEIVED 3-3-42 SAMPLED BY uos CLASS.

QUOTATIONS. GoLp_ 34+ 9125 SILVER 70625 mea.ﬁa less 1.5625 COPPER

ASSAYS GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR ARSENIC IRON sb M
OZ. PER TON | OZ, PER TON PER CENT PER CENT PER CENT PER CENT PER CENT PER CENT FER CENT .

A.S.&aR co. MNP 655 52.7 5.6 D0 19.0 | 5.0 26.5 15.7 25.0 | 1.2 | -
B o7 52,8 5.8 <40

SHIPPING POINT.

UMPIRE

SETTLEMENT “',"“': : '6@ m - W 0‘5_ 19,0 ‘5.@

CAR INITIAL - NUMBER WEIGHT VALUES PER TON

2645
WP 4141 A 31,01825 [ 21.08 |
413 |
60,60 |

25.0 1.2

DEDUCTIONS PER TON

5.00

i R e
‘zILVER. 9! 5.1@ = W

( COPPER, LESS @,

LABOR ADJUSTMENT ' o3l

INSOLUBLE
ZINC
SULPHUR

: Bolddinotation 18 Un sl-wraviding avar
WEIGHT OF LOT_ . Lold g el DEBIT
age sold a1 viietior catene 10

WEIGHT OF. ; ! roatendar mont =
iges fot change from $34.9126 % s
127760 iges 10 change from $31.9126 We 0Hed > = s

WET WEIGHT.
LESS MOISTURE 9‘7 12 : LESS TOTAL DEDUCTIONS ;‘gl TOTAL DEDUCTIONS

DRY WEIGHT. 11 A’ 5’ : @. $ V ; S 4‘§_° PER %.” s

> FREIGHT ADVANGED
L \ ADVANCES ,
SAMPLING = 10,00

ASSAYING 4,00 262,30

Rates, except on contracts, subject to change without notice. .
Buyers assays govern if seller fails to make or submit assays
prior to acceptance of payment. NET PROCEEDS L 2907,02

MVT MARCH Less advance = 1700.00
; - 5%7.95
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Boug‘;n}fcar_f Tiest mﬂlmh ino, 3 MINE Fansy lee Lot No.__ 036

RECEIVED.

QUOTATIONS. GOLD ".ms SILVER 'm LEAD. 6'...50 m l’m COPPER

ASSAYS GOLD SILVER LEAD COPPER INSOL. ZINC SULFPHUR ARSENIC IRON s“
OZ. PER TON | OZ. PER TON PER CENT PER CENT PER CENT PER CENT PER CENT PER CENT PIE CENT

A. 8. & R. CO. W 48.4 §f§ o 11.5 5-2 m 1646 1.6

B=11=48 = s.urien By uos Crass Bulk Cyse SHIFFING PoINT___ TERRGERSOR, Beve

e & 48,45 | 5.7 .4 170 | 5.1 1 86,1 1 1.6

CAR INITIAL®.|  NUMBER' : ° VALUES PER TON o DEDUCTIONS PER TON

- “m GOLD @% ‘ o 5o 00
g .~ SILVER, $8% o___° 2 ; : :

(o Es ol

= @
,ci%. :Ess MO 'ms

LABOR ADJUSTMENT

INSOLUEBLE
ZINC
SULPHUR

S Fnldquatatic finial providing sve
WEIGHT OF LOT— 5 N i bl DEBIT

ape gold qu
WEIGHT OF. BACKS

does not change from $34:9125 a8 used % @

WET WEIGHT_-m IRON
LESS MOISTURE ‘7 % LESS TOTAL DEDUCTIONS 5;31 : TOTAL DEDUCTIONS

DRY WEIGHT @ 5 51 : PER TON
@ 4.20 275.48

FREIGHT ADVANCED
ADVANCES
SAMPLING
UMPIRE

ASSAYING - m

Rates, except on contracts, subject to change without notice.
Buyers assays govern if seller fails to make or submit assays
prior to acceptance of payment. NET PROCEEDS

MVT FEB, | mmw»uhﬁ




-8 -4 5 - : y \ -
et | AMERICAN SMELTING AND REFINING COMPANY

‘ 55 il SALT LAKE €ITY, UTAH.M___ S5 __.l_____
Bouent or_lBSY Gomst Mines,Ine. mine__Panky Lee Lor No. 989
RECE:VED__——JQ—'—'M_L__SAMPLED BY. Uoa CLasstili obs. —_SHIPPING PO?WW““ * Eev,
QUOTATIONS__ GOLDM__ SILVER_‘Lm LEAD.E"‘S.s less Ifﬁas COPPER

AssAYs GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR ARSENIC IRON bd . ﬁ
2 OZ. PER TON OZ. PER TON PER CENT PER CENT PER CENT PER CENT PER CENT PER CENT FER CENT <
A. S. & R.cO. WP - L5.8 . - . ﬁ o0 25e5 % 4 .

L - J |
B&D 075 k.l 52 E.} ‘?‘

& o5 580 16,5 M (358 59 e W w5 rr o

CAR INITIAL NUMBER WEIGHT VALUES PER TON ; DE_DUCTI_ONS PER TON

ﬁ 5 GOLD @ 510&1&7-5— g lg | BAS 5.@
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[EIGHT OF. SACKS TE L e G308 ascneld
'ET WEIGHT. 1276 i does not change IOM 9775 - i % @
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DRY WEIGHT. 1166086 @ s 9% . _PER.T $ 3579407
L9543 FREIGHT ADVANCED : & 4“ w‘sa
: _ADVANCES );'
SAMPLING - J 10400
UMPIRE : p o
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168 SO. WEST TEMPLE ST. TELEPHONE 3-2563

T 3 CERTIFICATE OF ASSAY

BLACK & DEASON

ASSAYERS AND CHEMISTS

& SALT LAKE CITY. UTAH,
NaME Yest Coast Mar, 3, 1942

LOT NO. 6397 SAMPLED By Ui 0.8

ASSAY PER TON OF 2,000 POUNDS

GOLD-0zs. ; SILVER—O1zs. LEAD—%-;WET COPPER—%
g LV 527 & & o,60
Cet? 524 De8 0e40

INSOLUBLE=% ZINC—% SULPHUR—-% IRON—%

‘] F " |
CHARGE, $Za .

e SR
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168 SO. WEST TEMPLE ST.

-

TELEPHONE 3-2563

CERTIFICATE OF ASSAY

BLACK & DEASON

NAME West Coast

LOT NO.

e

636

ASSAYERS AND CHEMISTS

SALT LAKE CITY, UTAH,

Feb, 12, 1942

SAMPLED By

ASSAY PER TON OF 2,000 POUNDS

g, 0, S.

GO}-D-—Q:I

_SILVER-Ozs.

LEAD—-%—WET COPPER-%
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_ 0,685 |
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SULPHUR—~% IRON—-%

CHARGE, s__é.-_Q_O_
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WEIGHT AND MOIS

JRE SAMPLING COMPANY

TURE CERTIFICATE

4 G T
636 Class
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MURRAY PLANT

AMERICAN SMELTING AND REFINING COMPANY

Dsgégs ﬁl}‘g‘z‘; ;‘,egedm ;g;pgeerft Zinc | Sulphur | Arsenic | Antimony | Iron
per ton | per ton pWet Wet per cent per cent | per cent | per cent | per cent | per cent

Manga-
nese
per cent

Lime Bismuth
per cent | per cent

A.8.& R.Co. T (72 o ¢ & /
%«@?’gmi’?w e B S Ll S0t iis | TN R

-~

VALY ﬁfﬁ

1

/}2
%/Wf//"% B Chief Chemist
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» ; MURRAY PLANT,.
AMERICAN SMELTING AND REFINING COMPANY A
Lot No. NAME ogg}g‘; f&;‘;‘; pgf.?gnt ;?e(;pcpeerft Iﬁg‘fé’ Zine | Sulphur | Arsenic | Antimony | Iron Mﬁ::ea' Lime | Bismuth -

per cent | per cent | per cent | per cent | per cent per cent | per cent

per ton | per ton Wet Wet per cent per cent
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Mine ‘47 f}g 5.8. gt ‘

//f'ﬂ e el //p;/ %/ § /%é __Chief Chemist







