UNITED STATES
DEPARTMENT OF THE INTERIOR
GEOLOGICAL SURVEY
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ASSAY REPORT

Telephone 363-3302 Hand Sample Serial......12230-1224] UNION ASSAY OFFICE, Inc.

1 W. C. WANLASS, President
. A keyBe Goldunith L. G. HALL, Vice Prosidant
2 Mine Pan-Nevada,. lnc. G. P. WILLIAMS, Treasurer
Suite 21, 830 Ryland Street GERALDINE A. WANLASS, Secretary
Reno, Nevada 89502 P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS April 21, 1969 Salt Lake City, Utah 84110
3 L

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR
NUVM BER st. per Ton | Ozs. per Ton | Wet on Ore|| Per Cent Per Cent Per Cent Per Cent Pll:g:‘nf PeLr| gaEn'l' Per Cent Por Cont
e Mo || Mn
Hok #1457 3.896
M an Trace || 0.1 0.018
‘?w.'_ 2 /'-/’ et
e Trace None 0.012 None
v, }f?in:id/
> i / 273 0.005 0.1 0.025 0.026
’,,2,74 1.214
bu2ih 0.396 None
Wy 276 0.302 None
S 277 0.541
%
o 278 0.270
N
279 0.378
LE?O 0.428
7 281 None None
/{//pr‘ R NG S 4R !

Reniorles: i o it

Charges §.......24..00




ASSAY REPORT

UNION ASSAY OFFICE, Inc.

P W. C. WANLASS, PPresci'denf
MEne . s P m..ﬂ“‘dﬁ;..lﬂﬁa .......................... VA Sl G PR e U e L. G. HALL, Vice President
G. P. WILLIAMS, Treasurer
Suite 2, 830 Ryladd Street GERALDINE A. WANLASS, Secretary
P. O. Box 1528

RESULTS PER TON OF 2000 POUNDS Teb. 11’ 1970 Salt Lake CH.YI Utah 841 10

8 _ Hand
.l s Sampls Serial ... 5136-5161

| - :
GOLD SILVER LEAD COPPER INSOL, ZINC SULPHUR|| IRON LIME
Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| - Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent PerCent | Per Cent

None None 0.006 None
None 0.018 None
None 0.037 None
None 0.037 None
None | 0.025 None
None 0.025 None
None 0.056 Trace
None 0.037 None
0.012 None
0.012 None
0.037 None
0.025 None
0.012 None
0.025 None
0.012 None
0.006 Trace
0.006 None

None None

0.012 None
0.006 Nome
0.012 None
0.151 None
0.018 None
0.006 None
0.107 None

0.100 None

Remarks o sy i, s s S R TR T B e P e o v e e s R T e e RN e e (e | AR S B
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363-3302 Hand
Telephone 363-330 Sample Serial ... 3434=5454 ASSAY REPORT

UNION ASSAY OFFTICE, Inc.

W. C. WANLASS, President
Mine ... Pan-Nevada, Inc. L. &. HALL, Vice President

i G. P. WILLIAMS, Treasurer
Suite #2 830 Ryland Street GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Peb. 13, 1970 Salt Lake City, Utah 84110

C s

GOLD SILVER ' LEAD COPPER INSOL. ZINC SULPHUk IRON LIME Per Cent
Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent

None 0.050 None
None 0.050 None

Noma 0.088 None

None 0.018 None

None 0.012 None

None 0.006 None

None 0.012 None
None 0.006 None
None 0.006 None
None None None
None 0.006 None
None 0.012 None
None 0.006 None
None 0.006 None
None 0.006 None
None None None
None None None
None None
None None
None None

None None




TeJephone 363.3302

Hand

Sample Serial

RESULTS PER TON OF 2000 POUNDS

ASSAY REPORT

UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
GERALDINE A. WANLASS, Secretary

P. O. Box 1528
Salt Lake City, Utah 84110

Feb, 2, 1970

GOLD

Ozs. per Ton

SILVER
Ozs. per Ton

LEAD
Wet on Ore

COPPER
Per Cent

ZINC SULPHUR || IRON LIME

Per Cent Per Cent || Per Cent || Per Cent Por Cent

%zlﬁ%,

556550 2590

557
558
559

Trace
Trace

None

None
0.2
None

None

None
None
None

0.006

None

560 None

561 0.006

562 0.006

563 0.037
564 0.006
565 0.044
566 0.012
567 0.018
568 0.006

5690 -9
Evo

0.012

Charges $105.00 T AR




Hand :
Te?l.ephone in S;:Iple Serial . 395=322 - - ASSAY REPORT

UNION ASSAY OFFICE, Inc.

¥ W. C. WANLASS, President

: L. G, HALL, Vice President

parng . P. WILLIAMS, Treasurer
GERALDINE A. WANLASS. Secretary

P. O, Box 1528
RESULTS PER TON OF 2000 POUNDS Jan. 5’ 1970 Sa“_ Lake CH_Y‘ U+ah 84110

OLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME R
NUMBER Ozse.por Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent || Per Cen

? y
2560 /207/3C jone | None 0.012 0.25

2561 None 0.1 0.025 0.15
2562 Trace (0.1 0.018 None
2563 Trace None 0.15
2564 None 0.012 0.10
2565 Trace 0.018 Trace
2566 None None Trace
2567 Trace 0.012 0.50
2568 None 0.283 Trace
2569 None 0.012 Trace
2570 None 0.006 Trace
2571 None 0.006 Trace
2572 Trace 0.006 Trace
2573 Trace 0.018 Trace
2574’ Trace 0.012 Trace
2575 Trace 0.006 Trace
2576 None None 0.25
2577 Trace 0.006 0.25
2578 Trace 0.069 Trace
2579 Trace 0.006 0.05
2580 Trace 0.006 None
2581 Trace 0.018 None
2582 Trace 0.012 None
2583 Trace 0.006 None

Nopge | ___

2584 |None 0.012

2585 Trace 0.018 None
2586 None 0.012 None

£ p
2587 390 “400 None 0.025 None

28 bk A T R g NI A L A N 0 e T N AR AR s R el TIC el SR 0 T e e e b O S 6 O
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Teleph 363-3302 Hand
Py Sarerls Serikl.. 2GR0 ASSAY REPORT

UNION ASSAY OFFICE, Inc.

{4 G i i W. C. WANLASS, President
Dine FOREPBUNEGR . S oo S e T L. G. HALL, Vice President
G. P. WILLIAMS, Treasurer
Suite #2, 830 Rjland Street GERALDINE A. WANLASS, Secretary
Reno, Nevada 89502 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS SaH‘ Lake CH'Y, U+ah 84' |0

_Jan. 5, 1970

GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR IRON LIME
NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| - Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Per Cent | Per Cent

7—'1 /

4
1791 /0 =20 | Trace | 0.1 0.126 0.30

1792 Trace | 0.1 None None
1793 None None None
1794 None None Noen
1795 Trace None Trace
1796 Trace None Trace
1797 None 0.10
1798 0,006 Trace
No No Rt-1 90-100 None: 0.40
1799 None 0.45
0.088 Trace
None Trace
0.006 Trace
None Trace
Nome Trace

None Trace

¢ #
|1892 /70 ~/80 0.006 Trace
7
‘ 2549 /0""’20 None Trace

2550 0.037 Trace

2551 0.182 0.20

2552 0.415 0.20
AP 2553 0.182 0.25
l\ 2554 0.056 0.15
Qt 2555 0.044 Trace
2556 erreef| A s 0:025 | Trace |

2557 0.094 Trace

2558 0.069 Trace

(4
2559 //0-120° 0.119 Trace

Rématks...... Sagil o enken an ayehwaly. | . oo RS EE G dn e G REE R e i
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Telephane 363:3302 Hand ;
b < Sample Serial .. ASSAY REPORT

UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President

ine ViISs Pan-Nevada, Inc. L. G. HALL, Vice President
Mine Suite X 850 Sulbad 8 G. P. WILLIAMS, Treasurer
uite 2, yland Street GERALDINE A. WANLASS, Secretary

P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Salt Lake City, Utah 84110

Jan. 7, 1970

4

. GOLD SILVER LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
4 e Ozs. per Ton|| Ozs. per Ton| Wet on Ore|| Per Cent Per Cent | PerCent || PerCent || Per Cent|| Per Cent

.
1893/50 :'/90 Trace None 0.006 0.10

Per Cent || Per Cent

1894 0.025 1.9 None Trace
1895 Trace None None Trace

1896 Trace None 0.05

1897 Trace None 0.05
1898 Trace 0,012 Trace
1899 Trace None 0.05
2 ?
190050 26 Trace None 0,10
¢ Fi
1987260 -2729 o.015 0.012 0.10
1988 Trace None 0.05
1989 Trace None Trace
1990 None None Trace

1991 Trace None Noen

1992 Trace None Nome

1993 Trace None 0.10
1994 Trace None 0.10
1995 Trace None 0410
1996 None None 0.15
1997 Trace None 0.05
1998 Trace 0.006 0.10
1999 Trace None Trace
2000790 401 xone 0.006 0.05

y

’
542 400 -9 Trace 0.006 0.10

- 543 Trace None 0.05

544 Trace 0.006 0.10
S48 e N Iene™ | 005
546 None 0.05
547 None 0.05
548 Trace None

349 Trace Trace
rs

550450486 one None
Evn)

Remarks) sn R s e e e e e e B e e R e S e el R o R RN e B U S TR

Charges $ 4 L Ve R R S M R




Telephone 363-3302 Hand
ok Sample Serial . 4249642525 . ASSAY REPORT

: : ‘ UNION ASSAY OFFICE, Inc.

L' + W. C. WANLASS, President
Mine ... Pan=Newvadas Inc. A S PR e T L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
Suite 2 830 Ryland Street GERALDINE A, WANLASS, Secretary

i P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Dgc. 22, 1969 Salt Lake City, Utah 84110

NUMBER GOLD SILVER | LEAD COPPER INSOL. ZINC SULPHUR|| IRON LIME
75‘;’?’_2 Ozs. per Ton|| Ozs. per Ton|| Wet on Orel| Per Cent Per Cent || PerCent || Per Cent || Per Cent|| Per Cent

== / Foorse /

2501' 10-22

Per Cent

2502 22-32
2503 32-42
2504 42-52
2505 52-62
2506 62-72
2507 72-82

2508 82~-92

99
2509 92-12

2510 99-108
2511 108-118
2512 118-130
2513 130-140
2514 140-150
2515 150-160
No Numberl60-170
2516 170-180
2517 180-190

2518 190-200

2519 200-210
2520 210-220
2521 220-230
2522 230-240
2328 240-250
2524250260

2525 260-270

2526 270-280
2527 280-290
2528 290-300

2529 300-310

Charges S202:90 5 2020 0 -




Hand
Sample Serial 42676-42694 ASSAY REPORT

UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President
L. G. HALL, Vice President

N T G KR G. P. WILLIAMS, T r
Suite 2 830 Ryland Street GERALDINE A. WANLASS, Secretary
Reno, Nevada 89502 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Dec. 23, 1969 Salt Lake City, Utah 84110

GOLD SILVER | LEAD COPPER INSOL. ZINC SULPHUR|l [RON LIME
/7’7""5 NUMBER Ozs. per Ton|| Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent Per Cent || Per Cent|| Per Cent Por Cent || Por Cont

TR=2 /wmf{
2530-310-320 Trace None 0.006

2531 320-330 Trace | None 0.012
2532 330-340 Trace | None None
2533 340-350 Trace | None 0.006
2534 350-360 Trace | None None
2535 360-370 Trace | None 0.050

2536 370-380 None None None

2537 380-390 | None 0.006
2538 390-400 None None
2539 400-410 Trace None
2540 410-420 Trace None
2541 420-430 Trace None
No # 430-440 None . 0.006

2542 440-450 Trace 0.006

2543 450-460 None 0.018

2545 460-470 Trace 0.018
2546 470-480 None 0.025
2547 480-490 None None

2548 490-497 Trace 0.037

Remarkeon.:. ol B = e B e T 3 T S B e

Charges $. A28 29 1 i
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L0-Fsor  PETRIL.  RESULTS Loarn MevabdA ~-K=p 70,

e
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ASSAY REPORT

Telephone 363-3302 UNION ASSAY OFFICE, Inc.

W. C. WANLASS, President
L. G. HALL, Vice President

" 7 Mine ...Pan Nevada,. Inc. . P. WILLIAMS, Treasurer

Suite 2’ 830 Rylund Street GERALDINE A. WANLASS, Secretary
P. O. Box 1528

Salt Lake City, Utah 84110

RESULTS PER TON OF 2000 POUNDS Jan. 27, 1970

GOLD { SILVER l LEAD COPPER INSOL. ZINC SULPHUR || IRON LIME ParCont Il Per Cant

NUMBER Ozs. per Ton | Ozs. per Ton || Wet on Ore||  Per Cent Per Cent || Per Cent || Per Cent || Per Cent || Per Cent

Jr —
2F- =
551530 5490 | None |None None None

552 None |None 0.006 None
None None None
None None None
555570-580 | None None None
2596480990 | Trace 0.006 None

2597 Trace 0.012 None

2598 None 0.044 None
2599 None 0.037 one

2600520-530 | None None Llone

o

Remarlks

Charges $.




~ ASSAY REPORT

Telephone 363-3302 Hand Sample Serial..... 1064~1071 UNION ASSAY OFFICE Inc.

W. C. WANLASS, President
L. G. HALL, Vice President

G. P. WILLIAMS, Treasurer
830 Ryland Street, Suite 2 GERALDINE A. WANLASS, Secretary

Reno, Nevada 89820 P. O. Box 1528
RESULTS PER TON OF 2000 POUNDS Jan. 12, 1970 Salt Lake City, Utah 84110

GOLD SILVER LEAD [ COPPER | INSOL. | ZINC | SULPHUR| IRON | LIME | oo oo | por Cont

UMBER Ozs. per Ton || Ozs. per Ton|| Wet on Ore|| Per Cent Per Cent Per Cent || Per Cent || Per Cent || Per Cent

e =
25884 «4/& None None 0.018 None

2589 Trace None 0.025 None
2590 None None 0.037 None
2591 Trace Nouab 0.025 None
2592 Trace None 0.012 None
2593 None None | None None

2594 ' 0.006 None

2595 42 ~460

Remarks

Charges $ 60,00




