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EXPLANATION

mm MEASURED & INDICATED ORE

CONTOUR INTERVAL 100, 300, and 1000 Gammas

MAGNETOMETERS USED In SURVEY
SCALE IN FEET
Il. JALANDER —Raonge No. and Sansitivity
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2. ASKANIA TORSION FIBER
Sensitivity 263 Gomma-/D.grc.
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UNITED STATES STEEL CORPORATION L YON DEPOSIT
RAW MATERIALS EXPLORATION

IPONTON~ UTAaH

LYON COUNTY - NEVADA

GROUND MAGNETIC CONTOUB{S“"'




